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1965 https://www.ester.ee/record=b2181989*est https://digikogu.taltech.ee/et/ltem/c8c0d777-7bb9-4cb8-9189-55809fb62535

MU3Hoc, ycTanocTb U KOpPo3usl MeTaroB : COOPHUK cTaTe
1966 https://mwww.ester.ee/record=b2182111*est https:/digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

U3HoC, ycTanocTb U KOppPo3usa MeTannoB : COOPHUK cTaTen
1969 https://www.ester.ee/record=b2183085*est https://digikogu.taltech.ee/et/ltem/28ca169d-6b4f-44b6-92fd-45d8fc81e458/

U3Hoc, ycTanocTb U KOpPO3usi MeTansioB : COOPHUK cTaTen
1970 https://www.ester.ee/record=b2189975*est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

M3HOCOCTOMKOCTb NOPOLUKOBBLIX MOKPbLITUNA B YCITOBUSIX KOPPO3MOHHO-abpa3MBHOro N3HalUMBaHUA
Kulu, Priit; R6uk, Arno; Rouk, Marina V13HococTolikue crnieyveHHsle MmaTepumans! 1 nokpbius 1988 / c. 56-61

U3yueHne KOpPO3NOHHO-3aLMTHOIO AeNCTBUA rafloreHNA-MOHOB B pacTBOpax CePHOM KACTOTbI
Kallast, Vambola; Talimets, Ellen; Palgi, Maret-Elo MNpoueccbl 1 annapatbl XMMU4ECKOW TEXHOSOMM U TEXHOSIOUS

HeopraHuyeckux BewwecTB. 7 1976 / ¢. 85-92 : unn https://www.ester.ee/record=b1351417*est https://digikogu.taltech.ee/et/ltem/d16fcc56-
ac67-4884-ba2f-94db4ecfO4cc

U3yyeHne mexaHu3ma AeNCTBUSA aHUOHAKTUBHLIX [TAB Kak MHTMGUTOPOR KUCITIOTHOM KOPPO3un
Kallast, Vambola; Faingold, J.S. HeopraHnyeckas xumusi u texHoriorusi. 1 1980 / ¢. 109-112 https://www.ester.ee/record=b2191026*est
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https://digikogu.taltech.ee/et/ltem/130509c0-2687-471a-a9f8-1501114a266e

U3yyeHue npouecca BbICOKOTEMINEPaTyPHOM KOPPO3UM B NepBOHaYasibHOW CTaaumn B NPUCYTCTBUM 3071bl
Ha3apoBCKOro yrns

Ots, Arvo; Tomann, Elvi Viccrieqoeanue paboTbl naporeHepaTopoB arnekTpoctaHumii 1979 / c. 83-93 : unn
https://www.ester.ee/record=b1271273*est https://digikogu.taltech.ee/et/ltem/aa46d054-b6b8-4ad0-bfd6-b9ce1a581794

UHrmbupoBaHue KOKCOOOpa3oBaHUs U KOPPO3UK MeTarlia Npyu NUpPonu3e yrineBoAoOPOAHbIX CMecen
Aarna, Agu; Soone, Jiiri; Teder, Jiiri Hedbtexvmmieckuii cumMnosuym coumanmcTudieckux ctpan,1, baky, 21-25 Hos6psi, 1978 roaa :
Tesuchl gokrnagos 1978 /c. 31

MHrubmpoBaHMe KOKCOOGpPa3OBaHUA U KOPPO3UUN MeTara Npy NMpPonun3se yrneBoAOPOAHbIX CMecen
Aarna, Agu; Soone, Jiiri; Teder, Jiiri Hedbtexvmust 1979 / c. 614-618 https://www.ester.ee/record=b2054473*est

UcnbiTaHMe MHIIMGUTOPOR ANsi TOPMOXXEHWSI XITOPMAHOW KOPPO3UU CTanu B JIerknx 6eToHax
Talimets, Ellen; Rohumégi, Ene CrnaHueBasi n[pOMbILLNEHHOCTb : MHChopMaLmoHHas cepust | 1987 / ¢. 20-23 : unn
https://www.ester.ee/record=b1889272*est

UccnegoBaHue B3aMMOCBSA3U rMapoabpasnBHOro U3HOCa U KOPPO3MOHHOM CTOMKOCTU KOMMNO3ULIMOHHbIX MaTepuanoB
Ha OCHOBe Kap6upga 6opa

MapwuHud M.A.; KyseHkoBa M.A.; Bessa t0.B.; Bernoson B.C. M3HococTOlKMe NOPOLLKOBbIE MaTepuarns! 1 MOKPbITUS : Te3UChI
OOKragoB BTOpoW koHdepeHumn Barmuiickmx pecnydrmk 1991 / ¢. 9-10

WccnepoBaHue BNUSIHUS BOASIHOM OYMCTKM TOMKM Ha YCINOBUA paboThl MeTasnna 3kpaHHbIX Tpy6 NapoBbIX KOTIIOB :
aBTopedbepar ... KaHAMAaTa TeXHMYeCKux Hayk (05.04.01)
Touart, Raivo 1982 http://www.ester.ee/record=b1289173*est

UccnegoBaHue BNUsiHWSA BOASHOM OUUCTKMU TOMKU Ha YCNOBUA paboThbl MeTanna akpaHHbIX TPYO NapoBbIX KOTIOB :
AuccepTaums ... KaHauaaTa TexHu4eckux Hayk : 05.04.01 - naporeHepaTopoCTpoOeHMe, ’MAPOTYPOOCTPOEHUE U
naporasoTtyp6ocTpoeHue

Touart, Raivo 1982 http://www.ester.ee/record=b2411126*est

UccnepoBaHue BNUsiHWSA TemMnepaTypbl NPOAyKTOB CropaHusl Ma3yTa Ha MHTEHCUBHOCTb BbICOKOTEMEpaTypHON
KOPPO3uUM KOTENbHbIX CTanei B NPOMbILLNIEHHbIX YCIOBUSIX : aBTopedepar ... KaHauaaTa TexHu4eckux Hayk (05.14.04)
Suik, Heinrich 1980 http://www.ester.ee/record=b1263060*est

MCCﬂeﬂOBaHMe BINMUAHUA TeMnepaTypbl NPOAYKTOB CropaHusa Masyta Ha MHTEHCUBHOCTb BbICOKOTeMI'IepaTypHOVI
KOPPO3nU KOTeNbHbIX cTanen B NMPOMBILIEeHHbIX YCIOBUAX . guccepTauus ... KaHanaaTa TeXHN4eCKUX Hayk : 05.14.04 -
NpoMbILlUNeHHanA TenJfodHepreTuka

Suik, Heinrich 1980 http://www.ester.ee/record=b2357368*est

UccnegoBaHue BNUsiHWS TeMnepaTtypbl, CTeneHn KapboHu3auum n AencTBuUsi Buxpomara HaTpusi Ha KOPPO3ULO
yrnepoancTomn ctanu B pacTBopax MOHO3TaHONaMUHa

Ferber, Martsel; Rohumagi, Ene Npouecchl n annapaTbl XMUYECKON TEXHOIIOMMM 1 TEXHOMOTSI HEOPraHMYecKux BeLecTs. 6 1975 /
. 47-56 : nnn https://www.ester.ee/record=b1328221*est https://digikogu.taltech.ee/et/ltem/fe4506d2-a386-4039-88aa-b211d04b97fe

UccnegoBaHue BbICOKOTEMNEPaTYyPHOU KOPpPOo3un
Nuut, H.; Prikk, Arvi XXXIl cTyneH4yeckas Hay4dHo-TexHUYeckas koHdepeHuus By3oB lMpubarnmuiickmnx pecnybrvk, Beropycckoin CCP

n Mongasckoint CCP, 19-21 anpens 1988 r. : Teancel 4oknagos : [B 3-xvacTax], y. 2 1988 /c. 14
https://www.ester.ee/record=b1571601*est

UccnepoBaHuMe BbICOKOTEMMNEPATYPHOW KOPPO3UM Xernesa B NPUCYTCTBUM CllaHLIeBOW 3011bl B aTMochepax,
copepxawmx SO2

Ebber, Arkadi; Talimets, Ellen XVIcTyoeH4eckasi Hay4yHo-TeXHUYeCKasi kKoHdpepeHumst By3oB lMpubarruku, Bernopycckoit CCP n
KarnmHuHrpaackon obrnactu, nocesileHHas 100-netuio co aHst poxaenust B. U. Jlennna : 20-25 anpenst 1970 r. @ (Te3ancbl JOKNAaoB).
MaTemaTuka, dmsuka n xumua 1970 / c. 33 https://www.ester.ee/record=b1379468*est

UccnepoBaHue BbICOKOTEMMNEPaTYPHOW KOPPO3UM Xeres3a U cTanen B NpuUcyTCTBMM CriaHLeBOM 301kl : aBTopecdepar ...
KaHaMAaaTa TexHMYe4veckux Hayk (05.273)
Talimets, Ellen 1971 http://www.ester.ee/record=b1391111*est

WUccnepoBaHune BLICOKOTEMMEPaTypHOW KOPPO3UN XKernesa U cTanen B NpUCYTCTBUM CNaHLIEBO 301bl : AuCcepTauums ...
KaHaOuaaTa TeXHN4YeCKUX HaykK
Talimets, Ellen 1971 http://www.ester.ee/record=b2253448*est

UccnepoBaHue BbICOKOTeMI'IepaTypHOFI Koppo3nu cTaneu nop BAMsiHAEM OTIIOXKEHUIN noTalla npu CXUraHum rasa
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Tallermo, Harri; Prikk, Arvi; Anson, Genrih; Kukk, A. ViccnegoBaHue paboTbl NApoBbIX KOTMOB areKTpocTaHumii 1982 / c. 41-58 :
U https://www.ester.ee/record=b1527395est https://digikogu.taltech.ee/et/ltem/a8e8b02c-2427-4c62-a6f2-44166b7f79be

WccnepoBaHue 3aBUCMMOCTM BbICOKOTEMITIEPATYPHOW ra3oBOM KOPPO3UM OT TEMNEPaTypbl NPOAYKTOB CropaHust
Ma3yTa : aBTopedpepar ... KaHauAaTa TEXHUYECKNX Hayk (05.273)
Hristits, Leonid 1971 http://www.ester.ee/record=b1391113*est

UccnepoBaHMe 3aBUCUMOCTU BbICOKOTEMIEPATYPHOM ra3oBOM KOPPO3UM OT TeMrepaTypbl NPOayKTOB CropaHusi
MasyTa : guccepTaums ... KaHauaaTa TeXHUYeckux Hayk : 05.273 - npombILLsieHHas Tensio3HepreTmka
Hristits, Leonid 1971 http://www.ester.ee/record=b2252996*est

UccnepoBaHue 3arpa3HeHUs NOBEPXHOCTEN HarpeBa 30510BbIMA OTNIOXKEHUSIMU B YCITIOBUSAX CXKUraHUA CNaHLEeBoro
macna YTT-500 Ha OIY T3l Koxtna-Apse
Arro, Hendrik; Keerov, Voldemar; Touart, Raivo; Kalmaru, A.; Talumaa, R. ccnegoBaHusi npobriem paboTbl naporeHepaTopoB

anekTpocTaHumin 1978 / c. 65-72 : unn https://www.ester.ee/record=b1305007*est https:/digikogu.taltech.ee/et/ltem/0b775307-30d6-4b2a-
886¢c-d3671cfebcd6

UccnenoBaHue KMHETUKU Koppo3umn ctanu 12xIMP

Remmet, T.; Prikk, Arvi XXXIl cTyneH4yeckas Hay4HO-TeXHUYeckas KOHdepeHLUus By30B Mpubanruiickux pecnybnmk, bernopycckoi
CCP v Mongasckon CCP, 19-21 anpensa 1988 r. : Teancbl goknagoes : [B 3-xvacTsx], 4. 2 1988 /c. 13
https://www.ester.ee/record=b1571601*est

UccnepoBaHme KOppOoAMPYHOLLUNX CBOMCTB HEKOTOPbIX aHTUrONosieaHbIX pereHToB
Kallast, Vambola; Vaimel, Ants AsToMo6urnbHble Aoporn. ABTOMOBWIbHbIA TpaHCNopT : cOOpHUK ctaTeit. 5 1971/ ¢. 3-14 : ynn
https://www.ester.ee/record=b2122812*est https://digikogu.taltech.ee/et/ltem/750ef91e-6513-47c2-b2f8-b3a129e93e38/

UccnepoBaHue Koppo3un BOAONPOBOAHBX TPYO

Kuusalu, K.; Karu, Jaan XXX cTyaeH4eckasi Hay4yHO-TexHU4eckasi koHpepeHumst By3oB lMpubarruitckmx pecnybrivik, bernopycckor
CCP n Mongasckoi CCP, 8-10 anpens 1986 roaa : Teauckl oknagoB. Tom |, OBLuecTBeHHbIE Hayku. PrsuKo-MaTemMaTnieckme
Hayku. CTpoutenbcTBo. OkoHomuka 1986 / ¢. 103 https://www.ester.ee/record=b1305540*est

UccnepoBaHMe KOPpO3nM HepXKaBeroLWUX CTanen B a30THOM KUCIOTE NpU TeMnepaTtypax Bbille KUNneHusi
Kallast, Vambola Npouecchl 1 annapaTbl XMMUYECKON TEXHOMOUN 1 TEXHONOMUS HeopraHmMdeckux BewecTts. 2 1971 /c. 81-86 : unn

https://www.ester.ee/record=b1531303*est https://digikogu.taltech.ee/et/ltem/ae6e2dd0-3320-48ce-b2bc-5254c0336474/

MCCﬂeﬂOBaHMe KOppo3nu cunukanbuuTa : aBTope(bepaT ... KaHOQUAaTa TeXHN4eCKnX Hayk
Ott, Roman 1955 http://www.ester.ee/record=b1390591*est

UccnegoBaHue koppo3um ctanu B (peHOoNbHOM BoAe € PasfMyHbIM cogepkaHuem ¢heHOMoB U XJIopuaoB
Rohumégi, Ene; Tiirkson, Heino Moptouve criaHubl : nHdopmauvoHHas cepust 11981 / ¢. 22-28
https://www.ester.ee/record=b1889669~est

UccnepoBaHMe KOPPO3UOHHOIO M3HOCA KOTENbHLIX CTanen noa Bo3gencTBMeM NoTalla B NpoAyKTax CropHas rasa

Ots, Arvo; Tallermo, Harri; Prikk, Arvi Bocbmas MexayHapoaHas koHdepeHuysi no MITO-npeoGpasoBanumio aHeprm : Mocksa, 12-
18 ceHTabpsa 1983 r. : [goknagel]. T. 4 = Eighth International Conference on MND Electrical Power Generation : Moscow, September
12-18, 1983. Vol. 4 1983 / c. 31-34 : un https://www.ester.ee/record=b5646323*est

UccnegoBaHue KOPPO3UOHHOM CTOMKOCTU NaponeperpeBaTesibHbIX TPYO C 3alUTHBLIMU NOKPLITUSIMU
Tallermo, Harri; Laid, Jaan Korézia v energetike, zbornik prednasok, Kosice, 1978 1978 / c. 16-26

UccnepoBaHne KOPPO3IMOHHOM CTOMKOCTU CrlaHLIe30sIbHOro NOpTaHALEeMEeHTa
Raado, Lembi-Merike; Piksarv, Evald Tpyabl Hay4Ho-TexH14ecKol koHpepeHummn "1 3yueHne 1 npumeHeH1e cnaHue3onbHbIX
uemeHToB" : [TanmH, 23-24 ceHtabpsa 1971 roga] 1971 / ¢. 79-83 : wnn https://www.ester.ee/record=b1335722*est

MCCﬂeﬂOBaHMe KOPPO3NOHHbIX U 3JIEKTPOXUMUYECKUX CBOWCTB HEKOTOPbIX KOHCTPYKUMOHHbIX MaTepuarnioB U Xpoma B
pacTBopax a30THOW KUCNOThI : aBTope(bepaT ... KaHOQUWAaTa TeXHU4eCKUX Hayk
Merendi, Jiiri 1982 https://www.ester.ee/record=b1547844*est

UccnegoBaHue maTtepuanoB Ha KOPPO3UOHHO-3PO3MOHHBLIM U3HOC B YCIOBUSIX paboThl TypbousmensumTenemn
Kleis, limar; Sokolov, A.F.; Kuzjukov, A.N. TpeHure n nsHoc B mawmHax 1978 / ¢. 33-41 : wnn https://www.ester.ee/record=b2190999*est
https://www.etera.ee/zoom/121378/view?

page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5%20%D0%B8 %20%D0%B8%D0%B7 %D0%BD%D0%BE%
D1%81%20%D0%B2%20%D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tocol=search&view=0,0,1964.3047

UccnepoBaHne MeXaHMYECKMX CBOUCTB M KOPPO3MOHHOM CTOMKOCTM NOPOLLUKOBLIX TBepAbIx cnnaBoB TIC-ctanb
Kallast, Vambola; Kiibarsepp, Jakob; Talimets, Ellen; Schachter, K.; Lohonyai, N. KomnnekcHas nepepaboTtka docgaTHoro
Cblpbsi, aHanM3 NPUPOAHbIX U TEXHMYecKX oobekToB 1986 / c. 89-94
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UccnegoBaHMe HEKOTOPbIX MepKanTaHOB U aMUHOB B Ka4eCTBE MHIMOUTOPOB KUCIIOTHOW KOPpPO3un

Schéchter, K.; Lohonyai, N.; Kallast, Vambola; Talimets, Ellen KomnrekcHas nepepaboTka ¢occaTHOro cbipbsi, aHanma
NpUPOAHbIX U TexHM4eckmnx 06bekToB 1983 / ¢. 95-100 : un https://www.ester.ee/record=b1294037*est
https://digikogu.taltech.ee/et/ltem/ebe3de55-9448-4002-9aec-7e1ef9c57d96

UccnepoBaHMe NpoayKToB KOPPO3UKM CTanuy npy Ao6bIye roproymnx crnaHues
Kukrus, O.; Ulite, A.; Metsik, Rein; Pedokand, Toivu Oil Shale = Noptoune CriaHupl 1982 / c. 21-27
https://www.ester.ee/record=b1072685*est

UccnegoBaHue npouecca Koppo3un B BOAONPOBOAHbIX TPyGax
Karu, Jaan; Saarekonno, Jiiri HeyctaHoBMBLLMECS MPOLIECCHI B CUCTEMAaX BOAOCHabXeHWst 1 BogooTeeaeHus 1988 / c. 32-36

UccnepoBaHue NpoLeccoB CTPYKTYpoobpa3zoBaHusi U KOPPO3MOHHOM CTOMKOCTU 3aLMTHBLIX NOKPbLITUNA
XKerne3obeTOHHbIX pe3epByapoB
TSistjakova, Ella 1968 http://www.ester.ee/record=b2238092*est

UccnegoBaHMe NpoLeccoB CTPYKTYypoo6pa3oBaHNs U KOPPO3MOHHOM CTOMKOCTU 3aLMTHbIX NOKPbLITUNA
Xerne3o06eTOHHbIX pe3epByapoB : aBTopediepar ... KaHauaAaTa TeEXHUYEeCKMX Hayk (484)
TSistjakova, Ella 1968 http://www.ester.ee/record=b2331539*est

UccnegoBaHMe TOpMOXeHUs1 KOppPOo3un 06opyAoBaHNS YCTaHOBOK MOHO3TaHONTAMUHOBOM OYMUCTKU ra3oB OT ABYOKUCHU
yrnepoaa

Rohumégi, Ene; Ferber, Martsel [NpoLecchl 1 annapaTbl XMUHECKON TEXHOSIOMMM 1 TEXHOMOTSI HEOPraHMYecKux BeLecTs. 5 1974 /
C. 75-84 : vinn https://www.ester.ee/record=b1531723*est https://digikogu.taltech.ee/et/ltem/438b60ch-3265-444e-adba-b3c2c222f12a

WccnenoBaHue aneKTPOXMMMYECKOro NoBeAeHUs CTanu B BOAHLIX pacTBOPax MOHO3TaHOMaMUHa € Lienbio
yMeHbLLEeHUs1 KOppPOo3un 060pyAOBaHNSA YCTaHOBOK MOHO3TaHONaMUHOBOW OYMCTKM ra3oB OT ABYOKUCH yrnepoaa :
aBTopedpepar ... KaHAMAATa TEXHMYECKUX Hayk (05.17.14)

Ferber, Martsel 1975 https://www.ester.ee/record=b1322459*est

UccnepoBaHMe 3neKTpoOXMMUYEeCKOro NnoBedeHUs yrinepoaucTon cTanuy B pacTBopax MOHO3TaHONaMuHa ¢ Lenbio
npepoTBpaLLeHus Koppo3un annapartypbl Ha 3AY
Rohumégi, Ene; Ferber, Martsel Teaucsl goknagos IV Hay4How KoHdepeHumm nHeTutyTa, Koxtrna-Apse, 29 Hoabpsa 1973 roga

1973 / c. 46 https://www.ester.ee/record=b1337167*est

K Bonpocy o MexaHu3me KOppo3un MeTarnsia B NPUCYTCTBUM 30J1bl CraHLUEeB NPy BbICOKMX TeMnepaTtypax
Talimets, Ellen MaTtepuarnkl koHdepeHLmn No npoLeccam B MUHeParkbHOM YacTy SHepreTuieckoro Tonmmea, 4-6 despana 1969
roga 1969 / c. 62-69 : unn., Tab https://www.ester.ee/record=b1351998*est

K Bonpocy 06 uccnegoBaHum NpvyYnH KOPPO3uKU U 3abuBaHUA TPy6 B CUCTeMe TenyoBOJOCHaGXeH s
Talimets, Ellen; Kristapovit$, N.V.; Kallast, Vambola Heopranuieckas xumus 1 texHornorus. 1 1980 / c. 87-94

https://www.ester.ee/record=b2191026*est https://digikogu.taltech.ee/et/ltem/130509c0-2687-471a-a9f8-1501114a266e

K Bonpocy 06 nccnegoBaH1MmM CKOpOCTH KOPPO3UK MeTansIoB B MOPCKOM Boae
Kallast, Vambola; Talimets, Ellen Npoueccbl 1 annapaTtbl XMMU4ECKO TEXHOIIOM MM U TEXHOSOMMSt HEOpraHNYecKmx BelecTB. 6 1975

/ c. 57-59 : unn https://www.ester.ee/record=b1328221*est https://digikogu.taltech.ee/et/ltem/fe4506d2-a386-4039-88aa-b211d04b97fe

KuHeTuka BbICOKOTEMMNepaTypHOM KOPPO3uKn KoTerbHbIX cTanei B NPoAyKTax CropaHUs 3CTOHCKUX CraHLEB U
Ha3apOBCKOro yrns : aBropedpepar ... KaHaMAaTa TeXHMYeckux Hayk (05.14.04)
Tomann, Elvi 1981 http://www.ester.ee/record=b1322831*est

KuHeTuka BbiCOKOTEMMNepaTypHOM KOPPO3UM KOTESbHbIX CTanei B NPpoAyKTax CropaHusi 3CTOHCKUX ClaHLUeB U
Ha3apoOBCKOro yrns : auccepraums ... KaHaMAaTa TexHm4Yeckmx Hayk : 05.14.04 - npombILneHHas TennoaHepreTuka
Tomann, Elvi 1981 http://www.ester.ee/record=b2398481*est

KnHeTuka BbicOKOTEMNepaTypHOI KOPPO3UM KOTesbHbIX CTarien B cpeae NPoAyKTOB CropaHus Niemnuurckoro oyporo
yrns

Herter, R.; Ots, Arvo; Touart, Raivo Vccrienoeanusa npo6rem paboThl naporeHepaTopoB anekTpocTaHuuii 1978 / ¢. 89-99 : unn
https://www.ester.ee/record=b1305007*est https://digikogu.taltech.ee/et/ltem/0b775307-30d6-4b2a-886¢-d367 1cfebcd6

KnHeTuka koppo3um xxaponpouHbix cranen 12X18H12T n N-59 B Bo3ayxe
Prikk, Arvi; Bojarinova, Tatjana Tallinna Tehnikaulikooli Toimetised 1990 / k. 14-20: ill

Koppo3noHHas arpeccuBHOCTb NUBHEBbIX cTOKOB CI13 "CnaHub!"
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Kuzub, S.; Pastuskova, S.; Tirkson, Heino; Metsik, Rein Moptoure criaHupl : MHgpopMauwmoHHas cepust 11979/ ¢. 21-26 : win
https://www.ester.ee/record=b1889669*est

Koppo3noHHasi CTOMKOCTb KOTernbHbIX CTanen B NpoAyKTax cropaHusi 6epe3oBCKOro yrns
Paist, Aadu Npo6rembl paboTbl KOTEMbHBLIX YCTAHOBOK TEMIOBLIX ariekTpocTaHumin 1981 /¢. 9-17 : wn

https://www.ester.ee/record=b1326766*est https://digikogu.taltech.ee/et/ltem/4b9fff4d-99cf-4008-8b3d-cfb02089f7f4

Koppo3noHHas CTOMKOCTb KOTerNbHbIX CTanen B NpoAyKTax CropaHusi Nennuurckoro 6yporo yrnsi
Herter, R.; Ots, Arvo ccriegoBaHuve paboTbl NaporeHepaTopoB arnekTpocTaHumi 1978 / c. 67-79
https://www.ester.ee/record=b1305010*est https://digikogu.taltech.ee/et/ltem/09125683-d46c-4be7-be07-843610e851b7

Koppo3noHHas CTOMKOCTb CTanen B NpoAyKTax CropaHusi 3HepreTMyYeckux Tonsve
Tjulpin, K.; Maksimov, A.; Trunin, I.; Ots, Arvo; Tallermo, Harri; Tomann, Elvi >Kaponpo4HocTb 1 apoCToMKOCTb MeTarmm4eckmnx
maTtepwarnos : [CoopHuk ctaTel] 1976 / c. 183-187 https://www.ester.ee/record=b4609130*est

Koppo3noHHasa CTOMKOCTb XPOMUPOBAHHbIX TPYO NPU CKUraHUM 3CTOHCKUX CNaHLeB

Ots, Arvo; Suik, Heinrich; Touart, Raivo; Pella, Villu; Siirde, Andres BriisiHe MyuHeparbHo 4acTy SHEpreTMHecKuX TONMmMB Ha
ycrioBus paboTbl NapOBbIX KOTIOB : Te3nckl Aoknagos [V BececotosHon koHdepeHumn. Towm i, cekuus 2, BeicokoTemnepaTtypHas
KOpPpPO3us M3HOC M O4MCTKA NOBEPXHOCTEN HarpeBa : Teauckl Aokrnagos [V BcecotosHol koHdepeHumm 1986 / c. 151-154 : tab
https://www.ester.ee/record=b1217230*est

Koppo3noHHO- U TPeLUMHOCTOMKOCTb TPYO C XPOMOBbLIM MOKPbITUEM NPU CXKUFAaHUN HAa3aPOBCKOro YrIiA B YCNOBUAX
BOAAHON OOMbIBKM .
Suik, Heinrich; Randmann, Rein; Paist, Aadu; Kask, Ulo Tallinna Tehnikatlikooli Toimetised 1990 / k. 21-29: ll

Koppo3unoHHousHococTonkue 6e3BosbdpaMoBbie KOMMO3UThLI HA OCHOBE TYromnJlaBKMX COeAUHEHU ansi Aetanen
Y3I10B TpPeHusi, paboTarolimx B neperpeTom buguctunnsrte Boabl

Xanena A.T. 3HocoCTOViKMe MOPOLLKOBbIE MaTepuaribl U MOKPbITUSA : Te3WChl JOKNAaA0B BTOPON KOHdepeHumn Barmuinckmnx
pecnybrmk 1991/ c. 6-8

Koppo3uoHHO-3p03UOHHbIN M3HOC NaponeperpesaTenei cnaHUeBbIX NaporeHepaTopos : aBTopedepar ... KaHaMAaTa
TexXHMn4Yeckux Hayk (05.273)
Tallermo, Harri 1972 http://www.ester.ee/record=b1353514*est

Kopp0o3MoHHO-3p03MOHHLIV U3HOC NaporneperpeBaTenen CraHueBbIX MaporeHepaTopoB : AuccepTauma ... KaHauaara
TeXHUYECKUX HayK
Tallermo, Harri 1971 http://www.ester.ee/record=b2266093*est

Koppo3unoHHbie cBocTBa (heHONbHbIX U CTOYHbIX BOA CrlaHLenepepabdarTbiBatoLe NPOMbILLIIEHHOCTU U
BO3MOXXHOCTU NPMMEHEHUs1 3TUX BOA ANIA TEXHUYECKUX HYXK : aBTopedepar ... KaHauaaTa TeXHUYeckux Hayk (353)
Tiirkson, Heino 1972 https://www.ester.ee/record=b1523287*est

Koppo3us apmatypbl B CNaHLe30sbHbIX MeNIKO3ePHUCTbIX 6eTOHax
Nurm, Viive; Piksarv, Evald /3y4eHre cBOVCTB 30MbHbIX LLEMEHTOB M 6ETOHOB Ha Ux ocHoBe 1984 / c. 47-53

Koppo3us BbicokoTeMNepaTypHbIX MOBEPXHOCTEN HarpeBa NP CXUraHUM XXUAKUX dHEPreTU4eCKUX TOMmB :
aBTopecbepar ... KaHampaTa TexHu4eckux Hayk (05.14.04)

Laid, Jaan 1975 http://www.ester.ee/record=b1338837*est

KOppO3Mﬂ BbICOKOTeMNnepaTypHbIX I'IOBerHOCTeﬁ HarpeBa npun CKuraHnm XXMgKnx aHepreTu4eCKnx TonJime :
AunccepTtauusd ... KaHguaaTa TeXHU4eCKux Hayk
Laid, Jaan 1975 http://www.ester.ee/record=b2307192*est

Koppo3us BbicokoTeMnepaTypHbIX MOBEPXHOCTEN HarpeBa Npu CXUraHUM CriaHLeBoro mMacrna

Anson, Pavel; Laid, Jaan; Talimets, Ellen BriusiHue MuHeparnbHo YacT 3HepreTUHEeCKMX TONMMB Ha YCroBust paboTbl
naporeHepaTopoB : MaTepuarnsl BcecotoaHon koHdepeHumn. Tom 36, BeicokoTeMnepaTypHast KOppo3ust MOBEPXHOCTEN HarpeBa
1974 / c. 57-65 : vnn https://www.ester.ee/record=b1294620*est

Koppo3us u 3awmura o6opygoBaHus npu Npon3BOoACTBe a30THbIX yA0OpeHun B pecnyonuke
Rohumégi, Ene; Ferber, Martsel HayuHo-TexH14eckas koHdepeHUyst no npobriemam Koppo3um 1 3aLLmTel METASTIOB B O CTOHCKOWN
CCP, (TarrmnH, 14-15 nioHs 1978 roga) : Tesuckl gokrnagos 1978 / ¢. 14-16 https://www.ester.ee/record=b1273524*est

Koppo3us KOHCTPYKLMOHHLIX MaTepuarnoB TpaHcdopMaTopa ucnaputernbHbIM OXInaXxaeHueM

Kallast, Vambola; Pajuste, O. Teancbl MexBy30BCKOIM KOHhEepeHLIMM MO KOPPO3un 1 3aumTe MmeTanroB 1971/ c. 41
https://www.ester.ee/record=b1409081*est
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Koppo3usa metannoB B (pTOpopraHN4eCKnX XXnaKocTsAX Npu BO3AeNCTBUN KOPOHbI
Kallast, Vambola; Pajuste, O. nektpunieckme mawmHbl u annapatel 1971 /c. 172-178 : wn., Tabn
https://www.ester.ee/record=b2083966*est

Koppo3us MeTannoKoOHCTPYKLMI B LUAXTaX FOPHUMX ClaHLeB 3CTOHCKOro MeCTOPOXAEHUSA
Pedokand, Téivu; Radikainen, Ljubov HedbtaHas npombinieHHocTs. Cepus "Koppo3susi n 3aumTa B HedyTerasoBom
npombILLneHHoCTH" : PecbepaTvBHbI Hay4HO-TEXHUYEeCKMA cOopHuk 1982/ ¢. 7-9

Koppo3us cnaHue3oMLHOro NopThaHaueMeHTa B arpecCUBHbIX pacTBopax : aBTopedepar ... KaHauAaTa TEXHNYECKUX
Hayk (05.17.11)
Raado, Lembi-Merike 1975 https://www.ester.ee/record=b1320487*est

Koppo3us cnaHue3onbLHOro noptnaHaueMeHTa B arpecCUMBHbIX pacTBOpax : AMCcepTaums ... KaHAMAAaTa TEXHUYEeCKUX
HayK
Raado, Lembi-Merike 1975

MeTopn onpegeneHunsi xapakTepPUCTUK KOPPO3UOHHLIN CTOMKOCTU CTarnen Ha OCHOBE AaHHbIX NONYNPOMbILLIIEHHbIX
onbITOB

Rooneem, E.; Suik, Heinrich Tesaucbl goknagos XXXI cTyaeH4eckol Hay4HO-TeXHMYeCcKon koHdepeHuumn 1980 / ¢c. 78-79
https://www.ester.ee/record=b1319482*est

MexaHu3M KOppPO31Kn yrrepoaucTon cTanu B pacTBoOpax MOHO3TaHONIaMUHa
Ferber, Martsel; Rohumagi, Ene; Metsik, Rein HedtsiHas npombiwneHHocTs. Cepust : Kopposusi u 3aumTta B HedbTerasoBom
MPOMbILLIEHHOCTY : pedbepaTMBHbIN Hay4HO-TEXHUYECKUA cOopHUK 1975/ c. 3

MynbTudbpakTranbHbIM aHanu3 MaTepuanoB, NoaBepPKeHHbIX KOppPo3nun

Pipujev, K.; Baraskova, Tatjana; Shirokova, Veroonika XIV MexayHapoaHblii Hay4HO-TEXHUYECKUIA cEMUHAp HeonpeaeneHHoCTb
M3MEPEHUN | Hay4Hble, HopMaTUBHbIE, MPUKIaAHbIE 1 MeToandeckme acnekTsl : UM-2017 : Te3uckl gokraaos : Co3onors, 8
ceHTs16psa 2017 = XV International Scientific and Technical Seminar Measurement Uncertainty : Scientific, Normative, Applied and
Methodical Aspects : UM-2017 : theses of reports : Sozopol, September 8, 2017 2017 / c. 81-82

HekoTopble pe3ynbTatbl U3y4eHUs1 KOPPO3MOHHOCTOMKOCTU KOTesNbHbIX CTarnen B BO3AyLHOW aTMocdepe
Ots, Arvo; Tomann, Elvi; Touart, Raivo TennosHepreTvka : c6opHuk ctaTteit. 16 1977 / c. 125-130 : unn
https://www.ester.ee/record=b2190983*est https://digikogu.taltech.ee/et/ltem/df799b79-b7cd-4145-982e-4e8700f14192

HekoTopble pe3ynbTaTbl MCCreAOBaHUs BbLICOKOTEMMNEPaTypPHON KOPPO3UM XKapOCTOMKUX CTarleil B NpoayKTax
CropaHusi CraHLUeBoro macrna

Anson, Pavel; Laid, Jaan TennosHepreTvka : c6opHuk ctateit. 11 1971/ c. 67-73 : unn https://www.ester.ee/record=b2190149*est
https://digikogu.taltech.ee/et/ltem/fa8b7dc0-954b-4¢11-b829-40df45c4 7f4a/

HekoTopble pe3ynbTaTbl 3KCNEePUMEHTaNbLHOIO UCCNeAOBaHUA BbICOKOTEMMNEPaTyPHOWU KOppo3um
naponeperpeBaTenbHbIX CTanen B cpeae NPOoAyKTOB CropaHusi CEPHUCTOro MasyTa
Anson, Pavel; Laid, Jaan; HristitS, Leonid; Karki, A.; Jelisejev, V. TenrnoaHepreTuka : c6opHuk ctaTtein. 10 1970/ c. 3-9 : wn

https://www.ester.ee/record=b2189967*est https://digikogu.taltech.ee/et/ltem/164dacb4-c3ba-47ae-9acb-f2dacd7003da/

O BNUAHUN BHYTPUTPYOHbIX 06pa3zoBaHui Ha koppo3uto meTanna B HPY

Mikk, limar; Vares, Villu; Kruus, Rein; Kaar, Harri; Laid, Jaan; Suik, Heinrich BrisiHve MmyHepanbHoii YacT a3HepreTieckmx
TOMSMB Ha ycroBus paboTbl NaporeHepaTopoB : Teanchkl Aoknanos lil BcecotosHon koHgepeHumn. Cekumst 2, BeicokoTemnepatypHas
KOppo3us 1 usHoc Tpyd nosepxHocTen Harpesa 1980 / c. 95-100 : vnn https://www.ester.ee/record=b1267027*est

O BNUAHUN NernpyroLLMX KOMNOHEHTOB Ha MEXaHU3M U KUHETUKY BbICOKOTEMMepaTypHOW KOpPpo3umu cTanen B
NPUCYTCTBUM 30bl CNaHLEB

Talimets, Ellen MNpouecchl 1 annapaTbl XMMUYECKOW TEXHOSIOMN U TEXHOIIOM MM HeopraHmndeckux Bewects. 1 1969 / c. 97-104 : unn
https://www.ester.ee/record=b1304968*est https://digikogu.taltech.ee/et/ltem/776d7a60-8e51-4e74-b6db-8995a4e621b0/

O BNUsAHUM TemMnepaTypbl NPOAYKTOB CrOpaHUSA Ha CKOPOCTb BbICOKOTEMINepaTypHOM KOppPOo3umn
Anson, Pavel; Laid, Jaan; HristitS, Leonid; Reznik, Vladimir M3BecTusi BbicLMX y4eBHbIX 3aBeeHUA. DHEPreTrKa : eXXeMeCSYHbI
Hay4HO-TEeXHUYECKUA XypHan 1972 / c. 78-81 https://www.ester.ee/record=b2715666*est

O BbICOKOTEMNEepaTypHOM KOPPO31K Xenesa B NPUCYTCCTBUM CyIib(haToB M XNOPUAOB
Torpan, Boris; Siirde, Aino; Piiroja, Eduard; Vilbok, Heinrich CGopHuk cTaTe no xummum 1 xumudeckoin TexHonorvn. 11 1964 / c.

149-157 : vnn https://www.ester.ee/record=b2181984*es https://digikogu.taltech.ee/et/ltem/958b7e78-6¢f4-425¢c-b75d-b028262eadad

O BbICOKOTEMMNEpPaTyPHOWN KOPPO3UU XKernesa B NPUCYTCTBUMU HEKOTOPLIX CyrbgaToB
Torpan, Boris; Siirde, Aino; Vilbok, Heinrich CGopHuk cTaTei no xumum 1 xvmmdeckoin TexHornorvmn. 11 1964 / c. 131-136 : unn

https://www.ester.ee/record=b2181984*est https://digikogu.taltech.ee/et/ltem/958b7e78-6cf4-425¢c-b75d-b028262eada8
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O BbICOKOTEMNEepaTypHOM KOPPO31M KOTeSbHbIX CTarnen Ha NnepBoOHa4YanbHON cTagMm npouecca

Tomann, Elvi BrmsiHve MyHepanbHoii YacTh SHEPreTUYECKUX TOMIIMB Ha YCroBUS paboThl NaporeHepaTopoB : Tesuckl aokragos Il
BcecotosHow koHpepeHumm. Cekums 2, BeicokoTemnepaTypHas KOppo3us 1 u3Hoc Tpyb noBepxHocTer HarpeBa 1980 / c. 57-62 : un
https://www.ester.ee/record=b1267027*est

O BbICOKOTEMNEpPaTYyPHOMN KOPPO31U CTanu B NPUCYTCTBUU CyrNbdaToOB U OKCUAOB Cepbl
Arumeel, Edgar; Vilbok, Heinrich; Siirde, Aino; Unt, Lilia Mpouecckl n annapatbl XAMUYECKON TEXHONIOMN Y TEXHOTOM N

HeopraHudeckux BewwectB. 1 1969 / c. 105-109 https://www.ester.ee/record=b1304968*est https://digikogu.taltech.ee/et/ltem/776d7a60-8e51-
4e74-b6db-8995a4e621b0/

O BbICOKOTEMNEepaTypHOM KOPPO31n CTanu nog Bo3aemcTBMEM CyJib(haToB U 301bl CNaHLEeB B BOCCTaHOBUTENIbHOWM
aTmocdcpepe

Unt, Lilia Mpovueccobl 1 annapatbl XMMUYECKON TEXHOMOTMN 1 TEXHOIOMVA HEOpraHuyeckux BewecTts. 2 1971 /c. 97-104
https://www.ester.ee/record=b1531303*est https://digikogu.taltech.ee/et/ltem/ae6e2dd0-3320-48ce-b2bc-5254c0336474/

O BbICcOKOTEMMNEpPaTypHON Cynb(MAHON KOPPO3UU CTanm
Unt, Lilia; Vilbok, Heinrich; Talimets, Ellen Mpouecckl 1 annapaTtbl XMU4eCKO TEXHOSIOr MM U TEXHOMOTUST HEOPTaHUYECKNX

BewecTB. 5 1974 / c. 45-54 https://www.ester.ee/record=b1531723*est https://digikogu.taltech.ee/et/ltem/438b60cb-3265-444e-adba-
b3c2c222f12a

O Koppo3uM KoTeNbHbIX CTaneun 1 o ee NabopaTopHOM UCCrieA0BaHMN NPUMEHUTESLHO K YCITOBUSAM CXXUraHUA
3CTOHCKUX CnaHueB

Triiza, P.; Petrov, J.; Tomann, Elvi XVI cTygeH4eckasi Hay4HO-TexHM4eckast kKoHdepeHuus By3oB Mpubarruku, Beropycckoin CCP u
KarnvHuHrpaackon obrnactu, nocesileHHas 100-netuio co aHst poxaenust B. U. JlennHa : 20-25 anpenst 1970 r. : (Teavcbl OKNagoB).
OrnekTpoTexHuka u aHepreTuka 1970 / c. 85 https://www.ester.ee/record=b1379483*est

O Koppo3un oTONUTENBLHON CUCTEMDI
Talimets, Ellen; Lasting, V.; KriStanovit$, V.l.; Vaarmann, Aini Hay4Ho-TexHnyeckas koHdepeHUmMs no npobreMam Kopposum 1

3aumTbl MeTarroB B ActoHckon CCP, (TarrmhH, 14-15 uioHa 1978 roaa) : Teancsl aoknagos 1978 / c. 20-21
https://www.ester.ee/record=b1273524*est

O Koppo3uMN NOBEPXHOCTEN HarpeBa NaporeHepaTopoB B YCIIOBUSAX CXXUraHUs criaHueBoro macna YTT
Arro, Hendrik; Keerov, Voldemar; Ratnik, Velda; Tomann, Elvi; Touart, Raivo Vccregoeanue paboTbl naporeHepatopos

anekTpocTaHumni 1978 / ¢. 59-65 : unn https://www.ester.ee/record=b1305010*est https://digikogu.taltech.ee/et/ltem/09125683-d46¢-4be7-
be07-843610e851b7

O Koppo3um cTanen BbLICOKOTEMNEpPaTypPHbIX peKynepaTMBHbIX BO3Ayxonoaorpesarenen

Laid, Jaan; Poobus, Arvi BrisiHue MuHeparnbHOM YacT 3HEpreTUHECKMX TONMMB Ha YCroBust paboTbl NaporeHepaTopoB : TE3UChI
poknagos lll BcecotosHon koHepeHuun. Cekuus 2, BbicokoTemnepaTypHas Koppo3usi U U3Hoc Tpyd noBepxHocTel Harpesa 1980 /
c. 101-107 : nnn., Tab https://www.ester.ee/record=b1267027*est

O Koppo3um TPYO6ONPOBOAOR ropsAvero BOAOCHabXeHMUs XXUnbIX AOMOB ropoaa TannuHa
Tearo, Eduard; Siirde, Enno CGopHuk cTaTei Mo XMMumn 1 Xummdeckon TexHornorum. 19 1968 / c. 17-24 : wnn

https://www.ester.ee/record=b2182213*est https://digikogu.taltech.ee/et/ltem/026f8881-5a73-4588-acba-0b1ffe988b0f

(0] KOppO3VIOHHOI7I adKTUBHOCTU OTAEJIbHbIX KOMIMOHEHTOB HanyﬁHle OTﬂO)I(EHMﬁ, 06pa3y|ou.|,uxc9| B KOTHnax-
yTunusartopax megensnaBuiibHbIX 3aBOAOB

Ingermann, Karl; Arro, Hendrik; Ots, Arvo TenrnoaHepreTvika : cbopHuk ctateit. 14 1973/ c. 3-14 : unn
https://www.ester.ee/record=b2190625*est https://digikogu.taltech.ee/et/ltem/dcf3aba2-b1fd-412f-9c9b-d5aa41391933

O KOppPO31OHHOM NOBEAEHUN KOHCTPYKLIMOHHbLIX MaTepuarnoB B a30THOW KUCNOTe Npu NOBbILLEHHbLIX TeMnepatypax u
AaBreHusx

Merendi, Juri; Kallast, Vambola; Metsik, Rein PecnyGrkaHckas KoHepeHUusi No Koppo3un 1 3alpte MeTanros : 25 neT ¢ Hayana
crcTeMaTUYECKMX nccreaoBanHui no kopposum B ACCP : Tesuckl goknagos 1983 / c. 14 hitps://www.ester.ee/record=b1288836*est

O KOpPpPO3NOHHOM NOBEAEHUM YTNIepoOAUCTON CTaliu B BOAHbLIX pacTBOpax MOHO3TaHOTaMUHA
Ferber, Martsel | pecnybrmkaHckas KoHpepeHLUMst MonoabiX Y4eHbIX-xMMukoB, 20-22 mast 1975 roga : Teavcbl goknagos 1975/ c.
184-185 https://www.ester.ee/record=b1309964*est

O KOpPPO3NOHHO-MEXaHN4YeCKOM U3HOCE 06opyAOBaHUsA TopdoOpPUKETHBLIX NpeanpusTuin ICCP
Kallast, Vambola; Uksti, Lembit Teavicbl MexBy3oBcKol koHpepeHLmM No Koppoaum 1 3aupte metannos 1971/ c. 37-38
https://www.ester.ee/record=b1409081*est

O mepax No yMeHbLUEeHUIO KOPpPOo3umn TPyOonpoBOAOB ropsivero BOAOCHa0XeHus XKunbix AOMOB ropoga TannuHa
Tearo, Eduard; Siirde, Enno C6opHuk cTaTteii No XuMum 1 xummdeckon TexHororvmn. 19 1968 / c. 25-34 : unn
https://www.ester.ee/record=b2182213*est https://digikogu.taltech.ee/et/ltem/026f8881-5a73-4588-acba-0b1ffe988b0f
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O mexaHM3Me KOppOo3umn B BOAHbLIX pacTBOpax MOHO3TaHOMIaMUHa
Ferber, Martsel; Rohumagi, Ene; Metsik, Rein HedbtsiHas npombiwneHHocTs. Cepust : Kopposust u 3aumTta B HedhTerasoBonm
MPOMbILLINEHHOCTY : pedhepaTMBHbIN Hay4HO-TEXHUYECKUA COopHUK 1975 / . ?

O HEeKOTOPbIX BO3MOXXHOCTSIX CHM)KEHUS KOPPO3MOHHOIO U3HOCA naponeperpeBarenemn

Ots, Arvo; Suurkuusk, Tonu BriusiHve MyHeparisHOM YacTy SHEPreTUYECKUX TOMIMB Ha YCIoBUS paboTbl NaporeHepaTopos :
maTtepwansl BcecotosHown koHepeHumn. Tom 36, BeicokoTemnepaTypHasa kKoppo3us noBepxHocTel Harpesa 1974 /c. 107-115 : unn
https://www.ester.ee/record=b1294620*est

O HEKOTOPbIX BO3MOXHbIX MPUYMHAX YCKOPEHUSA KOPPO3MOHHO-3PO3UOHHOIO M3HOCA NOBEPXHOCTEN HarpeBa B
YCIOBUSX UX NEPUOANYECKON OUUCTKMU
Pella, Villu NccregoBaHnve paboTbl naporeHepaTopoB anekTpocTaHuuin 1984 / c. 47-57

O ponu aacop6LMOHHOro NOHMXKeHUst IPOYHOCTU B NpoLIeCCce 3pO3nK B KOPPOAVPYIoLLEeN cpeae
Uksti, Lembit 13Hoc, ycTanocTb 1 koppo3us MeTasuioB : cbopHuk ctatein. 7 1975/ ¢. 87-92 : wnn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22c-bd484ceb163f

(o] ponu oTaesNibHbIX KOMMOHEHTOB 30J1bl HA3apPOBCKUX yrneﬁ U 3CTOHCKUX CllaHLUEeB B npoLleccax 3arpsA3HeHusa n
KOPpPO3UM NOBEpPXHOCTe Harpesa
Arro, Hendrik 1968 http://www.ester.ee/record=b2200630*est

O ponu oTAeNbHbIX KOMINOHEHTOB 30J1bl HA3apPOBCKUX Yrilel U 3CTOHCKUX CraHLEB B NpoLeccax 3arpsisHeHus u
KOppO31M NOBEPXHOCTEN HarpeBa : aBTopedepar ... KaHauAaTa TEXHUYECKUX Hayk (273)
Arro, Hendrik 1968 http://www.ester.ee/record=b1410283*est

O ponu xnopuaos B npoleccax 3arpsisHeHUs U KOPPO3uKn NOBEpPXHOCTEN HarpeBa NpU CXKUraHMM 3CTOHCKUX CIIaHLEB
Arro, Hendrik; (")pik, limar Eesti NSV Teaduste Akadeemia toimetised. Flisika. Matemaatika = i3aBecTust Akagemmm Hayk
OcToHckon CCP. dusnka. Matematuka = Proceedings of Academy of Sciences of the Estonian SSR. Physics. Mathematics 1967 /
lk. 483-488 : ill https://www.ester.ee/record=b1264310*est

O cocTaBe U KOPPO3NOHHOM aKTUBHOCTU 30510BbIX OTIIOXKEHUM, 06pa3yoLmnxXcs Ha NOBEPXHOCTAX HarpeBa craHLeBoro
kotna TM-101
Touart, Raivo; Tomann, Elvi; P6ldme, Meeme; Nuutre, Maaris Tallinna Tehnikaulikooli Toimetised 1992 / k. 42-53:ill

O ¢hmsnyecknx dakropax, BIUAIOLMX HA KOPPO3UIO NponapeHHOro 6eToHa
Ojaste, Kalju; Kikas, Verner; Hain, Artur; Laul, limar C6opHuk TpyaoB no n3y4eHuo 305kl criaHua-kykepcuta. 6 1972/ c. 167-177 :
U https://www.ester.ee/record=b2190533*est https://digikogu.taltech.ee/et/ltem/29889133-4a49-423b-82d3-22a748732¢52

O6pa3oBaHu1e OTMNOXEHUI U BbICOKOTEMMepaTypHas KOppPOo3usl KOTemnbHbIX cTarnei noa BoO3AeMCcTBUEM OTSIOXKEHUN B
KOTNax-yTunusaTopax u pekyneparopax MeaensaBunbHbIX Neyen : aBTopedepar... KaHAuAaTa TEXHMUYECKUX HayK
(05.14.04)

Ingermann, Karl 1974 http://www.ester.ee/record=b1306878*est

O6pasoBaHue OTIOXEeHUN U BbICOKOTEMNEepaTypHas KOPPO3us KOTenbHbIX CTarien nog Bo3gencTBMeM OTIIOKEeHUN B
KOTNax-yTunusatopax u pekyneparopax MeaensaBunbHbIX NeYen : guccepTauums...kaHAMAaTa TEXHUYECKUX Hayk
Ingermann, Karl 1974 http://www.ester.ee/record=b2307158*est

OnpepeneHne npocunnsa KOPPO3MOHHbIX NOBPEXKASHUN KOTeNbHLIX CTaren
Anson, Genrih; Prikk, Arvi \ccnegoBaHnue paboTbl naporeHepaTopoB anekTpocTaHumin 1983 /¢. 109-120 : un
https://www.ester.ee/record=b1286777*est https://digikogu.taltech.ee/et/ltem/627a2ff9-edd8-46a1-82bd-0a3fda51b198

OnbIT NPUMEHEeHUs KanveBbIX TeNJoBbIX TPYO B KayeCcTBe ONbITHbLIX 30HAOB AJIA UCCNeAOoBaHUA YCIOBUM paboThbl
NoBepXHOCTeN HarpeBa naporeHepaTopoB

Arro, Hendrik; Keerov, Voldemar VccrenosaHve paboTbl naporeHepaTopoB anekTpocTaHuuin 1978 / . 81-89 : unn
https://www.ester.ee/record=b1305010*est https://digikogu.taltech.ee/et/ltem/09125683-d46c-4be7-be07-843610e851b7

OnbITHbLIN 30HA AnsA nccrneaoBaHuA npoueccoB 3arpAsHeHUs n Koppo3nun nOBerHOCTeVI HarpeBsa
Arro, Hendrik; Keerov, Voldemar VccrenosaHus npobrem paboTebl naporeHepaTopoBs anekTpocTaHumin 1978 / ¢. 109-117 : wunn
https://www.ester.ee/record=b1305007*est https://digikogu.taltech.ee/et/ltem/0b775307-30d6-4b2a-886¢-d367 1cfebcd6

Ocob6eHHoCcTH Koppo3umn TBepAabix cnnaeoB TiC-cTtanb
Kallast, Vambola; Kiibarsepp, Jakob PecnybrvkaHckasi KoHepeHUMs o Koppo3um 1 3aupte MeTasnros : 25 rneT ¢ Hayana
cycTeMaTU4eCKUX ncernegosaHuin no kopposmm B ACCP : Teanckl goknago 1983 / ¢. 26-27 https://www.ester.ee/record=b1288836*est

OcobeHHOCTU pacueTa rnyouHbI KOPPO3UK TPYO NOBEPXHOCTEN HarpeBa KOTOB MPU pa3nMyYHbIX TeMnepaTypax ra3oB
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Ots, Arvo; Laid, Jaan; Suik, Heinrich TennoaHepreTvka 1986 / ¢. 19-22 : puc., Tab https://www.ester.ee/record=b1443335*est

MonynpombilwneHHas onbIiTHas yCTaHOBKA A1 UCCNeAoBaHUsA BNUAHUSA TeMnepaTypbl ra3oB Ha UHTEHCUBHOCTb
BbICOKOTEeMMNepaTypHOM KOPPO3umM Npu CXMraHum mMasyTta

Laid, Jaan; Ots, Arvo; Randmann, Rein; Suik, Heinrich TennoaHepreTtuka : c6opHuk ctaTei. 16 1977 /c. 131-139 : unn
https://www.ester.ee/record=b2190983*est https://digikogu.taltech.ee/et/ltem/df799b79-b7cd-4145-982e-4e8700f14192

Mpubop ana onpeaeneHns Ka4ecTBa NPOTUBOKOPPO3UOHHOW 3aLUUTbI

Sinivee, V.; Veimer, Vladimir; Kurik, Lembit XXXIl cTygeH4yeckas Hay4HO-TexHM4eckas KoHdepeHLms By30B Mpubarmuiickmx
pecnybrmk, Bernopycckon CCP v Mongasckor CCP, 19-21 anpenst 1988 r. : Teavcbl gokrnaaos : [B 3-x yactax], 4. 1 1988/ c. 88
https://www.ester.ee/record=b1571601*est

MpuMeHeHUe NOTEHLMOCTaTUYECKOro MeToAa AriA UCCrefOBaHUA KOPPO3MM CTanu B KApOOHM3MpPOBaHHbIX pacTBOpax
MOHO3TaHoOlaMUHa

Ferber, Martsel; Rohumégi, Ene; Metsik, Rein Te3ucbl AoknagoB Hay4HO-TEXHAYECKOM KOHbepeHLMM Mo Bonpocam Koppo3umn u
3awybl meTarrioB 1975 / ¢. 27 https://www.ester.ee/record=b1314267*est

Mpo6nembl BOAsiHOM 0OMbIBKM TOMOYHbIX 3KPAHOB NblriecnaHueBbIX KOTNOB. 1. KOPpPO3MOHHO - 3pO3MOHHbIN U3HOC
TOMOYHbIX 3KPAHOB
Ots, Arvo; Pella, Villu; Touart, Raivo Oil Shale = Noptoure CnaHupbl 1988 / c. 193-205 : un https://www.ester.ee/record=b1072685*est

Mpobnembl 3arpA3HeHUs1 U BbICOKOTEMIEepaTypPHOM KOPPO3uUnu NOBEPXHOCTEN Harpesa npuv CXXUraHum TBepabIx TONNmBe
B MOLLHBIX KOToarperarax
Opik, limar XX HayuHasi koHbepeHUVst, NocBsLLEHHas 25-neTnio cToHckor CCP 18-22 mas 1965 1. : Teauckl 1 pestome 1965/ c.

122 https://www.ester.ee/record=b1359832*est

Mpobnembl 3arpsA3HeHUsi, OYUCTKU U U3HOCA NOBEPXHOCTEN HarpeBa KOoTrnoB-yTunusaropoB MId-anekrpocTaHuun
Ots, Arvo; Arro, Hendrik; Prikk, Arvi MpoGrembl paboTbl KOTEMbHBIX YCTAHOBOK TEMMOBLIX 3rekTpocTaHumii 1988 / ¢. 41-56

Mpo6nembl koppo3un u 3aWwmTbl MeTansnoB B BeHrepckon HapoaHon Pecny6nuke
Kallast, Vambola Te3avicbl 4oknagoB Hay4HO-TEXHUYECKOIN KOHADEPEHLIMM MO BONPOCaM KOPPO3UM 1 3aLLUTbl MeTasuioB : MoHb 1975
roga 1975 / c. 12 https://www.ester.ee/record=b1314267*est

MpombILWsieHHbIe UCNbITAHUA XPOMOMAapPraHLUeBbIX ayCTeHUTHbIX KOTeSIbHbIX CTarnen
Ots, Arvo; Laid, Jaan; Randmann, Rein; Suik, Heinrich; Pella, Villu Briuax1e mvHepanbHoi YacTu aHepreTU4ecKux TONmMB Ha
ycrioBust paboTbl NapoBbIX KOTIOB : Teanchl Aoknaaos IV BececotosHol koHgepeHumn. Tom i, cekuusa 2, BbicokoTeMnepaTtypHas

KOppO3usl M3HOC M O4MCTKa NOBEPXHOCTEN HarpeBa : Teauckl goknagos IV Bcecoto3Hol koHdepeHumn 1986 / ¢.76-82 : unn
https://www.ester.ee/record=b1217230*est

PacTBOpPMMOCTb M KOPPO3MOHHAsA CTOMKOCTb LIEMEHTOB MpPU pa3HbIX peXUmax TBepaeHus
Raado, Lembi-Merike; Piksarv, Evald; Kikas, Verner C6opHvk TpyaoB no n3ydeHno 305kl criaHua-kykepeura. 7 1975/ c. 87-96 :

U https://www.ester.ee/record=b2190712*est https://digikogu.taltech.ee/et/ltem/0a5aad8d-50e2-4185-83af-8727e0401bb4

PacuyeT MHTEHCUMBHOCTU KOPPO31n TPYDO NOBepXHOCTEN HarpeBa MasyTHLIX KOTIIOB
Laid, Jaan; Suik, Heinrich ViccrenosaHvie paboTsl naporeHepatopos anekTpoctaHumii 1983 / ¢. 95-107 : un
https://www.ester.ee/record=b1286777*est https://digikogu.taltech.ee/et/ltem/627a2ff9-edd8-46a1-82bd-0a3fda51b198

Ponb BIOCTUTa B KNHETUKE BbICOKOTEMIEPaTyPHOWU KOPPO3UU NEePIIMTHLIX cTarnen
Ots, Arvo; Prikk, Arvi; Tomann, Elvi; Touart, Raivo; Bojarinova, Tatjana ViccregosaHve pa6oTbl naporeHepaTopoB
anekTpocTaHumn 1988 / c. 40-61

CpaBHuTenbHasA KOPPO3NOHHasA CTOUKOCTb NMPOoNapeHHbIX LIEMEHTOB B CynbdaTHbIX pacTBOpax
Raado, Lembi-Merike; Piksarv, Evald Teopusi n TexHonorus nomnyueHusi CTpoOMTENbHbIX MaTepuanos 13 301 TBepabix Tormwme 1977 /

. 35-41 : vnn https://www.ester.ee/record=b1312059*est https://digikogu.taltech.ee/et/ltem/d8bffaaa-39cd-4fa7-9044-e98e3ef5fdd4

CTeHA ANA Uccne[oBaHUA BbICOKOTEMepaTypPHOM KOPPO3UM XKapornpoYHbIX cTarnen B cpeae NPoayKToB CropaHus
XUAKUX TONNMB

Anson, Pavel; Laid, Jaan TenrnoaHepreTuka : c6opHuk ctateir. 9 1969 / c. 51-57 : unn https://www.ester.ee/record=b2183093*est
https://digikogu.taltech.ee/et/ltem/47edcfd1-d9bd-4205-9c9b-5357191d6d20/

CTOMKOCTb CIaHLEe30s/IbHOro NopTiaHALeMeHTa B YCIousx KOppo3um BblllenaruBaHus
Raado, Lembi-Merike; Piksarv, Evald Teavcbl goknagos VIl koHdepeHumm Monoabix y4eHbIx 1 cneumanmctos Mpubasrukm n BCCP
no npo6remam cTponMaTepuanoB 1 KOHCTPYKUMIA, 7-10 okT. 1974 r. 1974 / c. 54-55 https://www.ester.ee/record=b1535847*est

Te3ucbl MexBy30BCKOM KOHhbepeHLMN No KOPPO3um U 3alumuTe MeTansioB
1971 https://www.ester.ee/record=b1409081*est
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YrneBogopogHasa Koppo3usi MMPONU3HbIX NeYyen

Aarna, Agu; Velitskaja, O.; Mihhailova, E.; Soone, Jiiri Eesti NSV Teaduste Akadeemia toimetised. Keemia = Proceedings of
Academy of Sciences of the Estonian SSR. Chemistry = i3Bectua Akagemum Hayk SctoHckon CCP. Xumus 1978 / ¢. 31-35 : vn
https://www.ester.ee/record=b1264984*est

YcTtaHoBKa Ans uccrieaoBaHuUst ANeKTPOXUMUYECKOro U KOPPO3UOHHOIO NOBeAEeHUS MeTaNnsoB NPy NOBbILLEeHHbIX
TemMnepatypax

Merendi, Jiiri; Kallast, Vambola; Metsik, Rein "optouve crnaHupl : nHopmaumoHHas cepust | 1982 / ¢c. 17-21 : vn., Tabn
https://www.ester.ee/record=b1889669*est
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