
Quantification of thickness loss in a liquid-loaded plate using ultrasonic guided wave tomography
Rao, Jing; Ratassepp, Madis; Fan, Zheng Smart materials and structures 2017 / art. 125017, 10 p : ill http://dx.doi.org/10.1088/1361-
665X/aa95e9

http://dx.doi.org/10.1088/1361-665X/aa95e9

