Abrasive erosive wear of powder steels and cermets
Veinthal, Renno; Tarbe, Riho; Kulu, Priit; Kaerdi, Helmo Wear 2009 / 11, p. 1838-1844 :ill

Abrasive impact wear: tester, wear and grindability studies = Abrasiivi66kkulumine: seade, kulumise ja jahvatatavuse
uuringud
Tarbe, Riho 2009 https:/digi.lib.ttu.ee/i/?435 https://www.ester.ee/record=b2499200*est

Abrasive wear resistance of powder composite materials : characterization and prediction
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kderdi, Helmo; Tarbe, Riho Tribology 2008 : proceedings of the 9th International
Tribology Conference : University of Pretoria, South Africa, 2-4 April 2008 2008 / p. 1.3(1)-1.3(10)

Abrasive wear resistance of powder composites at abrasive erosion and abrasive impact wear
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo; Tarbe, Riho Materials science 2008 / p. 328-332 :Ill

Abrasive wear resistance of powder composites at AEW and AIW
Kulu, Priit; Veinthal, Renno; Kéerdi, Helmo; Tarbe, Riho 17th International Baltic Conference : Materials Engineering 2008 :
November 6-7, Kaunas, Lithuania : abstracts of papers 2008 / p. 62

Abrasivity and grindability study of mineral ores
Kulu, Priit; Tarbe, Riho; Kaerdi, Helmo; Goljandin, Dmitri Wear 2009 / 11, p. 1832-1837 :ill

Abrasivity study of materials used at abrasive tests
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo; Tarbe, Riho Tribology 2008 : proceedings of the 9th International Tribology
Conference : University of Pretoria, South Africa, 2-4 April 2008 2008 / p. 3.4(1)-3.4(10)

Analiiiitilise geomeetria kontrollt66d = KoHTponbHbIe paboTbl N0 aHaNUTUYECKOW reoMeTpum
1991 https://www.ester.ee/record=b1252577*est

Angularity evaluation of milled WC-Co powder
Kulu, Priit; Mikli, Valdek; Kaerdi, Helmo; Besterci, Michal International journal of materials & product technology 2005 / p. 289-298 :
ill

Angularity of the disintegrated ground hardmetal powder particles
Mikli, Valdek; Kulu, Priit; Kderdi, Helmo; Besterci, Michal MedZiagotyra = Materials science 2002 / 4, p. 430-433 : il

Angularity of the disintegrated ground hardmetal powder particles
Mikli, Valdek; Kulu, Priit; Kderdi, Helmo; Besterci, Michal Abstracts of International Conference Materials Engineering and
Tribology 2002/ ? p

Application of image analysis methods to characterize the impact-milled WC-Co powder particles
Mikli, Valdek; Kulu, Priit; Kderdi, Helmo Book of abstracts of 8th European Congress for Stereology and Image Analysis :
Bordeaux, France, 2001 2001 / p. 196-197

Application of image analysis methods to characterize the impact-milled WC-Co powder particles
Mikli, Valdek; Kulu, Priit; Kaerdi, Helmo Image anal. stereology 2001 / Suppl. 1, Proc. 8th ECS and Image Analysis, p. 199-204

Arvuti kasutamine matemaatika lildkursuses

Kaerdi, Helmo; Ruustal, Endel; Tammeraid, Ivar Arvutite ja tehniliste vahendite kasutamine 6ppetdds : TP150. aastapaevale
piihendatud teaduslik-metoodilise konverentsi, 26.-27. martsil : ettekannete teesid 1986 / k. 17-19
https://www.ester.ee/record=b1206593*est

Characterisation and modelling of erosion wear of powder composite materials and coatings
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo International journal of materials & product technology 2007 / 3/4, p. 425-447 :ill

Characterisation of metallic powders produced by disintegrator technology
Mikli, Valdek; Kulu, Priit; Tiimanok, Aleksei; Kaerdi, Helmo; Kohutek, lvan; Besterci, Michal International DAAAM : [DAAAM
National Estonia] : proceedings of the 1st International Conference, 25-27th September 1997, Tallinn, Estonia 1997 / p. 115-118:ll

Characterization and prediction of abrasive wear of powder composite materials
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kaerdi, Helmo Wear 2009 / p. 2216-2222 : ill

Characterization and prediction of abrasive wear of powder composite materials
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kderdi, Helmo Proceedings of Nordtrib 2008 : 13th Nordic Symposium on Tribology :
Tampere, Finland, 10-13 June, 2008 2008 /? p


https://digi.lib.ttu.ee/i/?435
https://www.ester.ee/record=b2499200*est
https://www.ester.ee/record=b1252577*est
https://www.ester.ee/record=b1206593*est

Characterization of disintegrator milled hardmetal powder
Kulu, Priit; Mikli, Valdek; Kaerdi, Helmo; Besterci, Michal Powder metallurgy progress 2003 / p. 39-48 :ill

Characterization of mechanically milled cermet powders produced by disintegrator technology
Kéerdi, Helmo; Goljandin, Dmitri; Kulu, Priit; Sarjas, Heikki; Mikli, Valdek Engineering materials and tribology 2013 / p. 148-153
https://www.scientific.net/KEM.527.148

Characterization of metallic powders by different analyzing methods
Mikli, Valdek; Kulu, Priit; Zimakov, Sergei; Kéerdi, Helmo Proceedings of Joint Nordic Conference in Powder Technology : May 5-
6, 1999, Oslo, Norway 1999 /p. 18

Characterization of metallic powders produced by mechanical milling
Mikli, Valdek; Kulu, Priit; Zimakov, Sergei; Kierdi, Helmo Proceedings of the 8th International Baltic Conference : Materials
Engineering-99 : September 23-24, Kaunas, Lithuania 1999 / p. 153

Characterization of metallic powders produced by mechanical milling
Mikli, Valdek; Kulu, Priit; Zimakov, Sergei; Kierdi, Helmo MedZiagotyra = Materials science 1999 /2, p. 19-21:ill

Characterization of morphology of hardmetal powder particles
Kaerdi, Helmo; Mikli, Valdek; Kulu, Priit; Velgosova, Oksana; Kohutek, lvan; Besterci, Michal Materials Engineering & Balttrib 2001
: materials of the X-th International Baltic Conference : September 27-28, Jurmala, Latvia 2001 / p. 3-7 :ill

Characterization of powder particle angularity
Mikli, Valdek; Kaerdi, Helmo; Kulu, Priit; Besterci, Michal Acta metallurgica Slovaca 2001 /1, p. 75-78

Characterization of powder particle morphology
Mikli, Valdek; Kaerdi, Helmo; Kulu, Priit; Besterci, Michal Proceedings of the Estonian Academy of Sciences. Engineering 2001 /
1, p.22-34 il

Characterization of powdermetal matrix composites for erosion wear applications
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kderdi, Helmo Extended abstracts of 2006 Powder Metallurgy World Congress : Busan,
Korea, September 24-28. 2 2006 / p. 1056

Characterization of the structure and properties of composite powder materials and coatings
Veinthal, Renno; Kulu, Priit; Kderdi, Helmo Materials science = MedZagotyra 2005/ 4, p. 376-380 : il

Comparative investigation of disintegrated WC-Co powders by different analyzing methods
Mikli, Valdek; Kulu, Priit; Zimakov, Sergei; Kaerdi, Helmo Proceedings of the Third National DAAAM Conference in Estonia :
SCIENCE '98 1998 / p. 103-106: ill

Comparative investigation of disintegrated WC-Co powders by the methods of sieving and image processing
Mikli, Valdek; Kulu, Priit; Tiimanok, Aleksei; Kaerdi, Helmo Materials Engineering - 98 : materials of the VII-th International Baltic
Conference, September 24-25, Jurmala, Latvia 1998 / p. 9-13:ill

Composite powders based on iron self-fluxing alloy and recycled cermet powders for thermal spray
Goljandin, Dmitri; Sarjas, Heikki; Kulu, Priit; Surzenkov, Andrei; Mikli, Valdek; Kaerdi, Helmo Materials engineering & Baltrib
2010 : materials of the XIX-th International Baltic Conference : October 28-29, 2010, Riga, Latvia 2010/ p. 40

Development of the morphology and granulometry methods for characterization of WC-Co hardmetal powders
Mikli, Valdek; Kulu, Priit; Kderdi, Helmo Proceedings of the 3rd International Conference Industrial Engineering - New Challenges
to SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 189-192 : il

Disintegrator as device for milling of mineral ores
Goljandin, Dmitri; Kulu, Priit; Kaerdi, Helmo; Bruwier, Alex Materials science = MedZiagotyra 2005 / 4, p. 398-402 :ill

Erosion wear of PM materials and coatings : prediction and control
Veinthal, Renno; Kulu, Priit; Kderdi, Helmo 17th International Baltic Conference : Materials Engineering 2008 : November 6-7,
Kaunas, Lithuania : abstracts of papers 2008 / p. 52-53

Kérgem matemaatika : metoodiline juhend
1983 https://www.ester.ee/record=b1253201*est

Leo Ainola 60
Kaerdi, Helmo Eesti Matemaatika Selts : aastaraamat 1989 1990 / k. 79-80: portr


https://www.scientific.net/KEM.527.148
https://www.ester.ee/record=b1253201*est

Matemaatika lilesanded sisseastujaile
1989 https://www.ester.ee/record=b1216104*est

Mehaanikainseneri kdsiraamat
2012 https://www.ester.ee/record=b2860301*est

Mehaanikainseneri kasiraamat
2015

Mehaanikainseneri kdsiraamat
2013 https://www.ester.ee/record=b3007631*est

Mehhanotehnika ja metallide kdsiraamat
2012 http://www.ester.ee/record=b2860365*est

Metal-matrix cermet reinforced composite powders for thermal spray

Goljandin, Dmitri; Sarjas, Heikki; Kulu, Priit; Kaerdi, Helmo; Mikli, Valdek 20th International Baltic Conference Materials
Engineering 2011, October 27-28, Kaunas, Lithuania : book of abstracts 2011 / p. 23-24
https://matsc.ktu.lt/index.php/MatSc/article/view/1348

Metal-matrix hardmetal/cermet reinforced composite powders for thermal spray
Goljandin, Dmitri; Sarjas, Heikki; Kulu, Priit; Kaerdi, Helmo; Mikli, Valdek Materials science = MedZiagotyra 2012 / p. 84-89 :ill
https://www.researchgate.net/publication/267243513_Metal-Matrix HardmetalCermet Reinforced_Composite_Powders_for_Thermal_Spray

Micropowders produced by disintegrator milling
Peetsalu, Priidu; Goljandin, Dmitri; Kulu, Priit; Mikli, Valdek; Kaerdi, Helmo Powder metallurgy progress 2003 / 2, p. 99-110 :ill
http://www.imr.saske.sk/pmp/issue/2-2003/pmp_vol03_no2_ p099-110.pdf

Micropowders produced by disintegrator milling

Peetsalu, Priidu; Zimakov, Sergei; Goljandin, Dmitri; Kulu, Priit; Mikli, Valdek; Kaerdi, Helmo Engineering Materials &
Tribology : BALTMATTRIB - 2003 : 12th International Baltic Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 32-
33 http://www.imr.saske.sk/pmp/issue/2-2003/pmp_vol03 _no2_p099-110.pdf

Microstructural aspects of abrasive wear of composite powder materials and coatings
Veinthal, Renno; Kulu, Priit; Kaerdi, Helmo International journal of materials & product technology 2011 / p. 92-119 :ll

Modeling of erosion wear of powder composite materials and coatings
Veinthal, Renno; Kulu, Priit; Kderdi, Helmo Surface modification technologies : proceedings of the 20th International Conference
on Surface Modification Technologies : September 25-29, 2006, Vienna, Austria 2007 / p. 129-132 : ill

Modelling of abrasive wear and prognostication of erosion resistance of powder materials and coatings
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo International Conference HighMatTech : October 15-19, 2007, Kiev, Ukraine :
proceedings of conference 2007 / p. 472

Particles morphology description by image analysis
Kohutek, ivan; Kaerdi, Helmo; Kulu, Priit; Stlleiova, Katarina; Velgosova, Oksana; Mikli, Valdek; Besterci, Michal Acta metallurgica
Slovaca 2000 / p. 256-260

Possibilities of evaluation of powder particle granulometry and morphology by image analysis
Kulu, Priit; Tiimanok, Aleksei; Mikli, Valdek; Kderdi, Helmo; Kohutek, lvan; Besterci, Michal Proceedings of the Estonian
Academy of Sciences. Engineering 1998 / p. 3-17 : ill

Prediction of erosive wear of powder materials with hardmetal-type structure
Veinthal, Renno; Kéerdi, Helmo; Kulu, Priit The 16th International Federation for Heat Treatment and Surface Engineering
(IFHTSE) Congress, Brisbane, Australia, 30.10-02.11.2007 2008 /? p

Recycled hardmetal-based powder composite coatings : optimisation of composition, structure and properties

Kulu, Priit; K&erdi, Helmo; Surzenkov, Andrei; Tarbe, Riho; Veinthal, Renno; Goljandin, Dmitri; Zikin, Arkadi International
journal of materials & product technology 2014 / p. 180-202 : ill https://doi.org/10.1504/IJMPT.2014.064038 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Recycling of hard metals
Kulu, Priit; TUmanok, Aleksei; Arensburger, Daniil; Pihl, Toomas; Mikli, Valdek; Kaerdi, Helmo Proceedings of the Estonian
Academy of Sciences. Engineering 1996 / p. 49-60 : ill

Retreatment of used hardmetals


https://www.ester.ee/record=b1216104*est
https://www.ester.ee/record=b2860301*est
https://www.ester.ee/record=b3007631*est
http://www.ester.ee/record=b2860365*est
https://matsc.ktu.lt/index.php/MatSc/article/view/1348
https://www.researchgate.net/publication/267243513_Metal-Matrix_HardmetalCermet_Reinforced_Composite_Powders_for_Thermal_Spray
http://www.imr.saske.sk/pmp/issue/2-2003/pmp_vol03_no2_p099-110.pdf
http://www.imr.saske.sk/pmp/issue/2-2003/pmp_vol03_no2_p099-110.pdf
https://doi.org/10.1504/IJMPT.2014.064038
https://www.scopus.com/sourceid/21108
https://www.scopus.com/record/display.uri?eid=2-s2.0-84905502126&origin=inward&txGid=031a2de621c092ddb1c2c37a655bc1f8
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=INT J MATER PROD TEC&year=2014
https://www.webofscience.com/wos/woscc/full-record/WOS:000345236000006

Kulu, Priit; Kaerdi, Helmo; Mikli, Valdek TMS Fall 2002 Extraction and Processing Division Meeting on Recycling and Waste
Treatment in Mineral and Metal Processing : technical and economic aspects, 16-20 June 2002, Lulea, Sweden. Vol. 1 2002 / p. 139-
146 :ill

Sissejuhatus programmeerimisse an-keeles : loengumaterijal
Henno, Jaak; Kaerdi, Helmo 1980 https://www.ester.ee/record=b1287519*est

Statistika ja tdendosusteooria alused
Kaerdi, Helmo 1997 https://www.ester.ee/record=b1054823*est

Statistika ja tdendosusteooria majanduserialadele
Kéaerdi, Helmo 1997 https://www.ester.ee/record=b1059724*est

Statistika ja tdendosusteooria majanduserialadele
Kaerdi, Helmo 1995 https://www.ester.ee/record=b1069208*est

Statistika opetamise kogemusi ja probleeme Eesti Riigikaitse Akadeemias ning Eesti Kdrgemas Kommertskoolis
Ké&erdi, Helmo Eesti Statistikaseltsi Teabevihik 1995 /6, k. 108-111

Technology and equipment for production of hardmetal powders from used hardmetal
Tiimanok, Aleksei; Kulu, Priit; Mikli, Valdek; Kaerdi, Helmo Proceedings of the 2nd International Conference, 27-29th April 2000,
Tallinn, Estonia / DAAAM International Vienna, DAAAM National Estonia 2000 / p. 197-200 :ill

The composition and structure investigation of recycled hardmetal powders for thermal spray
Mikli, Valdek; Kulu, Priit; Kaerdi, Helmo Proceedings of Joint Nordic Conference in Powder Technology 2000 / p. 21

The magnetic cores from magnetically soft powder composites
Laansoo, Andres; Kderdi, Helmo Tallinna Tehnikadlikooli Toimetised 1994 / Ik. 53-60: ill

WC-Co hardmetal powders for formation of wear resistant coatings
Mikli, Valdek; Kulu, Priit; Kderdi, Helmo Proceedings of the 2nd International Conference, 27-29th April 2000, Tallinn, Estonia /
DAAAM International Vienna, DAAAM National Estonia 2000 / p. 201-204 : ill

WC-Co powder particles morphological characteristics

Kohutek, ivan; Kaerdi, Helmo; Besterci, Michal; Kulu, Priit; Mikli, Valdek; Velgosova, Oksana Deformation and Fracture in
Structural PM Materials : DF PM 2002 : proceedings of the international conference, Stara Lesna, Slovak Republic, September 15-
18, 2002. Vol. 2 2002 / p. 230-235 : ill

Ulevaade statistika ja tdendosusteooria kursusest
Kaerdi, Helmo EKK Toimetised = EBS review 1995 / k. 21-24, p. 20-22

BBegeHue B nporpaMMmpoBaHue Ha si3blKe an
Henno, Jaak; Kderdi, Helmo 1980 https://www.ester.ee/record=b2457915*est

OuHamMmKa cnoucTbIX NNAacTUH
Kaerdi, Helmo; Poverus, Lembit OntumansHsie cuctemsl v anroputmbl 1980 / ¢. 69-79 : un

https://www.ester.ee/record=b1264423*est https://digikogu.taltech.ee/et/ltem/e16f197d-729e-4daf-a4a5-33f1c6b0a940

3agaum no maTteMaTuke Arsi NOCTynaroLWwmux
1989 https://www.ester.ee/record=b1216166*est

U3yyeHne ocobeHHOCTeN NPeccoBaHMs MarHUTOMANKMX KOMMO3ULIMOHHbIX MaTepuanoB

Meinberg, M,; Tilk, H.; Laansoo, Andres; Kaerdi, Helmo XXX cTyaen4eckasi Hay4HO-TeXHU4ECKasi KOHpepeHUVst By30B
Mpubarmuickmx pecnybnvk, Bernopycckorn CCP n Mongasckoii CCP, 8-10 anpensa 1986 roaa : Teavcel goknagos. Towm |,
ABToMaTVKa. HepreTuka. Mexanuka. Xumumsa 1986 / c. 130 https://www.ester.ee/record=b1305565*est

UccnepoBaHue HecTauMoOHapHbIX NpoueccoB AedopmMaLum B COUCTbIX NfIACTUHAX METOAOM YMCIIEHHOro aHanusa
Poverus, Lembit; Kderdi, Helmo; Ménnil, Aino Tesuckl goknagos BcecotosHon koHdepeHumm "CoBpeMeHHble MeToabl 1
anropuUTMbl pacyeTa 1 NPOEKTUPOBAHUSA CTPOUTESTbHBIX KOHCTPYKLWIA C Ucrosb3oBaHmeM OBM", TammmH, ¢ 18 no 20 oktabpsa 1979

roga. Yactb nepeas.[Cekuusi] 1, MeToapl ctatndeckoro pacyeta. [Cekuus] 2, MeToabl anHamudeckoro pacyeta 1979/ c. 165-166
https://www.ester.ee/record=b1271164*est

MCCHe,qOBaHVIe pacnpocTtpaHeHus BOJIH Haﬂpﬂ)KEHVIﬁ B nriacTMHax u oborno4kax MEeTOAOM KOHEYHbIX 3J1IeMeHTOB
Kaerdi, Helmo 1974 http://www.ester.ee/record=b2307038*est


https://www.ester.ee/record=b1287519*est
https://www.ester.ee/record=b1054823*est
https://www.ester.ee/record=b1059724*est
https://www.ester.ee/record=b1069208*est
https://www.ester.ee/record=b2457915*est
https://www.ester.ee/record=b1264423*est
https://digikogu.taltech.ee/et/Item/e16f197d-729e-4daf-a4a5-33f1c6b0a940
https://www.ester.ee/record=b1216166*est
https://www.ester.ee/record=b1305565*est
https://www.ester.ee/record=b1271164*est
http://www.ester.ee/record=b2307038*est

WccnepoBaHue pacnpocTpaHeHUsi BONH HanpshKeHUM B NIaCTUHAaX U 0605104Kax METOAOM KOHEYHbIX 3/1eMETOB :
aBTopecbepar ... KaHampaTa TexHuyeckux Hayk (01.02.03)
Kaerdi, Helmo 1974 http://www.ester.ee/record=b1327826*est

UccnepoBaHue pacnpocTpaHeHus ynpyrux BOSH B YINOBbIX COeANHEHUsAX 6anok U cknagvatbIX KOHCTPYKLMAX
MeTOAOM KOHEYHbIX 3J/IeMEeHTOB

Kéerdi, Helmo; Poverus, Lembit Tpyabl no ctpoutensHoi mexaHuvke : copHuk ctaTtei. 5 1974 / ¢. 49-55 : unn
https://www.ester.ee/record=b2190653*est https://digikogu.taltech.ee/et/ltem/66202bf2-fa56-47cc-8d36-17e663cd263d

UccnegoBaHue pacnpocTpaHeHUs ynpyrux BOSH B LIUNMHAPUYeCcKon u cdrepryeckon 060m04Kkax METOAOM KOHEUYHbIX
3rIeMeHTOB
Kéerdi, Helmo; Poverus, Lembit Tpyabl no ctpoutensHoi mexaHuke : c6opHuk ctaTten. 4 1972 / ¢. 25-32 : unn

https://www.ester.ee/record=b2190512*est https://digikogu.taltech.ee/et/ltem/954ba96d-4bb5-4802-9eed-3e9b89eadbae

WccnepoBaHue pacnpocTpaHeHUs1 LIUNMHAPUYECKUX U chepruyecKux ynpyrux u TepmMoynpyrux BofH B CNOUCTbIX
cpeaax METOAOM KOHEYHbIX 35ieMeHTOB

Kaerdi, Helmo; Poverus, Lembit Tpyabl cumnosuyma "HermHeliHblie n TennoBble 3¢bghekTbl NpU NEPEXOAHbLIX BOSHOBbIX
npoueccax": [20-24 Hos6psa 1973 . TarrwH]. T. 2 1973 / ¢. 127-134 : wn https://www.ester.ee/record=b1581419*est

UccnepoBaHue ynpyrux BOsiH B CKNag4aThIX KOHCTPYKLUAX
Kaerdi, Helmo; Poverus, Lembit Tpyabl X Bcecoto3Hoi koHpepeHLmm no Teopum oboroyek 1 nrnactuH: Kytavcw, 22-29 ceHTabps
1975r.:[B271], 1.2 1975/ c. 255-259 https://www.ester.ee/record=b3798375*est

UccnepoBaHue ynpyrux BosiH B CKNaa4vaThbIX KOHCTPYKLMAX METOAOM TPEXMEPHbIX CETOK U METOAOM KOHEYHbIX
ANIeMeHTOB

Kaerdi, Helmo; Poverus, Lembit Tpyabl no ctpoutensHoin mexaHuke : cbopHuk ctaTtei. 7 1976 / ¢. 47-55 : ynn
https://www.ester.ee/record=b2190752*est https://digikogu.taltech.ee/et/ltem/f6a690f4-3c09-4e01-8a66-8a313dea9f38

Na6opaTtopHbIf NpakTuKym no maremMatuke Ha ABM CM-4 ¢ aManoroBbIM peXXMmom
Kéerdi, Helmo TeopeTtuieckue 1 npuknagHbie BONPOCHl MaTeEMAaTHKU : TE3UChI JOKINAA0B KOHepeHum, 26-27 ceHtsiops 1985 . I

1985 / c. 71 https://www.ester.ee/record=b1305194*est

MatemaTuyeckoe MogenmpoBaHue BOOOTOKOB

Kéerdi, Helmo; Ruga, Lembit Matepuans! V Bcecoto3Horo HaysyHoro cMMno3uyma rno CoBpeMeHHbIM NpobrieMam CamooUULLEHNST U
peryrnMpoBaHus kavecTtBa Boapl, TarrmH, 18-21 Hosbpsa 1975 r. Cekumsa 1, Pusmdeckue acnekTbl CAaMOOUULLEHNS PEK M BOOOEMOB
1975/ c. 97-101 : wnn https://www.ester.ee/record=b1327817*est

MatemaTuyeckoe MogenmpoBaHue CIIOUCTLIX MIACTUH U 060JI0YeK Ansi UCCriefoBaHUA BOJTHOBLIX NpoLieccoB
Aedopmauun
Kaerdi, Helmo; Korsunski, Viktor; Mannil, Aino; Poverus, Lembit; Reiman, Ants Te3avckl JoknagoB pecnybriMkaHCKoM Hay4HOM

KOHbepeHLumM "TOHKOCTEHHbIE U MPOCTPAHCTBEHHBIE KOHCTPYKUMKU" : ¢ 14 no 16 Hosi6psa 1978 roga 1978 / ¢. 31-32
https://www.ester.ee/record=b1314933*est

MeToA KOHeUYHbIX 3/IeMEHTOB ANs UCCrieA0BaHuUs NepexoAHbIX BONTHOBbLIX NpoLieccoB
Kéerdi, Helmo; Poverus, Lembit Tpyabl no ctpoutensHoi MmexaHuke : c6opHuk ctaTtei. 5 1974 / c. 33-48 : unn

https://www.ester.ee/record=b2190653*est https://digikogu.taltech.ee/et/ltem/66202bf2-fa56-47cc-8d36-17e663cd263d

MeTof KOHEUYHbIX 3/IEMEHTOB NpPY MaTeMaTU4YeCKOM MOAENMPOBaAHUN ANHAMUKU XKene300eTOHHbIX NAUT
Kaerdi, Helmo CrtaTunueckue 1 amHammdeckue metoabl aHarmsa nnactuH u oborodek 1984 / c. 43-50 : un

https://www.ester.ee/record=b1513177*est https://digikogu.taltech.ee/et/ltem/b3b9eada-074a-483e-bbaa-e387c7dfa79e

O pechopmanm YacT1L, NOPOLLKA NPU NPecCoBaHNN
Laansoo, Andres; Kaerdi, Helmo; Randmer, Uudus; Liimann, Vaino CsoiicTBa 1 TEXHONOI1si U3roTOBIIEHNA KOMMO3ULIMOHHBLIX
maTepuanoB 1986 / c. 66-77

O pacuyeTe nonsi CKOPOCTEN U 3arpsi3HEHNS1 B HEMPOTOYHLIX BOAOEMax

Kéerdi, Helmo; Paal, Leopold Matepuans! VI BcecorosHoro cumnosvyma no coBpeMeHHbIM npobriemam caMmooumnLLEHNS!
BOJOEMOB W peryrnMpoBaHusa Kayectsa Bodbl, TarrmH, 16-18 anpens 1979 roga. 1 cekuus, Pusndeckme acnekTsl hopmmpoBaHus
kadecTtBa Boabl 1979 / c. 51-54 : un https://www.ester.ee/record=b1281746*est

O6y4eHune BblYMCNUTENbHLIM MeTO4aM B 00LLEeM Kypce BbiCLLie MaTeMaTUKu

Kéerdi, Helmo; Pirozenko, Aleksander Tesvchl VI 30HarnbHoro coeellaHus-cemMmmrHapa 3aBeaytoLyx kadeapamm v BeayLyix
npenofasarere MaTemaTvkn By3oB Benopycckon, IlaTteuiickoi, JllutoBckom, ctoHekor CCP u KanmnmHrpaackon obnactn PCOCP,
TanrwH, 31 mapTa - 2 anpens 1987. Yactb 11987 / c. 158-159 https://www.ester.ee/record=b1226229*est
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Kéerdi, Helmo; Jogi, Aksel CoagepxaHue 1 MmeToabl NpenoaaBaHyst MaTeMaTUHECKUX KypCcoB B By3ax : IV 30HanbHOe coBeLlgHue-
ceMvHap 3aBeayloLmx kadeapamuy By30B 1 BeAyLLMX npenogaBaTenen mateMaTtukn Benopycckon, JlatBuiAickon, JIuToBcKom,
OcToHckon CCP u KarmnnHrpaackori obnactn PCOCP, 29-31 axB. 1980 r. : aHHOTauumM foknagos 1 coobeHus 1980 / c. 49-50
https://www.ester.ee/record=b1591851*est

MopolukoBasn meTannyprus

Mosberg, Rudolf; Arensburger, Daniil; Letunovits, Sergei; Pirso, Jiiri; Kallas, Paul; Agosasvili, B.T.; Bujanovski, I.N.;
vastsenko, L.K.; Kulu, Priit; Mihiman, J.; Halling, Jaanus; Valdma, Leo; Kiibarsepp, Jakob; Annuka, Harri; Laansoo, Andres;
Kaerdi, Helmo; Randmer, Uudus; Liimann, V&ino; Siimar, Rein; Ritso, Aadu 1986 https://www.ester.ee/record=b1354812*est

Mpo6nembl nepexoaa Ha HoBoe nokosieHne ABM npu BbInoNHeHUU cyeTHO-rpacdhmnyecknx paboT no maremaTuke
Kéerdi, Helmo 3oHarnbHoe coBelLaHe-ceMuHap 3aBeayroLumx kadeapamu 1 BEAYLLMX NpenogaBaTteriei MaTeMaTukv By30B
Bernopycckon, Jlateuiickon, Jlutosckon, OcToHckon CCP 1 KammnuHrpaackow obnactm PCOCP : BunbHioc, 12-14 okT. 1983 . :
Teauchkl aoknagoB 1983 / ¢c. 149-150 https://www.ester.ee/record=b1564990*est

Mpo6nembl nepexogaHa HoBoe nokonieHne ABM npu BbINOMHEHUN cceTHO-rpadnyeckmMx paboT Nno maTeMaTuke
Kéerdi, Helmo 3oHarnbHoe coBelLpHe-ceMuHap 3aBeayroLmx kadeapamu 1 BEAYLLMX NpenoaaBaTternei MaTeMaTukv By30B
Bernopycckomn, Jlatewuiickon, Jlutosckon, dctoHckon CCP n KammhuHrpaackow o6nact PCOCP, BunbHioc, 12-14 oktabps 1983 . :
Tesuchkl gokrnagoB 1983 / c. 149-150 https://www.ester.ee/record=b1564990*est

PacnpocTtpaHeHue ynpyrux BosiH B CFIOUCTbIX NfacTUHaX
Kaerdi, Helmo; Poverus, Lembit [NaTbi1 Bcecoto3Hblii cbesp No TeopeTuieckomn 1 NpuknagHoi Mexanuke, Anva-ATa, 27 mas - 3
moHa 1981 ropa : aHHoTauum gokrnagoB 1981 / c. [?] https://www.ester.ee/record=b2682342*est

PacnpocTtpaHeHue ynpyrux BoSiH B CJIOUCTbIX NfacTUHaX
Poverus, Lembit; Kderdi, Helmo; Mannil, Aino OgvHHaauatas BcecotosHas koHdepeHUums No Teopum o6orioYek 1 NnacTuH,
XapbkoB, 27 ceHTsabps - 1 okTa6psa 1977 r. : Tesnckl goknagoB 1977 / . 34 https://www.ester.ee/record=b3798376*est

PacnpocTtpaHeHue ynpyrux BOSH B CFIOMCTbIX Nperpagax
Kaerdi, Helmo; Mannil, Aino; Poverus, Lembit TeopeTnieckue 1 akcnepMmeHTanbHble MeTobl aHanmaa CUCTEM CTPOUTENbHOMN

mMexaHukn 1977 / c. 25-34 : unn https://www.ester.ee/record=b1310608*est https://digikogu.taltech.ee/et/ltem/a9b1cfOe-159-4931-90df-
c7856¢87da99

PacueTHo-rpachmyeckme paboTkl N0 MaTeMaTmke : MeToaMYecKoe pyKoBOACTBO
1988 https://www.ester.ee/record=b1222324*est

Ynpyrve BosiHbI B CKIlagyaTbIX KOHCTPYKLUUAX
Kéerdi, Helmo; Poverus, Lembit Tpyabl no ctpoutensHoin mexanuke : cbopHuk ctaTtei. 5 1974 / ¢. 57-69 : vnn
https://www.ester.ee/record=b2190653*est https://digikogu.taltech.ee/et/ltem/66202bf2-fa56-47cc-8d36-17e663cd263d
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