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Submicroscopical characteristics of wood attacked by the brown-rot fungus PORIA PLACENTA
Irbe, I.; Kallavus, Urve; Andersone, |.; Cirkova, J.; Andersons, B. Proceedings of the Xlll Congress of European Mycologists : 21-25
September, 1999, Alcala de Henares (Madrid), Spain 1999 / p. 58

Sugar cane bagasse utilization into fiber materials and value-added chemicals by steam explosion with the zero emission
target

Gravitis, J.; Suzuki, C.K.; Zandersons, J.; Bikovens, O.; Kokorevics, A.; Morales, R.C.; Kallavus, Urve Proceedings [of the] 6th
Brazilian Symposium on the Chemistry of Lignins and Other Wood Components : October 25-28, 1999, Guaratingueta, SP, Brazil
1999/[6] p

Swelling of pinewood (Pinus Sylvestris) in binary aqueous solutions of organic substances
Meier, Pille; Kaps, Tiit; Kallavus, Urve Materials science = MedzZiagotyra 2005/ 2, p. 140-145 : ill

ZnCdSeTe semiconductor compounds : preparation and properties
Valdna, Vello; Grossberg, Maarja; Hiie, Jaan; Kallavus, Urve; Mikli, Valdek; Raadik, Taavi; Traksmaa, Rainer; Viljus, Mart

MRS proceedings 2011 / p. u07-15 https://www.cambridge.org/core/journals/mrs-online-proceedings-library-archive/article/abs/zncdsete-
semiconductor-compounds-preparation-and-properties/49279438DA7FE99A846F54C38F 77A46D

ZnSe1-xTex solid solutions
Valdna, Vello; Hiie, Jaan; Kallavus, Urve; Mere, Arvo; Piibe, Toomas Journal of crystal growth 1996 / p. 177-180: ill

Zur Erarbeitung der umweltfreundlichen Holzschutzmittel
Andersons, B.; Tschirkova, H.; Druse, N.; Irbe, I.; Andersone, |.; Kallavus, Urve; Zhurins, A. Umwelteinflisse : erfassen, simulieren,
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Kallavus, Urve Tallinna Tehnikadlikooli aastaraamat 1997 1998 / k. 190-192

Technical condition of prefabricated concrete large panel apartment buildings in Estonia

Kalamees, Targo; Oiger, Karl; Kaiv, Teet-Andrus; Liias, Roode; Kallavus, Urve; Mikli, Lauri; Lehtla, Andres; Kodi, Georg;
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The influence of conductive additives on the mechanical properties of electrospun mats = Juhtivate lisandite moju
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The microstructure and properties of fine-grained cermets
Viljus, Mart 2003

The problems in the use of limestone together with timber in facades
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The use of microwave method for diagnosis of moisture content of massive dolostone walls of medieval churches
Kurik, Lembit; Kalamees, Targo; Kallavus, Urve ISBP 2015 : 1st International Symposium on Building Pathology : conference
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Towards nanotechnology through structural research
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Towards nanotechnology through the structural research
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Ultrastructural characterization of steam-exploded wood
Kallavus, Urve; Gravitis, Janis Proceedings of VIl International Symposium Fundamental Research of Wood, Warsaw 1995 / p. 17-
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UccnepoBaHue gpeBecuHbl, MogcpmumnpoBaHHon cmvonamm JPK, c noMoLbio CKaHUPYIOLLEro 31IeKTPOHHOro
MUKpOCKoNna

Tanner, Jiiri; NikitSenko, Ludmilla; Kallavus, Urve Xumus gpeBecuHbl 1982 / ¢. 106-110 : vn
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UccnepoBaHue pocTta ckpbiToro chotorpagmyeckoro nsodbpaxxeHusi Ha NOBEPXHOCTU CTEKNa MeTOOOM 3NIEKTPOHHOMN
MUKPOCKONUM
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AenvrHudoukaLmm gpeBecuHbl : Tesunckl Aokrnagos 1985
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Kallavus, Urve; NpaButuc A.A. Xumust apesecuHbl 1990 / 6
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poknagoB 1985 / c. 49-50 https://www.ester.ee/record=b1800892*est
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