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Opik, Andres; Varvas, Jiiri; Tiirn, Leo; Martinaitis, A. YUeTeepTas BcecotoaHas KoHDepeHLMs! N0 13UKO-XMUIECKVM OCHOBaM
nermpoBaHu1si NoSyNpOBOAHMKOBBLIX MaTepuarios, Mocksa, 16-18 okT. 1979 r. : Teauckl gokrnagos 1979 /c. 176

HedbekTHas CTPYKTYypa HEKOTOPbLIX XanoreHWAOB KaAMUA 1 LIMHKa
Varvas, Jiiri; Nirk, Tiit; Opik, Andres; Lott, Kalju; Néges, Mart; Tiirn, Leo TpeTbe BcecotosHoe coBeLLaHVe MO XMWM TBEPAOIO
Tena : Tesuckl gokrnagos 1981 /c. 10

3aBMCUMMOCTb PacTBOPMMOCTU Meay B ceNieHuae kaamusi oT JaBfieHUsi apoB cerleHa
Opik, Andres; Aarna, Heiti; Varvas, Jiiri BcecotosHas koHdepeHUmMs No m3nKo-XMMUHECKM OCHOBaM JierMpoBaHus
MOJSyNPOBOAHMKOBbLIX MaTepuaroB : Teauckl gokrnagos 1975/ c. [186]

%aBVICVIMOCTb pacTBOPMMOCTM Meau B cerleHnae KaaMmus oT AaBrieHUA NapoB cerieHa
Opik, Andres; Aarna, Heiti; Varvas, Jiiri CoiicTBa fermpoBaHHbix nosiynposoaxukos 1977 / c. 190-192 : un
https://www.ester.ee/record=b2708631*est

Wcnonkb3oBaHne TepMoAMHAMUYECKUX METOAIOB UCCIeJoBaHUA AedheKTHOW CTPYKTYpbI nonynpoBoaHukoB A2B6
Varvas, Jiiri; Nirk, Tiit; Rédndur, Oie; Opik, Andres; Aarna, Heiti; Noges, Mart; Tiirn, Leo BTopoe Bcecoto3Hoe coBeLLaHVe Mo
xummm TBepaoro Tena, 11-13 mas 1978 r. : Y. 1 : Te3uckl goknagoB 1978 / c. [56] https://www.ester.ee/record=b4433699*est

WUccnepoBaHue BbicoKoTemnepaTypHoro adchekTa xonna B MHorokpucrannax CdSe B napax ceneHa
Martinaitis, A.; Opik, Andres Il pecnybrvkaHckas KOHpepeHUMst MOMoabIX YHeHbIX-XMMUKOB, 17-19 masi 1977 : Te3uchbl 4OKIa0B.
Yactb 2 1977 / c. 107 https://www.ester.ee/record=b1308855*est

l_/_IccneAOBaHue BbICOKOTEMMNepaTypHON NpOBOAMMOCTU MOHOKpucTannoB CdSe, nermpoBaHHbIX Meabo
Opik, Andres; Nirk, Tiit | pecnybrkaHckasi koHpepeHUMst MorobiX y4eHbIX-XMMUKOB, 20-22 masi 1975 roaa : Teaucbl 4OKaaoB
1975/ c. 194 https://www.ester.ee/record=b1309964*est

UccnepoBaHue BbiCOKOTEMMNETaTYpPHOro achdeKT Xosna B nermpoBaHHbIX Meablo M HANEM MoHoKpucTtannax CdSe B
napax ceneHa

Martinaitis, A.; Opik, Andres Il pecny6rmkaHckasi KOHEPEHLMSt MOTOZbIX YHEHbIX-XUMMKOB, 17-19 Masi 1977 : Te3ucbl AOKIaA0B.
Yactb 2 1977 / c. 106 https://www.ester.ee/record=b1308855*est

UccnepoBaHue gedekTHOM CTPYKTYpPbl MOHOKpUcTannoB Cd Se, nerupoBaHHbIX MHAUEM

Opik, Andres lll pecny6rmkaHckast KOHPEPEHLMSt MONOZbIX Y4EHbIX-XUMUKOB, 15-17 Mast 1979 ropa : Tesucsl Aoknanos 1979 /c¢. 7
https://www.ester.ee/record=b1280470%est

UccnepoBaHue aecheKTHOM CTPYKTYPbI MOHOKPUCTANNOB cerleHnaa kagmusi

Opik, Andres; Varvas, Jiiri MonynpoBoaHvkoBbie MaTepuansl. 3 1976 / ¢. 31-41 : urn https://www.ester.ee/record=b1403374*est
https://digikogu.taltech.ee/et/ltem/5f8fd05c-ff69-4315-9d64-1d9c9611667b

UccneposaHue aedekTHON CTPYKTYpbI nneHok CdSe nerMpoBaHHbIX cepebpom
Opik, Andres; Nirk, Tiit CuHTes 1 nccrefoBaHue xanbKoreHaHbIX MreHokK : Teauckl AoKNafgoB yparbckoi koHdepeHUmmn (14-16 okT.)
1986 /c.[?]

UccnepoBaHue aedheKTHOM CTPYKTYPbI CeneHraa Kaamus, rierMpoBaHHOro Meabio U MHAVeM : aBTopedepar ...
KaHAauAAaTa xummyecknx Hayk (02.00.04)
Opik, Andres 1979 https://www.ester.ee/record=b1268390*est

UccnepoBaHue .ﬂe(ﬁbeKTHOﬁ CTPYKTYpPbI ceneHnaa KagMus, nermpoBaHHoOro Meabo U uHAMeMmM : auc. ... KaHguaarta
XUMMyecknx Hayk (02.00.04)
Opik, Andres 1979 https://www.ester.ee/record=b3785446*est

WUccneposaHue aedieKToB, BO3HMKaKOLWMX B Cynbduae kaaMusi Npu fermpoBaHumn Meabio, cepebpoM 1 3011o0Tom
Aarna, Heiti; Opik, Andres; Kreek, M.; Kukk, Peeter-Enn BcecotosHasi KoHdepeHUsi Mo (USUKO-XUMUYECKUM OCHOBaM
nermpoBaHu1si NOSyNPOBOAHMKOBBLIX MaTepuaroB : Tesuckl goknagos 1975/ c. [110]

VlccneAOBaH_lfle AecpeKToB, BO3HMKaKOLWMX B cynbcuae kKagMisi Npu fiermpoBaHUUN Meabio, cepebpom 1 30510TOM
Aarna, Heiti; Opik, Andres; Kreek, M; Kukk, Peeter-Enn CgolicTBa nermpoBaHHbIx nonynposoaHukos 1977 / c. 100-104 : vn
https://www.ester.ee/record=b2708631*est

WccnepoBaHue KOHLIEHTPaLWK HOCUTenen NerMpoBaHHOro ranoreHamu nonunapacpeHuneHa
Opik, Andres 3nekTpoHHble maTtepuarnsl 1989 / c. 30-40

UccnepoBaHue nerMpoBaHus ceneHnaa Kagmms Meabio (Mnu cepebpom) u XNopom ¢ Lenbio onTUMMM3aumm
¢hoTO3NEKTPUIECKNX NapaMeTPOB CreYeHHbIX TabNeTo4YHbIX 06pa3LoB
Varvas, Jiiri; Nirk, Tiit; Tiirn, Leo; Opik, Andres TpeTbsi BcecotosHasi KoHdepeHLUs Mo U3UKO-XMMUYECKUM OCHOBaM
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nermpoBaHu1si NOJSyNpPOBOAHMKOBBLIX MaTepuaros, Mocksa, 20-22 okT. 1975 r. : Teauckl gokrnagos 1975/c. 109

Uccneposanne cBOWCTB nonunapadeHuneHa
Raukas, Maie; Opik, Andres; Ahven, Tarmo ®usndieckas xumust coeguHenuii A//I/B/N U/ 1987 / c. 13-22

UccnepoBaHue cuHTe3a napanonudeHuneHa

Ahven, Tarmo; Anvelt, J.; Raukas, Maie; Opik, Andres XXX cTyneHyeckas Hay4HO-TeXHUHECKast KOH(PEPEHLIMS BY30B
Mpwbanmuickux pecnybrmk, Benopycckon CCP n Mongasckor CCP, 8-10 anpensa 1986 roga : Teavcbl goknagos. Towm |,
AsTomaTtuka. QHepreTuka. MexaHuka. Xumust 1986 / . 159 https://www.ester.ee/record=b1305565*est

WccnegoBaHue 3neKTponpoBOAHOCTU Nonun-n-peHnneHa, nermpoBaHHOro MO4oM u 6pomom

Opik, Andres; Ahven, Tarmo BuicokoMorekyrsipHble coeamHeHusi. Cepust B. KpaTkie CooBLLEHIS : XypHAT TEOPETUHECKON 1
3KCNepUMEHTarnbHOM XUMUM 1 (OU3VKN BbICOKOMOTEKYISipHbIX coeaunHeHun 1988 / ¢. 760-762 : un
https://www.ester.ee/record=b2030114*est

OnpepeneHve Nnpupoabl 3apsgoBOro COCTOSIHUA U KOHLEeHTpauumn aedekroB B MOHokpucTtannax CdS u CdSe ¢
npuUMechkIo Meau unm cepebpa no JaHHbLIM BbICOKOTEMINepaTypHOM NPOBOANMOCTHU

Aarna, Heiti; épik, Andres; Varvas, Jiiri; Kukk, Peeter-Enn V Bcecoto3Hoe coBeLLgHve no usmko-xvummnieckomy aHammay, 13-15
ceHt. 1976 r., MockBa : Teaucbkl gokn. 1976/ c. [131]

MonynpoBoAgHMKOBLIE MaTepuanbi

Palmre, Oie; Hiie, Jaan; Mellikov, Enn; Varema, Tiit; lliina, Natalja; Altosaar, Mare; Valdna, Vello; Krunks, Malle; Karpenko,
LV.; Tiirn, Leo; Kerm, Karin; Tilling, Aino; Antsov, U.; Ndges, M.; Varvas, Jiiri; Nirk, Tiit; Kallavus, Urve; Opik, Andres; Lott,
Kalju; Visnjakov, A.V.; Raukas, Maie; Paat, Aadu; Uder, Ulo-Olimar; Gavrilov, Aleksei; Danilov, J.V.; Katdurin, G.A.; Mere, Arvo
1981 https://www.ester.ee/record=b1533413*est

MonynpoBoagHuKoBbIEe MaTepuarnbl

Varvas, Jiiri; Nirk, Tiit; Opik, Andres; Krustok, Jiiri; Middasson, Jaan; Lott, Kalju; Visnjakov, A.V.; Raukas, Maie; Turn, Leo;
lljina, Natalja; Varema, Tiit; Krunks, Malle; Mellikov, Enn; Sork, Eeve; Vidrevits, Marina; Palmre, Oie; Hiie, Jaan; Tuvike, Tiit;
Klepikova, N.V. 1984 https://www.ester.ee/record=b1314940*est

MonynpoBoagHUKOBbIE MaTepuarnbl

Varvas, Jiiri; Nirk, Tiit; Oja, Alar, Kerm, Karin; Raukas, Maie; Opik, Andres; Ahven, Tarmo; Valdna, Vello; Midasson, Jaan;
Tiirn, Leo; Reiter, Eerik; Meiler, Boriss; Gavrilov, Aleksei; Veimer, Vladimir; Kurik, Lembit; Silas, Aarne 1987
https://www.ester.ee/record=b1272914*est

MonynpoBoaHUKOBbLIEe MaTepuarnbl i
Raukas, Maie; Nirk, Tiit; Varvas, Jiiri; Nei, Toomas; Kerm, Karin; Lippmaa, J.; Opik, Andres; Ahven, Tarmo; ALtosaar, Mare;
Varema, Tiit; Valdna, Vello; Mellikov, Enn; Lott, Kalju; Tiirn, Leo 1989 https://www.ester.ee/record=b1213709*est

lMonyyeHue n-Tuna npoBoasiLiero nonunapadexHuneHa
Opik, Andres; Ahven, Tarmo 3rekTpoHHble MaTepmansl 1989/ ¢c. 41-50

MpakTuyeckne paboThbl NO KONNIOUGHON XUMUMN
1988 https://mww.ester.ee/record=b1256429*est

PaBHoBecHas AedbekTHas CTPYKTYpa cerieHuaa kaamus nermposaHHoro cepe6pom
Nirk, Tiit; Opik, Andres NaTas Bcecoto3Hasi KoHdepeHLMs No (U3UKO-XMMUYECKUM OCHOBaM NEervpoBaHmWs NONyrnpoBAHUKOBBIX
maTtepwvanos, Mockea, 20-22 gek. 1982 r.) : Teauchl gokrnagos 1982 / c. [?] https://www.ester.ee/record=b4436388*est

PaBHoBecHas cTpykTypa aedrektoB B CdSe : Al
Nirk, Tiit; Opik, Andres dusndeckas xumusa coeauHeHnin AlIBVI1984 / c. 3-9

PacTtBOpuMOCTbL Meau 1 cepebpa B cynbduae UMHKa U cenieHnae Kagmusi
Varvas, Jiiri; Visnjakov, A.; Lott, Kalju; Raukas, Maie; (")pik, Andres; Kerm, Karin TpeTbe BcecolsHoe coBeLLaHME Mo XMMUA
TBEpAOro Tena : Teanckl goknagos 1981 /c¢.9

PacTtBOopuMOCTb cepebpa B ceneHuae kagmus

Kurvits, H. XXVI cTygenveckasi HayqHo-TexHu4eckasi koHdepeHums By3oB Morpasckoi CCP, Benopycckoint CCP u Mpubanruiickimx
pecnybrmk, 21-23 anpensa 1982 roga : Teavckl oknagos. Yactb 2, XuMust 1 TeXHOMOrus, MexaHuka, ctpoutenscteo 1982 /c. 33
https://www.ester.ee/record=b5165223*est

PacTtBopumocCThb cepebpa B ceneHuge Kagmms

Opik, Andres IV pecnyGrvkaHckast KOH(PEPEHLMS MOTMOAbIX YHEHbBIX-XUMUKOB : Teauchl Joknagos 1981 / c. 102
https://www.ester.ee/record=b1309986*est
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Crpykrypa aecbektoB B CdSe : Ag
Nirk, Tiit; Opik, Andres dusnyeckas xumusa coeguHeHuin AlIBVI 1981/ c. 77-85

®dazoBoe paBHoBecue n AedeKkTHan CTPYKTypa ceneHmaa Kagmus, fiermpoBaHHOIro cepedpom
Nirk, Tiit; Opik, Andres dusvka 1 TexHudeckoe nNpyMmeHeHne nosynposoaHukoB All BVI: Tesuckl Aokiagos V CBECOH3HOro
coBelaHus (1-2 pekabps 1983 r.). Tom 1 1983 / c. 87-88 https://www.ester.ee/record=b2796652*est

dazoBble paBHOBeCUA U paCTBOPUMOCTb cepera B ceneHvge kagmms

Opik, Andres; Raukas, Maie; Kerm, Karin JlervpoBaHHble MomynpoBoAHWKOBbIE MaTepuars! : [cBopHuk ctaTeid] 1985 / ¢. 70-72
https://www.ester.ee/record=b1914692*est

da3oBble paBHOBECUA U paCTBOPUMOCTbL cepebpa B ceneHuge kKagmms

Opik, Andres; Raukas, Maie; Kerm, Karin MNaTasi BcecotodHasi KoHpepeHUWst No (hUsMKO-XUMUYECKM OCHOBaM NernpoBaHms
NoJSyNpoBAHMKOBBLIX MaTepmarnos, Mockea, 20-22 gek. 1982 r. : Teanchl goknagos 1982/ c. [?]
https://www.ester.ee/record=b4436388*est

AnekTpoocaxaeHue NONUMNUPPONa B Ka4ecTBe TbINTIbHOro KOHTaKTa Ans cofiHevyHoro anemeHTa CdS/CdTe
Bereznev, Sergei; Kois, Julia; Jarkov, Aleksandr; Opik, Andres; Mellikov, Enn LLectasi Bcepoccuiickasi KapriHckasi
koHdepeHums "Mormmepel - 2014". Tom |, Mporpamma KoHdepeHLmmn 1 COOPHWK TE3NCOB NeHaPHbIX, NPUrNALLEHHBIX, U YCTHBIX
poknagos 2014 /c. 165

OAneKTPONpPOBOAHOCTL NonunapadeHurieHa, nerMpoBaHHOro NoAoM
Opik, Andres; Ahven, Tarmo dusnyeckas xumus coeauHennin A//IB/N I/ 1987 / c. 23-31

AnekTpodu3mnyeckme CBOMCTBa nonunapadgeHuneHa nermposaHHon 1oiloM
Ahven, Tarmo; Raukas, Maie; Opik, Andres MexaHuka / XXXI| cTyaeH4Yeckasi Hay4HO-TexHU4eckasi kKoHpepeHuwst, 21-23 anp. 1987
r.1987/c.95
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