
High temperature sliding wear of NiAl-based coatings reinforced by borides
Umanskyi, Oleksandr; Poliarus, Olena; Ukrainets Maksym; Antonov, Maksim; Hussainova, Irina Medziagotyra 2016 / p. 49 - 53
https://doi.org/10.5755/j01.ms.22.1.8093 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Solid lubrication at high-temperatures - a review
Kumar, Rahul, 1993-; Hussainova, Irina; Rahmani Ahranjani, Ramin; Antonov, Maksim Materials 2022 / art. 1695
https://doi.org/10.3390/ma15051695 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

https://doi.org/10.5755/j01.ms.22.1.8093
https://www.scopus.com/sourceid/19300157032
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958752748&origin=resultslist&sort=plf-f&src=s&sid=50973f8aeb3d1c19e096d56f835e7904&sot=b&sdt=b&s=DOI%2810.5755%2Fj01.ms.22.1.8093%29&sl=35&sessionSearchId=50973f8aeb3d1c19e096d56f835e7904&relpos=0
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER SCI-MEDZG&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000371799400011
https://doi.org/10.3390/ma15051695
https://www.scopus.com/sourceid/76627
https://www.scopus.com/record/display.uri?eid=2-s2.0-85125177851&origin=inward&txGid=924d94e2ecb0b693862249527c623d5c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATERIALS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000771288100001

