Cavitation resistance of WC-10Co4Cr and WC-20CrC-7Ni HVAF coatings
Korobov, Yuri; Alwan, H.; Soboleva, Natalia; Antonov, Maksim Journal of Thermal Spray Technology 2022 / p. 234-246
https://doi.org/10.1007/s11666-021-01242-7 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Erosion wear behavior of HVAF-sprayed WC/Cr3C2-based cermet and martensitic stainless steel coatings on AlSi7Mg0.3
alloy : a comparative study

Korobov, Yuri; Antonov, Maksim; Astafiev, Vladimir; Brodova, Irina; Kutaev, Vladimir; Estemirova, Svetlana; Devyatyarov, Mikhail;
Okulov, Artem Journal of manufacturing and materials processing 2024 / art. 231 https://doi.org/10.3390/jmmp8050231


https://doi.org/10.1007/s11666-021-01242-7
https://www.scopus.com/sourceid/13787
https://www.scopus.com/record/display.uri?eid=2-s2.0-85112379958&origin=inward&txGid=9763c22f7359f64d3ce447b480b401ba
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J THERM SPRAY TECHN&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000684485200001
https://doi.org/10.3390/jmmp8050231

