CO2 curing of Ca-rich fly ashes to produce cement-free building materials
Usta, Mustafa Cem; Yériik, Can Riistii; Uibu, Mai; Hain, Tiina; Gregor, Andre; Trikkel, Andres Minerals 2022 / art. 513, 24 p. :
ill https://doi.org/10.3390/min12050513 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Evaluation of potential factors affecting steel slag carbonation

Baras, Amer; Li, Jiajie; Ni, Wen; Hussain, Zahid; Hitch, Michael William Processes 2023 / art. 2590
https://doi.org/10.3390/pr11092590



https://doi.org/10.3390/min12050513
https://www.scopus.com/sourceid/21100399705
https://www.scopus.com/record/display.uri?eid=2-s2.0-85128715958&origin=resultslist&sort=plf-f&src=s&sid=3b42bc15325c13282d3a40f32ea9fcd1&sot=b&sdt=b&s=TITLE-ABS-KEY%28%22co2+curing+of+ca-rich+fly%22%29&sl=34&sessionSearchId=3b42bc15325c13282d3a40f32ea9fcd1
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MINERALS-BASEL&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000801519700001
https://doi.org/10.3390/pr11092590

