
Determination of modulus of elasticity, nanohardness and residual stresses in brush-plated gold and silver coatings on
copper substrate
Lille, Harri; Kõo, Jakub; Rjabtšikov, Aleksander; Veinthal, Renno; Mikli, Valdek; Sergejev, Fjodor Materials science =
Medžiagotyra 2012 / p. 51-56 : ill

Interaction of point defects with impurities in the Si-SiO2 system and its influence on the interface properties
Kropman, Daniel; Mellikov, Enn; Kärner, Tiit; Heinmaa, Ivo; Laas, Tõnu; Londos, Charalampos; Misiuk, Andrzej Solid state
phenomena 2011 / p. 263-266

Investigation of residual stresses and some elastic properties of brush-plated gold and silver galvanic coatings
Lille, Harri; Kõo, Jakub; Rjabtšikov, Aleksander; Reitsnik, Renno; Veinthal, Renno; Mikli, Valdek; Sergejev, Fjodor Engineering
materials and tribology 2013 / p. 125-130 : ill

Stress relaxation mechanism by strain in the Si-SiO2 system and its influence on the interface properties
Kropman, Daniel; Mellikov, Enn; Kärner, Tiit; Laas, Tõnu; Medvid, Arthur; Onufrijevs, Pavels; Dauksta, Edvins Solid state
phenomena 2011 / p. 259-262

Understanding and control of stress at Si-SiO2 interface
Kropman, Daniel; Seeman, Viktor; Medvids, Arturs; Onufrijevs, Pavels; Vitusevich, Svetlana; Mikli, Valdek Key engineering materials
2020 / p. 291−296 https://doi.org/10.4028/www.scientific.net/KEM.850.291 Journal metrics at Scopus Article at Scopus

https://doi.org/10.4028/www.scientific.net/KEM.850.291
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85088298651&origin=inward&txGid=57d66fc6d526d749bfec9d1fdbf4390a

