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UccnepoBaHme cnoco60B Nosy4eHusi CreYeHHbIX U3HOCO- U KOPPO3MOHHOCTOMKUX MaTepurarnoB U NOKPbLITUM Ha
OCHOBe HUKens

Kulu, Priit; Pastak, Lauri CsolicTBa 1 TeXHOMNors n3rotoBneHns M3HOCOCTOMKMX maTepuanos 1982 / c. 55-61 : unn
https://www.ester.ee/record=b1309562*est https://digikogu.taltech.ee/et/ltem/da5bb058-212f-443b-9de3-5673fbd01534

UccnepoBaHMe TeXHONOrMYeCKMX BO3MOXHOCTEM yyULleHUs UBHOCOCTOMKOCTU cnnaBoB TiC-cTanb
Annuka, Harri; Kiibarsepp, Jakob; Valdma, Leo TpeHue n nsHoc B mawmHax. 14 1987 / c. 54-63

K Bonpocy oueHKk1 MU3HOCOCTOMKOCTU TBepAbix cnniaBoB WC-Co
Klaasen, Heinrich; Kallas, Paul Teavckl foknagoB naToi pecnybrmkaHCKoM KOHepeHLMmN "3 po3MOHHOCTOKME NMOPOLLKOBbLIE
mMaTepuansl 1 nokpblTus" 1988 / c. 32-33 hitps://www.ester.ee/record=b1256812*est

K nporHosunpoBaHuio razoabpasmBHOMN MU3HOCOCTOMKOCTU MOPOLLKOBbLIX TBEPAbLIX CMNIIABOB
Kallas, Paul; Pirso, Jiiri TpeHue n usHoc = Friction and Wear : MmexxayHapoaHbIi HayuHbIV >KypHan 1989 / ¢. 649-655 : un
https://www.ester.ee/record=b1312784*est

Kapb6ugocTtanu kak U3HOCOCTOMKNE KOHCTPYKLUMOHHbIE U MHCTPYMEHTanbHbIe MaTtepuanbl
Kibarsepp, Jakob; Annuka, Harri; Valdma, Leo TpeHve u nsHoc B MawmHax. 15 1989/ c. 71-84

Komnnekc M3HOCOCTOMKOCTDb - NPOYHOCTb MOPOLLKOBLIX KapougocTanen
Valdma, Leo; Annuka, Harri; Kiibarsepp, Jakob TpeHue 1 nsHoc = Friction and Wear : mexagyHapoaHbIi HayuHbI XypHan 1987 /
. 368-373 : nnn https://www.ester.ee/record=b1312784*est

Koppo3noHHousHococTonkue 6e3BosbpaMoBbie KOMMO3UThLI HA OCHOBE TYromnJlaBKMX COeAUHEHUN Ans AeTtanen
Y3IOB TpeHus, paboTarolmx B neperpeTom bugucTunnsTte Boabl

Xanena A.l. l3HococTonkue NopoLLKOBbIE MaTepuarbl 1 MOKPbLITUA : TE3NChI AOKITaA0B BTOPOW KOHEPeHLMM Banmuickmnx
pecnybrmk 1991/ c. 6-8

Na6opaTtopHble NCNbITaHMs MeTaNNIoB Ha U3HOCOCTOMKOCTb NMPU TPEHUMU C abpa3nBHOW NPOCITIONKON
Valdma, Leo M3Hoc, ycTanoctb 1 koppo3us MeTasrioB : cOopHuk ctatei. 2 1966 / . 113-126 : unn

https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

Mopaenb CTPYKTYpHO-CeNeKTUBHOro udHoca AByxca3HbIX KOMMNO3UTOB
Valdma, Leo Ee3BonbdpamoBkie NOPOLLKOBLIE TBEPAbIE ChNaBbl U kapbuagoctanm. YacTtb 1 : Teancel goknagos IV
pecnybrmMKaHCKOM Hay4MHO-TEXHUHEeCKoN KoHbepeHuumn 1985 / ¢. 17-18 https://www.ester.ee/record=b1253975*est

HekoTopble npuHUMNbI BbIGOpa cocTaBa TBepAbIx cnnaBoB TiC-cTtanb
Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo CBoiicTBa 1 TeXHONOMs! M3roTOBIIEHNSI UBHOCOCTOWKMX MaTepuaroB 1984 / c. 27-

33 https://www.ester.ee/record=b1356624*est https://digikogu.taltech.ee/et/ltem/ea022321-1583-4ebc-b2cc-3fb5baef87a9

HekoTopble NyTH NOBbILWEHUA U3HOCOCTOMKOCTU TBepAbIX cnnaBoB TiC-cTanb B abpa3uBHOM CTpye
Kiibarsepp, Jakob; Valdma, Leo; Annuka, Harri Tpenve n nsHoc = Friction and Wear : MmexayHapoaHb! i1 HayuHbI 1 xkypHan 1985 /
C. 698-703 : nnn https://www.ester.ee/record=b1312784*est

HekoTopble pe3ynbTatbl UccneaoBaHUA N3BHOCOCTOMKOCTU XMMUKO-TEPMUYECKM 0O6pabOTaHHOIO BbICOKONMOPUCTOrO
MeTansiokepamMmM4ecKoro xeresa

Kulu, Priit; Bussel, Oleg PacuumpeHHbie Teavchkl aoknanos VI pecnyGrmkaHCKOro ceMmHapa no nopoLLkoBoi meTanyprim 1970 / c.
38-40 https://www.ester.ee/record=b1372156*est

HekoTopble pe3ynbTaTtbl UCCregoBaHUA CTPYKTYPbI U USHOCOCTOMKOCTM TBepAbix cnnaeoB Tuna TiC-Ni-Mo
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Kabral, Hillar-Endel; Mosberg, Rudolf /3Hoc, ycTtanocTts 1 koppo3usi meTannos : coopHuk ctaTen. 3 1969 / ¢. 15-22 : unn
https://www.ester.ee/record=b2183085*est https:/digikogu.taltech.ee/et/ltem/28ca169d-6b4f-44b6-92fd-45d8fc81e458/

HekoTopble cBOMCTBa NU3BHOCOCTOMKMX AMareBbIX NOKPbLITUN, CoaepKalLuX TyronmaBkue kKapomabl
Arensburger, Daniil; Pirso, Jiiri CBoiicTBa 1 TEXHONOMs M3roTOBIIEHUST M3HOCOCTOMKMX MaTepumarioB 1980/ c. 3-9 : wn
https://www.ester.ee/record=b1276393*est https://digikogu.taltech.ee/et/ltem/be560987-a637-4f71-93da-1a9ee9705512

HoBble TexHONornm ocaxpeHms N3HOCOCTOMKMUX NOKPbITUMN
KonsiumH U.HO.; Annkees A.W.; NeoHoB E.HO. M3HococToliKMe NOpoLLKOBbIE MaTepuarbl U NMOKPbITUS : Te3UCbl AOKIa40B BTOPOW
KoHdepeHummn Bammunckux pecnybrmk 1991 / c. 44-46

O BNMsIHUM PeXUMOB CNeKaHUsi Ha U3HOCOCTOMKOCTb TBepAoro cnnasa BK15M B aGpa3uBHou cTpyBe
Pirso, Jiiri; Mosberg, Rudolf, Valdma, Leo PacuwmpeHrHble Te3uckl gokraaos VI pecnybrvkaHckoro cemuHapa no nopoLLKOBOW
meTannyprium 1970 / c. 52-56 : Tabn https://www.ester.ee/record=b1372156*est

O BNUAHUN TEXHONOrNU U3roTOBJIEHNA HA U3HOCOCTOMKOCTb NOPOLLKOBbIX KeJ1Ie30XPOMUCTbLIX CMJIABOB B
rmppoabpasnBHOM CTpye

Fraiman, L.I.; Kallas, Paul CsoiicTBa 1 TeXHONOMMst M3roTOBMEHUS U3HOCOCTOMKIUX MaTepuarnos 1982 / c. 47-53 : unn
https://www.ester.ee/record=b1309562*est https://digikogu.taltech.ee/et/ltem/da5bb058-212f-443b-9de3-5673fbd01534

O MeToaumke ucnbITaHUA HaNNaBoK B ruppoabpasnBHOM cpeae

Vakker, G.; Kallas, Paul XXV cTygenyeckasi HayuyHO-TexHUYeckasi koHpepeHuumst By3oB lMpubarruiickmx pecnybrivk, bernopycckoi
CCP nMonagasckon CCP, 21-23 anpens 1981 roga : Teancbl gokrnagos. Tom 2, ABToMaTtuka. JHepreTuka. MexaHuka. Xvmua 1981 /
c. 128 https://www.ester.ee/record=b1322629*est

O pesynbTaTax uccrneaoBaHUA N3HOCOCTOMKOCTU BbICOKONMOPUCTLIX MeTaslNIoKepaMMyecKux matepuanon

Tapupere, Toomas; Kulu, Priit MawvHocTpoeHue 1 cTpontenscteo : XVI cTyaeHYeckas HaydHO-TEXHUYECKas KOH(DEPEHLMS BY30B
Mpwbanmukn, Benopycckon CCP 1 KanunuHrpagckon obnacti, nocesawweHHas 100-neTtuo co aHsa poxkaeHus B. W. JlenwHa : 20-25
anpens 1970 . : (Teauckbl goknagos) 1970 / c. 34-35 https://www.ester.ee/record=b1379481*est

O pesynbTatax uccnegoBaHUs MU3HOCOCTOMKOCTU TBepAbix cnnaBoB TiC-Ni-Mo B abpa3vnBHom cTpye
Kabral, Hillar-Endel; Mosberg, Rudolf Teauchl foknanos pecnybrmkaHckoro ceMuHapa rno nopoLLKOBoi MeTannyprim 1969 / c. 24-

26 https://www.ester.ee/record=b1339858*est

06 yBennyeHUs U3HOCOCTOMKOCTU NMOBEPXHOCTU BUOpocenapaTopoB
Beccapaba B.U.; OepeBsaHko T.I.; Qy6posckuii B.MN.; Nock J1.B.; Pappel, Toivo KomnosuumoHHblie NOKpbITUS : Teanchl Aoknagos IV
Bcecoto3Holn Hay4HO-TEXHUYECKOM kKoHdepeHumn, XKutomump, 1991 1991 / c. 33-34

OnpepeneHne OTHOCUTENIbHON N3HOCOCTOMKOCTM NOSNIMMEPHbIX MaTepuarioB Ha BUOpaLMOHHOM TpubomeTpe
Tanberg, J.; Nanits, Mats-Maidu XXX cTyaeH4yeckas Hay4HO-TexHM4ecKkas KoHdhepeHUus By30B Mpubarmuiickmx pecrnyonvk,
Bernopycckornn CCP n Mongasckoit CCP, 8-10 anperna 1986 roaa : Teavckl goknagos. Tom I, ABTomaTvka. QHepreTvka. MexaHuka.
Xumumsa 1986 / ¢.102 https://www.ester.ee/record=b1305565*est

OnbIT NPUMEHeHUs1 BUOPaLMOHHLIX TPMOOMETPORB NpPU onpeaerieHM N3HOCOCTOMKOCTU MaTepuarioB
Ajaots, Maido BcecotosHasi HayqHO-TexHU4eckast kKoHepeHuwst "MNoBbILLEHE pecypca Y3roB TPeHs, paboTatoLLmx B
aKCTpeMarnbHbIX ycriosusx' (r. MNMepmb, 28-30 masa 1986 r.) : Teansbl gokragos 1986 / c. [231-232]

OnbIT NPUMeHeHUs1 BUOPaLMOHHbLIX TPMOOMETPOB NPU YCKOPEHHOM onpeaeneHMn U3HOCOCTOMKOCTU MaTepuanoB
Ajaots, Maido; Nanits, Mats-Maidu BcecotosHas Hay4Ho-NpakTudeckas koHdepeHumsa "Teopus 1 npakTvka co3aaHus, UCrbiTaHus u
3KCnnyaTauus TpuboTEXHMYECKMX L TpuboTexHudeckmx cucteM” (r. AHgporos, 28-30 masa 1986 r.) : Tesuckl goknagos 1986 / c.
113

OnbIT NPUMEHEeHUA N3HOCOCTOMKMX NMOPOLLKOBbLIX MOKPLITUIA Ha NnpegnpuaTumn "Tepna”

KoBanesckuin A. I3HOCOCTOKME NMOPOLLKOBbIE MaTepmaribl U NOKPbLITUS : TE3UChI AOKIaA0B BTOPON KOHdepeHLmm Barmuiickimnx
pecnyormk 1991 / c. 50-51

OcHoBbI pa3paboTku 1 NpMMeHeHNe abpa3nBHO-M3HOCOCTOMKUX CreYeHHbIX 6e3BoNb(pamMoBbIX CNlaBoB
Valdma, Leo NopoukoBas meTannyprvsi v obracte ee npuMeHeHust. Teavcbl AoKNadoB kK obnacTHomy cemuHapy (11-12 masi 1982
r.)1982/c.28

Oco6eHHOCTH abpa3nBHON N3HOCOCTOMKOCTM 3aLUTHBLIX NOKPLITUIA Ha CNeYeHHbIX CTansx

Kulu, Priit ccregoeanve 1 paspaboTka TeopeTnieckmx Npobriem B 0651aCTy NOPOLLKOBOI METATyPrin U 3aLLUTHBIX NOKPLITWN |
MaTtepuans BcecotosHom KoHdpepeHumn, MuHek, 24-26 mas 1983 r. Y. 3 : MpuHUMnbI onTUMmM3aLmum CTPYKTYpbl U CBOMCTB
MOPOLLKOBbIX MaTepUarioB U 3alLMTHbIX NOKPbITA 1984 / c. 145-149

Oco6eHHOCTH co3aaHus 3pO3MOHHOCTOﬁKMX ra3oTepMmMyecKunx HOKprTVIVI Ha NOPOLWKOBbLIX MaTepuanax
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Kulu, Priit CsolicTBa 1 TeXHOMOrMst U3roToBIEHN UBHOCOCTOVKUX MaTepuarnos 1984 / c. 35-40 : vn
https://www.ester.ee/record=b1356624*est https://digikogu.taltech.ee/et/ltem/ea022321-1583-4ebc-b2cc-3fb5baef87a9

MoBbIWeHNe U3BHOCOCTOMKOCTU MHCTPYMEHTanNbHbIX CTanen
Burmc U.C.; Yronmme B.A.; 2KBunuc KO.U. N3HococTOoMKE MOPOLLKOBbIE MaTepwmarsl Y MOKPbITYA : TE3WCbI AOKIA40B BTOPOM
KoHgpepeHummn Banmuickux pecnybrmk 1991 / c. 30-32

MoBbIWeHNe CTOMKOCTU K U3HOCY A€ TOHALMOHHbLIM HanbiNeHuemM
Harlamov, J.; Sokolov, A. F.; Pappel, Toivo /3Hoc, ycTanoctb 1 Koppo3us MeTasnroB : c6opHuk ctatein. 6 1973 / ¢. 49-54 : win

https://www.ester.ee/record=b2190621*est https://digikogu.taltech.ee/et/ltem/b72113fb-37ed-41e2-b029-bf4661300cc1

MpumeHeHne N3HOCOCTOMKUX CMJIaBOB Kapbua TuTaHa-cTanb Npy raso- u ruapoadpasMBHOM U3HALLMBAHUN
Kiparissov, Sergei; Narva, Valentina; Valdma, Leo; Sanajeva, D.; Kallas, Paul MNpo6rembl TpeHus 1 nsHauwwmBaHus :
pecrnybrmMKaHCKUN MeXBEAOMCTBEHHbIN Hay4HO-TeXHMYeckuin c6opHuk. Bein. 18 1981 / ¢c. 50-53

MpuMeHeHne NOBEPXHOCTHbIX U 06bEMHbIX CBOUCTB AJI1 OLIEHKU abpa3vBHOW N3HOCOCTONKOCTU
Kiibarsepp, Jakob; Kyopssues B.A.; Reshetnjak, Heinrich; Annuka, Harri 13HococTolikue nopoLLkoBble MaTepuaris! U NOKPbITUS :
Tes3unchbl AOKNadoB BTOpoW koHpepeHumm barmuiickmx pecnybrvk 1991 / c. 14-15

MpuHUMNbI cO3aaHNA NOPOLLKOBLIX MaTepuarioB Ha OCHOBe XeJle3a, U3BHOCOCTOMKUX B YCITIOBUSAX aGpa3suBHOM 3po3um
Kulu, Priit; Halling, Jaanus Be3sonbdpaMoBbie NopoLLKOBLIE TBEPAbIE CMaBbl U kapbugocTanu. YacTb 1 : Tesuckl gokrnagos IV
pecnybrmMKaHCKON Hay4HO-TexHUYecKom KoHdepeHLmmn 1985 / ¢. 53-55 https://www.ester.ee/record=b1253975*est

MpuHUMNbI cO3aaHNA 3PO3MOHHOCTOMKUX NMOPOLLKOBbLIX MaTepuarioB U NOKPbITUMA
Kulu, Priit i3HococTolkre cnedeHHble MaTepuarbl U NokpblTua 1988 / c. 51-55

MpuHUMNBLI ynpaBneHnsi KOMMNNEeKCOM ruapoadpasuBHas UBHOCOCTOMKOCTb-NPOYHOCTb TBEPAbLIX CMIIaBOB
Valdma, Leo; Pirso, Jiiri; Kallas, Paul; Kiibarsepp, Jakob NopoLwkoBas meTannyprus : Teancbl foknagos XV BCeCOH3HON
HaY4YHO-TEXHNYECKOW KOHdepeHumn : (19-22 Hosa6. 1985 1.) 1985 / c. 403-404 https://www.ester.ee/record=b2336294*est

MpuHUMNBLI ynpaBreHnsi KOMMNNEeKCOM rmapoabpasuBHasi UBHOCOCTOMKOCTb-NPOYHOCTb TBEPALIX CMNIIaBOB
Valdma, Leo; Pirso, Jiiri; Kallas, Paul; Kiibarsepp, Jakob Hoeble TexHornornieckue npouecchl B NOPOLLKOBOW MeTarryprim 1986
/ c. 47-52 https://www.ester.ee/record=b2047985*est

Mpo6nema N3HOCOCTOMKOCTL-MPOYHOCTL TBEPAbIX CMIIaBOB
Valdma, Leo CgoiicTBa 1 TEXHOOMVSi U3rOTOBIIEHUSI KOMMO3ULIMOHHBIX MaTepuarioB 1986 / c. 52-57

Mpo6nembl BbIOOpa cocTaBa TBepAbIX CNIaBOB AJIA U3roTOBNEHUA USHOCOCTOMKUX geTarnen
Kiibarsepp, Jakob; Valdma, Leo; Annuka, Harri be3sonbdpamoBble NopoLLKOBLIE TBEPAbIE CnnaBbl U kapbugoctamm. YacTs 1 :
Tesuckbl gokrnagos IV pecnybrmkaHCKom HayYHO-TEXHUYECKOM KoHdepeHumn 1985 / ¢. 13-15 hitps://www.ester.ee/record=b1253975*est

MporHo3poBaHMe N3HOCOCTOMKOCTM NOPOLLKOBbLIX MaTepUarnoB U NOKPbLITUNA B YCIIOBUSIX aGpa3suBHOM 3po3un
Kulu, Priit; Tammeraid, Ivar; Halling, Jaanus TpeHve v nsHoc B mauwvHax. 14 1987 / c. 32-40

MyTn NoBbIWEeHNS UBHOCOCTOMKOCTU MNOPOLLUKOBBIX XKeJle3HbIX MaTepuanoB U NOKPbLITUA Ha HUX
Kulu, Priit; Kallas, Paul; Halling, Jaanus MNopoLlkoBasi MmeTannyprus : Tesuchl AoknagoB XV BCECO3HON Hay4HO-TEXHUYECKOM
KoHdepeHumn : (19-22 Hosi0. 1985 1.) 1985 / c. 242-243 hitps://www.ester.ee/record=b2336294*est

CTpyKTypa u CBOMCTBA MU3HOCOCTOMKUX MOPOLLKOBbLIX MOKPbLITUMA HAa CNeYeHHbIX CTansAX

Halling, Jaanus; Saarmann, M. XXV Il cTyaeH4eckasi Hay4HO-TEXHUYECKasi KoHpepeHUMst By30B IMpubarTuitckmx pecnyorivk,
Bernopycckon CCP un Mongasckon CCP, 19-21 anpens 1983 r : Tesuckl goknagos. Yacte 2 1983 /. 125
https://www.ester.ee/record=b1571566*est

Tepmoxummnyeckoe mogucuLmpoBaHue apeBecuHbl. Coobly. 12, ConpoTuBneHne MCTUPaHUIO HaTypanbHON U
moandmumpoBaHHon cmonon JPK-20 6epe3oBon apeBeCUHbI
Riistop, Méart CurTtes 1 npumeHeHWe nonmkoHaeHcaUMoHHbIX krees. 9 1986 / c. 69-78

Tepmoxummnyeckoe mogudmumpoBaHue gpeBecuHbl. Coob. 13, Bsaskoynpyrue cBomcTBa U COnpoTUBIeHne
uctupaHuio mogmcpmumpoBaHHon cmornon JPK-20 6epe3oBoi ApeBeCUHbI
Liiv, E.; Riistop, Mart CuHtes 1 npumeHeHue nonmMkoHaeHcaumMoHHbIX krees. 9 1986 / c. 79-87

TepmMoxummnyeckoe mogudmumpoBaHue apeBecuHbl. CooblieHune 8, O meToauke onpeaeneHUss UICTUPAEMOCTH
moanMuMpoBaHHOW ApeBeCUHbI LWNGOBaNbHOM LLUKYPKOW

Riistop, Mart CuHTtes 1 npuMeHeH1e NonMKoHOEHCALMOHHBIX KreeB : cOopHUK cTaTen. 7 1984 / c. 79-84
https://www.ester.ee/record=b2191047*est https://digikogu.taltech.ee/et/ltem/042262b5-69b8-49d4-9737-9b193d005326
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YnpaBrneHue KOMMIeKCHOM U3HOCOCTOMKOCTb-NPOYHOCTb TBEPAbIX CNaBoB paboTarowmx B ruapoabpasmesHom cpeae
Valdma, Leo TpeHue un usHoc = Friction and Wear : MexxayHapoHbIi HayyHbI i xypHan 1984 / ¢. 305-310 : unn
https://www.ester.ee/record=b1312784*est

YckopeHHas oLeHKa U3HOCOCTOMKOCTM NOALMMHUKOBbLIX MaTepuarioB C NOMOLLLIO BUOpaLMOHHOro TpubomeTpa
Ajaots, Maido; Nanits, Mats-Maidu [Jonrose4HocTb, pacyeT 1 KOHCTPYVMPOBaHWE AeTarnei v y3rioB MallMH Y TEXHOSOMMYEeCKOro

obopynoBanua 1985 / c. 41-51 : un https://www.ester.ee/record=b1302677*est https://digikogu.taltech.ee/et/ltem/e61913fe-bc40-406b-b7f8-
a28c30240347

LleHTpo6exHbIn yckoputens LIYK-3M ans onpeneneHms oTHOCUMTENBLHOM M3HOCOCTOMKOCTU MaTepuaros npu
abpa3uBHOM 3po3nn

Kleis, llmar /3Hoc, yctarnoctb 1 koppo3us MeTasrioB : c6opHuk ctaTteit. 4 1970 / . 23-33 : vnn
https://www.ester.ee/record=b2189975*est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

OHepreTn4eckuin KpUTepun Ans oLeHKU U3HOCOCTOMKOCTU NpU abpa3nBHOM U3HALUMBAHUN
Pappel, Toivo; Kleis, llmar M3Hoc, yctanocts 1 koppo3us MeTanroB : c6opHuk ctatei. 7 1975/ c. 11-21 : wn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22c-bd484ceb163f
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