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Mosberg, Rudolf; Arensburger, Daniil; Letunovits, Sergei; Pirso, Jiiri; Kallas, Paul; Agosasvili, B.T.; Bujanovski, I.N.;
vastsenko, L.K.; Kulu, Priit; Mihiman, J.; Halling, Jaanus; Valdma, Leo; Kiibarsepp, Jakob; Annuka, Harri; Laansoo, Andres;
Kaerdi, Helmo; Randmer, Uudus; Liimann, V&ino; Siimar, Rein; Ritso, Aadu 1986 https://www.ester.ee/record=b1354812*est

MpumeHeHne NOBEPXHOCTHbIX U 00 bEMHbIX CBOMCTB AN OLieHKM abpa3nBHOW N3HOCOCTOMKOCTH
Kiibarsepp, Jakob; Kyopssues B.A.; Reshetnjak, Heinrich; Annuka, Harri i3HococTolikue nopoLLkoBble MaTepuaris! U MOKpbITUS :
Te3nCbl AOKNA40B BTOpOW kKoHdepeHumn banmuiicknx pecnybrmk 1991 / c. 14-15

Mpobnema npMeHEeHUs1 TePMUYECKN YNPOYEHHbIX KapOUAHLIX KOMMO3UTORB AN pacnbiuTenen MasyTHbIX POPCYHOK
Valdma, Leo; Annuka, Harri; Kiibarsepp, Jakob; Kallas, Paul Vi3HococTolikue cneyeHHble MaTepuansl 1 nokpbitvst 1988 / c. 3-7

Mpo6nembl BbIOOpa cocTaBa TBepAbIX CNIaBOB AJIA U3roTOBNEHUA U3HOCOCTOMKUX AeTarneun
Kiibarsepp, Jakob; Valdma, Leo; Annuka, Harri BessornbdpaMoBbie NOPOLLKOBLIE TBEPAbIE CMfaBbl U kapbugocTarm. YacTb 1 :
Tesuchbl Aoknagos IV pecnybrmkaHCKom HaydHO-TexHUYeCKon koHdepeHumn 1985 / ¢. 13-15 hitps://www.ester.ee/record=b1253975*est

Mpo4yHOCTbL N NNAacTUYHOCTbL KapbupocTanei ¢ Xxene3oHuKeneBbIMA CBAA3KaM1
Kiibarsepp, Jakob; Reshetnjak, Heinrich; Annuka, Harri /13HococTolkre nopoLkoBbie MaTepmarb! U NMOKPbITUS : TE3NCbI AOKMAA0B
BTOPOW KOHdepeHuum Bamruiickux pecnybrmk 1991 / c. 15-17

MpouHocTbL Npu U3rnbe u ygapHas BA3KOCTb KapbuaocTanen
Kiibarsepp, Jakob; Annuka, Harri MNopouwkoBas meTannyprusi = Powder metallurgy : exkeMecsiiHbI Hay4HO-TEXHUHECKUI XXypHarn
1989 / c. 75-79 : vnn https://www.ester.ee/record=b1645489*est

MpoYHOCTL, B3SIKOCTbL U NNTACTUYHOCTbL KapbupgocTtanen
Kubarsepp, Jakob; Annuka, Harri; ReSetnjak, Heinrich Teancbl AoknagoB nsaTon pecnybrmkaHCKON KOHEepeHLIMM
"OPO3VNOHHOCTOMKME NMOPOLLKOBbIE MaTepuarbl U nokpbiTva" 1988 / ¢. 19-21 https://www.ester.ee/record=b1256812*est

TpeHue 1 U3HOC B MaLLMHaX

Tadolder, Jiiri; Pallase, Ado; Pappel, Toivo; Jarvpold, Lembit; VVainu, J.; Kulu, Priit; Halling, Jaanus; Tammeraid, Ivar;
Letunovits, Sergei; Arensburger, Daniil; Pirso, Jiiri; Kallas, Paul; Juriditski, B.J.; Mihhailov, B.G.; Annuka, Harri; Kiibarsepp,
Jakob; Valdma, Leo; Kallasvee, Andres; Saar, Bernhard; Moldre, Heino; Tamre, Mart; Ajaots, Maido; Lees, Rein 1987
https://www.ester.ee/record=b2191170%est

TpeHwne n N3HoC B MalMHax
Tadolder, Jiiri; Kleis, llmar; Remi, Toomas; Kangur, Hillar; Ellermaa, Riho-Rene; Pallase, Ado; Kulu, Priit; Halling, Jaanus;
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Pirso, Jiiri; Kallas, Paul; Klaut$, D.N.; KustSeva, M.N.; Réuk, Marina; Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo; Ajaots,
Maido; Podra, Priit; Tamre, Mart 1989 https://www.ester.ee/record=b2191662*est

TpewmHOCTOMKOCTb U NPOYHOCTbL KapbuaocTtanen
Kibarsepp, Jakob; Annuka, Harri; Reshetnjak, Heinrich; MaiictpeHko A.J1.; Yenoseukuii I'.U. MNopolkoBas MmeTannyprus =
Powder metallurgy : exxemecauHbINn Hay4HO-TexHUYeCKWA xypHan 1990 / 1, c. 90-94: puc

SCTOHUA OTKpbITa TPAH3UTY : OGLI.IVIVI 0630p JIOrMCTUKMH, pacnpeaeneHnsa n 3akoHoaaTtenbCTBa
Adorf, Margit; Eelmaa, Epp; Annuka, Harri; Laving, Jiiri 1997 https://www.ester.ee/record=b1057848*est
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