
Comparison of laminate stiffness as measured by three experimental methods
Lasn, Kaspar; Echtermeyer, Andreas T.; Klauson, Aleksander; Chati, Farid; Decultot, Dominique Polymer testing 2015 / p. 143-
152 : ill http://dx.doi.org/10.1016/j.polymertesting.2015.04.006

Material characterization for laminated glass composite panel
Väer, Kaur; Anton, Johan; Klauson, Aleksander; Eerme, Martin; Õunapuu, Erko; Tšukrejev, Pavel Journal of achievements in
materials and manufacturing engineering 2017 / p. 11-17

On the effects of different regimes of plasma pulses affecting the material due to their succession
Paju, Jana; Laas, Tõnu; Priimets, Jaanis; Väli, Berit; Shirokova, Veroonika; Laas, Katrin Nuclear materials and energy 2019 / p.
312-320 : ill https://doi.org/10.1016/j.nme.2019.01.012 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at
WOS

Precise eddy current measurements : improving accuracy of determininig of electrical conductivity of metal plates
Märtens, Olev; Land, Raul; Gordon, Rauno; Min, Mart; Rist, Marek; Pokatilov, Andrei Lecture notes on impedance
spectroscopy : measurement, modeling and applications. Vol. 4 2014 / p. 109-115 : ill

RC bridge management optimisation considering condition assessment uncertainties
Sein, Sander; Campos Matos, Jose; Idnurm, Juhan; Kiisa, Martti; Coelho, Mario Proceedings of the Estonian Academy of
Sciences 2021 / p. 172-189 : ill https://doi.org/10.3176/proc.2021.2.07 Journal metrics at Scopus Article at Scopus Journal metrics at
WOS Article at WOS

Simulation of solitary wave propagation in carbon fibre reinforced polymer
Lints, Martin; Salupere, Andrus; Dos Santos, Serge Proceedings of the Estonian Academy of Sciences 2015 / p. 297-303 : ill

Uncertainty in condition prediction of bridges based on assessment method - case study in Estonia
Sein, Sander; Idnurm, Juhan; Matos, José C. IABSE Symposium Guimarães 2019 : Towards a Resilient Built Environment - Risk
and Asset Management, March 27-29, 2019, Guimarães, Portugal 2019 / p. 1758–1765 : ill
https://www.researchgate.net/publication/333704021_Uncertainty_in_condition_prediction_of_bridges_based_on_assessment_method_-
_case_study_in_Estonia https://doi.org/10.2749/guimaraes.2019.1758

Unsupervised fouling reconstruction in the pipe bend
Iablonskyi, Denys; Rasgado Moreno, Carlos Omar; Ratassepp, Madis; Klami, Arto; Hæggström, Edward; Salmi, Ari 2023 IEEE
International Ultrasonics Symposium (IUS) 2023 / 3 p https://doi.org/10.1109/IUS51837.2023.10306373

http://dx.doi.org/10.1016/j.polymertesting.2015.04.006
https://doi.org/10.1016/j.nme.2019.01.012
https://www.scopus.com/sourceid/21100386454
https://www.scopus.com/record/display.uri?eid=2-s2.0-85060710337&origin=inward&txGid=5a154835781ca9a2ced6d9ca0e507899
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=NUCL MATER ENERGY&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000460107500053
https://doi.org/10.3176/proc.2021.2.07
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-85108532827&origin=inward&txGid=6eccd36eff93687e0a83cbf2f7d4825e
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000668180800005
https://www.researchgate.net/publication/333704021_Uncertainty_in_condition_prediction_of_bridges_based_on_assessment_method_-_case_study_in_Estonia
https://doi.org/10.2749/guimaraes.2019.1758
https://doi.org/10.1109/IUS51837.2023.10306373

