
Influence of cellulose stearate (CS) content on thermal and rheological properties of poly(lactic acid)/CS composites
Šumigin, Dmitri; Tarasova, Elvira; Krumme, Andres; Viikna, Anti Baltic Polymer Symposium 2013 / p. 99-104

Preparation of cellulose stearate and cellulose acetate stearate in 1-butyl-3-methylimidazolium chloride
Tarasova, Elvira; Šumigin, Dmitri; Kudrjašova, Marina; Krumme, Andres Baltic Polymer Symposium 2013 / p. 105-110


