
Abrasive erosion of non-tungsten cemented carbides
Pirso, Jüri; Kallas, Paul Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 30-33
https://www.ester.ee/record=b1492085*est

Analysis of interacting systems of shear walls, coupled shear walls and frames in multistorey buildings : preliminary
analysis of internal forces by continuous medium technique
Arvidsson, Kent 1996 http://www.ester.ee/record=b1058134*est

Coherent photodetection with a laser
Meigas, Kalju 1997 https://www.ester.ee/record=b1059446*est

Development of numerical semiconductor device models and their application in device theory and design =
Pooljuhtseadiste numbriliste mudelite väljatöötamine ja rakendamine seadiste teoorias ja disainis : [a thesis ... of doctor
of philosophy in engineering]
Udal, Andres 1998 http://www.ester.ee/record=b2688054*est

Enhancing of corrosion resistance of steel-bonded hardmetals in acid conditions
Kübarsepp, Jakob; Kallast, Vambola; Annuka, Harri Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn
1995 / l. 37-38 https://www.ester.ee/record=b1492085*est

Environment friendly and materials saving surface technologies
Kulu, Priit Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 39-40
https://www.ester.ee/record=b1492085*est

Estonian schools abroad and educational institutions for ethnic minorities in Estonia
Rajangu, Väino; Meriste, Mai 1996 https://www.ester.ee/record=b1070679*est

Exercises. Final test questions : supplementary material in the course "Microelectronics"
Rang, Toomas 2003 https://www.ester.ee/record=b1766979*est

Investigation of milled bromosodalite powders by the methods of X-ray diffraction and electron microscopy
Mändar, H.; Haav, A.; Mikli, Valdek; Paat, Aadu; Felsche, J. Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995,
Tallinn 1995 / l. 14-18: ill https://www.ester.ee/record=b1492085*est

Magnetic microdevices and their fabrication methods : [a thesis of doctor of engineering]
Kruusing, Arvi 1997 http://www.ester.ee/record=b2688038*est

Mechanical treatment of metal wastes
Kulu, Priit; Tümanok, Aleksei; Arensburger, Daniil Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn
1995 / l. 7-8 https://www.ester.ee/record=b1492085*est

Milling metal chips into raw material of powder metallurgy by collision method
Aljas, Eerik; Goljandin, Dmitri; Tümanok, Aleksei Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn
1995 / l. 60-61: ill https://www.ester.ee/record=b1492085*est

Modelling of Seebeck coefficient influenced by carrier phonon drag and mixed scattering
Milatškov, Milko BEC 2002 : proceedings of the 8th Biennial Baltic Electronics Conference : October 6-9, 2002, Tallinn, Estonia 2002
/ p. 57-60 : ill

Product and manufacturing in electronics : supplementary material in the subject "Technologies of electronic circuits"
Rang, Toomas 2003 https://www.ester.ee/record=b1766953*est

Production of fine powders by laser light
Kruusing, Arvi; Podgurski, Vitali; Mikli, Valdek Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 /
l. 9-12: ill https://www.ester.ee/record=b1492085*est

Research work at Tallinn Technical University : [booklet]
1989 https://www.ester.ee/record=b5382653*est

Review of surface treatment technology in Estonia
Kulu, Priit Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 4-5
https://www.ester.ee/record=b1492085*est

Some new aspects of digital filtering
Trump, Tõnu 1993 http://www.ester.ee/record=b1065194*est

https://www.ester.ee/record=b1492085*est
http://www.ester.ee/record=b1058134*est
https://www.ester.ee/record=b1059446*est
http://www.ester.ee/record=b2688054*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1070679*est
https://www.ester.ee/record=b1766979*est
https://www.ester.ee/record=b1492085*est
http://www.ester.ee/record=b2688038*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1766953*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b5382653*est
https://www.ester.ee/record=b1492085*est
http://www.ester.ee/record=b1065194*est


Some new aspects of digital filtering : a thesis ... for the degree of doctor of engineering
Trump, Tõnu 1993 http://www.ester.ee/record=b2677070*est

Structure and properties of oil-shale portland cement concretes : the dissertation presented for a doctor's degree
Grabko, Stellian 1993 http://www.ester.ee/record=b2676889*est

Structure and wear resistance of hard metals
Kübarsepp, Jakob; Reshetnjak, Heinrich; Järv, Jaan Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn
1995 / l. 26-28 https://www.ester.ee/record=b1492085*est

Structure formation and distribution of elements in the TiC-NiMo cemented carbides
Viljus, Mart; Pirso, Jüri Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 24-25
https://www.ester.ee/record=b1492085*est

Study of residual stresses in some gas-flame sprayed coatings
Kulu, Priit; Kõo, Jakub; Lille, Harri; Pihl, Toomas Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995
/ l. 42 https://www.ester.ee/record=b1492085*est

Study of technology and properties of PVD TiN coatings
Rudenja, Sergei; Kulu, Priit; Mikli, Valdek Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 43
https://www.ester.ee/record=b1492085*est

Tallinn Technical University. Faculty of Civil Engineering 2002, 2003
2002 https://www.ester.ee/record=b5650458*est

The hard-particle erosion of engineering ceramics
Kleis, Ilmar; Pappel, Priit Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 29
https://www.ester.ee/record=b1492085*est

The influence of food processing and storage on the N-nitrosamines formation and content in some Estonian foodstuffs
Hamburg, Anu 1995 http://www.ester.ee/record=b1068592*est

The oxidation of chromium and titanium carbide based hard metals
Pirso, Jüri; Liiskmann, Guido Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 / l. 34-36: ill
https://www.ester.ee/record=b1492085*est

Titanium and chromium carbide based cermets
Pirso, Jüri 1996 http://www.ester.ee/record=b1070455*est

Tribocharacteristics of journal bearings with unlocated axis
Tamre, Mart 1995 http://www.ester.ee/record=b1068588*est

http://www.ester.ee/record=b2677070*est
http://www.ester.ee/record=b2676889*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b5650458*est
https://www.ester.ee/record=b1492085*est
http://www.ester.ee/record=b1068592*est
https://www.ester.ee/record=b1492085*est
http://www.ester.ee/record=b1070455*est
http://www.ester.ee/record=b1068588*est

