
Hot and cold regions during accumulative roll bonding of Al/Al2O3 nanofibre composites
Pramono, Agus; Kollo, Lauri; Veinthal, Renno Proceedings of the Estonian Academy of Sciences 2016 / p. 132-137 : ill
https://artiklid.elnet.ee/record=b2768216*est https://doi.org/10.3176/proc.2016.2.12 Journal metrics at Scopus Article at Scopus Journal
metrics at WOS Article at WOS

Rauapulbri valtsimisrežiimide mõju uurimine tema omadustele
Algma, E.; Ritso, Aadu; Laansoo, Andres XXIX vabariiklik üliõpilaste teaduslik- tehniline konverents 30. märtsist - 1. aprillini 1977 :
ettekannete teesid 1977 / lk. 81 https://www.ester.ee/record=b2449987*est

Texture and structure of hot-rolling YBCO tapes with Ca-substitution
Stoyanova-Ivanova, Angelina; Terzieva, Stanimira; Mikli, Valdek; Traksmaa, Rainer; Kovachev, V. Journal of Bulgarian Academy of
Sciences 2006 / p. 57-60

О технологии прокатки и некоторых характеристиках железного порошка
Liimann, Väino; Mäeküla, Tarmo; Randmer, Uudus; Ritso, Aadu; Siimar, Rein XXV студенческая научно-техническая
конференция вузов Прибалтийских республик, Белорусской ССР и Молдавской ССР, 21-23 апреля 1981 года : тезисы
докладов. Том 2, Автоматика. Энергетика. Механика. Химия 1981 / с. 130 https://www.ester.ee/record=b1322629~S1*est

https://artiklid.elnet.ee/record=b2768216*est
https://doi.org/10.3176/proc.2016.2.12
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-84964294717&origin=inward&txGid=bab32cb9d0c561d5bb7c4f66d4d472d0
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000376418700008
https://www.ester.ee/record=b2449987*est
https://www.ester.ee/record=b1322629~S1*est

