
Abrasive-erosive wear of thermally sprayed coatings from experimental and commercial Cr3C2-based powders
Sarjas, Heikki; Surženkov, Andrei; Juhani, Kristjan; Antonov, Maksim; Adoberg, Eron; Kulu, Priit; Viljus, Mart; Traksmaa,
Rainer; Matikainen, Ville; Vuoristo, Petri Journal of thermal spray technology 2017 / p. 2020-2029 : ill https://doi.org/10.1007/s11666-
017-0638-2

High-temperature erosion of Fe-based coatings reinforced with cermet particles
Surženkov, Andrei; Antonov, Maksim; Goljandin, Dmitri; Kulu, Priit; Viljus, Mart; Traksmaa, Rainer; Mere, Arvo Surface
engineering 2016 / p. 624-630 : ill http://dx.doi.org/10.1080/02670844.2016.1145377

https://doi.org/10.1007/s11666-017-0638-2
http://dx.doi.org/10.1080/02670844.2016.1145377

