Impact of cracks to the hygrothermal properties of CLT water vapour resistance and air permeability
Kukk, Villu; Horta, R.; Plissa, Martin; Luciani, Giovanni; Kallakas, Heikko; Kalamees, Targo; Kers, Jaan Energy procedia

2017 / p. 741-746 : ill https://doi.org/10.1016/j.eqypro.2017.10.019

Water vapour transmission properties of linseed oil paint
Semjakin, R.; Ruus, Aime; Kirtsi, Karin; Tungel, Ernst Agronomy research 2016 / p. 1107-1115 : ill http://agronomy.emu.ee/wp-

content/uploads/2016/05/Vol14_S1_Semjakin.pdf#abstract-4412 http://www.ester.ee/record=b1787401*est



https://doi.org/10.1016/j.egypro.2017.10.019
http://agronomy.emu.ee/wp-content/uploads/2016/05/Vol14_S1_Semjakin.pdf#abstract-4412
http://www.ester.ee/record=b1787401*est

