
Conductive ceramic based on the Bi-Sr-Ca-Cu-O HTSC system as an additive to the zinc electrode mass in the
rechargeable Ni-Zn batteries – Electrochemical impedance study
Stoyanova-Ivanova, Angelina; Vasev, Alexander; Lilov, Peter; Petrova, Violeta; Marinov, Yordan; Stoyanova, Antonia;
Ivanova, Galia; Mikli, Valdek Comptes Rendus de L'Academie Bulgare des Sciences 2019 / p. 174-181
https://doi.org/10.7546/CRABS.2019.02.05 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Studies of structural and morphological properties of cuprate conductive ceramics after electrochemical treatment in
alkaline electrolyte
Stoyanova-Ivanova, Angelina; Lilov, Peter; Vasev, Alexander; Stoyanova, Antonina; Ivanova, Galia; Karashanova, Daniela; Mikli,
Valdek Materials chemistry and physics 2020 / art. 121934 https://doi.org/10.1016/j.matchemphys.2019.121934 Journal metrics at
Scopus Article at Scopus Journal metrics at WOS Article at WOS

https://doi.org/10.7546/CRABS.2019.02.05
https://www.scopus.com/sourceid/31728
https://www.scopus.com/record/display.uri?eid=2-s2.0-85063545269&origin=inward&txGid=76255f94643e903b8afe3e8bd83084df
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=CR ACAD BULG SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000462949200005
https://doi.org/10.1016/j.matchemphys.2019.121934
https://www.scopus.com/sourceid/17800
https://www.scopus.com/record/display.uri?eid=2-s2.0-85070654767&origin=inward&txGid=63bedef8e30c3e99cf5f2e8ee0851482
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER CHEM PHYS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000503099500042

