
Carbonation and leaching behaviors of cement-free monoliths based on high-sulfur fly ashes with the incorporation of
amorphous calcium aluminate
Usta, Mustafa Cem; Yörük, Can Rüstü; Uibu, Mai; Traksmaa, Rainer; Hain, Tiina; Gregor, Andre; Trikkel, Andres ACS
omega 2023 / p. 29543–29557 : ill https://doi.org/10.1021/acsomega.3c03286

Characteristics of Portland cements for sulfate and weather resistant concrete = Sulfaadi- ja ilmastikukindla betooni
tootmiseks vajalike portlandtsementide iseloomulikud parameetrid
Hain, Tiina 2012 https://digi.lib.ttu.ee/i/?809

CO2 curing of Ca-rich fly ashes to produce cement-free building materials
Usta, Mustafa Cem; Yörük, Can Rüstü; Uibu, Mai; Hain, Tiina; Gregor, Andre; Trikkel, Andres Minerals 2022 / art. 513, 24 p. :
ill https://doi.org/10.3390/min12050513 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Composition and properties of oil shale ash concrete
Raado, Lembi-Merike; Hain, Tiina; Liisma, Eneli; Kuusik, Rein, keemik Oil shale 2014 / p. 147-160 : ill
https://artiklid.elnet.ee/record=b2673716*est

Corrosion of cement and concrete - methods of testing and evaluation
Raado, Lembi-Merike; Hain, Tiina Management of Durability in the Building Process : International Workshop : Milan, 25-26 June
2003 : proceedings 2003 / [7] p. : ill

Durability behavior of portland burnt oil shale cement concrete
Raado, Lembi-Merike; Tuisk, Tanel; Rosenberg, Margit; Hain, Tiina Oil shale 2011 / p. 507-515 : ill
https://artiklid.elnet.ee/record=b2463387*est

Effect of portland cement composition on sulphate resistance
Raado, Lembi-Merike; Hain, Tiina 1. Baltijas valstu silikatu materialu konference : Riga, 2004.g. 27.-28.maijs : book of abstracts
2004 / p. 15

Effect of process parameters on strength and carbonation of engineered building materials by calcium rich alkali wastes
Usta, Mustafa Cem; Yörük, Can Rüstü; Gregor, Andre; Hain, Tiina; Uibu, Mai; Trikkel, Andres GSFMT Scientific Conference
2021 : Tartu, June 14-15, 2021 : abstracts 2021 / P 40 https://fmtdk.ut.ee/wp-content/uploads/2021/06/GSFMT_abstractbook_2021.pdf

Evaluation of new applications of oil shale ashes in building materials
Usta, Mustafa Cem; Yörük, Can Rüstü; Hain, Tiina; Paaver, Peeter; Snellings, Ruben; Rozov, Eduard; Gregor, Andre; Kuusik,
Rein, keemik; Trikkel, Andres; Uibu, Mai Minerals 2020 / art. 765, 19 p. : ill https://doi.org/10.3390/min10090765 Journal metrics at
Scopus Article at Scopus Journal metrics at WOS Article at WOS

Laboratory study of plaster, render and mortar samples
Raado, Lembi-Merike; Hain, Tiina The Final Research Report of the project ''Sustainable Management of Historic Rural Churches in
the Baltic Sea Region (SMC)'' 2013 / p. 69-78 : ill

Leaching behaviour of Estonian oil shale ash-based construction mortars
Irha, Natalja; Uibu, Mai; Jefimova, Jekaterina; Raado, Lembi-Merike; Hain, Tiina; Kuusik, Rein, keemik Oil shale 2014 / p. 394-
411 : ill https://artiklid.elnet.ee/record=b2704135*est

Mineralogical composition and strength formation of oil shale ash based building composites
Raado, Lembi-Merike; Hain, Tiina; Somelar, Peeter; Uibu, Mai International oil shale symposium : Tallinn, Estonia, June 10-13,
2013 2013 / p. 58

Oil shale ash based backfilling concrete - strength development, mineral transformations and leachability
Uibu, Mai; Somelar, Peeter; Raado, Lembi-Merike; Irha, Natalja; Hain, Tiina; Koroljova, Arina; Kuusik, Rein, keemik
Construction and building materials 2016 / p. 620-630 : ill http://dx.doi.org/10.1016/j.conbuildmat.2015.10.197

Oil shale ash based stone formation - hydration, hardening dynamics and phase transformations
Raado, Lembi-Merike; Kuusik, Rein, keemik; Hain, Tiina; Uibu, Mai; Somelar, Peeter Oil shale 2014 / p. 91-101 : ill
https://artiklid.elnet.ee/record=b2664060*est

PAHs in leachates from thermal power plant wastes and ash-based construction materials
Irha, Natalja; Reinik, Janek; Jefimova, Jekaterina; Koroljova, Arina; Raado, Lembi-Merike; Hain, Tiina; Uibu, Mai; Kuusik, Rein,
keemik Environmental science and pollution research 2015 / p. 11877-11889 : ill

Performance evaluation of flue gas cured calcium rich fly ash-based building blocks : [flash paper presentation]
Usta, Mustafa Cem; Adegbile, A. M.; Gregor, Andre; Paaver, Peeter; Hain, Tiina; Yörük, Can Rüstü; Uibu, Mai; Trikkel,
Andres 17th International Conference on Environmental Science and Technology CEST2021, 1-4 September 2021, Athens, Greece

https://doi.org/10.1021/acsomega.3c03286
https://digi.lib.ttu.ee/i/?809
https://doi.org/10.3390/min12050513
https://www.scopus.com/sourceid/21100399705
https://www.scopus.com/record/display.uri?eid=2-s2.0-85128715958&origin=resultslist&sort=plf-f&src=s&sid=3b42bc15325c13282d3a40f32ea9fcd1&sot=b&sdt=b&s=TITLE-ABS-KEY%28%22co2+curing+of+ca-rich+fly%22%29&sl=34&sessionSearchId=3b42bc15325c13282d3a40f32ea9fcd1
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MINERALS-BASEL&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000801519700001
https://artiklid.elnet.ee/record=b2673716*est
https://artiklid.elnet.ee/record=b2463387*est
https://fmtdk.ut.ee/wp-content/uploads/2021/06/GSFMT_abstractbook_2021.pdf
https://doi.org/10.3390/min10090765
https://www.scopus.com/sourceid/21100399705
https://www.scopus.com/record/display.uri?eid=2-s2.0-85093893450&origin=inward&txGid=2892f5334fcd300d062cb420c2cd549f
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MINERALS-BASEL&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000581366100001
https://artiklid.elnet.ee/record=b2704135*est
http://dx.doi.org/10.1016/j.conbuildmat.2015.10.197
https://artiklid.elnet.ee/record=b2664060*est


2021 / [flash paper presentation]

Põletatud põlevkivi portlandtsemendi koostisosana
Hain, Tiina Keskkonnatehnika 2004 / 4, lk. 43-44

Recycling of niobium slag by disintegrator milling
Kulu, Priit; Goljandin, Dmitri; Külaviir, Jaan; Hain, Tiina; Kivisto, Mart Modern Materials and Manufacturing 2019 : 12th International
DAAAM Baltic Conference and 27th International Baltic Conference BALTMATTRIB 2019. Selected, peer reviewed papers from the
conference Modern Materials and Manufacturing 2019 (MMM 2019), April 24-26, 2019, Tallinn, Estonia 2019 / p. 97-102 : ill
https://www.scientific.net/KEM.799.97 https://www.ester.ee/record=b5235278*est https://doi.org/10.4028/www.scientific.net/KEM.799.97
Conference proceeding at Scopus Article at Scopus

Sulphate resistance of various portland cements
Raado, Lembi-Merike; Hain, Tiina ibausil : 15. Internationale Baustofftagung = International Conference on Building Materials. Band
2 2003 / p. 0975-0981 : ill

The composition and properties of ash in the context of the modernisation of oil shale industry
Uibu, Mai; Tamm, Kadriann; Viires, Regiina; Reinik, Janek; Somelar, Peeter; Raado, Lembi-Merike; Hain, Tiina; Kuusik, Rein,
keemik; Trikkel, Andres Oil shale 2021 / p. 155–176 : ill https://doi.org/10.3176/oil.2021.2.04 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

https://www.scientific.net/KEM.799.97
https://www.ester.ee/record=b5235278*est
https://doi.org/10.4028/www.scientific.net/KEM.799.97
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85070977666&origin=inward&txGid=d076d67c147eab22c062d6f611acbee6
https://doi.org/10.3176/oil.2021.2.04
https://www.scopus.com/sourceid/17080
https://www.scopus.com/record/display.uri?eid=2-s2.0-85107566881&origin=inward&txGid=da436881b5b5fdf90bb95fbfc9a757fb
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=OIL SHALE&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000654376900004

