A study of wear of superhard material wheels in gear grinding
Ryabchenko, Sergey V. International DAAAM : [DAAAM National Estonia] : proceedings of the 1st International Conference 25-27th
September 1997, Tallinn, Estonia 1997 / p. 109-110

Abrasion-erosion wear of powder coatings
Kulu, Priit; Zimakov, Sergei Abstracts of 12th International Conference on Wear of Materials, April 25-29, 1999, Atlanta (Georgia),
USA 1999 /p. 37

Abrasive erosion of ductile and brittle materials
Jarvpold, Neeme Proceedings of the First National DAAAM Conference in Estonia : Science '95 1996 / p. 50-56: ill

Abrasive erosion of powder materials
Kallas, Paul 1996 http://www.ester.ee/record=b1070451*est

Abrasive erosive wear of powder steels and cermets
Veinthal, Renno; Tarbe, Riho; Kulu, Priit; Kaerdi, Helmo Wear 2009 / 11, p. 1838-1844 :ill

Abrasive impact wear and surface fatigue wear behaviour of Fe-Cr-C PTA overlays
Veinthal, Renno; Sergejev, Fjodor; Zikin, Arkadi; Tarbe, Riho; Hornung, J. 19th International Conference on Wear of Materials :
Portland, Oregon, USA, 14-18 April 2013 : conference abstracts 2013 / [p. 98]

Abrasive impact wear and surface fatigue wear behaviour of Fe—Cr—C PTA overlays
Veinthal, Renno; Sergejev, Fjodor; Zikin, Arkadi; Tarbe, Riho; Hornung, Johann Wear 2013 / p. 102-108

https://www.sciencedirect.com/science/article/pii/S0043164813000999 https://doi.org/10.1016/j.wear.2013.01.077 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Abrasive impact wear of WC-Co and TiC-NiMo cermets

Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei; Tarraste, Marek Proceedings of the 8th International Conference of
DAAAM Baltic Industrial Engineering, 19-21st April 2012, Tallinn, Estonia. 2 2012 / p. 621-626 : ill
https://www.researchgate.net/publication/286139638_Abrasive_impact_wear_of WC-Co_and_TiC-NiMo_cermets

Abrasive impact wear resistance of hardfacings
Kulu, Priit; Surzenkov, Andrei; Tarbe, Riho; Simson, Taavi European Conference on Heat Treatment and 22nd IFHTSE
Congress : Heat Treatment and Surface Engineering from tradition to innovation : Venice (ltaly), 20-22 May 2015 2015 /[9] p. :ill

Abrasive impact wear: tester, wear and grindability studies = Abrasiivié6kkulumine: seade, kulumise ja jahvatatavuse
uuringud
Tarbe, Riho 2009 https:/digi.lib.ttu.ee/i/?435 https://www.ester.ee/record=b2499200*est

Abrasive wear and erosion of titanium carbide based cermets
Pirso, Jiiri; Kiibarsepp, Jakob EURO PM'99 : European Conference on Advances in Hard Materials Production : Turin, ltaly,
November 8-10, 1999 : proceedings 1999 / p. 423-428: ill

Abrasive wear and mechanical properties of carbide composites
Kiibarsepp, Jakob; Klaasen, Heinrich; Roosaar, Tonu; Annuka, Harri 15th International Baltic Conference "Engineering
Materials & Tribology. Baltmattrib - 2006" : October 5-6, 2006, Tallinn, Estonia : abstracts 2006 / p. 56-57 : il

Abrasive wear energy
Kallas, Paul Proceedings of the Estonian Academy of Sciences. Engineering 1996 / 1, p. 26-35: il

Abrasive wear energy of powder materials
Kallas, Paul; Pirso, Jiiri Materials Engineering - 96 : materials of VIth International Baltic Conference 1996 / p. 34-37:ll

Abrasive wear of chromium carbide based cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Tribologia : Finnish journal of tribology 2008 / 2/3, p. 23-32 : ill

Abrasive wear of chromium carbide based cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Proceedings of Nordtrib 2008 : 13th Nordic Symposium on Tribology
: Tampere, Finland, 10-13 June, 2008 2008 /? p

Abrasive wear of Cr3C2 base cermets
Pirso, Jiiri; Viljus, Mart; Kiibarsepp, Jakob; Hussainova, Irina Abstracts of papers from 2nd World Tribology Congress 2001 / p.
158

Abrasive wear of Cr3C2 base cermets [Electronic resource]


http://www.ester.ee/record=b1070451*est
https://www.sciencedirect.com/science/article/pii/S0043164813000999
https://doi.org/10.1016/j.wear.2013.01.077
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84879167163&origin=resultslist&sort=plf-f&src=s&sot=b&sdt=b&s=DOI%2810.1016%2Fj.wear.2013.01.077%29&sessionSearchId=c42962733a94ae09ac921c72c691ac9c&relpos=0
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2013
https://www.webofscience.com/wos/woscc/full-record/WOS:000322555500016
https://www.researchgate.net/publication/286139638_Abrasive_impact_wear_of_WC-Co_and_TiC-NiMo_cermets
https://digi.lib.ttu.ee/i/?435
https://www.ester.ee/record=b2499200*est

Pirso, Jiiri; Viljus, Mart; Kiibarsepp, Jakob; Hussainova, Irina WTC 2001 : 2nd World Tribology Congress : Vienna, Austria, 03-
07 September 2001 2001 / [4] p. : ill. [CD-ROM]

Abrasive wear performance of carbide based composites
Kiibarsepp, Jakob; Klaasen, Heinrich; Roosaar, Tonu; Viljus, Mart; Traksmaa, Rainer Proceedings of European Powder
Metallurgy Congress : EURO PM2007 : Toulouse (France), 15-17 October 2007. Vol. 1 2007 / p. 221-226

Abrasive wear performance of carbide composites
Klaasen, Heinrich; Kiibarsepp, Jakob Wear 2006 / p. 520-526 : ill https://doi.org/10.1016/j.wear.2005.12.004

Abrasive wear powder materials and coatings
Kulu, Priit; Tarbe, Riho; Vallikivi, Ahto Materials science = MedZiagotyra 2005 / p. 230-234 : ill

Abrasive wear resistance of hardmetals
Pirso, Jiiri; Liiskmann, Guido; Suominen, Sauli International Conference "Novel Processes and Materials in Powder Metallurgy" :
PM-97 : November 24-28, 1997, Kiev : abstracts 1997 / p. 323

Abrasive wear resistance of powder composite materials : characterization and prediction
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kderdi, Helmo; Tarbe, Riho Tribology 2008 : proceedings of the 9th International
Tribology Conference : University of Pretoria, South Africa, 2-4 April 2008 2008 / p. 1.3(1)-1.3(10)

Abrasive wear resistance of powder composites at abrasive erosion and abrasive impact wear
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo; Tarbe, Riho Materials science 2008 / p. 328-332 :ill

Abrasive wear resistance of powder composites at AEW and AIW
Kulu, Priit; Veinthal, Renno; Kaerdi, Helmo; Tarbe, Riho 17th International Baltic Conference : Materials Engineering 2008 :
November 6-7, Kaunas, Lithuania : abstracts of papers 2008 / p. 62

Abrasive wear resistance of recycled hardmetal reinforced thick coating
Kulu, Priit; Tarbe, Riho; Zikin, Arkadi; Sarjas, Heikki; Surzenkov, Andrei Engineering materials and tribology 2013 / p. 185-190

Abrasive wear resistance of the composite Fe alloy - recycled hardmetal based HVOF sprayed coatings
Surzenkov, Andrei; Sarjas, Heikki; Mikli, Valdek; Tarbe, Riho; Vallikivi, Ahto; Kulu, Priit Materials engineering & Baltrib 2010 :
materials of the XIX-th International Baltic Conference : October 28-29, 2010, Riga, Latvia 2010/ p. 24

Abrasive wear resistance of TiC-NiMo cermets
Pirso, Jiiri; Kiibarsepp, Jakob International Conference Balttrib'99 : 21-22 September 1999, Kaunas, Lithuania : proceedings 1999
/ p. 200-205:ill

Abrasive-erosive wear of thermally sprayed coatings from experimental and commercial Cr3C2-based powders

Sarjas, Heikki; Surzenkov, Andrei; Juhani, Kristjan; Antonov, Maksim; Adoberg, Eron; Kulu, Priit; Viljus, Mart; Traksmaa,
Rainer; Matikainen, Ville; Vuoristo, Petri Journal of thermal spray technology 2017 / p. 2020-2029 : ill https://doi.org/10.1007/s11666-
017-0638-2 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Abtragverschleiss von Metallen
Beckmann, Gottfried; Kleis, llmar 1983 https://www.ester.ee/record=b1733823*est

Adaptation of Laboratory tests for the assessment of wear resistance of drill-bit inserts for rotary-percussive drilling of
hard rocks

Saai, Afaf; Bjorge, Ruben; Dahl, Filip; Antonov, Maksim Wear 2020 / art. 203366, 10 p. : ill https:/doi.org/10.1016/j.wear.2020.203366
Journal metrics at Scopus Article at Scopus Journal metrics ast WOS Article at WOS

Adaption of a non-linear deformation model for the erosion behaviour of ceramics
Pappel, Toivo; Jarvpold, Neeme International Conference Balttrib'99 : 21-22 September 1999, Kaunas, Lithuania : proceedings
1999/ p. 274-280

Adaptive wear mechanisms of diamond coatings at room and elevated temperatures = Teemantpinnete adaptiivkulumise
mehhanismid toa- ja kdrgendatud temperatuuridel

Yashin, Maxim 2019 https://digikogu.taltech.ee/et/ltem/6cb35baa-eb31-42e2-8134-3235¢7f796ef https://www.ester.ee/record=b5283072*est
Adhesion wear performance of carbide-base composites

Roosaar, Tonu; Kiibarsepp, Jakob; Klaasen, Heinrich; Viljus, Mart Proceedings of Nordtrib 2008 : 13th Nordic Symposium on
Tribology : Tampere, Finland, 10-13 June, 2008 2008 /[10] p

Adhesive wear behaviour of carbide composites and tool steels


https://doi.org/10.1016/j.wear.2005.12.004
https://doi.org/10.1007/s11666-017-0638-2
https://www.scopus.com/sourceid/13787
https://www.scopus.com/record/display.uri?eid=2-s2.0-85029407112&origin=inward&txGid=8e32164b8f557141e3f06ce9d1518e0e
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J THERM SPRAY TECHN&year=2017
https://www.webofscience.com/wos/woscc/full-record/WOS:000416433500023
https://www.ester.ee/record=b1733823*est
https://doi.org/10.1016/j.wear.2020.203366
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85086711260&origin=inward&txGid=d96f107310d985440bb5f4549cc34f3b
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000566800600009
https://digikogu.taltech.ee/et/Item/6cb35baa-eb31-42e2-8134-3235c7f796ef
https://www.ester.ee/record=b5283072*est

Annuka, Harri; Klaasen, Heinrich; Kiibarsepp, Jakob; Suvi, Vahur Proceedings of the 4th International Conference Industrial
Engineering - New Challenges to SME : 29-30 April 2004, Tallinn, Estonia 2004 / p. 175-176 : ill

Adhesive wear behaviour of hardalloys
Klaasen, Heinrich; Kiibarsepp, Jakob; Annuka, Harri Engineerings Materials & Tribology 2004 : materials of the Xll-th
International Baltic Conference : September 23-24, Riga, Latvia 2004 / p. 114-115:ill

Adhesive wear of WC- and TiC-based friction stir welding tool materials for aluminium alloy welding [Electronic resource]
Kolnes, Mart; Kiibarsepp, Jakob; Sergejev, Fjodor; Kolnes, Mart European Powder Metallurgy Association : proceedings : 14 —

18 October 2018, Bilbao, Spain 2018 / 6 p. : ill. [USB] https://www.epma.com/publications/euro-pm-proceedings/product/euro-pm2018-
proceedings-usb

Adhesive wear performance of hardmetals and cermets
Klaasen, Heinrich; Kiibarsepp, Jakob; Roosaar, Tonu; Viljus, Mart; Traksmaa, Rainer Wear 2010/ 9/10, p. 1122-1128 : ill

Adhesive wear resistance of hard metals and their durability in metal forming operations
Reshetnjak, Heinrich; Kiibarsepp, Jakob Advances in hard materials production : proceedings of the 1996 European Conference on
Advances in Hard Materials Production, Stockholm, Sweden, May 27-29, 1996 1996 / p. 327-332: ill

Advanced chromium carbide based hardfacings
Zikin, Arkadi; Hussainova, Irina Surface & coatings technology 2012 / p. 4270-4278 : ill

Advanced multiphase tribo-functional PTA hardfacings = Mitmefaasilised kulumiskindlad PTA-keevispinded
Zikin, Arkadi 2013 https:/digi.lib.ttu.ee/i/?908 https://www.ester.ee/record=b2956356*est

Ageing of kukersite thermobitumen

Sokolova, Julia; Tilkkma, Laine; Bitjukov, Mihhail; Johannes, llle Oil shale 2011 /1, p. 4-18 :ill
https://artiklid.elnet.ee/record=b2284439*est

Alumina-silica hollow microspheres in metallo-ceramic matrix composite [Electronic resource]
Sigkins, Andrejs; Mironovs, Viktors; Zemé&enkovs, Vjadeslavs; Hussainova, Irina Cellular Materials CellMat 2014 : Dresden,
Germany, 22-24 October, 2014 2014 / [CD-ROM]

Analysis of the reciprocal wear testing of Aluminum AA1050 processed by a novel mechanical nanostructuring technique
Omranpour Shahreza, Babak; Kommel, Lembit; Sergejev, Fjodor; lvanisenko, Yulia; Antonov, Maksim IOP conference series
: materials science and engineering 2021 / art. 012051, 6 p. : ill https://doi.org/10.1088/1757-899X/1140/1/012051

Analytic and fea wear simulation of spinning contact
P6dra, Priit; Tamre, Mart VI Tribological Conference, 6-7 June 1996, Technical University of Budapest : proceedings 1996 / p. 307

Assessment of abrasive powder behaviour during impact-abrasive wear of PCD elements
Gomon, Dmitri; Auriemma, Fabio; Antonov, Maksim Wear 2019/ p. 151-161 : ill https://doi.org/10.1016/j.wear.2019.03.024 Journal
metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Assessment of cermets performance in aggressive media
Antonov, Maksim 2006 http://www.ester.ee/record=b2208731*est

Assessment of cermets performance in erosive media
Hussainova, Irina; Antonov, Maksim International journal of materials & product technology 2007 / 3/4, p. 361-376 : ill
https://www.inderscience.com/info/inarticle.php?artid=13085

Assessment of gradient and nanogradient PVD coatings behaviour under erosive, abrasive and impact wear conditions
Antonov, Maksim; Hussainova, Irina; Sergejev, Fjodor; Kulu, Priit; Gregor, Andre Wear 2009 / p. 898-906 : ill

Assessment of mechanically mixed layer developed during high temperature erosion of cermets
Antonov, Maksim; Hussainova, Irina; Pirso, Jiiri; Volobujeva, Olga Wear 2007 / 2, p. 878-886 : ill

Assessment of the wear resistance of multiphase materials
Hussainova, Irina; Kiibarsepp, Jakob Advances in Powder Metallurgy and Particulate Materials : Hard Metals/Refractory
Metals/Composites. Vol. 9 2004 / p. 16-27

Assessment of the wear resistance of multiphase materials [Electronic resource]
Hussainova, Irina; Kiibarsepp, Jakob Advances in Powder Metallurgy & Particulate Materials - 2004 : proceedings of the 2004
International Conference on Powder Metallurgy & Particulate Materials, June 13-17, Chicago, IL 2004 / p. 16-27. [CD-ROM]


https://www.epma.com/publications/euro-pm-proceedings/product/euro-pm2018-proceedings-usb
https://digi.lib.ttu.ee/i/?908
https://www.ester.ee/record=b2956356*est
https://artiklid.elnet.ee/record=b2284439*est
https://doi.org/10.1088/1757-899X/1140/1/012051
https://doi.org/10.1016/j.wear.2019.03.024
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85063737049&origin=inward&txGid=404b091b696c01377500c8c83889494c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000464583700016
http://www.ester.ee/record=b2208731*est
https://www.inderscience.com/info/inarticle.php?artid=13085

Bainitic structure effect on hydrogen embrittiement
Peetsalu, Priidu; Mikli, Valdek; Ratas, Kaarin; Kulper, Eha; Jaason, Karli Journal of the Japan Society for Heat Treatment 2009 /
p. 592-595

Behaviour of engineering ceramics at hard-particle erosion
Kleis, limar; Pappel, Priit; Gotzmann, Johannes Proceedings of the 6th Nordic Symposium on Tribology : NORDTRIB '94, 12-15
June 1994 Uppsala, Sweden. Vol. 1, Monday 1994 / p. 215-223: ill

Behaviour of hard alloys in sliding and erosion wear conditions
Kiibarsepp, Jakob; Vainola, Vello; Klaasen, Heinrich; Loel, Rein Proceedings of the 4th International Conference Industrial
Engineering - New Challenges to SME : 29-30 April 2004, Tallinn, Estonia 2004 / p. 203-206 : ill

Behaviour of TiC-base cermets in different wear conditions
Kiibarsepp, Jakob; Klaasen, Heinrich; Pirso, Jiiri Wear 2001 / p. 229-234 : ill

Betoonist ja katenditest
Kendra, Ain Transport ja Teed 2023 / k. 12-16 : fot https://www.ester.ee/record=b1073099*est

Bioinspired and multifunctional tribological materials for sliding, erosive, machining, and energy-absorbing conditions :
Areview

Kumar, Rahul, 1993-; Rezapourianghahfarokhi, Mansoureh; Rahmani Ahranjani, Ramin; Maurya, Himanshu Singh; Kamboj,
Nikhil Kumar; Hussainova, Irina Biomimetics 2024 / art. 209 https://doi.org/10.3390/biomimetics9040209 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Centrifugal accelerators for erosion research and standard wear testing
Kleis, limar; Uueméis, Haljand; Uksti, Lembit; Pappel, Toivo Wear of materials 1979 : presented at the International Conference
on Wear of Materials, Dearborn, Michigan, April 16-18, 1979 1979/ p. 212-218

Cermets surface transformation under erosive and abrasive wear
Antonov, Maksim; Hussainova, Irina Tribology international 2010 / p. 1566-1575 :ll

Cermets with designed characteristics fo wear and wear-corrosion working conditions
Pirso, Jiiri; Kiibarsepp, Jakob; Liiskmann, Guido Proceedings of Joint Nordic Conference in Powder Technology, November 26-
27, Helsinki 1997 / p. 38

Cermets with Fe-alloy binder : a review
Kiibarsepp, Jakob; Juhani, Kristjan International journal of refractory metals and hard materials 2020 / art. 105290, 25 p. : ill
https://doi.org/10.1016/}.iirmhm.2020.105290 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Changes in surface morphology, deflection and wear of microcrystalline diamond film observed during sliding tests
against Si3N4 balls

Bogatov, Andrei; Traksmaa, Rainer; Podgurski, Vitali Engineering materials and tribology : selected, peer reviewed papers from
the 24th International Baltic Conference on Engineering Materials & Tribology (BALTMATTRIB & IFHTSE 2015), November 5-6,
2015, Tallinn, Estonia 2016 / p. 145-151 : ill https://doi.org/10.4028/www.scientific.net/KEM.674.145 Conference Proceedings at Scopus
Article at Scopus

Characterisation and modelling of erosion wear of powder composite materials and coatings
Kulu, Priit; Veinthal, Renno; Kéerdi, Helmo International journal of materials & product technology 2007 / 3/4, p. 425-447 :ill

Characterisation of corrosion resistance of stainless TiC-base cermets

Baranovskaja, Irina; Kiibarsepp, Jakob; Idla, Katrin; Viljus, Mart Proceedings of the 2nd International Conference, 27-29th April
2000, Tallinn, Estonia / DAAAM International Vienna, DAAAM National Estonia 2000 / p. 163-166
https://www.researchgate.net/publication/260133663_Characterisation_of_corrosion_resistance of_stainless_TiC-base_cermets

Characterization and modelling of erosion wear of powder composite materials and coatings
Veinthal, Renno 2005 https://www.ester.ee/record=b2097488*est

Characterization and prediction of abrasive wear of powder composite materials
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kaerdi, Helmo Proceedings of Nordtrib 2008 : 13th Nordic Symposium on Tribology :
Tampere, Finland, 10-13 June, 2008 2008 / ? p

Characterization and prediction of abrasive wear of powder composite materials
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kaerdi, Helmo Wear 2009 / p. 2216-2222 : ill

Characterization of hardmetals wear


https://www.ester.ee/record=b1073099*est
https://doi.org/10.3390/biomimetics9040209
https://www.scopus.com/sourceid/21100944489
https://www.scopus.com/pages/publications/85190596863?inward
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=BIOMIMETICS-BASEL&year=2024
https://www.webofscience.com/wos/woscc/full-record/WOS:001220604100001
https://doi.org/10.1016/j.ijrmhm.2020.105290
https://www.scopus.com/sourceid/12219
https://www.scopus.com/record/display.uri?eid=2-s2.0-85085606568&origin=inward&txGid=6ee0c250ae3717bf68afa1cc5ad79095
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=INT J REFRACT MET H&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000568775400006
https://doi.org/10.4028/www.scientific.net/KEM.674.145
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958212499&origin=inward&txGid=a611e2c766b9741cef86fe34d4887f23
https://www.researchgate.net/publication/260133663_Characterisation_of_corrosion_resistance_of_stainless_TiC-base_cermets
https://www.ester.ee/record=b2097488*est

Kubarsepp, Jakob; Reshetnjak, Heinrich Materials Engineering - 98 : materials of the VII-th International Baltic Conference,
September 24-25, Jurmala, Latvia 1998 / p. 123-127:ll

Characterization of powdermetal matrix composites for erosion wear applications
Veinthal, Renno; Kulu, Priit; Pirso, Jiiri; Kderdi, Helmo Extended abstracts of 2006 Powder Metallurgy World Congress : Busan,
Korea, September 24-28. 2 2006 / p. 1056

Characterization of the structure and modelling of wear composite with multimodal reinforcement powder materials and
coatings [Electronic resource]

Kulu, Priit; Veinthal, Renno Proceedings of Xllth International Conference on Composites/Nano Engineering : ICCE-12 : Tenerife,
Spain 2005/ ? p. [CD-ROM]

Characterization of the structure and properties of composite powder materials and coatings
Veinthal, Renno; Kulu, Priit; Kderdi, Helmo Materials science = MedZiagotyra 2005 / 4, p. 376-380 : ill

Combination of SLM-SPS approaches for tribological, antibacterial and biomaterial applications = Kombineeritud SLM-
SPS meetod triboloogiliste, antibakteriaalsete ja biosobivate materjalide valmistamiseks
Rahmani Ahranjani, Ramin 2020 https:/digikogu.taltech.ee/et/ltem/4cd6a755-29d9-4168-a281-a21edcabc729

Comparative analysis of two methods for evaluating wear rate of nanocrystalline diamond films
Bogatov, Andrei; Yashin, Maxim; Viljus, Mart; Menezes, Pradeep; Podgurski, Vitali Engineering materials and tribology XXV
2017 / p. 345-350 : ill https://doi.org/10.4028/www.scientific.net/KEM.721.345 Conference proceedings at Scopus Article at Scopus

Comparative analysis of wear rates of microcrystalline diamond and diamond-like carbon coatings deposited on WC-Co
substrates

Yashin, Maxim; Bogatov, Andrei; Podgurski, Vitali Engineering materials and tribology XXV 2017 / p. 436-440 :ill
https://doi.org/10.4028/www.scientific.net/KEM.721.436 Conference proceedings at Scopus Article at Scopus

Comparative study of adhesive wear for CoCr, TiC-NiMo, WC-Co as potential FSW tool materials

Kolnes, Mart; Kiibarsepp, Jakob; Sergejev, Fjodor; Kolnes, Mart Materials Engineering 2017 : selected, peer reviewed papers
from the 26th International Baltic Conference on Materials Engineering 2017, October 26-27, Kaunas, Lithuania 2017 / p. 224-228 : ill
https://doi.org/10.4028/www.scientific.net/SSP.267.224 Conference proceedings at Scopus Article at Scopus

Comparative study of the PVD coatings on the plasma nitrided steel
Surzenkov, Andrei; Podra, Priit; Sergejev, Fjodor; Saarna, Mart; Adoberg, Eron; Mikli, Valdek; Viljus, Mart; Kulu, Priit
Materials science = Medziagotyra 2012 / p. 40-44 : ill https:/matsc.ktu.lt/index.php/MatSc/article/view/1339

Comparison of the wear and frictional properties of Cu matrix composites prepared by pulsed electric current sintering
Ritasalo, Riina; Antonov, Maksim; Veinthal, Renno; Hannula, Simo-Pekka Proceedings of the Estonian Academy of Sciences
2014 / p. 62-74 : ill https:/artiklid.elnet.ee/record=b2665219*est https://doi.org/10.3176/proc.2014.1.09 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

Comparison of wear resistance determined under different conditions of wear
Kulu, Priit; Pirso, Jiiri; Vallikivi, Ahto; Ajaots, Maido Proceedings of IRG-OECD 24th Meeting of the International Research Group
of Wear of Engineering Materials : Portoros, Slovenia, 2003 2003 /[8] p

Comparison of wear resistance determined under different conditions of wear [Electronic resource]
Kulu, Priit Proc. of RG-OECD 24th meeting of the International Research Group of Wear of Engineering Materials 2003 / [8] p. [CD-
ROM]

Composition and structure of bimodal WC-Co materials related to mechanical properties and abrasive wear
Yung, Der-Liang; Antonov, Maksim; Hussainova, Irina; Veinthal, Renno; Hogmark, Sture M2D2015 : proceedings of the 6th
International Conference on Mechanics and Materials in Design, 2015 2015 / p. 655-664

Contact stiffness parameters for finite element modeling of contact

Sivitski, Alina; Podra, Priit Modern Materials and Manufacturing 2019 : 12th International DAAAM Baltic Conference and 27th
International Baltic Conference BALTMATTRIB 2019. Selected, peer reviewed papers from the conference Modern Materials and
Manufacturing 2019 (MMM 2019), April 24-26, 2019, Tallinn, Estonia 2019 / p. 211-216 : ill https://www.ester.ee/record=b5235278*est
https://www.scientific.net/KEM.799.211 https://doi.org/10.4028/www.scientific.net/KEM.799.211 Conference proceeding at Scopus Article at
Scopus

Corrosive - erosive wear of steam generators heating surfaces

Ots, Arvo; Tallermo, Harri; Tomann, Elvi; Suurkuusk, Tonu Fouling and corrosion in steam generators 1980/ p. 107-125 :ill
https://www.ester.ee/record=b1621577*est

Corrosive-erosive wear mechanism of boiler heat transfer surfaces


https://digikogu.taltech.ee/et/Item/4cd6a755-29d9-4168-a281-a21edca6c729
https://doi.org/10.4028/www.scientific.net/KEM.721.345
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85009153161&origin=inward&txGid=a2fd6f876d93b8e9568eb38e4051b5fc
https://doi.org/10.4028/www.scientific.net/KEM.721.436
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85009080346&origin=inward&txGid=93794028bc099c8b23cd43d2b826734e
https://doi.org/10.4028/www.scientific.net/SSP.267.224
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032201550&origin=inward&txGid=e2ed0b88f0d7cf76e7c264f4d03efc34
https://matsc.ktu.lt/index.php/MatSc/article/view/1339
https://artiklid.elnet.ee/record=b2665219*est
https://doi.org/10.3176/proc.2014.1.09
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-84896042422&origin=inward&txGid=6f19f4e609e12c779d151396399a9c41
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2014
https://www.webofscience.com/wos/woscc/full-record/WOS:000333322100009
https://www.ester.ee/record=b5235278*est
https://www.scientific.net/KEM.799.211
https://doi.org/10.4028/www.scientific.net/KEM.799.211
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85071005880&origin=inward&txGid=1ff3064730547dbb7f28070624273ca8
https://www.ester.ee/record=b1621577*est

Ots, Arvo BALTICA VI: life management and maintenance for power plants. Vol. 1 2004 / p. 187-196 : ill

Dependance of wear of Cu-Cr-S alloy on hardness and electrical conductivity in sliding electrical contact

Kommel, Lembit; Baronins, Janis Materials Engineering 2017 : selected, peer reviewed papers from the 26th International Baltic
Conference on Materials Engineering 2017, October 26-27, Kaunas, Lithuania 2017 / p. 229-233 : ill
https://doi.org/10.4028/www.scientific.net/SSP.267.229 Conference proceedings at Scopus Article at Scopus

Der Einfluss technologischer Faktoren auf die Hydroabrasiv-Verschleissfestigkeit der Titankarbid-Sinterlegierungen
Valdma, Leo; Kudrjavtsev, Vladimir; Kallas, Paul Grundlagen, Herstellung und Eigenschaften von Sinter- und Verbundwerkstoffen
: Abhandlungen der VI Internationalen Pulvermetallurgischen Tagung in der DDR, Dresden, 27.-29. Sept. 1977 : Vorabdruck 1977 / S.
43-1-43-16

Description of punch wear mechanism during fine blanking process
Lind, Liina; Peetsalu, Priidu; P6dra, Priit; Adoberg, Eron; Veinthal, Renno; Kulu, Priit Proceedings of the 7th International
Conference of DAAAM Baltic Industrial Engineering : 22-24th April 2010, Tallinn, Estonia. [I] 2010 / p. 504-509 : il

Determination of resistance to wear of particulate composite
Aruniit, Aare; Antonov, Maksim; Kers, Jaan; Krumme, Andres Engineering materials & tribology XXl 2014 / p. 188-191

https://doi.org/10.4028/www.scientific.net/KEM.604.188 Conference proceedings at Scopus Article at Scopus Conference proceedings at
WOS Article at WOS

Developments in cermet design, technology and performance
Kubarsepp, Jakob:; Pirso, Jiiri; Juhani, Kristjan; Viljus, Mart International journal of materials & product technology 2014 / p. 160-
179 https://doi.org/10.1504/IUMPT.2014.064046 Journal metrics at Scopus Atrticle at Scopus Journal metrics at WOS Article at WOS

A digital measuring module for tool wear estimation

Otto, Tauno; Kurik, Lembit Annals of DAAAM for 2002 & proceedings of the 13th International DAAAM Symposium "Intelligent
Manufacturing & Automation : Learning from Nature" : Vienna University of Technology, 23-26th October 2002, Vienna, Austria,
European Union 2002 / p. 397-398 :ill

Digital tool wear measuring video system
Otto, Tauno; Kurik, Lembit Proceedings of the 2nd International Conference, 27-29th April 2000, Tallinn, Estonia / DAAAM
International Vienna, DAAAM National Estonia 2000 / p. 144-146 : ill

Drilling of P/M produced stainless steels by using TiN-coated high speed steel tools
Paro, Jukka; Hanninen, Hannu; Kauppinen, Veijo International DAAAM : [DAAAM National Estonia] : proceedings of the 1st
International Conference 25-27th September 1997, Tallinn, Estonia 1997 / p. 101-104:ill

Dry sliding wear of cermets
Viljus, Mart; Pirso, Jiiri International journal of materials & product technology 2007 / 3/4, p. 468-486 : ill

Dry sliding wear of cermets under high-speed conditions
Pirso, Jiiri; Ajaots, Maido; Viljus, Mart; Vallikivi, Ahto Engineering Materials & Tribology : BALTMATTRIB - 2003 : 12th
International Baltic Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 76

Effect of alloying additives on impact-abrasive wear of manual arc welded hadfield steel hardfacings
Jankauskas, Vytenis; Antonov, Maksim; Katinas, Egidijus; Gedzevicius, |. Journal of friction and wear 2016 / p. 170-178 : il

https://doi.org/10.3103/S1068366616020185 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of atomic oxygen irradiation on the structural and tribological properties of the MoS4/Al,03/Pl composites

Zhao, Gai; Wang, Qihua; Hussainova, Irina; Ding, Qingjun Engineering materials and tribology : selected, peer reviewed papers
from the 24th International Baltic Conference on Engineering Materials & Tribology (BALTMATTRIB & IFHTSE 2015), November 5-6,
2015, Tallinn, Estonia 2016 / p. 239-243 : ill https://doi.org/10.4028/www.scientific.net/KEM.674.239 Conference Proceedings at Scopus
Article at Scopus

Effect of basalt and silica additives on erosive wear resistance of cast ceramics

Baronins, Janis; Antonov, Maksim; lvanov, Roman; Shuliak, Volodymyr; Hussainova, Irina Proceedings of the Estonian
Academy of Sciences 2016 / p. 144-151 : ill https://doi.org/10.3176/proc.2016.2.05 https:/artiklid.elnet.ee/record=b2768221*est Journal
metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of basalt reinforcement type and content on the abrasive wear behaviour of polymer composites

Antonov, Maksim; Kers, Jaan; Liibert, Laura; Shuliak, Volodymyr; Smirnov, Anton; Bartolome, Jose F. Engineering materials and
tribology : selected, peer reviewed papers from the 24th International Baltic Conference on Engineering Materials & Tribology
(BALTMATTRIB & IFHTSE 2015), November 5-6, 2015, Tallinn, Estonia 2016 / p. 181-188 : il
https://doi.org/10.4028/www.scientific.net/KEM.674.181 Conference Proceedings at Scopus Article at Scopus


https://doi.org/10.4028/www.scientific.net/SSP.267.229
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032202489&origin=inward&txGid=ee046e0f8067f263b33f59ce1861a432
https://doi.org/10.4028/www.scientific.net/KEM.604.188
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84898915239&origin=inward&txGid=128c47896363347a57ecc3200f325091
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=KEY ENG MATER&year=2005
https://www.webofscience.com/wos/woscc/full-record/WOS:000348041100043
https://doi.org/10.1504/IJMPT.2014.064046
https://www.scopus.com/sourceid/21108
https://www.scopus.com/record/display.uri?eid=2-s2.0-84905436878&origin=inward&txGid=d864bfa3cec326fd329820825c757730
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=INT J MATER PROD TEC&year=2014
https://www.webofscience.com/wos/woscc/full-record/WOS:000345236000005
https://doi.org/10.3103/S1068366616020185
https://www.scopus.com/sourceid/20965
https://www.scopus.com/record/display.uri?eid=2-s2.0-84971595373&origin=inward&txGid=eed86fcb12daf8d3f2f0976e5ccfdd59
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J FRICT WEAR%2B&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000376616500014
https://doi.org/10.4028/www.scientific.net/KEM.674.239
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958156591&origin=inward&txGid=5bdd73b294c618d0a432ea2e2ee6ed2b
https://doi.org/10.3176/proc.2016.2.05
https://artiklid.elnet.ee/record=b2768221*est
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-84964270256&origin=inward&txGid=15fe3514759cb4f09ebd1121af62e39a
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000376418700010
https://doi.org/10.4028/www.scientific.net/KEM.674.181
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958166535&origin=inward&txGid=769edada13d2a435aef47efa091b7a6f

Effect of electrode covering composition on the microstructure, wear, and economic feasibility of Fe-C-Cr manual arc-
welded hardfacings

Jankauskas, Vytenis; Katinas, Egidijus; Laskauskas, Arturas; Antonov, Maksim; Varnauskas, Valentinas; Gedzevi€ius, rmantas;
Alekneviciene, Vilija Coatings 2020 / art. 294, 19 p. : ill https://doi.org/10.3390/coatings10030294 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

Effect of erodent particle impact energy on wear of cemented carbides
Antonov, Maksim; Yung, Der-Liang; Goljandin, Dmitri; Mikli, Valdek; Hussainova, Irina Wear 2017 / p. 507-515 :ill
https://doi.org/10.1016/j.wear.2016.11.032 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of fluid adsorption on strength and wear characteristics of parts
Uksti, Lembit OST-94 Symposium on Machine Design : proceedings, Tallinn, Estonia, April 14-15, 1994 1994 / p. 27-33: ill

Effect of free carbon on the mechanical and tribological properties of cemented carbides
Joost, Renee; Pirso, Jiiri; Tenno, Taavi; Viljus, Mart Proceedings of the 7th International Conference of DAAAM Baltic Industrial
Engineering : 22-24th April 2010, Tallinn, Estonia. [Il] 2010 / p. 450-455 :ill

Effect of Grain Size Distribution on Frictional Wear and Corrosion Properties of (FeCoNi)86AI7Ti7 High-Entropy Alloys
Sun, Qinhu; Ma, Pan; Yang, Hong; Xie, Kaigiang; Wan, Shiguang; Sheng, Chungi; Chen, Zhibo; Yang, Hongji; Jia, Yandong;
Prashanth, Konda Gokuldoss Entropy 2025 / art. 747 https://doi.org/10.3390/627070747

Effect of graphene nanoplatelet content on mechanical and elevated-temperature tribological performance of self-
lubricating ZE10 magnesium alloy nanocomposites
Kandemir, Sinan; Yoyler, Sibel; Kumar, Rahul, 1993-; Antonov, Maksim; Dieringa, Hajo Lubricants 2024 / art. 52

https://doi.org/10.3390/lubricants 12020052 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of HBN on wear of AICrN-coated spark plasma - sintered TiB2/Ti composites at temperatures up to 900°C
Luszcz, Maciej; Michalczewski, Remigiusz; Kalbarczyk, Marek; Osuch-Stomka, Edyta; Molenda, Jaroslaw; Liu, Le; Antonov,
Maksim; Hussainova, Irina Quarterly tribologia 2022 / p. 43-55 https://doi.org/10.5604/01.3001.0015.8756

Effect of loading system inertia on tribological behaviour of ceramic—ceramic, ceramic—-metal and metal-metal dry sliding
contacts

Antonov, Maksim; Hussainova, Irina; Adoberg, Eron Tribology international 2013 / p. 207-214 : ill
https://doi.org/10.1016/.triboint.2013.03.025 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of loading system rigidity and inertia on friction coefficient and wear rate of ceramic-ceramic sliding contacts
Antonov, Maksim; Adoberg, Eron; Hussainova, Irina Proceedings of the 13th International Conference on Metrology and
Properties of Engineering Surfaces : 12-14 April 2011, London 2011/ p. 151-155 :ill

Effect of microstructure on the erosive wear of titanium carbide-based cermets
Hussainova, Irina Wear 2003 / p. 121-128

Effect of microstructure on the erosive wear of titanium carbide-based cermets
Hussainova, Irina 14th International Conference on Wear of Materials : 30 March-3 April 2003, Washington, DC, USA. Part 1 2003 /
p.121-128 :ill

Effect of nanocrystalline diamond films deflection on wear observed in reciprocating sliding tests
Podgurski, Vitali; Bogatov, Andrei; Sobolev, S.; Viljus, Mart; Sedov, V.; Ashkinaz, E.; Ralchenko, V. Journal of coating science
and technology 2016 / p. 109-115 : ill http://dx.doi.org/10.6000/2369-3355.2016.03.03.2

Effect of oxidation on abrasive wear behaviour of TiC-based cermets in SiO2 medium
Antonov, Maksim; Hussainova, Irina; Pirso, Jiiri; Juhani, Kristjan Proceedings of the 7th International Conference of DAAAM
Baltic Industrial Engineering : 22-24th April 2010, Tallinn, Estonia. [I] 2010 / p. 510-515 :ill

Effect of oxidation on abrasive wear behaviour of titanium carbide based composites in silica medium
Antonov, Maksim; Hussainova, Irina; Pirso, Jiiri; Juhani, Kristjan; Viljus, Mart Estonian journal of engineering 2010/ 4, p. 264-
272 il

Effect of oxidation on abrasive wear of TiC-based cermets at various temperatures
Antonov, Maksim; Hussainova, Irina; Pirso, Jiiri; Juhani, Kristjan Proceedings of 14th Nordic Symposium on Tribology :
NORDTRIB 2010 : 08.06-11.06.2010, Storforsen, Sweden 2010 / p. 0054 [CD-ROM]

Effect of oxidation on sliding wear behavior of NiCrSiB-TiB2 plasma sprayed coatings
Umanskii, A.; Hussainova, Irina; StoroZenko, M.; Terentyev, O.; Antonov, Maksim Engineering materials & tribology XX112014 / p.

16-19 https://doi.org/10.4028/www.scientific.net/KEM.604.16 Conference proceedings at Scopus Article at Scopus Article at WOS


https://doi.org/10.3390/coatings10030294
https://www.scopus.com/sourceid/21100872725
https://www.scopus.com/record/display.uri?eid=2-s2.0-85083042774&origin=inward&txGid=a335e5572f7b925fe01d7a1127e4059a
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=COATINGS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000524211800099
https://doi.org/10.1016/j.wear.2016.11.032
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85019982266&origin=inward&txGid=a96934fc9c0c046ebf3d1e460afdc13d
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2017
https://www.webofscience.com/wos/woscc/full-record/WOS:000403904000060
https://doi.org/10.3390/e27070747
https://doi.org/10.3390/lubricants12020052
https://www.scopus.com/sourceid/21100830703
https://www.scopus.com/pages/publications/85187279959?inward
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=LUBRICANTS&year=2024
https://www.webofscience.com/wos/woscc/full-record/WOS:001174805600001
https://doi.org/10.5604/01.3001.0015.8756
https://doi.org/10.1016/j.triboint.2013.03.025
https://www.scopus.com/sourceid/22116
https://www.scopus.com/record/display.uri?eid=2-s2.0-84884815706&origin=resultslist&sort=plf-f&src=s&sot=b&sdt=b&s=DOI%2810.1016%2Fj.triboint.2013.03.025%29&sessionSearchId=6024cf363338b9853eb843d4b5941a66&relpos=0
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL INT&year=2013
https://www.webofscience.com/wos/woscc/full-record/WOS:000324348400022
http://dx.doi.org/10.6000/2369-3355.2016.03.03.2
https://doi.org/10.4028/www.scientific.net/KEM.604.16
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84898889559&origin=inward&txGid=c0936eef8808c775330674924feec59f
https://www.webofscience.com/wos/woscc/full-record/WOS:000348041100004

Effect of solid lubricants on wear of PVD-coated spark plasma-sintered TiB2/Ti composites

Luszcz, Maciej; Michalczewski, Remigiusz; Kalbarczyk, Marek; Osuch-Slomka, Edyta; Liu, Le; Antonov, Maksim; Hussainova,
Irina Modern materials and manufacturing 2023 2024 / art. 040010 https://doi.org/10.1063/5.0190460 Conference proceedings at
Scopus Article at Scopus

The effect of temperature and sliding speed on friction and wear of Si3N4, Al203, and ZrO2 balls tested against AICrN
PVD coating
Antonov, Maksim; Afshari, Hossein; Baronins, Janis; Adoberg, Eron; Raadik, Taavi; Hussainova, Irina Tribology international

2018 / p. 500-514 : ill https://doi.org/10.1016/j.triboint.2017.05.035 Journal metrics at Scopus Article at Scopus Journal metrics at WOS
Article at WOS

Effect of temperature on erosive and abrasive wear of carbide reinforced powder steels
Veinthal, Renno; Antonov, Maksim Tribology 2011 : proceedings of the 10th International Tribology Conference, Pretoria, South
Africa, 5-7 April 2011 2011 / p. 104-111 :ill

Effect of temperature on sliding and erosive wear of fiber reinforced polyimide hybrids
Zhao, Gai; Hussainova, Irina; Antonov, Maksim; Wang, Qihua; Wang, Tingmei; Yung, Der-Liang Tribology international 2015 / p.

525-533 : ill https://doi.org/10.1016/j.triboint.2014.01.019 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at
WOS

Effect of thermo-elastic residual stresses on erosive performance of cermets with core-rim structured ceramic grains

Hussainova, Irina; Kolesnikova, Anna; Hussainov, Medhat; Romanov, Alexey Wear 2009 / p. 177-185 :ill
https://www.sciencedirect.com/science/article/pii/S0043164809001446

Effect of WC grain size and content on erosive wear of manual arc welded hardfacings with low-carbon ferritic-pearlitic
steel or stainless steel matrix

Katinas, Egidijus; Antonov, Maksim; Jankauskas, Vytenis; Skirkus, Remigijus Engineering materials and tribology : selected, peer
reviewed papers from the 24th International Baltic Conference on Engineering Materials & Tribology (BALTMATTRIB & IFHTSE
2015), November 5-6, 2015, Tallinn, Estonia 2016 / p. 213-218 : ill https:/doi.org/10.4028/www.scientific.net/KEM.674.213 Conference
Proceedings at Scopus Article at Scopus

Effect of wear debris entrapment on the tribological performance of AICoCrFeNi produced by selective laser melting or
spark plasma sintering
Karimi, Javad; Antonov, Maksim; Prashanth, Konda Gokuldoss Metallurgical and materials transactions A : Physical metallurgy

and materials science 2022 / p. 4004-4010 https://doi.org/10.1007/s11661-022-06805-z Journal metrics at Scopus Article at Scopus
Journal metrics at WOS Article at WOS

Electrical conductivity and mechanical properties of Cu-0.7wt% Cr and Cu-1.0wt% Cr alloys processed by severe plastic
deformation

Kommel, Lembit; Pokatilov, Andrei IOP conference series : materials science and engineering 2014 / p. 1-7 :ill
https://doi.org/10.1088/1757-899X/63/1/012169 Conference proceedings at Scopus Article at Scopus Article at WOS

Elevated temperature wear of chromium carbide based cermets
Hussainova, Irina; Antonov, Maksim Proceedings of the Estonian Academy of Sciences. Engineering 2003 / 4, p. 261-271 : ill

Elevated temperature wear of chromium carbide based cermets
Hussainova, Irina; Antonov, Maksim Engineering Materials & Tribology : BALTMATTRIB - 2003 : 12th International Baltic
Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 67

Environmentally assisted abrasive erosive wear of metals matrix composites [Electronic resource]
Veinthal, Renno; Kulu, Priit; Aulik, Allan; Siitonen, P. Conference on PM and Advanced Materials and Materials Technology
Innovation : 27.-28.02.2005, Tampere, Finland 2005/ ? p. [CD-ROM]

Erosion and impact wear resistance of thermal sprayed coatings
Kulu, Priit; Tarbe, Riho; Veinthal, Renno Surface modification technologies : proceedings of the 20th International Conference on
Surface Modification Technologies : September 25-29, 2006, Vienna, Austria 2007 / p. 94-99 :ill

Erosion and impact wear resistance of thermal sprayed coatings [Electronic resource]
Kulu, Priit; Tarbe, Riho; Veinthal, Renno Proceedings of 15th IFHTSE and 20 SMT Congress : September 2006, Vienna 2006 /
[CD-ROM]

Erosion of Cr3C2-based cermets at room and elevated temperatures
Antonov, Maksim; Hussainova, Irina Proceedings of the 3rd International Conference Industrial Engineering - New Challenges to
SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 137-140 :ill

Erosion prognosing in pneumotransport and separator


https://doi.org/10.1063/5.0190460
https://www.scopus.com/sourceid/26916
https://www.scopus.com/pages/publications/85184336351?inward
https://doi.org/10.1016/j.triboint.2017.05.035
https://www.scopus.com/sourceid/22116
https://www.scopus.com/record/display.uri?eid=2-s2.0-85021166206&origin=inward&txGid=73b35f8574eb33ded5176dcff15fb833
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL INT&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000423004700051
https://doi.org/10.1016/j.triboint.2014.01.019
https://www.scopus.com/sourceid/22116
https://www.scopus.com/record/display.uri?eid=2-s2.0-84918822862&origin=inward&txGid=b0ce12f936b5454ede92cff37cbac23d
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL INT&year=2015
https://www.webofscience.com/wos/woscc/full-record/WOS:000347753300029
https://www.sciencedirect.com/science/article/pii/S0043164809001446
https://doi.org/10.4028/www.scientific.net/KEM.674.213
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958172434&origin=inward&txGid=01cea3ac3557b1ec5180b7f52f854aa9
https://doi.org/10.1007/s11661-022-06805-z
https://www.scopus.com/sourceid/27356
https://www.scopus.com/record/display.uri?eid=2-s2.0-85137941520&origin=inward&txGid=0b9ec487ab2efd66fd993761664eed27
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=METALL MATER TRANS A&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000852914700003
https://doi.org/10.1088/1757-899X/63/1/012169
https://www.scopus.com/sourceid/19700200831
https://www.scopus.com/record/display.uri?eid=2-s2.0-84906330164&origin=inward&txGid=df879241a5467a7ddb9ea1bca517fda9
https://www.webofscience.com/wos/woscc/full-record/WOS:000347246200170

Kleis, llmar; Ellermaa, Riho-Rene Proceedings of IV International Conference on Pneumatic Convering, Budapest, 1990 1990 / p.
A4-1-A4-5

Erosion prognosing of disintegrators
Ellermaa, Riho-Rene; Kleis, llmar Berg- und Hittenméannischer Tag, 1990, Freiberg, DDR 1990/ S. 88-104

Erosion testing of refractory cermets at high temperature [Electronic resource]
Antonov, Maksim; Hussainova, Irina Proceedings of 12th Nordic Symposium in Tribology : NORDTRIB 2006 : Helsingor,
Denmark, 7-9 June 2006 2006 / [10] p. [CD-ROM]

Erosion wear of PM materials and coatings : prediction and control
Veinthal, Renno; Kulu, Priit; Kderdi, Helmo 17th International Baltic Conference : Materials Engineering 2008 : November 6-7,
Kaunas, Lithuania : abstracts of papers 2008 / p. 52-53

Erosion wear of reactive sintered WC-TiC-Co cermets
Tarraste, Marek; Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart Engineering materials & tribology XXI12014 / p. 63-66

https://doi.org/10.4028/www.scientific.net/KEM.604.63 Conference proceedings at Scopus Article at Scopus Conference proceedings at
WOQOS Article at WOS

Erosioonkulumise teooria, selle areng ja hetkeseis
Kleis, llmar Mehaanika meil ja mujal 1992 / k. 126-136: ill, 2 Ik. ill https://www.ester.ee/record=b1050590*est

Erosive wear failures
Antonov, Maksim Failure analysis and prevention, vol. 11 2021 / p. 755—763 https://doi.org/10.31399/asm.hb.v11.a0006795

Erosive wear of advanced composites based on WC

Hussainova, Irina; Antonov, Maksim; Zikin, Arkadi Tribology international 2012 / p. 254-260 : ill
https://www.sciencedirect.com/science/article/abs/pii/S0301679X11001630

Erosive wear of TIC-base cermets
Kiibarsepp, Jakob; Klaasen, Heinrich; Mikli, Valdek; Viljus, Mart MedZiagotyra = Materials science 2002 / 4, p. 486-488 :ill

Erosive wear of TIC-base cermets
Kiibarsepp, Jakob; Klaasen, Heinrich; Mikli, Valdek; Viljus, Mart Abstracts of International Conference Materials Engineering
and Tribology 2002 / p. 41

Erosive wear resistance of HVOF sprayed coatings
Kulu, Priit; Veinthal, Renno; Zimakov, Sergei Engineering Materials & Tribology : BALTMATTRIB - 2003 : 12th International Baltic
Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 64-65

Evaluation of wear rate of nanocrystalline diamond films esing Abbott curve

Bogatov, Andrei; Podgurski, Vitali Materials Engineering 2017 : selected, peer reviewed papers from the 26th International Baltic
Conference on Materials Engineering 2017, October 26-27, Kaunas, Lithuania 2017 / p. 185-189 : ill
https://doi.org/10.4028/www.scientific.net/SSP.267.185 Conference proceedings at Scopus Article at Scopus

Fatigue characteristics of PM steels = Pulberteraste vasimuskarakteristikud
Saarna, Mart 2008 https://www.ester.ee/record=b2413163*est

Fatigue performance and mechanical reliability of cemented carbides
Preis, Irina 2004 https://www.ester.ee/record=b1994273*est

FEA wear simulation of a conical spinning contact
Podra, Priit OST-97 Symposium on Machine Design, Tallinn, Estonia, May 22-23, 1997 : proceedings 1997 / p. 135-145: il
https://www.ester.ee/record=b1083704*est

FEA wear simulation of a sliding contact
P&dra, Priit; Andersson, Séren OST-94 Symposium on Machine Design : proceedings, Tallinn, Estonia, April 14-15, 1994 1994 / p.
72-80:ill

FEA wear simulation of a spinning contact
P&dra, Priit; Tamre, Mart; Andersson, Séren OST-95 Symposium on Machine Design : proceedings, Oulu, Finland, May 18-19,
1995 1995 / p. 98-105: ill https://www.ester.ee/record=b1033949*est

Features of cermets wear resistance
Hussainova, Irina; Kiibarsepp, Jakob Abstracts of NATO Symposium on Fundamentals of Tribology 2000/ p. 79


https://doi.org/10.4028/www.scientific.net/KEM.604.63
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84898923972&origin=inward&txGid=de5bb4119f4d1e781204c1b4329bf057
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=KEY ENG MATER&year=2005
https://www.webofscience.com/wos/woscc/full-record/WOS:000348041100015
https://www.ester.ee/record=b1050590*est
https://doi.org/10.31399/asm.hb.v11.a0006795
https://www.sciencedirect.com/science/article/abs/pii/S0301679X11001630
https://doi.org/10.4028/www.scientific.net/SSP.267.185
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032221246&origin=inward&txGid=1023c3c3e602c768d65f8eb27031871d
https://www.ester.ee/record=b2413163*est
https://www.ester.ee/record=b1994273*est
https://www.ester.ee/record=b1083704*est
https://www.ester.ee/record=b1033949*est

Features of hardmetals wear resistance
Reshetnjak, Heinrich; Kiibarsepp, Jakob NORDTRIB '98 : proceedings of the 8th International Conference on Tribology, Ebeltoft,
Denmark, 7-10 June 1998. Vol. 1 1998 / p. 239-246: ill

Features of wear of TiC-base hardmetals
Kiibarsepp, Jakob; Reshetnjak, Heinrich; Pirso, Jiiri; Annuka, Harri Proceedings of the World Congress and Exhibition on
Powder Metallurgy, October 18-22, Granada, Spain 1998 / p. 75-79

Finite element analysis wear simulation of a conical spinning contact considering surface topography
P&dra, Priit; Andersson, Séren Wear 1999/ 1, p. 13-21:ill

Formation of microstructure of spray fused powder coatings
Pihl, Toomas; Kulu, Priit Proceedings of the 3rd International Conference Industrial Engineering - New Challenges to SME : 25-27
April 2002, Tallinn, Estonia 2002 / p. 201-204 : ill

Friction and dry sliding wear behaviour of cermets
Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Wear 2006 / 7/8, p. 815-824 : ill

Friction and wear behaviour of cemented carbides
Pirso, Jiiri; Letunovits, Sergei; Viljus, Mart Wear 2004 / p. 257-265 : il

Friction and wear changes of boron carbide cermet depending on the structure
Kommel, Lembit; Kimmari, Eduard Abstracts of International Conference Materials Engineering and Tribology 2002 / p. 35

Friction and wear changes of boron carbide cermets depending on the structure
Kommel, Lembit; Kimmari, Eduard Materials science = MedZiagotyra 2003 /1, p. 51-53 :ill

Friction and wear of fiber reinforced polyimide composites
Zhao, Gai; Hussainova, Irina; Antonov, Maksim; Wang, Qihua; Wang, Tingmei Wear 2013/ p. 122-129 : ill
https://doi.org/10.1016/j.wear.2012.12.019 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Friction and wear of fiber reinforced polyimide composites
Zhao, Gai; Hussainova, Irina; Antonov, Maksim; Wang, Qihua; Wang, Tingmei; Veinthal, Renno 19th International Conference on
Wear of Materials : Portland, Oregon, USA, 14-18 April 2013 : conference abstracts 2013 / [p. 92]

Gradient microstructure in tantalum formed under the wear track during dry sliding friction
Kommel, Lembit; P6dra, Priit; Mikli, Valdek; Omranpour Shahreza, Babak Wear 2021 / art. 203573, 7 p. : ill
https://doi.org/10.1016/j.wear.2020.203573 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Hard metals serviceability in sheet metal forming operations
Reshetnjak, Heinrich 1996 http://www.ester.ee/record=b1070449*est

Hardfacings for extreme wear applications

Kulu, Priit; Surzenkov, Andrei; Tarbe, Riho; Saarna, Mart; Tarraste, Marek; Viljus, Mart Surface Modification Technologies
XXVIII': proceedings of the Twenty Eighth International Conference on Surface Modification Technologies : Tampere University of
Technology, Tampere, Finland, June 16-18,2014 2015/ p. 149-157 :ill

Hard-particle erosion of engineering ceramics
Pappel, Priit OST-96 Symposium on Machine Design, [Stockholm], May 13-14, 1996 : proceedings 1996 / p. 28-35: ill
https://www.ester.ee/record=b1033950%est

High temperature corrosion and abrasive wear of boiler steels = Katlaterase kdrgtemperatuurse korrosiooni- ja
kulumisuuringud
Priss, Jelena 2014 https://www.ester.ee/record=b3089832*est

High temperature cyclic impact/abrasion testing of boiler steels

Priss, Jelena; Klevtsov, lvan; Dedov, Andrei; Antonov, Maksim; Rojacz, Harald; Badisch, Ewald Engineering materials &
tribology XXI12014 / p. 289-292 https://doi.org/10.4028/www.scientific.net/ KEM.604.289 Conference proceedings at Scopus Article at
Scopus Conference proceedings at WOS Article at WOS

High temperature erosion wear of cermet particles reinforced self-fluxing alloy HVOF sprayed coatings

Surzenkov, Andrei; Goljandin, Dmitri; Traksmaa, Rainer; Viljus, Mart; Talviste, Kristofer; Aruniit, Aare; Latokartano, Jyrki;
Kulu, Priit MedZiagotyra = Materials science 2015 / p. 386-390 : ill https://doi.org/10.5755/j01.ms.21.3.7617 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS


https://doi.org/10.1016/j.wear.2012.12.019
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84879158069&origin=resultslist&sort=plf-f&src=s&sot=b&sdt=b&s=DOI%2810.1016%2Fj.wear.2012.12.019%29&sessionSearchId=98937f96d830fb637905a6bd63cedb98&relpos=0
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2013
https://www.webofscience.com/wos/woscc/full-record/WOS:000322555500019
https://doi.org/10.1016/j.wear.2020.203573
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85097534168&origin=inward&txGid=688a9421fe7482e3463a1fce54ca2a9d
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000614289100003
http://www.ester.ee/record=b1070449*est
https://www.ester.ee/record=b1033950*est
https://www.ester.ee/record=b3089832*est
https://doi.org/10.4028/www.scientific.net/KEM.604.289
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84898924933&origin=inward&txGid=315410f46c130fddb4799033b326f158
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=KEY ENG MATER&year=2005
https://www.webofscience.com/wos/woscc/full-record/WOS:000348041100065
https://doi.org/10.5755/j01.ms.21.3.7617
https://www.scopus.com/sourceid/19300157032
https://www.scopus.com/record/display.uri?eid=2-s2.0-84940838056&origin=inward&txGid=5ecb325332064b830a466d29a2e7bf96
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER SCI-MEDZG&year=2015
https://www.webofscience.com/wos/woscc/full-record/WOS:000360971300013

High-temperature corrosive-erosive wear of boiler tubes
Ots, Arvo Proceedings of the 7th European Conference on Industrial Furnaces and Boilers 2006 / p.126-136

High-temperature erosion of Cr3-C2-based cermets
Hussainova, Irina; Antonov, Maksim Abstracts of 10th Nordic Symposium on Tribology NORDTRIB 2002 / p. 112

High-temperature erosion of Cr3C2-based cermets [Electronic resource]
Hussainova, Irina; Antonov, Maksim Proceedings of 10th Nordic Symposium on Tribology NORDTRIB 2002 / Ref 21 [CD-ROM]

High-temperature erosion of Fe-based coatings reinforced with cermet particles

Surzenkov, Andrei; Antonov, Maksim; Goljandin, Dmitri; Kulu, Priit; Viljus, Mart; Traksmaa, Rainer; Mere, Arvo Surface
engineering 2016 / p. 624-630 : ill https://doi.org/10.1080/02670844.2016.1145377 Journal metrics at Scopus Article at Scopus Journal
metrics at WOS Article at WOS

High-temperature tribological performance of Al203/a-C:H:Si coating in ambient air

Podgurski, Vitali; Alamgir, Asad; Yashin, Maxim; Jogiaas, Taivo; Viljus, Mart; Raadik, Taavi; Danilson, Mati; Sergejev, Fjodor;
Lumkemann, Andreas; Kluson, Jan; Sondor, Jozef, Bogatov, Andrei Coatings 2021 / art. 495, 15 p. : ill
https://doi.org/10.3390/coatings11050495 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Hot sliding wear of 88 wt.% TiB-Ti composites from SHS produced powders
Kumar, Rahul, 1993-; Liu, Le; Antonov, Maksim; lvanov, Roman; Hussainova, Irina Materials 2021 / art. 1242, 14 p.:|ll
https://doi.org/10.3390/ma14051242 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

HVOF sprayed Fe-Based wear-resistant coatings with carbide reinforcement, synthesized in situ and by mechanically
activated synthesis

Tkachivskyi, Dmytro; Juhani, Kristjan; Surzenkov, Andrei; Kulu, Priit; Antonov, Maksim; Goljandin, Dmitri Coatings 2020 /
art. 1092, 15 p. : ill hitps://doi.org/10.3390/coatings10111092 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article
at WOS

Hybrid syntactic foams of metal - fly ash cenosphere - clay

Shishkin, Andrei; Mironovs, Viktors; Zemchenkov, Vjacheslav; Antonov, Maksim; Hussainova, Irina Engineering materials and
tribology : selected, peer reviewed papers from the 24th International Baltic Conference on Engineering Materials & Tribology
(BALTMATTRIB & IFHTSE 2015), November 5-6, 2015, Tallinn, Estonia 2016 / p. 35-40 : ill
https://doi.org/10.4028/www.scientific.net/KEM.674.35 Conference Proceedings at Scopus Article at Scopus

Impact and sliding wear properties of single layer, multilayer and nanocomposite physical vapour deposited (PVD)
coatings on the plasma nitrided low-alloy 42CrMo4 steel

Surzenkov, Andrei; Adoberg, Eron; Pédra, Priit; Sergejev, Fjodor; Mere, Arvo; Viljus, Mart; Mikli, Valdek; Antonov, Maksim;
Kulu, Priit Engineering materials and tribology 2013 / p. 223-228 : ill

Impact erosive wear resistance of thermal sprayed WC-Co coatings
Kulu, Priit; Zimakov, Sergei; Veinthal, Renno Materials Engineering & Balttrib 2001 : materials of the X-th International Baltic
Conference : September 27-28, Jurmala, Latvia 2001 / p. 187-192 : ill

The impact of microstructural refinement on the tribological behavior of niobium processed by Indirect Extrusion Angular
Pressing

Omranpour Shahreza, Babak; Hernandez-Rodriguez, Marco A. L.; Hernandez-Rodriguez, Edgar; Kommel, Lembit; Sergejev,
Fjodor Tribology international 2022 / art. 107412 https://doi.org/10.1016/j.triboint.2021.107412 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

Impact wear of chromium carbide based cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei 17th International Baltic Conference : Materials Engineering 2008 :
November 6-7, Kaunas, Lithuania : abstracts of papers 2008 / p. 27-28

Impact wear of chromium carbide based cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Materials science 2008 / p. 341-344 :ill

Impact wear tester for the s[tJudy of abrasive erosion and milling processes
Tarbe, Riho; Kulu, Priit Proceedings of the 6th International Conference of DAAAM Baltic "Industrial Engineering" : 24-26th April
2008, Tallinn, Estonia. [2] 2008 / p. 561-566 : ill http://innomet.ttu.ee/daaam08/online/Materials%20Engineering/Tarbe-rev.pdf

Indendation energy and abrasive wear
Kallas, Paul Journal of friction and wear 1995/ 2, p. 245-252

Indentation energy and abrasive wear of metals


https://doi.org/10.1080/02670844.2016.1145377
https://www.scopus.com/sourceid/28462
https://www.scopus.com/record/display.uri?eid=2-s2.0-85010006601&origin=inward&txGid=c6cf4b176694b2c317a1536cb8372fee
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=SURF ENG&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000377214900012
https://doi.org/10.3390/coatings11050495
https://www.scopus.com/sourceid/21100872725
https://www.scopus.com/record/display.uri?eid=2-s2.0-85105491634&origin=inward&txGid=4b2e4275a1b24bc3132d197a9916e8aa
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=COATINGS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000653731100001
https://doi.org/10.3390/ma14051242
https://www.scopus.com/sourceid/76627
https://www.scopus.com/record/display.uri?eid=2-s2.0-85102781403&origin=inward&txGid=6921ffb6bf95790abacd11daa363afc9
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATERIALS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000628358100001
https://doi.org/10.3390/coatings10111092
https://www.scopus.com/sourceid/21100872725
https://www.scopus.com/record/display.uri?eid=2-s2.0-85096127089&origin=inward&txGid=33226ac1442df57f340d2dd5fb614268
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=COATINGS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000593673900001
https://doi.org/10.4028/www.scientific.net/KEM.674.35
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84958214458&origin=inward&txGid=6cf368a771dd728efcfabf8d171dc59e
https://doi.org/10.1016/j.triboint.2021.107412
https://www.scopus.com/sourceid/22116
https://www.scopus.com/record/display.uri?eid=2-s2.0-85121915688&origin=inward&txGid=45f736a39081cde25018b1da86b6fd7b
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL INT&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000761206500002
http://innomet.ttu.ee/daaam08/online/Materials Engineering/Tarbe-rev.pdf

Kallas, Paul Wear 1996 / p. 77-85: ill

Influence of binder composition and microhardness on wear properties of light weight composites
Kommel, Lembit; Traksmaa, Rainer; Kimmari, Eduard Powder metallurgy progress 2003 / 3, p. 140-145 :ill

https://www.researchgate.net/publication/269035885_Influence_of binder_composition_and_microhardness_on_wear_properties_of_light weight
composites

Influence of cleaning on wear of boiler tubes
Ots, Arvo 10th International Conference on Boiler Technology 2006 : Poland, Szczyrk, Orle Gniazdo, 17-20 October 2006. Vol. 3
2006 / p. 45-65 :ill

Influence of different reinforcing particles on the scratch resistance and microstructure of different WC—Ni composites
Marou Alzouma, O.; Azman, M.-A.; Yung, Der-Liang; Fridrici, V.; Kapsa, Ph. Wear 2016 / p. 130-135 :ill

https://doi.org/10.1016/j.wear.2016.02.011 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Influence of drag finishing to dry sliding wear behaviour of PVD nanocomposite nACo coating during running-in
Surzenkov, Andrei; Podgurski, Vitali; Viljus, Mart; Adoberg, Eron; Nanits, Mats-Maidu; Kulu, Priit; Veinthal, Renno Materials
engineering & Baltrib 2010 : materials of the XIX-th International Baltic Conference : October 28-29, 2010, Riga, Latvia 2010/ p. 26

Influence of particle impact conditions and temperature on erosion—oxidation of steels at elevated temperatures
Huttunen-Saarivirta, E.; Antonov, Maksim; Veinthal, Renno; Tuiremo, J.; Mékela, K.; Siitonen, P. Wear 2011 / p. 159-175 : il

Influence of pressurized sintering on the performance of TiC-based cermets
Kubarsepp, Jakob; Klaasen, Heinrich; Tsinjan, Aleksei; Juhani, Kristjan; Kollo, Lauri; Viljus, Mart Engineering materials and

tribology 2013 / p. 56-61 https://www.researchgate.net/publication/272047524_Influence_of_Pressurized_Sintering_on_Performance_of TiC-
Based_Cermets

Influence of surface morphology on the tribological behavior of diamond-like carbon coating
Podgurski, Vitali; Bogatov, Andrei; Freund, Martin; Kulu, Priit Engineering materials and tribology 2013 / p. 83-91 :ill

Interfacial structure and wear properties of selective laser melted Ti/(TiC+TiN) composites with high content of
reinforcements

Xi, Lixia; Ding, Kai; Gu, Dongdong; Guo, Shuang; Cao, Mengzhen; Zhuang, Jie; Lin, Kaijie; Okulov, llya; Sarac, Baran; Eckert, Jirgen;
Prashanth, Konda Gokuldoss Journal of alloys and compounds 2021 / art. 159436, 9 p.:iill
https://doi.org/10.1016/j.jallcom.2021.159436 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Investigation of particle - wall impact process
Kleis, limar; Hussainova, Irina Wear 1999 / p. 168-173 :ill

Investigation of particle-wall collision
Kleis, llmar; Frishman, Feliks; Hussainova, Irina OST-96 Symposium on Machine Design, [Stockholm], May 13-14, 1996 :
program, abstracts 1996 /[1] p

Investigation of the tribological behavior of the additively manufactured TiC-based cermets by scratch testing
Maurya, Himanshu Singh; Jayaraj, Jayamani; Wang, Z.; Juhani, Kristjan; Sergejev, Fjodor; Prashanth, Konda Gokuldoss
Journal of alloys and compounds 2023 / art. 170496, 9 p. : ill https://doi.org/10.1016/j.jallcom.2023.170496 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Karbiidkomposiitide abrasiiv-erosioon- ja h6érdekulumine
Vainola, Vello; Kiibarsepp, Jakob; Klaasen, Heinrich; Loel, Rein Tallinna Tehnikakérgkooli Toimetised 2004 / k. 66-71 : ill

Karbiidteraste kulumiskindlus abrasiivjoas : magistritoo : (vene keeles)
Annuka, Harri 1992 http://www.ester.ee/record=b2488716*est

Kulumis- ja dispergeerimisprotsesside uuringutest TPI-s
Tadolder, Jiiri Tehnikauuringute areng Eesti NSV-s : vabariikliku konverentsi ettekannete teesid Tallinn, 15.-16. oktoober 1986 1986

/ Ik. 57-60 https://www.ester.ee/record=b1258828*est

Korgtehnoloogilised pulberkomposiitmaterjalid ja -pinded t66ks kulumise tingimustes
Kulu, Priit; Kiibarsepp, Jakob Teaduse uued suunad : materjaliteadus : Eesti Teaduste Akadeemia seminari materijalid :
23.10.2003 2004 / k. 31-37 :ill

Laboratory testing of materials for tunnel boring machine drag bits

Katusin, Dmitri; Antonov, Maksim; Vu, Trieu Minh; Yung, Der-Liang 13th International Symposium "Topical Problems in the Field
of Electrical and Power Engineering." Doctoral School of Energy and Geotechnology Il : P&rnu, Estonia, January 14-19, 2013 2013 /
p. 300-303 :ill


https://www.researchgate.net/publication/269035885_Influence_of_binder_composition_and_microhardness_on_wear_properties_of_light_weight_composites
https://doi.org/10.1016/j.wear.2016.02.011
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84959103042&origin=inward&txGid=94cdd7d456175d5a52fee60d92bb0846
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000372722000015
https://www.researchgate.net/publication/272047524_Influence_of_Pressurized_Sintering_on_Performance_of_TiC-Based_Cermets
https://doi.org/10.1016/j.jallcom.2021.159436
https://www.scopus.com/sourceid/12325
https://www.scopus.com/record/display.uri?eid=2-s2.0-85102645019&origin=inward&txGid=e7e5ca068c7e62165d61bc60f1e33514
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J ALLOY COMPD&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000641319800002
https://doi.org/10.1016/j.jallcom.2023.170496
https://www.scopus.com/sourceid/12325
https://www.scopus.com/record/display.uri?eid=2-s2.0-85159610254&origin=inward&txGid=0e80d7fb277a01a10c2bf7b71badb3e5
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J ALLOY COMPD&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:000999382100001
http://www.ester.ee/record=b2488716*est
https://www.ester.ee/record=b1258828*est

Legeeritud titaankarbiidsete paagutatud kovasulamite hiidroabrasiivhe kulumine
Pold, R.; Kallas, P. XXIX vabariiklik UliGpilaste teaduslik- tehniline konverents 30. méartsist - 1. aprillini 1977 : ettekannete teesid

1977 / Ik. 80-81 https://www.ester.ee/record=b2449987*est

Load and temperature dependent sliding wear performance of Binder Jet 3D printed stainless-steel bonded cermet
Maurya, Himanshu Singh; Akhtar, F.; Prashanth, Konda Gokuldoss Journal of materials research and technology 2025 / p.
1199-1212 https://doi.org/10.1016/j.jmrt.2025.06.095

Mapping of impact-abrasive wear performance of WC-Co cemented carbides
Antonov, Maksim; Veinthal, Renno; Yung, Der-Liang; Katusin, Dmitri; Hussainova, Irina Wear 2015 / p. 971-978 :ill
https://doi.org/10.1016/j.wear.2015.02.031 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Mathematical models in biotribology with 2D-3D erosion integral-differential model and computational-
optimization/simulation programming - a mathematical model construction based on experimental research
Casesnoves, Francisco; Surzenkov, Andrei International journal of scientific research in computer science, engineering and
information technology 2017 / p. 329-356 : ill http://ijsrcseit.com/CSEIT 17224010

Mechanical and wear behaviour of compression sintered hardmetals
Klaasen, Heinrich; Kiibarsepp, Jakob; Kahar, Andres PM2004 : Powder Metallurgy World Congress & Exhibition : 17-21st
October 2004, Vienna, Austria : Euro PM2004 : conference proceedings. Volume 3 2004 / p. 557-562 :ill

Mechanical and wear behaviour of Tic-base cermets sintered by different techniques
Klaasen, Heinrich; Kollo, Lauri; Kiibarsepp, Jakob EURO PM2005 : congress & exhibition : 2-5 October 2005, Prague, Czech
Republic : proceedings. Volume 1 2005/ p. 217-222 :ill

Mechanical properties and features of erosion of cermets
Hussainova, Irina; Jevgrafova, Natalja Book of abstracts of 4th EUROMECH Solid Mech. Conf 2000 / p. 509

Mechanical properties and features of erosion of cermets
Hussainova, Irina; Pirso, Jiiri; Kiibarsepp, Jakob Abstracts of 13th International Conference on Wear of Materials 2001 / p. 99

Mechanical properties and features of erosion of cermets
Hussainova, Irina; Kiibarsepp, Jakob 4th EUROMECH : Solid Mechanics Conference, Metz, France, June 26-30, 2000 : book of
abstracts Il, general sessions 2000 / p. 509

Mechanical properties of hard metals and their erosive wear resistance
Reshetnjak, Heinrich; Kiibarsepp, Jakob Wear 1994 / p. 185-193:ill

Mechanism of abrasion-erosion wear of thermal sprayed coatings
Kulu, Priit; Veinthal, Renno; Ko, Jakub; Lille, Harri Advances in mechanical behaviour, plasticity and damage : proceedings of
EUROMAT 2000. Volume 1 2000 / p. 651-656 : ill

Mechatronical system to investigate the wear and shift of construction elements
Ajaots, Maido; Jakobson, Mart; Ojamae, Argo; Pihl, Toomas OST-98 Symposium on Machine Design : [Oulanka, Finland,
October 1-3, 1998] : proceedings 1998 / p. 51-55: ill https://www.ester.ee/record=b1237246*est

Metallide kulumisest abrasiivjoas : dissertatsioon
Kleis, llmar 1959 http://www.ester.ee/record=b2618797*est

Metallide kulumisest abrasiivjoas kdrgendatud temperatuuridel
Suur, Uno 1966 http://www.ester.ee/record=b2136265*est

Metallide kulumisest tihendatud abrasiivmassis
Saar, Bernhard 1965 http://www.ester.ee/record=b2183368*est

Metallide kulumisprotsessi uurimine abrasiivse vahekihi toimel
Valdma, Leo 1956 http://www.ester.ee/record=b2154642*est

Metallide t6diga : korrosioon, kulumine, vdasimine, roomavus
Kallas, Paul; Kulu, Priit 1994 https://www.ester.ee/record=b1066558*est

Metallmaatrikskomposiitmaterjalid triboloogias : avalik loeng 3. mail 2007 TTUs
Veinthal, Renno Tallinna Tehnikatlikooli aastaraamat 2007 2008 / k. 326-331 : ill


https://www.ester.ee/record=b2449987*est
https://doi.org/10.1016/j.jmrt.2025.06.095
https://doi.org/10.1016/j.wear.2015.02.031
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84937932009&origin=inward&txGid=1a2af59f39714f076e2d31613a253e17
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2015
https://www.webofscience.com/wos/woscc/full-record/WOS:000357438100041
http://ijsrcseit.com/CSEIT17224010
https://www.ester.ee/record=b1237246*est
http://www.ester.ee/record=b2618797*est
http://www.ester.ee/record=b2136265*est
http://www.ester.ee/record=b2183368*est
http://www.ester.ee/record=b2154642*est
https://www.ester.ee/record=b1066558*est

Micromechanical properties and erosive wear performance of chromium carbide based cermets
Hussainova, Irina; Jasiuk, wona; Sardela, M.; Antonov, Maksim Wear 2009 / p. 152-159 : ill

Micro-scale studies of wear of composite materials
Hussainova, Irina The 4th Nordic-Baltic SPM Workshop, Tartu, Estonia, May 29-31, 2002 : abstract book 2002 / p. 27-28

Microstructural and mechanical characteristics of in situ synthesized chromium-nickel-graphite composites
Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei; Juhani, Kristjan Materials science forum 2007 / Progress in powder metallurgy, p.
1209-1212 : ill https://www.scientific.net/MSF.534-536.1209

Microstructural aspects of abrasive wear of composite powder materials and coatings
Veinthal, Renno; Kulu, Priit; Kaerdi, Helmo International journal of materials & product technology 2011 / p. 92-119 :ill

Microstructural aspects of erosive wear of particulate reinforced composites
Hussainova, Irina; Pirso, Jiiri Book of the abstracts of 2003 International Conference on Powder Metallurgy & Particulate Materials
:Las Vegas, USA, 2003 2003 / p. 122

Microstructural aspects of erosive wear of particulate reinforced composites [Electronic resource]
Hussainova, Irina; Pirso, Jiiri Proceedings of 2003 International Conference on Powder Metallurgy & Particulate Materials :
PM2TEC2003 : Las Vegas, USA, 2003 2003 / [CD-ROM]

Microstructural aspects of fatigue mechanics of hardmetals and cermets
Preis, Irina; Sergejev, Fjodor Macchine Utensili 2004 / July, p. 66-70

Microstructural aspects of thermal sprayed WC-Co coatings and Ni-Cr coated steels = WC-Co termopinnete ja Ni-Cr
pinnatud teraste metallograafilised aspektid
Peetsalu, Priidu 2007 https://www.ester.ee/record=b2315917*est

Microstructural aspects of wear of nonhomogeneous materials
Hussainova, Irina Abstracts of 1st ESF Nanotribology Workshop, Portovenere, Italy, 2002 2002 / p. 43

Microstructural effects on wear of nonhomogeneous hardmetal materials
Hussainova, Irina; Viljus, Mart Proceedings of the Estonian Academy of Sciences. Engineering 2003 / 2, p. 126-136 : il
https:/artiklid.elnet.ee/record=b1012788*est

Microstructural, mechanical and corrosion behaviour of Al-Si alloy reinforced with SiC metal matrix composite
Bandil, Kapil; Vashisth, Himanshu; Kumar, Sourav; Singh, Neera Journal of composite materials 2019 / p. 4215-4223 :ill
https://doi.org/10.1177/0021998319856679 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Microstructure and erosive wear in ceramic-based composites
Hussainova, Irina Wear 2005 / p. 357-365 :ill

Mida teha kulunud autorehvidega?
Pa&ld, Rein; Mespak, Vello; Telgmaa, juhan Aja Pulss : Eesti ajakiri kbigile 1986 / Ik. 9 https://www.ester.ee/record=b1181577*est

Miks kodumasinad aina vdhem vastu peavad? “Probleem on sarnane kiirmoe edukusega.”
digi.geenius.ee 2023 Miks kodumasinad aina vahem vastu peavad? “Probleem on sarnane kiirmoe edukusega.”

Mixed interatomic potentials for simulation of nanofriction and interface phenomena in ceramics
Pokropivny, Vladimir; L6hmus, Ants; Hussainova, Irina 15th International Baltic Conference "Engineering Materials & Tribology.
Baltmattrib - 2006" : October 5-6, 2006, Tallinn, Estonia : abstracts 2006 / p. 7-10 :ill

Modeling of erosion wear of powder composite materials and coatings
Veinthal, Renno; Kulu, Priit; Kéerdi, Helmo Surface modification technologies : proceedings of the 20th International Conference
on Surface Modification Technologies : September 25-29, 2006, Vienna, Austria 2007 / p. 129-132 :ll

Modelling of abrasive wear and prognostication of erosion resistance of powder materials and coatings
Kulu, Priit; Veinthal, Renno; Kéerdi, Helmo International Conference HighMatTech : October 15-19, 2007, Kiev, Ukraine :
proceedings of conference 2007 / p. 472

Modelling of erosion wear of powder composite materials and coatings [Electronic resource]
Veinthal, Renno; Kulu, Priit Proceedings of 15th IFHTSE and 20 SMT Congress : September 2006, Vienna 2006 / [CD-ROM]

Morphological changes on diamond and DLC films during sliding wear = Morfoloogilised muutused teemant- ja
teemandilaadsetel pinnetel liugkulumisel


https://www.scientific.net/MSF.534-536.1209
https://www.ester.ee/record=b2315917*est
https://artiklid.elnet.ee/record=b1012788*est
https://doi.org/10.1177/0021998319856679
https://www.scopus.com/sourceid/21140
https://www.scopus.com/record/display.uri?eid=2-s2.0-85067866670&origin=inward&txGid=3c88b4ace8468bdd5b704d39ef7fb144
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J COMPOS MATER&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000487078400024
https://www.ester.ee/record=b1181577*est
https://digi.geenius.ee/blogi/teadus-ja-tulevik/miks-kodumasinad-aina-vahem-vastu-peavad-probleem-on-sarnane-kiirmoe-edukusega/

Bogatov, Andrei 2015 http:/www.ester.ee/record=b4447899*est

Monede plastmasside erosioonkulumisest
Arumée, Heino 1967 http://www.ester.ee/record=b2199521*est

Nanocrystalline diamond films deformation observed during sliding tests against SizN4 balls as a possible cause for
ripple formation on wear scars surface
Bogatov, Andrei; Viljus, Mart; Raadik, Taavi; Hantschel, Thomas; Podgurski, Vitali Medziagotyra = Materials science 2015/ p.

349-352 : ill https://doi.org/10.5755/j01.ms.21.3.7232 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Avrticle at
WQOS

New high frequency surface fatigue wear tester : design and first results

Antonov, Maksim; Kulu, Priit; Sergejev, Fjodor; Hussainova, Irina; Veinthal, Renno Proceedings of Nordtrib 2008 : 13th Nordic
Symposium on Tribology : Tampere, Finland, 10-13 June, 2008 2008 / p. NT2008-87-24
https://www.researchgate.net/publication/288482524_New_high_frequency_surface_fatigue_wear_tester Design_and_first_results

Novel thermal spray powders for corrosion and wear resistant coatings
Kulu, Priit; Zimakov, Sergei; Goljandin, Dmitri; Peetsalu, Priidu Abstracts of International Conference Materials Engineering and
Tribology 2002 / p. 40

Novel thermal spray powders for corrosion and wear resistant coatings
Kulu, Priit; Zimakov, Sergei; Goljandin, Dmitri; Peetsalu, Priidu MedZiagotyra = Materials science 2002 /4, p. 413-416 :ill

Novel wear resistant WC-based thermal sprayed coatings
Zimakov, Sergei 2004 https://www.ester.ee/record=b1988316*est

Norgavoolu liugekontaktide triboloogia : vaitekiri ... magistri kraadi taotlemiseks
Jakobson, Mart 1998 https://www.ester.ee/record=b2687184*est

On micromechanical problems of erosive wear of particle reinforced composites
Hussainova, Irina Proceedings of the Estonian Academy of Sciences. Engineering 2005/ 1, p. 46-58 : il

Optimization of hardmetal reinforcement content in Fe-based hardfacings for abrasive-impact wear conditions
Surzenkov, Andrei; Tarbe, Riho; Tarraste, Marek; Simson, Taavi; Viljus, Mart; Kulu, Priit European Conference on Heat
Treatment 2016 and 3rd International Conference on Heat Treatment and Surface Engineering in Automotive Applications : 11-13
May 2016, Prague, Czech Republic, Bfevnov Monastery 2016 /[10] p. : ill

Optimization of reinforcement content of powder metallurgy hardfacings in abrasive wear conditions

Simson, Taavi; Kulu, Priit; Surzenkov, Andrei; Tarbe, Riho; Viljus, Mart; Tarraste, Marek; Goljandin, Dmitri Proceedings of
the Estonian Academy of Sciences 2016 / p. 90-96 : ill hitps:/artiklid.elnet.ee/record=b2768203*est https://doi.org/10.3176/proc.2016.2.03
Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Optimization of structure of hardmetal reinforced iron-based PM hardfacings for abrasive wear conditions

Simson, Taavi; Kulu, Priit; Surzenkov, Andrei; Goljandin, Dmitri; Tarbe, Riho; Tarraste, Marek; Viljus, Mart Engineering
materials and tribology XXV 2017 / p. 351-355 https://doi.org/10.4028/www.scientific.net/KEM.721.351 Conference proceedings at
Scopus Article at Scopus

Overview of hard cyclic viscoplastic deformation as a new SPD method for modifying the structure and properties of
niobium and tantalum
Kommel, Lembit Nanotechnology and advanced material science 2024 / 15 p https://doi.org/10.31038/NAMS.2024721

Overview of tunnel boring machines and testing devices for drag bits

Katusin, Dmitri International Journal of Innovative Technology and Interdisciplinary Sciences : UITIS 2018 / p. 34-38 : ill
https://doi.org/10.15157/JITIS.2018.1.1.34-38

Overview of wear problems in circulating fluidized bed boilers
Priss, Jelena; Klevtsov, lvan 12th International Symposium "Topical Problems in the Field of Electrical and Power Engineering.
Doctoral School of Energy and Geotechnology Il : Kuressaare, Estonia, June 11-16, 2012 2012 / p. 157-159 :ill

Patrticle reinforced polymer composites resistance to three body abrasive wear
Aruniit, Aare; Antonov, Maksim; Kers, Jaan; Krumme, Andres TU ja TTU doktorikool "Funktsionaalsed materjalid ja
tehnoloogiad" : 04.-05. mérts 2014, Tartu 2014 /[1] p

Peculiarities of hardmetals wear in blanking of sheet metals
Klaasen, Heinrich; Kiibarsepp, Jakob; Eigi, R. Tribology international 2006 / 4, p. 303-309 : ill


http://www.ester.ee/record=b4447899*est
http://www.ester.ee/record=b2199521*est
https://doi.org/10.5755/j01.ms.21.3.7232
https://www.scopus.com/sourceid/19300157032
https://www.scopus.com/record/display.uri?eid=2-s2.0-84940851287&origin=inward&txGid=b71f413a4bf888964f6913dd7d228c2c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER SCI-MEDZG&year=2015
https://www.webofscience.com/wos/woscc/full-record/WOS:000360971300005
https://www.researchgate.net/publication/288482524_New_high_frequency_surface_fatigue_wear_tester_Design_and_first_results
https://www.ester.ee/record=b1988316*est
https://www.ester.ee/record=b2687184*est
https://artiklid.elnet.ee/record=b2768203*est
https://doi.org/10.3176/proc.2016.2.03
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-84964240075&origin=inward&txGid=de7e2cfb3fcf64035247dc5555d2eba5
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000376418700002
https://doi.org/10.4028/www.scientific.net/KEM.721.351
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85009144937&origin=inward&txGid=5fa1a745155622c2ee9c44d66c0d0c56
https://doi.org/10.31038/NAMS.2024721
https://doi.org/10.15157/IJITIS.2018.1.1.34-38

Performance and failure of carbide composites in different wear conditions
Klaasen, Heinrich; Roosaar, Tonu; Kiibarsepp, Jakob; TSinjan, Aleksei International Powder Metallurgy Congress & Exhibition :
EURO PM2009 : 12th October - 14th October 2009, Copenhagen, Denmark : proceedings. Vol.1 2009 / p. 317-322 : ill

Performance of carbide composites in cyclic loading wear conditions
Klaasen, Heinrich; Kiibarsepp, Jakob; TSinjan, Aleksei; Sergejev, Fjodor Wear 2011/ p. 837-841 :ill

Performance of cemented carbides in cyclic loading wear conditions
Kiibarsepp, Jakob; Klaasen, Heinrich; Sergejev, Fjodor Materials science forum 2007 / Progress in powder metallurgy, p. 1221-
1224 :ill

Performance of cemented carbides in cyclic loading wear conditions
Kiibarsepp, Jakob; Klaasen, Heinrich; Sergejev, Fjodor Extended abstracts of 2006 Powder Metallurgy World Congress :
Busan, Korea, September 24-28. 2 2006 / p. 887-888

Performance of cemented carbides in cyclic loading wear conditions
Kibarsepp, Jakob; Klaasen, Heinrich; Sergejev, Fjodor Progress in powder metallurgy. Part 2, Proceedings of the 2006 Powder
Metallurgy World Congress & Exhibition (PM2006), Busan, Korea, September 24-28, 2006 2006 / p. 1221-1224 : ill

Performance of ceramic-metal composites as potential tool materials for friction stir welding of aluminium, copper and
stainless steel

Kolnes, Mart; Kiibarsepp, Jakob; Sergejev, Fjodor; Kolnes, Mart; Tarraste, Marek; Viljus, Mart Materials 2020 / art. 1994, 18
p. : ill https://doi.org/10.3390/ma13081994 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Performance of hard alloys in abrasive-erosive and sliding wear conditions
Kiibarsepp, Jakob; Klaasen, Heinrich; Vainola, Vello Proceedings of the Estonian Academy of Sciences. Engineering 2004 / 4,
p. 308-314 :ill

Performance of tool steels strengthened by PVD coatings
Klaasen, Heinrich; Kiibarsepp, Jakob; TSinjan, Aleksei; Adoberg, Eron; Vainola, Vello World PM 2010 : International Powder
Metallurgy Congress & Exhibition : 10th October — 14th October 2010 : Fortezza da Basso, Florence, ltaly 2010 / [6] p

Performance of tool steels strengthened by PVD coatings in adhesion and cyclic loading wear conditions
Tsinjan, Aleksei; Klaasen, Heinrich; Kiibarsepp, Jakob; Adoberg, Eron; Talkop, Adolf; Viljus, Mart Proceedings of EURO PM

2011 Congress & Exhibition : October 9-12, 2011, Barcelona, Spain 2011 /[6] p.: ill
https://www.researchgate.net/publication/286309089 Performance_of tool_steels_strengthened by PVD_coatings_in_adhesion_and_cyclic_loa

ding_wear_conditions

Phase, microstructure, and wear behavior of Al203-reinforced Fe-Si alloy-based metal matrix nanocomposites
Saxena, Akash; Singh, Neera; Singh, Bhupendra; Kumar, Devendra; Sadasivuni, Kishor Kumar; Gupta, Pallav; Kumar, Devendra
Proceedings of the institution of mechanical engineers part L Journal of Materials Design and Applications Journal of materials
design and applications 2020 / art. 14644207 1989338, p. 467-480 https://doi.org/10.1177/1464420719893387 Journal metrics at
Scopus Article at Scopus Journal metrics at WOS Article at WOS

The physical mechanism of the formation of metal microspheres in the wear process
Kleis, llmar; Muiste, U.; Pilvre, Uno; Uuembis, Haljand; Uetz, H. Wear : an international journal on the science and technology of
friction, lubrication and wear 1979 / p. 79-85 : ill https://www.ester.ee/record=b1202696*est

Plasma transferred arc hardfacings reinforced by chromium carbide based cermet particles
Zikin, Arkadi; Hussainova, Irina; Winkelmann, Horst; Kulu, Priit; Badisch, Ewald International heat treatment and surface
engineering 2012 / p. 88-92

https://www.researchgate.net/publication/227944686_Plasma_transferred_arc_hardfacings_reinforced_by chromium_carbide_based_cermet par
ticles

Plasma transferred ARC (PTA) hardfacing of recycled hardmetal reinforced nickel-matrix surface composites
Zikin, Arkadi; llo, Sotiraq; Kulu, Priit; Hussainova, Irina; Katsich, Christian; Badisch, Ewald Materials science = MedzZiagotyra
2012/ p. 12-17 : ill https://matsc.ktu.lt/index.php/MatSc/article/view/1334

Pneumo- ja rongasketruslonga erinevus ja mettimise isedarasused
Roode, Sille 1999 https://www.ester.ee/record=b1345527*est

Powder coatings for abrasive wear
Pihl, Toomas 2002 https://www.ester.ee/record=b1733979*est

Prediction of abrasive erosion impact wear of composite hardfacings
Kulu, Priit; Casesnoves, Francisco; Simson, Taavi; Tarbe, Riho Materials Engineering 2017 : selected, peer reviewed papers


https://doi.org/10.3390/ma13081994
https://www.scopus.com/sourceid/76627
https://www.scopus.com/record/display.uri?eid=2-s2.0-85085257273&origin=inward&txGid=90ea77afee689f9da2fc231c0cc8d7a8
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATERIALS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000531829000198
https://www.researchgate.net/publication/286309089_Performance_of_tool_steels_strengthened_by_PVD_coatings_in_adhesion_and_cyclic_loading_wear_conditions
https://doi.org/10.1177/1464420719893387
https://www.scopus.com/sourceid/20971
https://www.scopus.com/record/display.uri?eid=2-s2.0-85077214633&origin=inward&txGid=caa5927c46c739fa2a8ca1d01debf2e5
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P I MECH ENG L-J MAT&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000502924000001
https://www.ester.ee/record=b1202696*est
https://www.researchgate.net/publication/227944686_Plasma_transferred_arc_hardfacings_reinforced_by_chromium_carbide_based_cermet_particles
https://matsc.ktu.lt/index.php/MatSc/article/view/1334
https://www.ester.ee/record=b1345527*est
https://www.ester.ee/record=b1733979*est

from the 26th International Baltic Conference on Materials Engineering 2017, October 26-27, Kaunas, Lithuania 2017 / p. 201-206
https://doi.org/10.4028/www.scientific.net/SSP.267.201 Conference proceedings at Scopus Article at Scopus

Prediction of erosive wear of powder materials with hardmetal-type structure
Veinthal, Renno; Kaerdi, Helmo; Kulu, Priit The 16th International Federation for Heat Treatment and Surface Engineering
(IFHTSE) Congress, Brisbane, Australia, 30.10-02.11.2007 2008 /? p

Principle of magnetic filtration of wear particles in oils by predicting failures in machines
Soon, Ants International DAAAM : [DAAAM National Estonia] : proceedings of the 1st International Conference 25-27th September
1997, Tallinn, Estonia 1997 / p. 32-33:ill

Processing and tribological properties of Cr3C2
Jevgrafova, Natalja; Hussainova, Irina OST-01 Symposium on Machine Design : Tallinn, Estonia, October 4-5, 2001 :
proceedings 2001 / p. 245-250 :ill

Processing and tribological properties of Cr3C2
Jevgrafova, Natalja; Hussainova, Irina International Symposium on Machine Design OST 2001 : [Tallinn, Estonia, October 4-5,
2001] : abstracts 2001 /[1] p

Prognosis of abrasive-erosive wear resistance of powder coatings [Electronic resource]
Kulu, Priit 23rd Meeting IRG-OECD, Coimbra, 2002 2002 / p. 14 [CD-ROM]

Prognostizieren des Strahlverschleisses in Desintegratoren
Ellermaa, Riho-Rene; Kleis, limar Berg- und Hittenmannischer Tag, 1990, Freiberg, DDR 1990/ S. 169-176

Properties of hardmetals influencing their adhesive wear in sheet metal blanking
Klaasen, Heinrich; Kiibarsepp, Jakob 9th Nordic Symposium on Tribology NORDTRIB 2000 : Porvoo, Finland, 11-14 June 2000.
Vol. 32000/ p. 877-885 :ll

Properties of hardmetals influencing their adhesive wear in sheet metal blanking
Klaasen, Heinrich; Kiibarsepp, Jakob Tribologia 2001 /1, p. 23-30 :ill

PTA welding cladding for wear and corrosion protection
Zimakov, Sergei; Keranen, M. Abstracts of 6th Powder Metallurgy RAMPD Net Work Seminar : 29-30 Jan. 2004, Tampere 2004 / p.
?

Pulberpinded
Kulu, Priit 1989 https://www.ester.ee/record=b1240450*est

Railway : wear and noise
Rasmussen, Gunnar Proceedings of the International EAA/EEAA Symposium : Transport Noise and Vibration, Tallinn, 8.06 - 10.06.
1998 1998 / p. 203-208: ill

Real-time machinery monitoring applications in shop floor

Aruvili, Tanel; Reinson, Taavi; Serg, Risto Proceedings of the World Congress on Engineering and Computer Science 2011 :
WCECS 2011 : October 19-21, 2011, San Francisco, USA. Vol. 12011 / p. 337-342 :Iill
https://www.iaeng.org/publication/WCECS2011/WCECS2011_pp337-342.pdf

Research of abrasive erosion wear for Fe-C-Cr-B hard layers

Janauskas, V.; Kreivaitis, R.; Kulu, Priit; Antonov, Maksim; Milcius, D.; Varnauskas, V. Mechanika 2008 / 4, p. 71-76 : ill
https://mechanika.ktu.lt/index.php/Mech/article/view/15098

Residual stresses on various PVD hard coatings on tube and plate substrates

Lille, Harri; Ryabchikov, Alexander; Peetsalu, Priidu; Lind, Liina; Sergejev, Fjodor; Mikli, Valdek; Kiibarsepp, Jakob Coatings
2020/ art. 1054, 11 p https://doi.org/10.3390/coatings10111054 Journal metrics at Scopus Article at Scopus Journal metrics at WOS
Article at WOS

Rippling on wear scar surfaces of nanocrystalline diamond films after reciprocating sliding against ceramic balls
Podgurski, Vitali; Hantschel, Thomas; Bogatov, Andrei; Kimmari, Eduard; Antonov, Maksim; Viljus, Mart; Mikli, Valdek;
Raadik, Taavi; Kulu, Priit Tribology letters 2014 / p. 493-501 : ill https://doi.org/10.1007/s11249-014-0379-z Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Selection criteria for abrasive erosion wear resistant powder coatings
Kulu, Priit; Veinthal, Renno MedZiagotyra = Materials science 2002 / 4, p. 425-429 : il

Selection criteria for abrasive erosion wear resistant powder coatings


https://doi.org/10.4028/www.scientific.net/SSP.267.201
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032230478&origin=inward&txGid=9ebeb07fb152a6a26ef120ec133c9bd2
https://www.ester.ee/record=b1240450*est
https://www.iaeng.org/publication/WCECS2011/WCECS2011_pp337-342.pdf
https://mechanika.ktu.lt/index.php/Mech/article/view/15098
https://doi.org/10.3390/coatings10111054
https://www.scopus.com/sourceid/21100872725
https://www.scopus.com/record/display.uri?eid=2-s2.0-85094863962&origin=inward&txGid=e3d3543bc2a2db8176c17716b597aa9c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=COATINGS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000593524500001
https://doi.org/10.1007/s11249-014-0379-z
https://www.scopus.com/sourceid/18380
https://www.scopus.com/record/display.uri?eid=2-s2.0-84906949048&origin=inward&txGid=3ef7056f33d4c93c28df3b51dc889a70
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL LETT&year=2014
https://www.webofscience.com/wos/woscc/full-record/WOS:000340571700014

Kulu, Priit; Veinthal, Renno Abstracts of 10th Nordic Syl:nposium onTri b'ology NORDTRIB 2002 / p. 163

Selection criteria for abrasive erosion wear resistant powder coatings
Kulu, Priit; Veinthal, Renno Abstracts of International Conference Materials Engineering and Tribology 2002 / p. 38

Selection criteria for abrasive erosion wear resistant powder coatings [Electronic resource]
Kulu, Priit; Veinthal, Renno Proceedings of 10th Nordic Symposium on Tribology NORDTRIB 2002 / [CD-ROM]

Selection criteria for wear resistant powder coatings under extreme erosive wear conditions
Kulu, Priit; Pihl, Toomas Journal of thermal spray technology 2002 / p. 517-522 : ill

Selection of coating systems and processes for different wear conditions
Kulu, Priit; Saarna, Mart; Sergejev, Fjodor; Gregor, Andre; Surzenkov, Andrei Proceedings of 14th Nordic Symposium on
Tribology : NORDTRIB 2010 : 08.06-11.06.2010, Storforsen, Sweden 2010 /[8] p. [CD-ROM]

Selection of hardmetal containing hardfacings for different abrasive conditions

Kulu, Priit; Surzenkov, Andrei; Simson, Taavi; Sarjas, Heikki European Conference on Heat Treatment 2016 and 3rd
International Conference on Heat Treatment and Surface Engineering in Automotive Applications : 11-13 May 2016, Prague, Czech
Republic, Bfevnov Monastery 2016 /[10] p. : ill

Selection of powder coatings for extreme conditions of abrasive wear
Kulu, Priit EUROMAT 2001 : 7th European Conference on Advanced Materials and Processes : Rimini, Italy, 10-14 June, 2001 :
conference abstracts 2001 /p. 117

Selection of powder coatings for extreme conditions of abrasive wear [Electronic resource]
Kulu, Priit Proceedings of 7th European Conference on Advanced Materials and Processes : EUROMAT 2001 : ltaly 2001 / [CD-
ROM]

Selection of powder coatings for extreme erosion wear conditions
Kulu, Priit Advanced engineering materials 2002 / 6, p. 392-397 : il

Selective laser melting of Al-7Si-0.5 Mg-0.5Cu : effect of heat treatment on microstructure evolution, mechanical
properties and wear resistance

Wang, Pei; Yu, Sijie; Shergill, Jaskarn; Chaubey, Anil; Eckert, Jurgen; Prashanth, Konda Gokuldoss; Scudino, Sergio Acta
Metallurgica Sinica (English Letters) 2022 / p. 389-396 : ill https://doi.org/10.1007/s40195-021-01279-1 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Simple modification to the linear wear model in order to consider friction
Pa&dra, Priit; Ajaots, Maido OST-01 Symposium on Machine Design : Tallinn, Estonia, October 4-5, 2001 : proceedings 2001 / p.
37-43 :ll

Simple modification to the linear wear model in order to consider friction
Paodra, Priit; Ajaots, Maido International Symposium on Machine Design OST 2001 : [Tallinn, Estonia, October 4-5, 2001] : abstracts
2001 /[1]p

Simulating sliding wear with finite element method
Podra, Priit; Andersson, Soren Tribology international 1999 / p. 71-81 :ill

Simulation of wear in a rolling-sliding contact by a semi-Winkler model and the Archard'’s wear law
Telliskivi, Tanel Wear 2004 / 7/8, p. 817-831 : ill https://www.sciencedirect.com/science/article/abs/pii/S0043164803005246

Sinter/HIP technology of TiC-based cerments = Titaankarbiidkermiste survepaagutustehnoloogia
Kollo, Lauri 2007

Sliding and erosion wear of cemented carbides
Kiibarsepp, Jakob; Klaasen, Heinrich; Vainola, Vello Engineerings Materials & Tribology 2004 : materials of the Xll-th
International Baltic Conference : September 23-24, Riga, Latvia 2004 / p. 120-122 :ill

Sliding Wear and Debris Evolution in LPBFed Ceramic-Reinforced Steel Composites Under Variable Loads and
Temperatures

Maurya, Himanshu Singh; Kumar, Rahul, 1993-; Subramaniyan, Anand Kumar; Tarraste, Marek; Hussain, Abrar; Rahmani
Ahranjani, Ramin; Juhani, Kristjan; Sergejev, Fjodor; Prashanth, Konda Gokuldoss Materials Chemistry and Physics 2025 / art.

131195 https://doi.org/10.1016/j.matchemphys.2025.131195

Sliding wear behaviour of basalt containing composites with additions of either metallic and/or ceramic phases


https://doi.org/10.1007/s40195-021-01279-1
https://www.scopus.com/sourceid/28585
https://www.scopus.com/record/display.uri?eid=2-s2.0-85110068563&origin=inward&txGid=da0aaee1be15582685940fac9f7456fb
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=ACTA METALL SIN-ENGL&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000672820200001
https://www.sciencedirect.com/science/article/abs/pii/S0043164803005246
https://doi.org/10.1016/j.matchemphys.2025.131195

Antonov, Maksim; Goljandin, Dmitri; Andreev, A.; VoltSihhin, Nikolai; Hussainova, Irina BaltTrib 2013 : VIl International
Scientific Conference : proceedings 2013 / p. 67-72 :ll

Sliding wear of chromium carbide based cermets under different wear conditions
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Proceedings of the 6th International Conference of DAAAM Baltic

"Industrial Engineering" : 24-26th April 2008, Tallinn, Estonia. [2] 2008 / p. 455-459 : ill
http://innomet.ttu.ee/daaam08/Online/Materials%20Engineering/Juhani.pdf

Sliding wear of composite stainless steel hardfacing under room and elevated temperature

Surzenkov, Andrei; Baronins, Janis; Viljus, Mart; Traksmaa, Rainer; Kulu, Priit Materials Engineering 2017 : selected, peer
reviewed papers from the 26th International Baltic Conference on Materials Engineering 2017, October 26-27, Kaunas, Lithuania
2017 / p. 195-200 : ill https://doi.org/10.4028/www.scientific.net/SSP.267.195 Conference proceedings at Scopus Article at Scopus

Sliding wear of Cr3C2-Ni base cermets
Letunovits, Sergei; Viljus, Mart; Pirso, Jiiri MedZiagotyra = Materials science 2002 / 4, p. 477-480 : ill

Sliding wear of Cr3C2-Ni cermets
Letunovits, Sergei; Viljus, Mart; Pirso, Jiiri Abstracts of International Conference Materials Engineering and Tribology 2002 / p. 9

Sliding wear of HVOF sprayed self-fluxing alloy matrix cermet particles reinforced composite coatings
Surzenkov, Andrei; Antonov, Maksim; Mikli, Valdek; Latokartano, Jyrki; Vilgo, Timo; Kulu, Priit BALTTRIB'2013 : VI
International Scientific Conference : 14-15 November 2013, Kaunas, Lithuania : proceedings 2013 / p. 62-66

https://www.researchgate.net/publication/258862543_SLIDING_ WEAR_OF_ HVOF_SPRAYED_SELF-
FLUXING_ALLOY_ MATRIX CERMET_PARTICLES REINFORCED_COMPOSITE_COATINGS

Sliding wear of PVD hard coatings: fatigue and measurement aspects = Ohukeste kévapinnete liugekulumine: vasimuse
ja mooétmise aspektid
Sivitski, Alina 2010 https://www.ester.ee/record=b2635254*est

Sliding wear of the cermets
Letunovits, Sergei; Pirso, Jiiri; Viljus, Mart Engineering Materials & Tribology : BALTMATTRIB - 2003 : 12th International Baltic
Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 70

Sliding wear of TiC-NiMo and Cr3C2-Ni cermet particles reinforced FeCrSiB matrix HVOF sprayed coatings
Surzenkov, Andrei; Antonov, Maksim; Goljandin, Dmitri; Vilgo, Timo; Mikli, Valdek; Viljus, Mart; Latokartano, Jyrki; Kulu, Priit
Estonian journal of engineering 2013 / p. 203-211 : ill htps://doi.org/10.3176/eng.2013.3.03 Article at Scopus

Sliding wear of TiC-NiMo cermets
Pirso, Jiiri; Letunovits, Sergei; Viljus, Mart Tribology international 2004 / p. 817-824 : ill

Sliding wear performance of in-situ spark plasma sintered Ti-TiBw composites at temperatures up to 900 °C
Kumar, Rahul, 1993-; Antonov, Maksim; Liu, Lei; Hussainova, Irina Wear 2021 / art. 203663, 9 p.:iill

https://doi.org/10.1016/j.wear.2021.203663 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Slurry erosion resistance of Cr3C2-Ni cermets

Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart International Powder Metallurgy Congress & Exhibition : EURO PM2009 : 12th October -
14th October 2009, Copenhagen, Denmark : proceedings. Vol.1 2009 / p. 305-310 :ill
https://www.researchgate.net/publication/288472950_Slurry_erosion_resistance_of_Cr3C2-Ni_cermets

Slurry erosion testing of steel with oil shale ash as abrasive

Priss, Jelena; Klevtsov, Ivan; Juhani, Kristjan; Antonov, Maksim 11th International Symposium "Topical Problems in the Field of
Electrical and Power Engineering." Doctoral School of Energy and Geotechnology Il : Parnu, Estonia, January 16-21, 2012 2012 / p.
300-302 :ill

Slurry erosion wear of TiC-NiMo and WC-Co cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart Proceedings of the 7th International Conference of DAAAM Baltic Industrial Engineering :
22-24th April 2010, Tallinn, Estonia. [I] 2010 / p. 456-461 :ill

Solid lubrication at high-temperatures - a review
Kumar, Rahul, 1993-; Hussainova, Irina; Rahmani Ahranjani, Ramin; Antonov, Maksim Materials 2022 / art. 1695

https://doi.org/10.3390/ma15051695 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Solid particle erosion : occurrence, prediction and control
Kleis, limar; Kulu, Priit 2008 http://www.ester.ee/record=b2368841*est

Solid particle erosion : occurrence, prognostification and control


http://innomet.ttu.ee/daaam08/Online/Materials Engineering/Juhani.pdf
https://doi.org/10.4028/www.scientific.net/SSP.267.195
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032180647&origin=inward&txGid=dd6dccac09519bfb3d82b87311dfd450
https://www.researchgate.net/publication/258862543_SLIDING_WEAR_OF_HVOF_SPRAYED_SELF-FLUXING_ALLOY_MATRIX_CERMET_PARTICLES_REINFORCED_COMPOSITE_COATINGS
https://www.ester.ee/record=b2635254*est
https://doi.org/10.3176/eng.2013.3.03
https://www.scopus.com/record/display.uri?eid=2-s2.0-84883395787&origin=resultslist&sort=plf-f&src=s&sot=b&sdt=b&s=DOI%2810.3176%2Feng.2013.3.03%29&sessionSearchId=eace9c38b6c86678145b38bde5cb0d5d
https://doi.org/10.1016/j.wear.2021.203663
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85101375853&origin=inward&txGid=99ff70258fac1dae122e5382c294cec5
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000679099500004
https://www.researchgate.net/publication/288472950_Slurry_erosion_resistance_of_Cr3C2-Ni_cermets
https://doi.org/10.3390/ma15051695
https://www.scopus.com/sourceid/76627
https://www.scopus.com/record/display.uri?eid=2-s2.0-85125177851&origin=inward&txGid=924d94e2ecb0b693862249527c623d5c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATERIALS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000771288100001
http://www.ester.ee/record=b2368841*est

Kleis, llmar; Kulu, Priit 2005 https://www.ester.ee/record=b2080005*est

Solid particle erosion of refractories : A critical discussion of two test standards
Varga, Markus; Antonov, Maksim; Tumma, Mike Wear 2019 / p. 552-561 : ill https:/doi.org/10.1016/j.wear.2018.12.062 Journal
metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Solid particle erosion of the Cr3C2-Ni metalmatrix composites
Antonov, Maksim; Hussainova, Irina; Pirso, Jiiri OST-01 Symposium on Machine Design : Tallinn, Estonia, October 4-5, 2001 :
proceedings 2001 / p. 233-243 :Ill

Solid particle erosion of thermal sprayed coating
Kulu, Priit Abstracts of International Conference on Erosive and Abrasive Wear Il : Cambridge, UK, 2003 2003 /p. 1.3
https://www.sciencedirect.com/science/article/abs/pii/S0043164804001644

Solid particle erosion of thermal sprayed coatings
Kulu, Priit; Hussainova, Irina; Veinthal, Renno Wear 2005 / 1/4, p. 488-496 :ill

Some aspects of solid particle erosion of cermets
Hussainova, Irina Tribology international 2001 / p. 89-93

Strahl VerschleiBuntersuchungen an modernen Konstruktionswerkstoffen
Kleis, limar; Pappel, Toivo; Arumée, Heino Wissenschaftliche Berichte der Ingenieurhochschule Zittau 1982 / p. 64-66

Structure and properties of HVOF-sprayed and PTA-welded cermet hard phase reinforced Fe-matrix based coatings
Kulu, Priit; Zikin, Arkadi; Surzenkov, Andrei; Tarbe, Riho 2nd Mediterranean Conference & New Challenges on Heat Treatment

and Surface Engineering : Dubrovnik-Cavtat, Crovatia, 11-14 June 2013 2013 / p. 37-44
https://www.inderscienceonline.com/doi/abs/10.1504/IJMMP.2014.061054

Structure and properties of HVOF-sprayed and PTA-welded cermet hard phase reinforced Fe-matrix-based coatings
Kulu, Priit; Zikin, Arkadi; Surzenkov, Andrei; Tarbe, Riho International journal of microstructure and materials properties 2014 / p.
4-14 https://doi.org/10.1504/IIMMP.2014.061054 Journal metrics at Scopus Article at Scopus

Structure sensitivity of hard metals and their durability in metal forming operations
Kiibarsepp, Jakob; Reshetnjak, Heinrich International DAAAM : [DAAAM National Estonia] : proceedings of the 1st International
Conference, 25-27th September 1997, Tallinn, Estonia 1997 / p. 133-136: ill

Structure sensitivity of wear resistance of hardmetals
Reshetnjak, Heinrich; Kiibarsepp, Jakob International journal of refractory metals & hard materials 1997 / p. 89-95: ill
https://doi.org/10.1016/S0263-4368(96)00018-2

Structure sensitivity of wear resistance of hardmetals
Reshetnjak, Heinrich; Kiibarsepp, Jakob The technology, application and markets of hard and superhard materials : abstracts of the
International Conference in Johannesburg, South-Africa, 1995 / South-African Powder Metallurgy Association 1995 / p. 24

Study of properties of HVOF-sprayed coatings
Kulu, Priit; Ojaviir, Marek; Veinthal, Renno Proceedings of the 2nd International Conference, 27-29th April 2000, Tallinn, Estonia /
DAAAM International Vienna, DAAAM National Estonia 2000 / p. 214-217 :ill

Subsurface of Cr3C2-Ni cermets modified by wear [Electronic resource]
Antonov, Maksim; Hussainova, Irina Proceedings of the 10th International Conference of the European Ceramic Society 2008 / ?
p. [CD-ROM] https://www.academia.edu/24587100/Subsurface_of Cr 3_C_2 Ni_Cermets_Modified by Wear

Superior wear resistance in EBM-Processed TC4 alloy compared with SLM and forged samples
Zhang, Weiwen; Qin, Peiting; Wang, Zhi; Yang, Chao; Kollo, Lauri; Grzesiak, Dariusz; Prashanth, Konda Gokuldoss Materials
2019/ art. 782 https://doi.org/10.3390/ma12050782 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Surface fatigue and wear of PVD coated punches during fine blanking operation
Sergejev, Fjodor; Peetsalu, Priidu; Sivitski, Alina; Saarna, Mart; Adoberg, Eron Engineering failure analysis 2011 / p. 1689-
1697 :ill

Surface fatigue and wear resistance of thin and thick hard coatings

Kulu, Priit; Saarna, Mart; Sergejev, Fjodor; Gregor, Andre; Sivitski, Alina; Mdller, H. IFHTSE International Federation for Heat
Treatment and Surface Engineering 18th Congress : July 26-30, 2010, Rio de Janeiro, Brazil : [CD-ROM] 2010
https://www.researchgate.net/publication/289598093_Surface_fatigue_and_wear_resistance of_thin_and_thick_hard_coatings

Surface fatique processes at impact wear of powder materials


https://www.ester.ee/record=b2080005*est
https://doi.org/10.1016/j.wear.2018.12.062
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-85061024098&origin=inward&txGid=923e144c5797834fe4575c5b0180ed6d
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000464583700055
https://www.sciencedirect.com/science/article/abs/pii/S0043164804001644
https://www.inderscienceonline.com/doi/abs/10.1504/IJMMP.2014.061054
https://doi.org/10.1504/IJMMP.2014.061054
https://www.scopus.com/sourceid/6400153167
https://www.scopus.com/record/display.uri?eid=2-s2.0-84901640272&origin=inward&txGid=199fd591ce48764d0095fa13c8d32882
https://doi.org/10.1016/S0263-4368(96)00018-2
https://www.academia.edu/24587100/Subsurface_of_Cr_3_C_2_Ni_Cermets_Modified_by_Wear
https://doi.org/10.3390/ma12050782
https://www.scopus.com/sourceid/76627
https://www.scopus.com/record/display.uri?eid=2-s2.0-85064313062&origin=inward&txGid=4656b5190bec279734a1d2436c38ed72
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATERIALS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000462543700098
https://www.researchgate.net/publication/289598093_Surface_fatigue_and_wear_resistance_of_thin_and_thick_hard_coatings

Kulu, Priit; Veinthal, Renno; Saarna, Mart; Tarbe, Riho Wear 2007 / 1, p. 463-471 :ill

Surface fatique processes at impact wear of powder materials

Kulu, Priit; Veinthal, Renno; Saarna, Mart;, Tarbe, Riho WOM : 16th International Conference on Wear of Materials : Montreal,
Quebec, Canada, April 15-19, 2007 : delegate manual 2007 / p. 17D.1
https://www.sciencedirect.com/science/article/pii/S0043164807003894

Sustainable fabrication of polypropylene-postconsumer cotton composite materials : circularity, characterization,
mechanical testing, and tribology
Hussain, Abrar; Podgurski, Vitali; Goljandin, Dmitri; Antonov, Maksim; Viljus, Mart; Krasnou, lllia Materials today

sustainability 2023 / art. 100344, 16 p. : ill https:/doi.org/10.1016/j.mtsust.2023.100344 Journal metrics at Scopus Article at Scopus
Journal metrics at WOS Article at WOS

Temperature-induced wear micro-mechanism transition in additively deposited nickel alloys with different solid lubricants
Kumar, Rahul, 1993-; Hussainova, Irina; Antonov, Maksim; Maurya, Himanshu Singh; Rodriguez Ripoll, Manel Wear 2024 / art.

205452 https://doi.org/10.1016/j.wear.2024.205452

Testing a method for evaluating the performance of coatings on end mills in semi-industrial conditions
Leemet, Tonu; Allas, Jaanus; Madissoo, Marten; Adoberg, Eron; Saar, Rando Agronomy research 2014 / p. 263-268 :ill

https://www.cabidigitallibrary.org/doi/pdf/10.5555/20143184842 Journal metrics at Scopus Article at Scopus

The abrasive erosion wear resistance of powder coating
Kulu, Priit Tribologia : Finnish journal of tribology 1989 / p. 12-25 https://www.ester.ee/record=b1585989*est

The effect of microstructure evolution on the wear behavior of tantalum processed by Indirect Extrusion Angular
Pressing

Omranpour Shahreza, Babak; Huot, Jacques; Antonov, Maksim; Kommel, Lembit; Sergejev, Fjodor; Perez Truijillo, Francisco
Javier; Heczel, Anita; Gubicza, Jeno International journal of refractory metals and hard materials 2023 / art. 106079, 11 p. :ill
https://doi.org/10.1016/}.iirmhm.2022.106079 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

The effect of test conditions on the erosion resistance of cermets
Antonov, Maksim; Hussainova, Irina International Symposium on Machine Design OST 2001 : [Tallinn, Estonia, October 4-5, 2001]
: abstracts 2001 /[1] p

The features of wear and application of hardmetals
Kiibarsepp, Jakob; Pirso, Jiiri; Annuka, Harri Mekaaniset kulumisilmiét ja kulutusta kestavat materiaalit : proceedings of spring
seminar, June 8-10, 1998, Korpilahti, Finland 1998 / p. 14.1-14.5

The hard-particle erosion of engineering ceramics

Kleis, limar; Pappel, Priit Powder Technology 95 : Vth Baltic Conference, November 7-8, 1995, Tallinn 1995 /1. 29
https://www.ester.ee/record=b1492085*est

The influence of cleaning on corrosive-erosive wear of steam boiler heating surface tubes
Ots, Arvo The impact of ash deposition on coal fired plants 1994 / p. 759-766: ill

The influence of refractory composition in binder phase on wear properties of boron carbide aluminium composites
Kommel, Lembit; Traksmaa, Rainer; Kimmari, Eduard Abstracts of 10th Nordic Symposium on Tribology NORDTRIB 2002 / p. 97

The influence of refractory composition in binder phase on wear properties of boron carbide aluminium composites
[Electronic resource]

Kommel, Lembit; Traksmaa, Rainer; Kimmari, Eduard Proceedings of 10th Nordic Symposium on Tribology NORDTRIB 2002 /
Ref. 18 [CD-ROM]

The method for determinating the dynamic hardness of materials
Kleis, limar; Remi, Toomas OST-01 Symposium on Machine Design : Tallinn, Estonia, October 4-5, 2001 : proceedings 2001 / p.
329-331 :ill

The modelling and prognosis of hydroabrasive wear of hard alloys

Valdma, Leo; Kallas, Paul Proceedings of the 5th international congress on tribology, vol. 3 1989 / p. 71-75 : il
https://www.ester.ee/record=b4467987est

The principles of the choice of powder coatings for abrasive erosion wear conditions
Kulu, Priit Tallinna TehnikaUlikooli Toimetised 1991 / k. 106-114:ll

The technology and properties of sprayed coatings
Pihl, Toomas; Mikli, Valdek Proceedings of the 2nd International Conference, 27-29th April 2000, Tallinn, Estonia / DAAAM


https://www.sciencedirect.com/science/article/pii/S0043164807003894
https://doi.org/10.1016/j.mtsust.2023.100344
https://www.scopus.com/sourceid/21100943537
https://www.scopus.com/record/display.uri?eid=2-s2.0-85148692074&origin=inward&txGid=e599bb22c463e22011785127652255c6
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER TODAY SUSTAIN&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:000952546900001
https://doi.org/10.1016/j.wear.2024.205452
https://www.cabidigitallibrary.org/doi/pdf/10.5555/20143184842
https://www.scopus.com/sourceid/21100201050
https://www.scopus.com/record/display.uri?eid=2-s2.0-84901473327&origin=inward&txGid=48a9c48850f6ab6f3e353bc3900cd65e
https://www.ester.ee/record=b1585989*est
https://doi.org/10.1016/j.ijrmhm.2022.106079
https://www.scopus.com/sourceid/12219
https://www.scopus.com/record/display.uri?eid=2-s2.0-85144056837&origin=inward&txGid=926a529c864979ce30897144b79b1a88
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=INT J REFRACT MET H&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:000911733000001
https://www.ester.ee/record=b1492085*est
https://www.ester.ee/record=b4467987*est

International Vienna, DAAAM National Estonia 2000 / p. 218-220

The wear mechanism in heavy-loaded lubricated coated/steel sliding contacts
Vlad, Mihaela; Szczerek, Marian; Michalczewski, Remigiusz, Antonov, Maksim Tribologia 2010 /6, p. 153-168 :ill

https://www.google.com/url?
sa=t&source=web&rct=j&opi=89978449&url=https://bibliotekanauki.pl/articles/190040.pdf&ved=2ahUKEwWi29Zn440elAXxXhMhAIHUbTCiYQF noECBI

QAQ&usg=A0VVaw2FT2xYT98MhnL tulMDb_IU

The wear of PVD coated elements in oscillation motion at high temperature

Michalczewski, Remigiusz; Kalbarczyk, Marek; Slomka, Zbigniew; Liu, Le; Antonov, Maksim; Hussainova, Irina Proceedings of
the Estonian Academy of Sciences 2021 / p. 500-507 : ill https://doi.org/10.3176/proc.2021.4.18 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

The wear resistance tests of cermets and relations between different types of wear
Joost, Renee; Letunovits, Sergei; Pirso, Jiiri; Juhani, Kristjan Proceedings of 14th Nordic Symposium on Tribology :
NORDTRIB 2010 : 08.06-11.06.2010, Storforsen, Sweden 2010 / [6] p.: ill. [CD-ROM]

Thermoeffects on tribological behavior of cermets
Hussainova, Irina OST-01 Symposium on Machine Design : Tallinn, Estonia, October 4-5, 2001 : proceedings 2001 / p. 283-291 :ill

Thermoeffects on tribological behavior of cermets
Hussainova, Irina International Symposium on Machine Design OST 2001 : [Tallinn, Estonia, October 4-5, 2001] : abstracts 2001 /
(lp

Thermomechanical effects on the wear behavior of cermets : flash temperature
Hussainova, Irina Proceedings of the 2nd International Conference, 27-29th April 2000, Tallinn, Estonia / DAAAM International
Vienna, DAAAM National Estonia 2000 / p. 186-189 :ill

Three-body abrasive wear of cermets
Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei; Juhani, Kristjan; Joost, Renee Wear 2011 / p. 2868-2878 : ill

Three-body abrasive wear of reactive sintered WC-Co hardmetals with grain growth inhibitors
Juhani, Kristjan; Pirso, Jiiri; Tarraste, Marek; Viljus, Mart; Suurkivi, Taavi Engineering materials & tribology XXI12014 / p. 277-

282 https://doi.org/10.4028/www.scientific.net/ KEM.604.277 Conference proceedings at Scopus Article at Scopus Conference
proceedings at WOS Article at WOS

Three-body abrasive wear of TiC-NiMo cermets
Pirso, Jiiri; Viljus, Mart; Juhani, Kristjan; Kuningas, Marius Tribology international 2010 / 1/2, p. 340-346 :ill

Three-body abrasive wear of WC-Co composites manufactured by reactive sintering of nanocrystalline powders
[Electronic resource]

Juhani, Kristjan; Joost, Renee; Pirso, Jiiri; Letunovits, Sergei; Viljus, Mart; Tarraste, Marek 5th World Tribology Congress,
WTC 2013 : [proceedings]. Vol. 32014 / p. 2084-2087. [CD-ROM]

3D printed metal and metal-ceramic cellular lattice structures for wear and thermoacoustic applications = 3D prinditud
metall- ja metall-keraamilised kargvore struktuurid triboloogilistele- ja termoakustilistele rakendustele
Holovenko, Yaroslav 2019 https:/digi.lib.ttu.ee/i/?12289

TiAIN coatings tribology for textile machinery parts
Hussain, Abrar; Podgurski, Vitali; Goljandin, Dmitri; Antonov, Maksim Proceedings of the Estonian Academy of Sciences 2021

/p. 163-171 : ill https://doi.org/10.3176/proc.2021.2.04 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at
WOS

TIC-base cermets as wear resistant materials

Kubarsepp, Jakob; Klaasen, Heinrich; Pirso, Jiiri; Klaasen, Heinrich vt.ka Reshetnjak, Heinrich; Reshetnjak, Heinrich vt.ka
Klaasen, Heinrich 9th Nordic Symposium on Tribology NORDTRIB 2000 : Porvoo, Finland, 11-14 June 2000. Vol. 1 2000 / p. 206-
215 :ill

Tire and pavement wear interaction monitoring for road performance indicators
Korbe Kaare, Kati; Kuhi, Kristjan; Koppel, Ott Estonian journal of engineering 2012 / p. 324-335 : ill

Tool life in stainless steel AlSI 304 : applicability of Colding's tool life equation for varying tool coatings

Johansson, Daniel; Leemet, Tonu; Allas, Jaanus; Madissoo, Marten; Adoberg, Eron; Schultheiss, Fredrik Proceedings of the
Estonian Academy of Sciences 2016 / p. 172-176 : ill https:/artiklid.elnet.ee/record=b2768232*est https://doi.org/10.3176/proc.2016.2.13
Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS


https://www.google.com/url?sa=t&source=web&rct=j&opi=89978449&url=https://bibliotekanauki.pl/articles/190040.pdf&ved=2ahUKEwi29Zn44oeIAxXhMhAIHUbTCiYQFnoECBIQAQ&usg=AOvVaw2FT2xYT98MhnLtulMDb_IU
https://doi.org/10.3176/proc.2021.4.18
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-85122087805&origin=inward&txGid=ac4ea934321cb9c7051ff7caad1a6af3
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000750587400005
https://doi.org/10.4028/www.scientific.net/KEM.604.277
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-84898921988&origin=inward&txGid=e40cb4c37bc464b572bfc537d47c4638
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=KEY ENG MATER&year=2005
https://www.webofscience.com/wos/woscc/full-record/WOS:000348041100063
https://digi.lib.ttu.ee/i/?12289
https://doi.org/10.3176/proc.2021.2.04
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-85105097262&origin=inward&txGid=5e99debff807a84b7acba4485b1acb03
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000668180800004
https://artiklid.elnet.ee/record=b2768232*est
https://doi.org/10.3176/proc.2016.2.13
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-84964297336&origin=inward&txGid=cd964e50238efe6a02b26d1cc5cfecbb
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2016
https://www.webofscience.com/wos/woscc/full-record/WOS:000376418700014

Tool wear investigations by direct and indirect methods in end milling
Leemet, Tonu; Allas, Jaanus; Adoberg, Eron Proceedings of the 9th International Conference of DAAAM Baltic Industrial
Engineering, 24-26th April 2014, Tallinn, Estonia 2014 / p. 133-138 :Ill

Tribological and structural aspects of tribo-design of abrasive wear resistant coatings
Kulu, Priit Tribology of surface layers and coatings : proceedings of the 4th International Tribology Conference, PRAGOTRIB 2004 :
Prague, Czech Republic, 17 and 18 June 2004 2004

Tribological behavior at dry sliding by electric current of Cu-Cr-S alloy after equal channel angular pressing
Kommel, Lembit Engineering materials and tribology XXV 2017 / p. 430-435 https:/doi.org/10.4028/www.scientific.net/KEM.721.430

Journal metrics at Scopus Article at Scopus

Tribological behavior of 316L stainless steel manufactured by selective laser melting

Al Noaimy, Omar; AlMangour, Bandar; Abdulsalam, Ezzet H.; Eckert, J.; Prashanth, Konda Gokuldoss; Chaubey, A. K.; Scudino,
S.; Alzuhairyh, Sabih Hashim 4th international conference on architectural & civil engineering sciences 2023 / p. 142-146
https://doi.org/10.24086/ICACE2022/paper.889

Tribological characteristics of micro- and nano-composites Cu-Al203 at room and elevated temperatures
Hvizdos, Pavol; Besterci, Michal; Kulu, Priit High temperature materials and processes 2011/ p. 573-577

Tribological parameters of copper-alumina composite
Hvizdo$, Pavol; Kulu, Priit; Besterci, Michal Engineering materials and tribology 2013 / p. 191-196
https://www.researchgate.net/publication/271863555_Tribological_Parameters_of Copper-Alumina_Composite

Tribological properties of hanocrystalline diamond coating at high temperature sliding conductions [Online resource]
Yashin, Maxim; Baronins, Janis; Menezes, Pradeep; Viljus, Mart, Raadik, Taavi; Bogatov, Andrei; Antonov, Maksim;
Podgurski, Vitali Tartu Ulikooli ASTRA projekt PER ASPERA : Funktsionaalsed materjalid ja tehnoloogiad : [7-8 mértsil 2018,
Tallinn : teesid] GSFMT Scientific Conference 2018 : Tallinn, March 7-8, 2018 : abstracts 2018 / 1 p. : ill http:/fmtdk.ut.ee/teesid-2018/

Tribology of alumina materials for the circular economy of manufacturing textile industries

Hussain, Abrar; Podgurski, Vitali; Goljandin, Dmitri; Antonov, Maksim; Viljus, Mart Proceedings of the Estonian Academy of
Sciences 2021 / k. 215-220 : ill https://doi.org/10.3176/proc.2021.3.01 Journal metrics at Scopus Article at Scopus Journal metrics at
WOS Article at WOS

Tribology of fine-grained cermets
Letunovits, Sergei 2003 https://www.ester.ee/record=b1782627*est

Triboloogia liihikursus
Kleis, llmar 1996 https://www.ester.ee/record=b1071102*est

Two body dry abrasive wear of TiC-NiMo cermets
Pirso, Jiiri; Viljus, Mart; Juhani, Kristjan Tribology - materials, surfaces & interfaces 2007 / 2, p. 68-72

Two-body abrasive wear of WC-Co hardmetals in wet and dry environments
Pirso, Jiiri; Juhani, Kristjan; Viljus, Mart; Letunovits, Sergei Proceedings of the 8th International Conference of DAAAM Baltic
Industrial Engineering, 19-21st April 2012, Tallinn, Estonia. 2 2012 /p. 711-716 : ill

Two-body dry abrasive wear of cermets
Pirso, Jiiri; Viljus, Mart; Juhani, Kristjan; Letunovits, Sergei Wear 2009/ 1/2, p. 21-29 :ill

Two-body dry abrasive wear of Cr3C2-Ni cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; Letunovits, Sergei Proceedings of the Estonian Academy of Sciences. Engineering
2006 /4, p. 368-376 : ill

Two-body dry abrasive wear of Cr3C2-Ni cermets
Juhani, Kristjan; Pirso, Jiiri; Viljus, Mart; LetunovitS, Sergei 15th International Baltic Conference "Engineering Materials &
Tribology. Baltmattrib - 2006" : October 5-6, 2006, Tallinn, Estonia : abstracts 2006 / p. 58-59 :ill

Taitematerjalide mehaaniliste ja fiiiisikaliste omaduste katsetamine
Moisnik, Kuulo 2001 https://www.ester.ee/record=b1601520*est

Wear and friction in boron carbide cermet-steel sliding system
Kommel, Lembit; Hussainova, Irina; Kimmari, Eduard Abstracts of papers from 2nd World Tribology Congress 2001 / p. 93

Wear and friction in boron carbide cermet-steel sliding system [Electronic resource]


https://doi.org/10.4028/www.scientific.net/KEM.721.430
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85009128726&origin=inward&txGid=f0c66b0723bb5795270128ebdd3b4af0
https://doi.org/10.24086/ICACE2022/paper.889
https://www.researchgate.net/publication/271863555_Tribological_Parameters_of_Copper-Alumina_Composite
http://fmtdk.ut.ee/teesid-2018/
https://doi.org/10.3176/proc.2021.3.01
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-85110429411&origin=inward&txGid=224c660eceaab6d06980cd47b3df71fc
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000700776400001
https://www.ester.ee/record=b1782627*est
https://www.ester.ee/record=b1071102*est
https://www.ester.ee/record=b1601520*est

Kommel, Lembit; Hussainova, Irina; Kimmari, Eduard WTC 2001 : 2nd World Tribology Congress : Vienna, Austria, 03-07
September 2001 2001 / [4] p.: ill. [CD-ROM]

Wear behavior of recycled hard particle reinforced NiCrBSi hardfacings deposited by plasma transferred arc (PTA)
process
Zikin, Arkadi; Hussainova, Irina; Katsich, Christian; Kulu, Priit; Goljandin, Dmitri Engineering materials and tribology 2013 / p.

179-184
https://www.researchgate.net/publication/236332219_Wear_Behaviour_of Recycled Hard_Particle_Reinforced NiCrBSi_Hardfacings_Deposited
by Plasma_Transferred_Arc_PTA_Process

Wear behaviour and mechanical properties of sinterhipped hardmetals
Klaasen, Heinrich; Kiibarsepp, Jakob Powder metallurgy 2004 / 2, p. 161-167 : il

Wear behaviour and wear mechanisms of different hardmetal grades in comparison with polycrystalline diamond in a
new impact-abrasion test

Konyashin, |.; Antonov, Maksim; Ries, B. International journal of refractory metals and hard materials 2020 / art. 105286
https://doi.org/10.1016/).iirmhm.2020.105286 Journal metrics at Scopus Article at Sccopus Journal metrics at WOS Article at WOS

Wear behaviour of doped WC—NI based hardmetals tested by four methods
Yung, Der-Liang; Antonov, Maksim; Veinthal, Renno; Hussainova, Irina Wear 2016 / p. 171-179 :ill
https://doi.org/10.1016/j.wear.2016.02.015 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Wear behaviour, durability, and cyclic strength of TiC base cermets
Klaasen, Heinrich; Kiibarsepp, Jakob; Preis, Irina Materials science and technology 2004 / August, 1006-1010 p. : ill

Wear characteristics of TiC-base cermets
Kibarsepp, Jakob; Klaasen, Heinrich; Pirso, Jiiri Materials Engineering & Balttrib 2001 : materials of the X-th International Baltic
Conference : September 27-28, Jurmala, Latvia 2001 / p. 207-211 :ill

Wear mechanisms of PM-HIP tool steels under low and high-stress abrasion : role of carbide type and content
Kumar, Rahul, 1993-; Antonov, Maksim; Berglund, Tomas; Pampori, Tabeen Halawat; Maurya, Himanshu Singh; Viljus, Mart
Journal of materials research and technology 2025 / p. 7016-7025 https://doi.org/10.1016/j.jmrt.2025.04.317

Wear of advanced cemented carbides for metalforming tool materials
Klaasen, Heinrich; Kiibarsepp, Jakob Wear 2004 / p. 846-853 : ill https://doi.org/10.1016/j.wear.2003.08.004

Wear of coatings and hard alloys for jig bushings
Kallas, Paul; Pirso, Jiiri Tallinna Tehnikatlikooli Toimetised 1994 / k. 43-51: ill

Wear of different PVD coatings at industrial fine-blanking field tests
Lind, Liina; Peetsalu, Priidu; Sergejev, Fjodor Medziagotyra = Materials science 2015 / p. 343-348 : ill
https://doi.org/10.5755/j01.ms.21.3.7249 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Wear of hard coatings evaluated by means of kaloMax
Podgurski, Vitali; Gregor, Andre; Adoberg, Eron; Kulu, Priit 15th International Baltic Conference "Engineering Materials &
Tribology. Baltmattrib - 2006" : October 5-6, 2006, Tallinn, Estonia : abstracts 2006 / p. 64-65

Wear of hard coatings, evaluated by means of kaloMax
Podgurski, Vitali; Gregor, Andre; Adoberg, Eron; Kulu, Priit Proceedings of the Estonian Academy of Sciences. Engineering
2006 /4, p.419-426 : il

Wear of potential tool materials for aluminium alloys friction stir welding at weld temperatures
Kolnes, Mart; Kiibarsepp, Jakob; Sergejev, Fjodor; Kolnes, Mart Proceedings of the Estonian Academy of Sciences 2019 / p.

198-206 : ill https://doi.org/10.3176/proc.2019.2.12 http://www.kirj.ee/public/proceedings_pdf/2019/issue_2/proc-2019-2-198-206.pdf Journal
metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Wear of PVD coatings on fineblanking punches = PVD pinnete kulumine sisel6ikestantsi templitel
Lind, Liina 2014 https://www.ester.ee/record=b4422007*est

Wear of PVD hard coatings in sliding contacts

Sivitski, Alina; Ajaots, Maido; Pddra, Priit Proceedings of the 6th International Conference of DAAAM Baltic "Industrial
Engineering” : 24-26th April 2008, Tallinn, Estonia. [2] 2008 / p. 549-554 : ill
http://innomet.ttu.ee/daaam08/online/Materials%20Engineering/Sivitski.pdf

Wear of the fuel supply system of CFB boilers
Suik, Heinrich; Pihu, Tonu; Molodtsov, Artjiom Oil shale 2008 / 2, p. 209-216 : ill https:/artiklid.elnet.ee/record=b2384376*est


https://www.researchgate.net/publication/236332219_Wear_Behaviour_of_Recycled_Hard_Particle_Reinforced_NiCrBSi_Hardfacings_Deposited_by_Plasma_Transferred_Arc_PTA_Process
https://doi.org/10.1016/j.ijrmhm.2020.105286
https://www.scopus.com/sourceid/12219
https://www.scopus.com/record/display.uri?eid=2-s2.0-85085916334&origin=inward&txGid=fe4cc8a3a81da31844a84259be57c5dd
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=INT J REFRACT MET H&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000568773600009
https://doi.org/10.1016/j.wear.2016.02.015
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84959449967&origin=inward&txGid=b7838c230e005d69ce64abeca3f3ac2f
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:000372722000020
https://doi.org/10.1016/j.jmrt.2025.04.317
https://doi.org/10.1016/j.wear.2003.08.004
https://doi.org/10.5755/j01.ms.21.3.7249
https://www.scopus.com/sourceid/19300157032
https://www.scopus.com/record/display.uri?eid=2-s2.0-84940878879&origin=inward&txGid=6333a01ec9cc4928e08abc8bcb493616
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER SCI-MEDZG&year=2015
https://www.webofscience.com/wos/woscc/full-record/WOS:000360971300004
https://doi.org/10.3176/proc.2019.2.12
http://www.kirj.ee/public/proceedings_pdf/2019/issue_2/proc-2019-2-198-206.pdf
https://www.scopus.com/sourceid/11500153303
https://www.scopus.com/record/display.uri?eid=2-s2.0-85067595304&origin=inward&txGid=e62311cf8a0d2f1b673ef6cff840a56c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=P EST ACAD SCI&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000467872000012
https://www.ester.ee/record=b4422007*est
http://innomet.ttu.ee/daaam08/online/Materials Engineering/Sivitski.pdf
https://artiklid.elnet.ee/record=b2384376*est

Wear performance of hierarchically structured alumina reinforced by hybrid graphene encapsulated alumina nanofibers
Hussainova, Irina; Baronins, Janis; Drozdova, Maria; Antonov, Maksim Wear 2016 / p. 287-295 : ill

https://doi.org/10.1016/j.wear.2016.09.028 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Wear performance of TiC-base cermets
Roosaar, Tonu; Kiibarsepp, Jakob; Klaasen, Heinrich; Viljus, Mart Materials science 2008 / p. 238-241 :ill

Wear performance of TiC-base cermets
Roosaar, Tonu; Kiibarsepp, Jakob; Klaasen, Heinrich; Viljus, Mart 17th International Baltic Conference : Materials Engineering
2008 : November 6-7, Kaunas, Lithuania : abstracts of papers 2008 / p. 32

Wear properties of duplex treated surfaces

Kulu, Priit; Surzenkov, Andrei; Saarna, Mart 1st Mediterranean Conference on Heat Treatment and Surface Engineering : Heat
Treatment and Surface Engineering in the Manufacturing of Metallic Engineering Components : December 1-3, 2009, Sharm EI-
Sheikh, Egypt 2009 / p. 56

Wear protection of highly loaded components: advantages of plasma transferred arc welding as hardfacing technology
Katsich, Christian; Zikin, Arkadi; Badisch, Ewald Proceedings of the 8th International Conference of DAAAM Baltic Industrial
Engineering, 19-21st April 2012, Tallinn, Estonia. 2 2012 / p. 639-644 : ill

Wear rate of nanocrystalline diamond coating under high temperature sliding conditions

Yashin, Maxim; Baronins, Janis; Menezes, Pradeep; Viljus, Mart, Raadik, Taavi; Bogatov, Andrei; Antonov, Maksim;
Podgurski, Vitali Materials Engineering 2017 : selected, peer reviewed papers from the 26th International Baltic Conference on
Materials Engineering 2017, October 26-27, Kaunas, Lithuania 2017 / p. 219-223 : ill
https://doi.org/10.4028/www.scientific.net/SSP.267.219 Conference proceedings at Scopus Article at Scopus

Wear reduction in bearings by rational choice of geometry
Ajaots, Maido; Tamre, Mart Problemy Eksploatacij : proceedings of the 4th International Symposium INSYCONT'94-SLOVIANTRIB,
Sept. 14-16, 1994, Cracow, Poland 1994 / p. 125-132

Wear resistance and selection of steels, hardmetals and hardfacings for abrasive wear conditions

Kulu, Priit; Tarbe, Riho; Saarna, Mart; Surzenkov, Andrei; Peetsalu, Priidu; Talviste, Kristofer International journal of
microstructure and materials properties 2015/ p. 101-113 https://doi.org/10.1504/IJMMP.2015.068718 Journal metrics at Scopus Article
at Scopus

Wear resistance and toughness of hardmetals
Reshetnjak, Heinrich; Kiibarsepp, Jakob MedZiagotyra = Materials science 1999 /2, p. 69-71:ll

Wear resistance and toughness of hardmetals
Reshetnjak, Heinrich; Kiibarsepp, Jakob Proceedings of the 8th International Baltic Conference : Materials Engineering-99 :
September 23-24, Kaunas, Lithuania 1999/ p. 152

Wear resistance assessment of cermets and hardmetals
Kiibarsepp, Jakob; Reshetnjak, Heinrich; Annuka, Harri International Conference Balttrib'99 : 21-22 September 1999, Kaunas,
Lithuania : proceedings 1999 / p. 76-84: ill

Wear resistance assessment of steel-bonded hard metals
Kiibarsepp, Jakob; Reshetnjak, Heinrich; Annuka, Harri Materials Engineering - 96 : materials of VIth International Baltic
Conference 1996 / p. 51-57: ill

Wear resistance behavior of light-weight composites
Kommel, Lembit; Kimmari, Eduard Abstracts of the XVI-th International Baltic Conference "Engineering Materials & Baltmattrib" :
2007, October 25-26, Riga, Latvia 2007 / p. 22

Wear resistance of hardmetals and cermets in conditions with prevailation of adhesion
Kiibarsepp, Jakob; Reshetnjak, Heinrich Proceedings of the International Conference on Powder Metallurgy & Particulate Materials
PM2TEC'99 : June 20-24, 1999, Vancouver, Canada 1999 /[10] p

Wear resistance of sintered composite hardfacings under different abrasive wear conditions

Simson, Taavi; Kulu, Priit; Surzenkov, Andrei; Tarbe, Riho; Goljandin, Dmitri; Tarraste, Marek; Viljus, Mart; Traksmaa,
Rainer MedZiagotyra = Materials science 2017 / p. 249-253 : ill https:/doi.org/10.5755/j01.ms.23.3.17640 Journal metrics at Scopus
Article at Scopus Journal metrics at WOS Article at WOS

Wear resistance of thermal sprayed coatings


https://doi.org/10.1016/j.wear.2016.09.028
https://www.scopus.com/sourceid/22156
https://www.scopus.com/record/display.uri?eid=2-s2.0-84992129544&origin=inward&txGid=a3cd3e90af3176e75c018ccbe895f20c
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=WEAR&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:000390733400031
https://doi.org/10.4028/www.scientific.net/SSP.267.219
https://www.scopus.com/sourceid/21100305259
https://www.scopus.com/record/display.uri?eid=2-s2.0-85032216460&origin=inward&txGid=9c5e59e5305b33005eb152e70d058988
https://doi.org/10.1504/IJMMP.2015.068718
https://www.scopus.com/sourceid/6400153167
https://www.scopus.com/record/display.uri?eid=2-s2.0-84928011069&origin=inward&txGid=fd13347adae01d242e3d7f2123988ca1
https://doi.org/10.5755/j01.ms.23.3.17640
https://www.scopus.com/sourceid/19300157032
https://www.scopus.com/record/display.uri?eid=2-s2.0-85026908053&origin=inward&txGid=8b75d084668fc7642fcb3b8bd0c0438f
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER SCI-MEDZG&year=2017
https://www.webofscience.com/wos/woscc/full-record/WOS:000408157200011

Kulu, Priit; Pihl, Toomas; Zimakov, Sergei Abstracts of papers of International Conference Balttrib'99 1999 / p. 23

Wear resistance of thermal sprayed coatings
Kulu, Priit; Pihl, Toomas; Zimakov, Sergei International Conference Balttrib'99 : 21-22 September 1999, Kaunas, Lithuania :
proceedings 1999 / p. 311-318: ill

Wear resistance of thermal sprayed coatings on the base of recycled hardmetal
Kulu, Priit; Zimakov, Sergei Surface and coatings technology 2000 / p. 46-51 :ill

Wear resistant powder coatings on the base of recycled hardmetal
Tarbe, Riho; Zimakov, Sergei; Mikli, Valdek; Kulu, Priit; Veinthal, Renno Powder metallurgy progress 2005 / p. 148-157 :ill

Wear resistant recycled hardmetal based hardfacings [Online resource]
Simson, Taavi Tartu Ulikooli ASTRA projekt PER ASPERA : Funktsionaalsed materjalid ja tehnoloogiad : [7-8 marts 2017, Tartu :

teesid] 2017 /[1] p http:/fmtdk.ut.ee/teesid/

Wear resistant self-fluxing alloy based TiC-NiMo and Cr2C3-Ni hardmetal particles reinforced composite coatings
Surzenkov, Andrei; Vallikivi, Ahto; Mikli, Valdek; Viljus, Mart; Vilgo, Timo; Kulu, Priit Proceedings of the 2nd International
Scientific Conference Manufacturing Engineering & Management 2012 : ICMEM 2012 2012 / p. 33-36 : ill

https://www.researchgate.net/publication/262731588_WEAR_RESISTANT_SELF-FLUXING_ALLOY_BASED_TIC-NIMO_AND_CR2C3-
NI_HARDMETAL_PARTICLES_REINFORCED_COMPOSITE_COATINGS

Wear simulation with the Winkler surface model
P6dra, Priit; Andersson, Séren Wear 1997 / p. 79-85 :ill

Wearing model of cemented carbide composites
Valdma, Leo; Kiibarsepp, Jakob; Kallas, Paul; Annuka, Harri Tallinna Tehnikatlikooli Toimetised 1991 / k. 99-105: ill
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Valdma, Leo V3Hoc, ycTanoctb 1 kopposus MeTarrioB : c6opHuk ctateit. 4 1970/ ¢. 51-62 : win
https://www.ester.ee/record=b2189975%est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

BnnsiHne ouncku nOBerHOCTeﬁ HarpeBa NnapoBbIX KOTJIOB Ha U3HOC MeTanna
Ots, Arvo; Suurkuusk, Ténu; Tallermo, Harri TenrnoaHepreTvka 1980 / c. 37-41 : unn https://www.ester.ee/record=b1443335*est
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Herter, Rupert 1980 http://www.ester.ee/record=b1325237*est

BbicokoTemnepatypHas KOppo3usi U UISHOC NOBEPXHOCTEN HarpeBa NnaporeHepaTopoB MEKTPOCTaHLMI B YCIOBUSAX
CXUraHusi NeNNUMIrckoro 6yporo yrns : guccepraums ... KaHguaaTa TeXHU4Yeckux Hayk : 05.14.04 - npomMbILLneHHas
TennosHepreTyka

Herter, Rupert 1979 http://www.ester.ee/record=b2398499*est


https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/Item/28931306-2b98-4361-82fd-7171241556da
https://www.ester.ee/record=b2111354*est
https://digikogu.taltech.ee/et/Item/c96ed6d3-4203-45dd-8179-87f8028f1fba
https://www.ester.ee/record=b2182127*est
https://digikogu.taltech.ee/et/Item/c2de9b3a-cc2e-4883-82d1-7e8605d39dce
https://www.ester.ee/record=b2189975*est
https://digikogu.taltech.ee/et/Item/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/
https://www.ester.ee/record=b1443335*est
https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/Item/876d7109-271d-48ba-b6b2-7bd68c0f4458
https://www.ester.ee/record=b1276393*est
https://digikogu.taltech.ee/et/Item/be560987-a637-4f71-93da-1a9ee9705512
https://www.ester.ee/record=b2181987*est
https://digikogu.taltech.ee/et/Item/15040af2-b264-4339-b7b1-c0140de7d1c1
https://www.ester.ee/record=b1359832*est
https://www.ester.ee/record=b2190313*est
https://digikogu.taltech.ee/et/Item/b5d52827-852f-4b06-9011-e964baabd316/
http://www.ester.ee/record=b1325237*est
http://www.ester.ee/record=b2398499*est
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https://www.ester.ee/record=b1351084*est

U3HoC MeTannoB npu HU3enx TeMnepaTypax B abpa3mBHOM cTpye
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M3HOC TONOYHbIX LUMPM B HU3KOTEMNepaTypPHOI BUXPeBOM TOMNKe NpPU BOOAHOW OUMCTKe
Prikk, Arvi; Ingermann, Karl; Touart, Raivo; Runddgin, J.A. NccriegoBaHue paboTbl naporeHepaTopoB anekTpocTaHumi 1980/ c.
99-107 : vnn https://www.ester.ee/record=b1267046*est https://digikogu.taltech.ee/et/ltem/7b38f6f0-c33e-409¢-9¢20-df3fb2b99715

U3Hoc Tpy6 paanaumMoHHOro naponeperpeBartens nbifiecrnaHueBoro naporeHeparopa npu BOAsAHON OYUCTKE
Ots, Arvo; Touart, Raivo MNpo6riembl paboTbl KOTENMbHbLIX YCTaHOBOK TEMSOBbLIX 3riekTpocTaHumin 1981 / ¢. 3-8 : un

https://www.ester.ee/record=b1326766*est https://digikogu.taltech.ee/et/ltem/4b9fff4d-99cf-4008-8b3d-cfb02089f7f4

M3Hoc Tpy6 WunpMoBbIX NaponeperpeBaTtenen KOTna B yCNoBUsX BOASHON OYUCTKU NPU CXUraHUN Ha3apOBCKOro YA
Ots, Arvo; Tallermo, Harri; Maekiila, Oskar; Randmann, Rein; Touart, Raivo; Siirde, Andres; Schnaider, V.; Stoljarevski, V.
TennoaHepretuka 1984 / c. 34-37 : wun https://www.ester.ee/record=b1443335*est

U3HOoC 3KpaHHbIX TPYO6 KOTNa C.K.4. NPy BOASHON OYMCTKE TOMKU
Ots, Arvo; Tallermo, Harri; Maekiila, Oskar; Randmann, Rein; Tomann, Elvi; Schnaider, V. K.; Stoljarevski, V. TennosHepreTuka
1980 / c. 48-51 : wn https://www.ester.ee/record=b1443335*est

U3HOCOCTOMKME NOPOLLKOBbIE TBepAOCNIaBHble NOKPbITUA
Halling, Jaanus; Kulu, Priit; Kallas, Paul CeorictBa 1 TexHomorvsi n3rotoBrieHns KOMNo3ulMoHHbIX MaTepuanoB 1986 / ¢. 45-51

M3HOCOCTOMKOCTb AeTOHALMOHHbLIX MOKPLITUI Ha CreYeHHbIX CTansx

Kulu, Priit; Kallas, Paul TpeHve v nsHoc B mawwmHax 1983 / ¢. 89-94 : un https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/ltem/876d7109-271d-48ba-b6b2-7bd68c0f4458

U3HOCOCTOMKOCTb KapOMAOXPOMOBBIX CNeYeHHbIX CNylaBoB B abpa3sMBHOM CTpye
Valdma, Leo; Pirso, Jiiri Teanckl 4OKNaa0B BCECOK3HOM HaydHO KOHdepeHLmn "TexHornorus, CBoncTea 1 npuMeHeHue
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M3HOCOCTOWKMX CreYeHHbIX MaTepuarnoB”, 26-28 Hosbpsa 1974 1. 1974 /c. 12-13

MN3HOCOCTOMKOCTbL NMOPOLUKOBbLIX MaTepuanoB U I'IOKprTVIFI
Kulu, Priit 1988 https://www.ester.ee/record=b1245560*est

M3HOCOCTOMKOCTb NOPOLUKOBBLIX MOKPbLITUNA B YCITOBUSIX KOPPO3MOHHO-abpa3sMBHOro U3HaLUMBaHUA
Kulu, Priit; Rouk, Arno; Rouk, Marina V13HococTolikue crneyeHHble MmaTepuans! 1 nokpbitus 1988 / c. 56-61

U3HOCOCTOMKOCTb 351IeMeHTOB U3MeribYMTeNen yaapHoro AeMcTBus
Kleis, llmar; Uuemdis, Haljand 1986 https://www.ester.ee/record=b1524566*est

UcnbiTaHMe cneYeHHbIX MaTepuarioB Ha rugpoabpasuBHOe U3HALLMBaHWe
Valdma, Leo; Kallas, Paul Teavcbl goknagos | pecnybrivkaHckon koHdepeHLIMM No NOPOLLKOBOM MeTaruyprin : Spo3vOHHOCTOMKME
cneyeHHble MaTepuars! U ux npumeHeHue 1975 / ¢.27-28 https://www.ester.ee/record=b1314322*est

UccnegoBaHue B3aMMOCBA3UN rMapoabpasnBHOro U3HOCa U KOPPO3MOHHOM CTOMKOCTU KOMMNO3ULIMOHHbIX MaTepuanoB
Ha OCHOBe Kap6upga 6opa

MapwuHud M.A.; KyseHkoBa M.A.; Besasa H0.B.; Bernoson B.C. M3HococToOKe NOPOLLKOBbIE MaTepuarnb! 1 MOKPbITUS : Te3UChI
[OKIMaoB BTOPOW koHdepeHumm bBammmickux pecnybrmk 1991 / c. 9-10

WccnepoBaHue BNUSIHMA BOASAHOW OYMCTKM TOMKM Ha YCITOBUA paboThbl MeTara 3KpaHHbIX TPYO NapoBbIX KOTIOB :
aBTopecbepar ... KaHaMpaTa TexHuyeckux Hayk (05.04.01)
Touart, Raivo 1982 http://www.ester.ee/record=b1289173*est

WccnepoBaHue BNUSIHMA BOASHOW OYMCTKM TOMKMU HA YCIOBUA paboThbl MeTarnsa 3KpaHHbIX TPY6 napoBbIX KOTNOB :
Aaucceprauma ... KaHguaaTa TexHuYeckux Hayk : 05.04.01 - naporeHepaTopocTpoeHue, rmapoTypoéocTpoeHne u
naporasoTtyp6ocTpoeHue

Touart, Raivo 1982 http://www.ester.ee/record=b2411126*est

WccnepoBaHue BNUSIHMA NPUCYTCTBUSA XKUOKOW cpeAbl Ha 3PO3MOHHOE U3HALMBaHWe METarnmnoB B NOTOKe abpa3uBa :
aBTopedpepar ... KaHAMAATa TeXHUYeCcKux Hayk (05.02.04)
Uksti, Lembit 1983 https://www.ester.ee/record=b1270616*est

UccnegoBaHue BNUsIHUSA peXXUMa Harpy>XeHUsi HA UHTEHCUBHOCTb 3PO3MOHHOI0 U3HALLMBAaHUA 3/1aCTOMEPOB
Pallase, Ado Tpenue 1 usHoc B MaumHax. 15 1989 / c. 21-34

UccnepoBaHue BNUSIHUA TemMnepaTypbl pe3aHusi Ha XapaKkTep U3Hoca 1 CTaTMCTMYeCKoe onvcaHue npouecca
06paboTKM pe3uaMm C YKOPOUYEHHOW 3agHeN NOBEPXHOCTbLIO

Mesila, Rein; Kiittner, Rein Teavcbl foknagoB Ha cekumm 06paboTk MaTepuarioB KOHLEHTPUPOBAHHLIMU NMOTOKAMU SHEPT UM
HayuyHoro CoBeTa no npobrneme "HoBkle npouecchl nonyydeHus n odbpabotku maTtepuranos” AH CCCP : KoHdepeHuus
"Tenrnodusmka TexHorornyeckmx npouecco”, TonbaTTH, ceHTAOpb 1972. Tennodwmsmka pesanua 1972/ c. 33-35

WccnegoBaHMe BO3MOXHOCTEN MOBLILEHUS 3PO3MOHHON CTOMKOCTU HanpaBIieHHbIX MOKPbITUA
Kulu, Priit; Halling, Jaanus; Pérnapuu, Arnold; Pihl, Toomas Te3avcbl goknagoB naTow pecnybrivkaHcKkom KoHdepeHLmm
"OPO3NOHHOCTOMKME NMOPOLLKOBbIE MaTepuarbl U NokpbiTvs" 1988 / ¢. 53-54 https://www.ester.ee/record=b1256812*est

UccnegoBaHue razoabpasvBHOro U3HalWMBaHUA Ha MOOENU LIeHTPOGEeXXHOM KOMNPECCOPHOM MaLLVHbI
Kreevs, V.; Tadolder, M.; Tadolder, Jiiri; Médgi, Rein XXX cTyneH4yeckas Hay4HO-TexHU4Ieckast KoHpepeHUsi By30B
Mpubarmuickux pecnybnvk, Bernopycckorn CCP n Mongasckoii CCP, 8-10 anpensa 1986 roaa : Teavcel goknagos. Towm |,
ABTomMaTuka. QHepreTrka. MexaHuka. Xvmusa 1986 / c. 81 hitps://www.ester.ee/record=b1305565*est

UccnepoBaHue ruapoabpasvBHOro U3HOCa LIeHTPOGEeXHbIX hOPCYHOK
Valdma, Leo; Mosberg, Rudolf; Pirso, Jiiri Pecny6rvkaHckas HayuHasi koHbepeHUys : abpasvBHasi 3po3ust : Te3WCbl 4OKNaA0B
1970/ c. 11-12 https://www.ester.ee/record=b1372146*est

UccnepoBaHue eguHUYHbIX CrieAoOB yaapa U npodyKTa M3Hoca npu abpasuBHOM 3po3um
Uuemoéis, Haljand; Kleis, llmar /3Hoc, yctanocTb 1 koppo3us meTanios : cbopHuk ctateit. 4 1970/ c. 35-49 : unn
https://www.ester.ee/record=b2189975*est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

WccnegoBaHue 3arpA3HeHUsi U U3HOCa NOBEPXHOCTEN HarpeBa NapoBbLIX KOTIIOB NPUY CXXUraHUn 6epe3oBCKOro yris :
aBTopedpepar ... KaHAMAAaTa TeEXHMYECKUX Hayk (05.14.04)
Paist, Aadu 1981 http://www.ester.ee/record=b1322700*est

WccnepoBaHue 3arpA3HeHUsi U U3HOca NOBEPXHOCTEN HarpeBa NapoBbIX KOTSIOB NPU CXXUraHnm 6epe3oBCKOro yrns :
AuccepTaumsa ... KaHguaaTa TeXHMYeckux Hayk : 05.14.04 - npombILluneHHas TensodHepreTnka
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Paist, Aadu 1981 http://www.ester.ee/record=b2398507*est

UccnepoBaHue nsHaluMBaHu1sA B Macce YnioTHeHHOro abpasuBa
Saar, Bernhard; Lepikson, Heino V3Hoc, yctanocTb 1 koppo3ust MeTasuioB : cbopHuk ctatein. 1 1965/ c. 27-41 : wnn
https://www.ester.ee/record=b2181989%est https://digikogu.taltech.ee/et/ltem/c8c0d777-7bb9-4cb8-9189-55809fb62535

Mccne,qosal-me U3HawnBaHusA HaknenaHHbIX TeXHU4YE€CKU YNCTbIX MeTalJioB B CTpye a6pa3MBa
Tadolder, Jiiri /3Hoc, ycTanocts 1 Koppo3ust MeTannoB : CGOpHUK cTaTen. 2 1966 / ¢. 23-33 : un
https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

UccnepoBaHMe U3HaLLMBaHUA HepXKaBekoLWMX cTanen Ha LeHTpobeXXHOM TpubomeTpe
Kallasvee, Andres; Saar, Bernhard TpeHue 1 nsHoc B mawmHax. 14 1987 / c. 64-68

WccnepoBaHue nsHaliMBaHusi nnacTMacc B cTpye abpasuBa
Arumée, Heino V3Hoc, yctanocTb 1 koppo3ust MeTasuioB : cbopHuk ctatei. 2 1966 / c. 89-102 : win

https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

MCCﬂeﬂOBaHMe NU3HalUnBaHuA LleHTpOGe)KHbIX Ma3yTHbIX (bopcyHOK . aBTopecbepaT ... KaHOUAaTa TeXHU4eCKuxX Hayk
(05.02.04)
Nanits, Mats-Maidu 1977 http://www.ester.ee/record=b1318182*est

MCCHeHOBaHVIe U3HalLMBaHuA LIeHTpOﬁe)KHbIX Ma3yTHbIX cbopcyHOK . AuccepTauud ... KaHgupgaTa TeXHMYeCKUX Hayk :
05.02.04 - TpeHMe U U3HOC B MaLLIMHAX
Nanits, Mats-Maidu 1977 http://www.ester.ee/record=b2332170*est

UccnepoBaHne nsHawimMBaHMA UMKITOHOB U razoxonoB kotnoB TI-17
Kleis, limar; Lepikson, Heino; Tadolder, Jiiri 3BecTusa BbicLmX y4eBHbIX 3aBEAeHU. SHEPreTUKa : eXKEMECSYHbI Hay4HO-
TexHnJecku xypHan 1969 / c. 55-60 https://www.ester.ee/record=b2715666*est

UccnepoBaHMe U3HaLLMBaHUA LIMKITIOHOB U razoxogoB koTnoB TI1-17 : (coobueHune)
Lepikson, Heino; Kleis, limar; Tadolder, Jiiri PecnybrvkaHckasi HaydHas koHpepeHums : abpasvBHasn 3po3vs : Te3ucbl AOKNafoB
1970 / c. 6-7 https://www.ester.ee/record=b1372146*est

UccnepoBaHue n3Hoca NPpOOUBHbLIX U
Magi, A. M3Hoc, ycTanocTb 1 KOppo3us MeTasuioB : cbopHuk ctaten. 6 1973 / c. 75-84 : unn hitps:/www.ester.ee/record=b2190621*est
https://digikogu.taltech.ee/et/ltem/b72113fb-37ed-41e2-b029-bf4661300cc1

WccnepoBaHMe M3HOCOCTOMKOCTM MaTepuarioB B YCIOBUSIX 3PO3MU CKOMb3silLen cTpyen abpasmBa : aBTopecdepar ...
KaHOupaTa TexHu4eckux Hayk (05.02.04)
Stupnitski, Anatoli 1977 http://www.ester.ee/record=b1563942*est

WccnegoBaHMe M3HOCOCTOMKOCTM NOALUMMHMKOBLIX MaTepUarnoB Ha YeTbIPexLiapuKOBbIX TPMGoMeTpax
Ajaots, Maido; Lepre, M. Teavckl goknagos XXXI| cTyaeH4eckomn HayqHo-TexHnYeckol koHdepeHumm 1980 / c. 85-86
https://www.ester.ee/record=b1319482*est

WccnepoBaHMe M3HOCOCTOMKOCTM TBEpAbIX crnriaBoB Ha ocHoBe TiC-C B ycrnoBusx 3p03vOHHOr0 U3HaLLIMBaHUSA
Bujanovski, |.; Lindo, G.; TSistjakova, V.; Agosasvili, B.; Pirso, Jiiri; Kallas, Paul N3Hoc B MawwmHax 1 meToab! 3aLmThl OT HEro :
Tesunchbl A0oKNagoB Bcecoto3Homn HaydHom koHdepeHumn, nocesLeHHon 1000-neTwto r. BpsiHcka (BpsiHek, 1985 T.) 1985/ ¢. 180

UccnepoBaHMe N3HOCOCTOMKOCTM Lienu paboyero opraHa aKkckaBaTopa ckpeockoro Tuna 9TL-161
Valdma, Leo XX Hay4Hasi koHdbepeHUmsi, nocBsiLeHHas 25-neTtuio 3ctoHcko CCP 18-22 mas 1965 r. : Teaunckl 1 pestome 1965 / ¢.
118 https://www.ester.ee/record=b1359832*est

UccnepoBaHue maTepuranoB Ha KOPPO3MOHHO-3PO3UOHHBLIA U3HOC B YCITIOBUAX PabOTbI TypOousmenbunTenemn
Kleis, llmar; Sokolov, A.F.; Kuzjukov, A.N. TpeHve 1 usHoc B mawmHax 1978 / c. 33-41 : unn https://www.ester.ee/record=b2190999*est
https://www.etera.ee/zoom/121378/view?

page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5%20%D0%B8 %20 %D0%B8%D0%B7 %D0%BD%D0%BE %
D1%81%20%D0%B2%20%D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&t0col=search&view=0.0.1964.3047

UccnegoBaHMe HEKOTOPbIX 3aKOHOMEPHOCTEN abpa3uBHOM 3pO3nK : aBTopedepar ... KaHauAaTa TEXHUYECKUX HaykK
(162)
Uuemois, Haljand 1968 https://www.ester.ee/record=b1564193*est

WccnepoBaHne HEKOTOPbLIX 3aKOHOMEPHOCTEN U3HALLMBAHMWA U M3MENbYeHUs B YAAPHbIX U3MENbYUTENsX :
aBTopedbepar ... KaHAMAaTa TeXHMYEeCKUx Hayk (05.02.04)

Piel, Maret 1979 http://www.ester.ee/record=b1280911*est
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WccnepoBaHue HEKOTOPbIX 3aKOHOMEPHOCTEN U3HALLMBAHUA U 3MeNbYeHUs B yAAPHbIX U3MeNbYMTensX :
Aaucceprauma ... KaHauaaTa TeXHuYeckux Hayk : 05.02.04 - TpeHue 1 M3HOC B MaluMHax
Piel, Maret 1979 http://www.ester.ee/record=b2381428*est

UccnegoBaHMe HEKOTOPbIX YCIIOBUIM NPUMEHSIEMOCTU TBepAbIx cnnaBoB TiC-cTtanb npu abpa3uBHOM 1
rmgpoabpasnBHOM U3HALUMBAHUN

Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo TpeHvie n nsHoc = Friction and Wear : mexgyHapoaHblii Hay4HbI 1 kypHan 1985 /
c. 851-858 : nnn https://www.ester.ee/record=b1312784*est

UccnegoBaHue npouecca abpa3vBHOro U3HOCa KaHasIoB LIeHTPOGEXXHO-yAapHOM MeNbHULbI
Kleis, llmar; Lugus, Jaan; Uuemois, Haljand C6opHvk Tpynos 1974 / c. 139-148 https://www.ester.ee/record=b1764431*est

WccnepoBaHuve npouecca U3HalMBaHWA METansIoB NPy Hanu4YMmn abpasuBHOM NPOCHONKK : aBTopediepar ... KaHavaaTa
TeXHU4YeCKUX HayK
Valdma, Leo 1956 http://www.ester.ee/record=b2327605*est

UccnepoBaHue npouecca CKonb3sLle-KOpUorimcoBoro n3HamBaHus
Tiimanok, Aleksei; Lugus, Jaan Npon3BoacTBo 1 npuMeHeHWe cunmkaTtHblx 6eToHoB 1976 / ¢. 155-163 : wn
https://www.ester.ee/record=b1351084*est

UccnegoBaHue CBOMCTB KapouaoTUTAHOBLIX TBEPAbIX CMJ1aBOB, CLLEMEHTUPOBAHHbIX CNylaBaMyM Ha OCHOBeE Xerle3a,
npegHa3HayYeHHbIX Ans paboTbl B yCNOBUSAX abpa3sMBHOro U3HalIMBaHUA : aBTopedepar ... KaHaAnAaTa TeEXHUYeCKUX
Hayk (05.16.06)

Kiibarsepp, Jakob 1979 https://www.ester.ee/record=b2341097*est

UccnepoBaHMe COCTOSAHUA MeTanna u M3Hoca 3KpaHHbIX TPYO Npy BOAAHOM O4YUCTKe TONKK naporeHepatopa 1-49
HasapoBckon NP3C
Ots, Arvo; Tallermo, Harri; Tomann, Elvi; Maekiila, Oskar, Randmann, Rein; Schneider, V.; Stoljarevski, V.K. Nccregosanve

paboTbl naporeHepaTopoB anekTpocTaHuuin 1980 / ¢. 79-98 : nnn https://www.ester.ee/record=b1267046*est
https://digikogu.taltech.ee/et/ltem/7b38f6f0-c33e-409c-9¢c20-df3fb2b99715

UccnegoBaHue cnoco60B NOBbLIWEHUS JONTOBEYHOCTM Paboumx Koslec arfioaKcraycrepoB
Kleis, limar; Kovalenko, LI.; Loboda, V.M.; Ovsjannikova, L.B.; Stupnitski, A.M. TpeHve 1 n3Hoc B MaLwmHaXx : CGopHUK cTaTel. 11
1981 / c. 23-41 : unn https://www.ester.ee/record=b2191149*est https://digikogu.taltech.ee/et/ltem/983b9430-cae0-4a0d-a83d-ddb84 3ffcace

UccnegoBaHMe CTOMKOCTU B CTpye abpa3uBa AeKOpaTUBHbIX MaTepuarnioB U NOKPbLITUIA 3KCTepbepa aBTOMOOUNSs
Pappel, Toivo; Vereznikov, V.N.; Judin, V.J. TpeHue n nsHoc B mawmHax. 13 1985/ c. 61-68

UccnepoBaHue CTOMKOCTM K abpa3BHOMY U3HOCY
Vereznikov, V.N.; Judin, V.F ; Kleis, llmar; Pappel, Toivo ABToMOGUNbHas NPOMBILLNEHHOCTb : €XXEMECSHYHbIN Hay4HO-TEXHNYECKUI
XypHan 1984 / c. 28 https://www.ester.ee/record=b2131277*est

WccnepoBaHue TeXHONOrMYeCKNX BO3MOXHOCTEN YIy4LLEeHUs1 U3HOCOCTOMKoCTU cnnasoB TiC-ctanb
Annuka, Harri; Kiibarsepp, Jakob; Valdma, Leo TpeHue n nsHoc B mawmHax. 14 1987 / c. 54-63

WccnepoBaHue yagapHOro M3Hoca MeTannokepaMmyeckux TBepAbIX CriaBoB pasHOW TBepAoCTU
Kleis, llmar M3Hoc, yctanocTb 1 Koppoaus MeTarrioB : c6opHuk ctateir. 1 1965/ c. 11-16 : wunn

https://www.ester.ee/record=b2181989*est https://digikogu.taltech.ee/et/ltem/c8c0d777-7bb9-4cb8-9189-55809fb62535

K maTemaTtnyeckom mogenm o6-bemMHOro nsHoca pabounx konec LIKM
Ovsjannikova, L.B. TpeHue 1 usHoc B mauwmHax 1983 / c. 29-34 : un https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/ltem/876d7109-271d-48ba-b6b2-7bd68c0f4458

KuHeTtuka abpa3vMBHOro n3HaluMBaHUs NOBEPXHOCTEN CMEeYEeHHbIX TBEPAbIX CMNIIaBOB
Pirso, Jiiri; Kallas, Paul BcecotosHasi KoH(bepeHLus No TeKCTypam v pekpuctarmmsauum B MmeTarnnax u cnnasax (11-13 mons) :
Te3uchl goknagos 1980/ c. 282

KoMOWHMpOBaHHbLIN METOL OYUCTKM NOBEPXHOCTEN HarpeBa NnaporeHepaTopos
Ots, Arvo; Suurkuusk, Ténu TennosHepretuka 1976 / c. 60-64 : un https://www.ester.ee/record=b1443335*est

Koppo3unoHHas cToMkocTb cne4vyeHHbIX TBepAbIx cnnaBoB TiC-Fe-Cr u eé BNusHMe Ha KOPPO3MOHHO-abpa3mBHOe
M3HalunBaHue
Kallast, Vambola; Kiibarsepp, Jakob 3auyra metannos 1989 / c. 107-111 :un., Tabn https://www.ester.ee/record=b2054384*est

Koppo3noHHO-3p03MOHHLIN U3HOC NaponeperpeBaTteriei craHLUeBbIX NaporeHepaTopoB : aBTopedepar ... kaHauaara


http://www.ester.ee/record=b2381428*est
https://www.ester.ee/record=b1312784*est
https://www.ester.ee/record=b1764431*est
http://www.ester.ee/record=b2327605*est
https://www.ester.ee/record=b1351084*est
https://www.ester.ee/record=b2341097*est
https://www.ester.ee/record=b1267046*est
https://digikogu.taltech.ee/et/Item/7b38f6f0-c33e-409c-9c20-df3fb2b99715
https://www.ester.ee/record=b2191149*est
https://digikogu.taltech.ee/et/Item/983b9430-cae0-4a0d-a83d-ddb843ffcaee
https://www.ester.ee/record=b2131277*est
https://www.ester.ee/record=b2181989*est
https://digikogu.taltech.ee/et/Item/c8c0d777-7bb9-4cb8-9189-55809fb62535
https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/Item/876d7109-271d-48ba-b6b2-7bd68c0f4458
https://www.ester.ee/record=b1443335*est
https://www.ester.ee/record=b2054384*est

TexXHMU4Yeckux Hayk (05.273)
Tallermo, Harri 1972 http://www.ester.ee/record=b1353514*est

Kopp0o3MoHHO-3p03MOHHLIN U3HOC NaporneperpeBaTenen CraHueBbIX MaporeHepaTopoB : AUccepTauma ... KaHauaarta
TeXHMUYECKUX HayK
Tallermo, Harri 1971 http://www.ester.ee/record=b2266093*est

JNaGopaTtopHble UCnbITaHMs MeTaNIoB Ha U3BHOCOCTOMKOCTb NMPU TPEHUU C abpa3nBHOW NPOCITIONKON
Valdma, Leo N3Hoc, ycTanoctb 1 Koppo3us MeTasrioB : cOopHuk ctaTteit. 2 1966 / c. 113-126 : un

https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

MaluvHa ansi uccnenoBaHns U3HALWMBaHUA CBOGOAHLIM aGpasnBom
Kleis, llmar 1958 https://www.ester.ee/record=b1380584*est https://digikogu.taltech.ee/et/ltem/d7191e54-ef38-4d14-9403-d84fe2df679a

MeToauka u HekoTopble pe3ynbTaTbl UCCNeAoBaHUA YAapHOro U3HOca NpU HA3KUX TemMnepaTypax
Lepikson, Heino; Rein, Siimpoeg V3Hoc, ycTanoctb 1 kopposus MeTasrios : cbopHuk ctateit. 3 1969/ ¢. 31-39 : wn
https://www.ester.ee/record=b2183085"est https://digikogu.taltech.ee/et/ltem/28ca169d-6b4f-44b6-92fd-45d8fc81e458/

MeTtoauka nccnegoBaHUsA 3aKOHOMEPHOCTEN U3HALLMBaHUA UHCTPYMEHTa Npy 06paboTke A4encToro 6eToHa

Seestrand, Lembit Tpenre 1 nsHoc B MalmHax : c6opHuk ctaTtei. 11 1981 / ¢. 13-21 : unn https://www.ester.ee/record=b2191149*est
https://digikogu.taltech.ee/et/ltem/983b9430-cae0-4a0d-a83d-ddb84 3ffcaee

MeTtoauka nccnegoBaHUA U XapaKkTep U3HOCa LIeHTPOOEeXHbIX (pOpCYHOK

Sakarias, A.; Saarse, J.; Valdma, Leo MaumHocTpoeHue 1 ctpontenscTBo : XVIcTyaeHYeckas HaydHO-TeXHMYeckasi KOH(hepeHLust
By30B [Npwubarmvkn, Benopycckon CCP n KarmHuHrpaackon obractu, nocesieHHas 100-netuo co aHa poxaerns B. U. Nlenuna : 20-
25 anpensa 1970 r. : (Te3uckl goknagos) 1970 / c. 33-34 https://www.ester.ee/record=b1379481*est

MexaHu3M razoabpasMBHOro U3HalMBaHUA NOPOLLUKOBbLIX MOKPbITUA
Kallas, Paul; Kulu, Priit; Halling, Jaanus TpeHve v usHoc B maumHax. 13 1985/ c. 37-45

MexaHn3M 1 3aKOHOMEPHOCTM U3HALLMBAHUSA NOPOLLKOBOW CTalNM B YCIIOBUSIX abpa3vBHOW 3p03um
Kulu, Priit; Halling, Jaanus Tpenwve u nsHoc B MawwmHax. 14 1987 / c. 25-31

MexaHu3M n3bupaTtenbLHOro N3HalMBaHUA NOPOLLKOBbLIX TBEPAbIX CMJ1aBoOB
Pirso, Jiiri; Kallas, Paul TpeHue v nsHoc B maumHax. 13 1985/ c. 27-36

MexaHu3M U3HalIMBaHUs 60KOBOW MOBEPXHOCTU MaTpuL, BbIPYOHLIX TBepAOCMIIaBHbIX LUTAMMNOB
Vitsut, E.; Pirso, Jiiri; Kallas, Paul Myt noBbILweHus 3ddheKTUBHOCTM UCMONb30BaHNS MHCTPYMEHTarbHbIX PECYPCOB : COOPHUK
TE3VCOB AOKIIAO0B Hay4YHO-TEXHUYECKOro cemuHapa 1983 / c. 42-49 : un https://www.ester.ee/record=b1291705*est

MexaHM3M M3HALLMBaHMUA NOPOLLUKOBbLIX TBePAbIX CNNaBoOB NPU Manow CKOPOCTU abpa3nBHbIX YacTULy
Kallas, Paul; Plrso, Jiiri TpeHu1e v nsHoc = Friction and Wear : mexayHapoHbl 4 HayqHbI ypHan 1986 / c. 484-492 : vn
https://www.ester.ee/record=b1312784*est

MexaHu4eckne cBOMCTBa U abpa3nBHasi UBHOCOCTOMKOCTb kKapbupocTtanen
Kiibarsepp, Jakob; Resetnjak, Heinrich; Annuka, Harri MNMopoLkoBas meTannypruvs : Teanchl goknagos XVIBcecoto3Has Hay4Ho-
TexHndeckas koHdepeHumsi, CeepanoBck, 1989. 4. 2 1989 / c. 64-65

MoaenupoBaHue ruapoadpasMBHOro N3Hoca 1 paspaboTka 6e3BoNb(paMoBbLIX TBepAbIX CNNaBoB
Valdma, Leo; Kallas, Paul XVIBcecoto3Hasi HayqHo-TexH14eckas koHdepeHuus "MNopolkoBasi MeTanypra” : Teauchbl AOKIad0B.
Y.31989/c.9-10

MoaenupoBaHue nsHawmBaHus potopa LIKM
Mégi, Rein; Tadolder, Jiiri Tallinna Tehnikadlikooli Toimetised 1991 / k. 30-41: ill

MopgenvpoBaHMe 3pO3MOHHOIO N3HALLMBaHUSA TBePAbIX XPYNKUX MaTepuaroB
Beckmann, G.; Gotzmann, J. TpeHve 1 usHoc B maumHax. 13 1985/ ¢. 103-109

MoaepHU3MpPOBaHHbIN YeTbIpexwapuKOBbLIN TPUOOMETP ANA UCCrefoBaHUA YNOPHbIX NOALUMIMTHUKOB ABUraTenen
npsiMOro npmeBoAa

Kressa, H.; Poller, P.; Velling, Ants XXXIl cTygeH4eckas Hay4HoO-TeXHUYeckas KoHepeHUmMs By30B [MNpubanmuiickux pecnyonmk,
Bernopycckort CCP n Mongasckoit CCP, 19-21 anpensa 1988 r. : Teanchl 4oknagos : [B 3-x vactax], 4. 1 1988 /c. 101
https://www.ester.ee/record=b1571601*est

HeKOTOpre AdHHbIe O rMAp036p33MBHOM U3HOCEe CneYeHHbIX maTepuanoB TUna Kap6|/|,q TUTaHa - cTalb


http://www.ester.ee/record=b1353514*est
http://www.ester.ee/record=b2266093*est
https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/Item/28931306-2b98-4361-82fd-7171241556da
https://www.ester.ee/record=b1380584*est
https://digikogu.taltech.ee/et/Item/d7191e54-ef38-4d14-9403-d84fe2df679a
https://www.ester.ee/record=b2183085*est
https://digikogu.taltech.ee/et/Item/28ca169d-6b4f-44b6-92fd-45d8fc81e458/
https://www.ester.ee/record=b2191149*est
https://digikogu.taltech.ee/et/Item/983b9430-cae0-4a0d-a83d-ddb843ffcaee
https://www.ester.ee/record=b1379481*est
https://www.ester.ee/record=b1291705*est
https://www.ester.ee/record=b1312784*est
https://www.ester.ee/record=b1571601*est

Kubarsepp, Jakob; Valdma, Leo TpeHnwve u nsHoc B MauwmHax 1978 / ¢. 57-66 : unn https://www.ester.ee/record=b2190999*est

https://www.etera.ee/zoom/121378/view?
page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD %D0%B8%D0%B5%20%D0%B8%20%D0%B8%D0%B7%D0%BD%D0%BE%
D1%81%20%D0%B2%20%D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tool=search&view=0,0,1964.,3047

HeKOTOpre 3aKOHOMEpPHOCTU aGpa3MBHOﬁ 3po3nun TBEpAbIX CNJ1aBoOB : aBTopecbepaT ... KaHOAWAaTa TeXHN4YeCKMnX Hayk
(325)
Kabral, Hillar-Endel 1970 https://www.ester.ee/record=b1388325*est

HekoTopble 3akOHOMEPHOCTM U3HALLMBaHUS KapbuaocTanen B yCrioBUsix abpasvBHOW 3po3nmn
Resetnjak, Heinrich; Kiibarsepp, Jakob; Sepp, A.; Annuka, Harri Tperue n usHoc = Friction and Wear : MmexxayHapOaHbI Hay4HbI
xypHan 1989 / ¢. 525-529 : unn https://www.ester.ee/record=b1312784*est

HekoTopble KonMyecTBeHHbIE 3aBUCUMOCTN U3HALLMBaHUSA TEXHUYECKN YUCTbIX MeTannoB
Tadolder, Jiiri XX Hay4Has koHpepeHUmsi, nocBsiLLeHHas 25-neTuto dctoHckon CCP 18-22 masa 1965 r. : Tesuckl 1 pestome 1965 /

c. 118-119 https://www.ester.ee/record=b1359832*est

HekoTopble konnyecTBeHHble 3aBUCUMOCTU U3HALLMBAHUSA TEXHUYECKU YNCTbIX MeTaslfioB
Tadolder, Jiiri V3Hoc, ycTanocts 1 koppo3us MeTannoB : coopHuK ctaTen. 2 1966 / c. 3-13 : umn

https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

HekoTopble NnpobnemMbl co3AaHuA cTaHAAPTHLIX METOAOB UCTIbITAHUA Ha abpa3nMBHOe U3HaLLMBaHWE B CBeTe
3HepreTUyeckomn KoHuUenuum : asTopedepar ... KaHAnAaTa TexHUYeckux Hayk (05.02.04)
Pappel, Toivo 1975 http://mww.ester.ee/record=b1318201*est

HekoTopble NnpobnemMbl CO3AaHUA cCTapAapTHbIX METOAOB UCTbITAaHUA Ha abpa3MBHOe U3HaLLMBaHWe B CBeTe
3HepreTM4eCKOM KOHLEeNLMM : auccepTauus ... KaHaunaaTa TexHM4eckux Hayk : 05.02.04 - TpeHMe u U3HOC B MaLLMHAX

Pappel, Toivo 1975 http://www.ester.ee/record=b2332186*est

HekoTopble pe3ynbTathbl UCCeaoBaHUSA yAApHOro U3HOCa € BIaXKHbIM NECKOM
Siimpoeg, Rein; Kleis, llmar C6opHuk HayuHbIX TpyaoB cTyaeHToB. 4 1965 / ¢. 89-95 : unn https://www.ester.ee/record=b2181987*est
https://digikogu.taltech.ee/et/ltem/15040af2-b264-4339-b7b1-c0140de7d1c1

Het nsHoca...nopoLuky
Arumae, Heino; Kudu, P. CoBeTckasa 3cTtoHns 1983 / c. ? https://www.ester.ee/record=b1447330*est

HoBas mawumHa ans uccnegoBaHUA XapaKTepUCTUK TPEHUS U U3HOCA NOALLMMHUKOB CKOSbXEHUs!

Séargava, Paul; Mosberg, Rudolf X cTyneHyeckasi HaydHO-TeXH/YeCKasi KOH(EPEHLMS BbICLLMX y4eOHbIX 3aBefeHui MNpubarmuky,
Bernopycckon CCP n KarmHuHrpaackon obrnacTtv : aHHOTaumm HaydHbix paboT 1964 / . 39 https://www.ester.ee/record=b1749611*est
http://www.digar.ee/id/nlib-digar:376945

O BnNusiHUM reomeTpuyeckon chopMbl abpasMBHOro 3epHa Npy yaAapHOM U3HaLLMBaHUU
Tadolder, Jiiri N3Hoc, ycTanocts 1 koppo3ust MeTannoB : coopHuk cTaTen. 3 1969 / ¢. 23-29 : unn
https://www.ester.ee/record=b2183085*est https://digikogu.taltech.ee/et/ltem/28ca169d-6b4f-44b6-92fd-45d8fc81e458/

O BnusaHun gobaBok Boabl  Ca(OH)2 Ha MHTEHCUBHOCTbL U3HALLMBaHUA PaboUYNX OPraHOB yAAPHbIX U3MeNbUuTenemn
Uueméis, Haljand; Balbat, A. TpeHue 1 nsHoc B MawmHax 1980 / ¢. 19-24 https://www.ester.ee/record=b2191013*est
https://digikogu.taltech.ee/et/ltem/ce30370b-afd1-4c7d-a563-4e4f7a1b178e

O BNUAHUM TemMnepaTypbl Ha MEXaHM3M U3HALLMBaHUA MeTansoB B CTpye abpa3suBa
Suur, Uno M3Hoc, ycTanocts 1 Kopposus MeTasroB : COopHUK cTaTel. 2 1966 / ¢. 63-76 : unn https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

O BNUsAHUN TepMnyecKkon oopaboTku ctanm Y8 Ha ee UBHOCOCTOMKOCTbL B abpa3nBHOM CTpye

Tamm, F.; Tulp, A.; Kleis, llmar X cTygeH4yeckas Hay4HO-TeXHUHecKasi KOHEePEHLMS BbICLLUX yHeOHbIX 3aBeaeHWi Mpubarruku,
Bernopycckoin CCP 1 KanuHuHrpagckon obnactv : aHHoTaumm HaydHbix paboT 1964 / ¢. 40 https://www.ester.ee/record=b1749611*est
http://mwww.digar.ee/id/nlib-digar:376945

O BO3MOXHOCTM MOAENMPOBaHUA U3HALLMBAHUA MaTepuanoB Ma3yTHbIX (hOPCYHOK
Valdma, Leo; Pirso, Jiiri i3Hoc, ycTtanocTb 1 koppo3auvst meTanoB : cbopHuk ctatent. 5 1972 /. 17-30 : unn

https://www.ester.ee/record=b2190525%est https://digikogu.taltech.ee/et/ltem/bf437fe1-81f3-4dff-97b2-b8d240135d43
O BO3MOXHOCTSIX MOAENUPOBaHUA rMapoadpasnBHOro U3HaLLMBaHUS
Muiste, U.; Kleis, Imar; Uuemdis, Haljand W3Hoc, ycTtanocTtb 1 koppo3us meTarnroB : cOopHuKk ctaten. 5 1972/ ¢c. 71-77 : vn

https://www.ester.ee/record=b2190525%est https://digikogu.taltech.ee/et/ltem/bf437fe1-81f3-4dff-97b2-b8d240135d43

O BO3MOXHOCTSAX CO34aHUA METOAMKM pacyeTa AeTanen Ha yaapHbIA U3HOC


https://www.ester.ee/record=b2190999*est
https://www.etera.ee/zoom/121378/view?page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5 %D0%B8 %D0%B8%D0%B7%D0%BD%D0%BE%D1%81 %D0%B2 %D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tool=search&view=0,0,1964,3047
https://www.ester.ee/record=b1388325*est
https://www.ester.ee/record=b1312784*est
https://www.ester.ee/record=b1359832*est
https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/Item/28931306-2b98-4361-82fd-7171241556da
http://www.ester.ee/record=b1318201*est
http://www.ester.ee/record=b2332186*est
https://www.ester.ee/record=b2181987*est
https://digikogu.taltech.ee/et/Item/15040af2-b264-4339-b7b1-c0140de7d1c1
https://www.ester.ee/record=b1447330*est
https://www.ester.ee/record=b1749611*est
http://www.digar.ee/id/nlib-digar:376945
https://www.ester.ee/record=b2183085*est
https://digikogu.taltech.ee/et/Item/28ca169d-6b4f-44b6-92fd-45d8fc81e458/
https://www.ester.ee/record=b2191013*est
https://digikogu.taltech.ee/et/Item/ce30370b-afd1-4c7d-a563-4e4f7a1b178e
https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/Item/28931306-2b98-4361-82fd-7171241556da
https://www.ester.ee/record=b1749611*est
http://www.digar.ee/id/nlib-digar:376945
https://www.ester.ee/record=b2190525*est
https://digikogu.taltech.ee/et/Item/bf437fe1-81f3-4dff-97b2-b8d240135d43
https://www.ester.ee/record=b2190525*est
https://digikogu.taltech.ee/et/Item/bf437fe1-81f3-4dff-97b2-b8d240135d43

Kileis, llmar /3Hoc, yctanocTb 1 Koppo3ust MeTasrioB : cbopHvk ctaTei. 2 1966 / c. 103-111 hitps://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

O KOpPpPO3NOHHO-MEXAHUYECKOM U3HOCEe 060opyaoBaHus TopthobpukeTHbIX npeanpusaTuin 3CCP

Kallast, Vambola; Uksti, Lembit Teavicbl MexBy30BCKoii KOH(PEPEHLMM MO KOPPO3WM 1 3aLyTe MeTanros 1971 / c. 37-38
https://www.ester.ee/record=b1409081*est

O koachbmumeHTe TpeHUs Nnpy abpasMBHOM U3HALLMBAHWUM METaNmMOB
Valdma, Leo C6opHuk Tpyaos no cdousmke. 1 1959/ c. 3-12 : win https://www.ester.ee/record=b2181306*est
https://digikogu.taltech.ee/et/ltem/db723e21-6629-468d-adb0-cd5b56bb53a2

O KpuTepusx OTHOCUTENIbHOM U3SHOCOCTOMKOCTU U O BNUAHUM aOCOSIOTHLIX Pa3mMepoB MPU UCNbITaHUAX
LMNUHAPUYECKUX oOpasLoB Ha abpa3nBHOE U3HALLMBaHUE
Kuldma, Harry C6opHuk cTaTen no nsHawwmBaHuio 1 3aedanuio matepuanos 1962/ c. 29-34 : unn

https://www.ester.ee/record=b1394579%est https://digikogu.taltech.ee/et/ltem/b6d1e3c1-alec-4c89-b14e-63bd4f9a23b3

O meToauKe uccneaoBaHUsl U3HALWMBAHUA MaTepuanoB rmapoabpasmBHON CTpyen
Valdma, Leo; Nanits, Mats-Maidu; Sargava, Paul; Kallas, Paul /3Hoc, yctanocTts 1 Koppo3usi MeTarmos : cOopHuk ctateit. 7

1975 / c. 33-38 : unn https.//www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22¢-bd484ceb163f

O mexaHu3Me paspyLUIeHUss TEXHUYECKN YACTbIX MeTanmnoB Npy U3HaLLMBaHUM B CTpye abpa3uBa
Tadolder, Jiiri N3Hoc, yctanocTts 1 koppo3ust MeTarrmnoB : c6opHuk cTaTei. 2 1966 / c. 35-40, [4] c. unn.

https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

O mexaHu3Me 3PO3MOHHOIro U3HOCA 31IacTOMEpPOoB
Pallase, Ado TpeHue 1 usHoc B MaumHax. 15 1989/ c. 35-45

O mopanbHOM u3Hoce 060pyAOBaHUA B COLMANMCTUHYECKON MPOMbILLNEHHOCTH

Kala, H.; Soidra, lvo-Aat C6opHVk Hay4HbIX TPYAOB cTyaeHToB. 4 1965 / ¢. 155-164 : unn https://www.ester.ee/record=b2181987*est
https://digikogu.taltech.ee/et/ltem/15040af2-b264-4339-b7b1-c0140de7d1c

(0] HEeKOTOpPbIX 3aKOHOMEPHOCTAX U3HallnBaHuUA matepuanoB ©1n MONOTKOBbIX mMenbHULY
Arumée, Heino; Oispuu, Leo TpeHue u nsHoc B MawmHax 1978 / ¢. 43-49 : wnn https://www.ester.ee/record=b2190999%est
https://www.etera.ee/zoom/121378/view?

page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5%20%D0%B8 %20 %D0%B8%D0%B7 %D0%BD%D0%BE %
D1%81%20%D0%B2%20%D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&t0col=search&view=0.0.1964.3047

O HeKOTOpbIX NpPoGrieMax NPy co3AaHMM CTaHAAPTHLIX METOAOB UCNbITaHMA Ha abpa3nBHOE U3HALLIMBaHKe
Pappel, Toivo; Kleis, limar N3Hoc, yctanocTb 1 Koppo3ns MeTarnmnoB : coopHuk ctatein. 7 1975/ c. 3-10 : wn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55€0-43cf-b22c-bd484ceb163f

O ponu NNacTUYHOCTU NPU U3HALLMBAHUU B CTPye abpa3nBHbIX YacTuUL,
Kallas, Paul TpeHnue 1 usHoc 1994 / 6, c. 1061-1068

O 3PO03NOHHON CTOMKOCTU HEKOTOPbLIX JIErMPOBaHHbLIX MaTtepuanos
Kleis, limar; Pappel, Toivo /3Hoc, ycTanoctb 1 koppo3sus MeTanroB : c6opHuk ctaTtein. 6 1973/ ¢. 23-28 : uin
https://www.ester.ee/record=b2190621*est https://digikogu.taltech.ee/et/ltem/b72113fb-37ed-41e2-b029-bf4661300cc1

06 n3HalwmMBaHUM MeTarioB B abpa3nBHOM CTpye : aBTopedepar ... KaHAuAaTa TEXHUYECKON Hayk
Kleis, llmar 1959 http://www.ester.ee/record=b1378847*est

06 n3HalWMBaHUM METaIIOB B abpa3nBHOM CTpye
Kleis, llmar 1959 https://www.ester.ee/record=b1378875%est https://digikogu.taltech.ee/et/ltem/62387f67-8ebe-4660-806¢c-846f2006935e

06 M3HaWMBaHMK MeTarnmoB B abpasMBHOMN CTPye NPU NOBbIWEHHbIX TeMnepaTtypax : asTopedepar AUC. Ha CouckaHue
Y4€eH. CTeneHu KaHAa. TeXH. HayK
Suur, Uno 1967 http://mww.ester.ee/record=b3994717*est

06 n3HalWIMBaHUM METAJIOB B YNJIOTHEHHOM abpa3nBHOM Macce : aBTopedpepar ... KaHAMAaTa TEXHUYECKUX HayK
Saar, Bernhard 1965 http://www.ester.ee/record=b1517976*est

006 n3HawmMBaHMM MeTansI0B NPU NOBbILLEHHbIX CKOPOCTSX CTPYU
Tadolder, Jiiri 3Hoc, ycTanocTts 1 koppo3ust MeTannoBs : c6opHuk cTaTen. 7 1975 / ¢. 83-86 : unn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22c-bd484ceb163f

006 n3HaWMBaHMUN TEXHUYECKUN YUCTbIX METamoB B a6pa3MBHoﬁ CcTpye : aBTopecpepaT ... KaHAWAaTa TeXHN4YeCKMnX Hayk


https://www.ester.ee/record=b2182111*est
https://digikogu.taltech.ee/et/Item/28931306-2b98-4361-82fd-7171241556da
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https://www.ester.ee/record=b2190999*est
https://www.etera.ee/zoom/121378/view?page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5 %D0%B8 %D0%B8%D0%B7%D0%BD%D0%BE%D1%81 %D0%B2 %D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tool=search&view=0,0,1964,3047
https://www.ester.ee/record=b2190702*est
https://digikogu.taltech.ee/et/Item/7b7b4d74-55e0-43cf-b22c-bd484ceb163f
https://www.ester.ee/record=b2190621*est
https://digikogu.taltech.ee/et/Item/b72113fb-37ed-41e2-b029-bf4661300cc1
http://www.ester.ee/record=b1378847*est
https://www.ester.ee/record=b1378875*est
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http://www.ester.ee/record=b3994717*est
http://www.ester.ee/record=b1517976*est
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https://digikogu.taltech.ee/et/Item/7b7b4d74-55e0-43cf-b22c-bd484ceb163f

Tadolder, Jiiri 1966 http://www.ester.ee/record=b157007 1*est

006 n3HaWMBaHUM TEXHUYECKUX YUCTbIX METasNIOB CKONb3ALLen cTpyen abpasmBa
Stupnitski, Anatoli; Kleis, llmar; Rufanov, J. 3Hoc, ycTanocTb 1 Koppo3us MeTarroB : coopHuk ctateir. 7 1975/ ¢. 23-32 : unn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22c-bd484ceb163f

06 ncnepoBaHUsAX NPOLIECCOB U3HALLIMBaHUA U gucneprupoBaHus B TN
Tadolder, Jiiri Passutrie Hay4HbIX UCCrie4OBaHWIA B 06M1acTy TEXHUHECKMX Hayk B QCToHCckon CCP : Teauchbl pecnybrikaHcKom
KoHdbepeHuumn, TarrmH, 15-16 oktabpsa 1986 r. 1986 / c. 60-63 https://www.ester.ee/record=b1231513*est

06 yBenn4eHMs U3HOCOCTOMKOCTM NOBEPXHOCTU BUGpocenapaTtopoB
Beccapaba B.U.; OepeBsanko T.I.; Qybposckuii B.MN.; Nock J1.B.; Pappel, Toivo KomnosuumoHHbie NOKpbITUSA : Teanckl goknagos IV
Bcecotos3Hom Hay4HO-TeXHUYECKOM kKoHdepeHumn, XKutomup, 1991 1991 / c. 33-34

06 ygapom nsHoce mMetansioB
Kleis, llmar XX HayuHas koHdepeHUus, nocBsiLeHHas 25-neTuo dcToHckon CCP 18-22 mast 1965 r. : Teaucsl u pestome 1965/ c.

117-118 https://www.ester.ee/record=b1359832*est

06 3pO3MOHHOM U3HOCE HEKOTOPbLIX NNacTMace : asTopedepar ... KaHAUAAaTa TeXHUUYECKMX HayK
Arumae, Heino 1967 http://www.ester.ee/record=b1517707*est

OGpasoBaHMe BOJIHUCTbIX I'IOBerHOCTeﬁ B npouecce u3HalumBaHusa
Suur, Uno M3Hoc, ycTanocts 1 Kopposus MeTasos : COopHUK cTaTen. 2 1966 / ¢. 45-62, [12] c. : win
https://www.ester.ee/record=b2182111*est https://digikogu.taltech.ee/et/ltem/28931306-2b98-4361-82fd-7171241556da

OnpepeneHue pacnpegeneHnsi IMHEMHOro U3Hoca no fionactu poropa LIKM
Magi, Rein; Tadolder, Jiiri Tallinna Tehnikaulikooli Toimetised 1991 / k. 42-49: ill

OnpepeneHue ¢hopMbi M pacnonoxeHus packm U3HOCa Ha 3aaHen rpaHu pesua
Jaanson, Arvo CGopHuKk cTaTel No MalMHOCTpoeHuto. 3 1966 / c. 67-74 : unn https://www.ester.ee/record=b2182127*est
https://digikogu.taltech.ee/et/ltem/c2de9b3a-cc2e-4883-82d1-7e8605d39dce

OnTumanbHoe NPOEKTUPOBaHME XKECTKO-NNMacCTUYECKMX CTYNEeHYaTbIX KPYribIX U KOSLEBbIX NNIACTUHOK : aBTopedepar
... KaHaMAaaTa cpmsmnko-maTemaTuyeckmx Hayk (01.02.04)
Salupere, Andrus 1991 http://www.ester.ee/record=b1234733*est

OnTumManbHoe NPOEKTUPOBaHME KEeCTKONIACTUYECKUX CTYNEeHYaTbIX KPYrbIX U KOMNbLUEBbIX MNMaCTUHOK : AUCC. Ha
COMICK. Y4eH. cTen. KaHA. m3snko-maTem. Hayk : 01.02.04 - mexaHuka aecpopMmpyemoro Teepaoro tena
Salupere, Andrus 1991 http://www.ester.ee/record=b2488536*est

OcHoBbI Ansl onpepeneHusi U3Hoca NOBepPXHOCTEN HarpeBa naponeperpeBartenen npyu o6ayBke U APO6GeBON OYUCTKe
Opik, limar; Tallermo, Harri; Tomann, Elvi TenrnosHepreTuka : c6opHvk ctateir. 8 1968 / c. 35-43 : unn
https://www.ester.ee/record=b2182199*est https://digikogu.taltech.ee/et/ltem/a01ec629-96d1-4d89-a2fd-f7825ede610e/

Oco6eHHOCTU MexaHU3Ma rMapPoabpasnBHOroO U3HALLMBAHUA KApOUJOXPOMOBLIX CleYeHHbIX CNIaBOB
Kallas, Paul; Pirso, Jiiri; Valdma, Leo TpeHuve 1 n3Hoc B MawmHax 1978 / ¢. 67-77 : yunn https://www.ester.ee/record=b2190999*est

https://www.etera.ee/zoom/121378/view?

page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5%20%D0%B8 %20 %D0%B8%D0%B7 %D0%BD%D0%BE %
D1%81%20%D0%B2%20%D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tocol=search&view=0.0.1964.3047

OueHKa BNusiHUA n3buparenbHoro usHoca oénonaumBaHus Ha K.IN.[l. ogHoBeHeYHOM TYPOUHHOM CTyNeHu

Avdejev, E.; Zinovjev, Nikolai XVI cTygeH4eckasn Hay4Ho-TexHUYecKkas koHdepeHUms By3oB MNpubantvku, bernopycckot CCP u
KanvHuHrpaackor obrniactu, nocesileHHas 100-netuio co aHst poxaenust B. U. Jlennna : 20-25 anpenst 1970 r. : (Te3vcbl OKNagos).
OnekTpoTexHuka n aHepreTmka 1970 / c. 103-104 https://www.ester.ee/record=b1379483*est

OLieHKa KOHTaKTHbIX MJIOWAAen U AaBneHUn B Napax Ban - BTyJIKa NPy HaKNOHeHHOW OCU
Ajaots, Maido; Tamre, Mart Tperve n usHoc 1993/ 2, c. 334-340: un

MepcnekTMBbLI CNONb30BaHMUA 3aLUMTHO-U3HOCOCTOMKUX NOKPbLITUI Ha 3aBoAe "UnbmapuHe”
Arensburger, Daniil; Pihl, Toomas; R6uk, Arno Tallinna Tehnikadlikooli Toimetised 1990 / k. 19-27: il

MoBbIWeHe U3BHOCOCTOMKOCTU MHCTPYMEHTa Npu ob6paboTke ssiuemcToro 6eToHa
Seestrand, Lembit 1983 https://www.ester.ee/record=b490847 1*est

MoBbIWeHNe NBHOCOCTOMKOCTU MHCTPYMEHTa Npu obpaboTke siuencToro 6eToHa : aBTopedpepar ... KaHaMAaTa
TexHn4Yeckux Hayk (05.02.04)


http://www.ester.ee/record=b1570071*est
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https://www.etera.ee/zoom/121378/view?page=1&p=separate&search=%D0%A2%D1%80%D0%B5%D0%BD%D0%B8%D0%B5 %D0%B8 %D0%B8%D0%B7%D0%BD%D0%BE%D1%81 %D0%B2 %D0%BC%D0%B0%D1%88%D0%B8%D0%BD%D0%B0%D1%85&tool=search&view=0,0,1964,3047
https://www.ester.ee/record=b1379483*est
https://www.ester.ee/record=b4908471*est

Seestrand, Lembit 1984 https://www.ester.ee/record=b2340323*est

MoBblWeHne CTOMKOCTU K UBHOCY AeTOHALMOHHbLIM HanbifieHUeM
Harlamoyv, J.; Sokolov, A. F.; Pappel, Toivo V3Hoc, ycTanoctb 1 koppo3ust MeTasrioB : c6opHuk ctateit. 6 1973 / ¢. 49-54 : win
https://www.ester.ee/record=b2190621*est https://digikogu.taltech.ee/et/ltem/b72113fb-37ed-41e2-b029-bf4661300cc1

MoBbilWweHWe CTOMKOCTU NIONATOK POTOPOB arfloaKcraycrepos
Kleis, llmar; Rufanov, J.; Tadolder, Jiiri MeTannypriyeckas u ropHopyaHasi IPOMbILLNEHHOCTb : HayuHo-TexHuYeckumin cbopHuk 1976
/ c. 86-87

Moka3aTenu oLeHKM U3HOCa TBEPAOCNIIaBHOrO pa3AenurenbHOro wramna
Visut, E.; Pirso, Jiiri; Kleis, llmar Teavcbl foknagoB naTon pecnybrmkaHckom KoHepeHLmm "3 po3MOHHOCTOVKME NOPOLLKOBbIE
mMaTepuansl 1 nokpblTns" 1988 / ¢.36-37 https://www.ester.ee/record=b1256812*est

MNMopolukoBasn meTannyprus

Mosberg, Rudolf; Kiibarsepp, Jakob; Pirso, Jiiri; Arensburger, Daniil; Kudrjavtsev, Vladimir; Kallas, Paul; Annuka, Harri;
Valdma, Leo; Kulu, Priit; Halling, Jaanus; Letunovits, Sergei; Roninson, Aleksander; Laansoo, Andres; Ritso, Aadu; Siimar,
Rein; Liimann, Vdino 1984 https://www.ester.ee/record=b1356624*est

MpegnonoxeHusa no paspaboTke cTaHAApTa Ha onpeaeneHne 3pO3VOHHON CTOMKOCTU MaTepuaroB
Kleis, limar; Tadolder, Jiiri Teauckl aoknagos u cooblueHuin. 17-19 aHeapsa 1972 r. 1972 / c. 25-26

MpuHUMNBLI co30aHNA U BHeApPeHUe 3pO3UOHHOCTONKUX NOPOLLKOBbLIX MaTepuarnoB U NOKPbLITUN : aBTopediepar ...
[JOKTOpa TexHu4Yeckux Hayk (05.16.06)

Kulu, Priit 1988 http://www.ester.ee/record=b1528236*est

Mpucnocob6neHume K LieHTpob6exxHoMy yckopuTento LIYK-3M ansa ucnbitaHusa matepuanoB Ha abpa3nmBHbIA U3HOC C
[00aBKOM XMUAKOCTU

Séargava, Paul; Valdma, Leo V3Hoc, yctanocTb 1 koppo3ust MeTasuioB : cbopHuk ctateit. 6 1973 / c. 55-63 : unn
https://www.ester.ee/record=b2190621*est https://digikogu.taltech.ee/et/item/b72113fb-37ed-41e2-b029-bf4661300cc1

Mpo6nembl 3arpsAsHeHUA, OYUCTKMA U U3HOCA NOBEPXHOCTEN HarpeBa KoTnoB-yTunusartopoB MI-anekrpocTaHuumn
Ots, Arvo; Arro, Hendrik; Prikk, Arvi MpoGrembl pa6oTbl KOTENbHbIX YCTAHOBOK TEMMOBLIX 3rieKTpocTaHumi 1988 / ¢. 41-56

MporHo3MpoBaHMe N3HOCOCTOMKOCTU NOPOLLKOBbLIX MaTepuarnoB U NOKPLITUMA B YCIIOBUSAX aGpa3sMBHOM 3pOo3um
Kulu, Priit; Tammeraid, lvar; Halling, Jaanus TpeHve v nsHoc B maumHax. 14 1987 / ¢c. 32-40

MporHosvpoBaHMe N3HOCOCTONKOCTM NOPOLLKOBbLIX MaTepUarnoB 1 NOKPbLITUNA B YCIIOBUSAX abpa3suBHOM 3po3un

Kulu, Priit TpeHure n nsHoc = Friction and Wear : mexayHapoHblii HayqHbI XypHan 1988 / ¢. 919-925 : un
https://www.ester.ee/record=b1312784*est

MporHo3supoBaHue pecypca LIKM npu razoabpasnBHOM U3HaLUMBaHUN
Kleis, limar; Tadolder, Jiiri; Magi, Rein BcecotosHas HaydHo-npakTuieckasn koHgpepeHums "Teopust u NpakTyka co3naHus,
UCTbITaHWs 1 3KCnyaTaums TpuboTexHnieckmx cucteM"” (r. AHgponos, 28-30 mast 1986 r.) : Teanchl goknagos 1986 / c. 23-25

MporHo3npoBaHMe 3PO3NOHHOr0 U3HOCA 3N1IaCTOMEPOB
Pallase, Ado Tallinna Tehnikatlikooli Toimetised 1991 / Ik. 8-16: ill

MporHo3mpoBaHMe 3pO3MOHHOIO0 U3HOCA 311aCTOMEPOB

Pallase, Ado TpuboTexHnyeckme KOMMO3NLMOHHbIE MaTepuarbl Ha OCHOBE TEPMOMIACTUYHbBIX NOMMYPETaHOB, TEXHOOMUS
npou3BoACTBa 1 NepepaboTku, OMbIT BHeAPEHUS B NMPOMBILLNEHHOCTL : Teauchl AokrnaaoB BeecotosHoro cemuHapa, okT. 1989 .,
OnenponeTtposck 1989 / ¢.36-36

Mpo4YHOCTbL U U3HOC BOSb(hpPaMoKOBaNbLTOBbLIX TBEPAbIX CMJIaBOB B CTPye abpa3uBa
Klaasen, Heinrich; Kallas, Paul Tpenve n nsHoc = Friction and Wear : MexgayHapoaHbI i1 Hay4qHbI xypHan 1988 / ¢. 519-523 : un
https://www.ester.ee/record=b1312784*est

Pa3pa60TKa BbICOKOCKOPOCTHbIX YCTAHOBOK A5 KOMMNeCHOro nccrniegoBaHusa npouecca n3amMmenb4eHnsa u USBHallMBaHuA
Kleis, llmar; Uueméis, Haljand; Tiidemann, Tiit C6opHuk Tpyaos 1971/ c. 190-197 : unn https://www.ester.ee/record=b1764431*est

PaspaboTka MeToauku onpeaeneHus abpasvBHOCTU NPOMbILLIIEHHbIX NbiNe NPUMEHUTENbHO K poTopam
LIeHTPOOEXHbIX KOMIMPECCOPHbLIX MaLUWH : aBTopediepar ... KaHAMAaTa TeXHMYecKux Hayk (05.02.04)

Mégi, Rein 1984 https://www.ester.ee/record=b1235753*est

PaspaﬁoTKa MeToAuKUu onpeneneHnsa a6pa3v|B|-|ocw| NMPOMbBILWNIEeHHbIX nbineun NMPUMEeHUTESIbHO K poTOopam


https://www.ester.ee/record=b2340323*est
https://www.ester.ee/record=b2190621*est
https://digikogu.taltech.ee/et/Item/b72113fb-37ed-41e2-b029-bf4661300cc1
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LIeHTPOGEXHbIX KOMIMPECCOPHbLIX MALLMWH : AUCCepTauus ... KaHOuaaTa TeXHU4eckux Hayk : 05.02.04 - TpeHue n U3HOC B
MalLuuHax

Magi, Rein 1982 htips://www.ester.ee/record=b2425576*est

PacuyeTt abpa3uBHOro nsHoca MeTasioB No AnarpamMmam TPeHUs
Valdma, Leo M3Hoc, ycTanocts 1 Kopposust MeTarmnoB : cOopHuk ctaTen. 1 1965/ ¢. 43-48 : unn
https://www.ester.ee/record=b2181989%est https://digikogu.taltech.ee/et/ltem/c8c0d777-7bb9-4cb8-9189-55809fb62535

PacueT n3Hoca reteporeHHbIX NOPOLLUKOBbLIX MaTepuanoB U NOKPbLITUN
Kulu, Priit; Halling, Jaanus TpeHnue n nsHoc B MawmHax. 15 1989 / c. 46-52

PacueT n3Hoca noBepxHOCTeN HarpeBa NaporeHepaTopoB
Ots, Arvo; Suurkuusk, Tonu Korézia v energetike, zbornik prednasok, Kosice, 1978 1978 / c. 39-48

Pacuet n3Hoca noBepxHoCTel HarpeBa naporeHepaTopoB NP CXXUraHUU NENNLUrcKkoro 6yporo yrns
Herter, R.; Ots, Arvo VccrieqoBaHue paboTbl NaporeHepaTopoB arekTpocTaHumi 1979/ c. 117-125 : umn

https://www.ester.ee/record=b1271273*est https://digikogu.taltech.ee/et/ltem/aa46d054-b6b8-4ad0-bfd6-b9ce1a581794

PeHTreHorpacpnyeckoe uccnegoBaHue NpoLECCOB, MPOTEKAOLWMX B MeTanse npu U3HalmBaHum B cTpye abpasmBa
Mosberg, Rudolf; Kleis, limar C6opHuk cTatelt no nsHalwBaHWio 1 3aegaHno Matepuanos 1962 / ¢. 20-28 : unn

https://www.ester.ee/record=b1394579%est https://digikogu.taltech.ee/et/ltem/b6d1e3c1-alec-4c89-b14e-63bd4f9a23b3

PeHTreHorpacpuyeckoe uccrnegoBaHue ctanu mapku CT. 3 npu yaapHom usHoce
Uuemois, Haljand; Pilvre, Uno ®usvka, maTemaTtuka 1 TeopeTmdeckast MexaHvka : cbopHuk ctaTten. 2 1967 / c. 17-22 : unn
https://www.ester.ee/record=b2182156*est https:/digikogu.taltech.ee/et/ltem/9629c334-57f5-42a4-b7df-c9616b03b45d

PecnybnukaHckasi Hay4yHas KOHthbepeHLUUSA : abpa3vBHasA 3po3us : Te3UCbl JOKNAO0B
Balbat, A.; Bernstein, D.; Valdma, Leo 1970 https://www.ester.ee/record=b1372146*est

COOpHMK cTaTen No U3HALLMBAHUIO U 3aeAaHUI0 MaTepuarnoB
1962 https://www.ester.ee/record=b1394579*est https://digikogu.taltech.ee/et/ltem/b6d1e3c1-alec-4c89-b14e-63bd4f9a23b3

CBoucTBa U TeEXHONOrMsi U3roToBIIeHMsSI UBHOCOCTOMKUX MaTepuanoB
1980 https://www.ester.ee/record=b1276393*est https://digikogu.taltech.ee/et/ltem/be560987-a637-4f71-93da-1a9e€9705512

CBoICTBa U TEXHONOIMA U3roTOBNIEHNS1 UBHOCOCTOMKUX MaTepuanoB
1982 https://www.ester.ee/record=b1309562*est https://digikogu.taltech.ee/et/ltem/da5bb058-212f-443b-9de3-5673fbd01534

CBsi3b ynpyronsiacCTU4ecKMx CBOMCTB MOBEPXHOCTU TBepAbIX CNJIABOB CO CTOMKOCTLIO B YCIIOBUSAX U3HALUMBAHUA
Kyopssues B.A. N3HocOCTOMKME MOPOLLKOBLIE MaTepuars! Y MOKPLITUS : Te3UChl AOKIIAA0B BTOPOM KOH(epeHLuum Barmuickmx
pecnybrmk 1991 / c. 24-26

CeneKTUBHbIN U3HOC CreYeHHbIX TBepAbIX CN1IaBoB B abpa3uBHOM cpege
Valdma, Leo CBoiicTBa 1 TEXHOMNOINA U3rOTOBMEHUS M3HOCOCTOMKMX MaTepuarioB 1982/ c. 3-9 : unn

https://www.ester.ee/record=b1309562*est https://digikogu.taltech.ee/et/ltem/da5bb058-212f-443b-9de3-5673fbd01534

CoBepLieHCTBOBaHMEe OpraHn3auuy peMOHTHOIO X03sIMCTBa U onpeaeneHne YACNIEHHOCTU PeMOHTHbIX pabouunx B MO
llHopmll
Suppi, A. 3aHATOCTb 1 pa3suTMe NpoMbineHHocT QCCP B nepcnekTuBHoM nepuoge 1988 / c. 132-137

CoypapeHue xecTkoro cepnyeckoro MHOEHTopa ¢ MeTarmM4yecKom nperpagon 1 rasoabpasmBHbIN U3HOC
Kangur, Hillar Tpenve 1 usHoc B maumHax. 13 1985/ c. 13-25

Cnoco6 onpegeneHns yrns atakM B NPOMbILLSIEHHbIX YCTAaHOBKaX NoABepraroLLmMxcs abpasmBHON 3po3um
Kleis, limar; Lepikson, Heino; Tadolder, Jiiri BecTH/k MaLLMHOCTPOEHUS! : XKEMECSYHDBIN Hay4YHO-TEXHUYECKIN 1
npon3BoACTBEHHbIV XXypHan 1970 / c. 57-58 : unn https://www.ester.ee/record=b1446100*est

CpaBHUTeNbHbIE UCNbITAaHUA HAa U3HALLMBaHWe MUHMATOPHbIX NOALUUMHUKOB CKONbXEHUs, cogepXawmx dotoponnacT
Ajaots, Maido; Jarvpold, Lembit; Nanits, Mats-Maidu 3Hoc, yctanocTb 1 koppo3us meTasnios : cbopHuk ctatein. 4 1970/c. 3-9:

unn https://www.ester.ee/record=b2189975*est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

CraTtuctunyeckas obpaboTka akcniyaTalMoHHbIX AaHHbLIX NO U3HOCY TPYO naponeperpeBarenein naporeHeparopon TI1-
67 MpubanTtuitckon NPAC

Ingermann, Karl; Tallermo, Harri \ccrieqosanus npobnem paboTbl naporeHepatopoB anekTpocTaHumii 1978 /c. 101-108 : unn
https://www.ester.ee/record=b1305007*est https://digikogu.taltech.ee/et/ltem/0b775307-30d6-4b2a-886¢-d367 1cfebcd6
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CTpyKTypHO-CENneKTUBHbIN U3HOC KOMMNO3UTOB TUMNAa KepmeTa B abpa3nBHOM cpefe
Valdma, Leo TpeHve 1 nsHaluwmBaHie KOMNO3ULIMOHHLIX MaTeprarnoB : MaTepuaribl BCECOH3HOM Hay4YHO-TEXHUYECKOM KOH(DEPEHLIMM :
Tesuchl goknagos ; Cekuma 1. Komnosutel Ha OCHOBE MeTaruioB, BKMoYas MeTarrokepammudeckmne 1982 / c. 23

TennoBas 3¢phpeKTUBHOCTb U U3HOC TPYG NOBEPXHOCTeN HarpeBa NaporeHepaTopoB NPy BOASAHON OYUCTKe
Ots, Arvo; Suurkuusk, Ténu; Tallermo, Harri; Tomann, Elvi; Randmann, Rein; Maekiila, Oskar /ccregosaHvie pa6oThl

naporeHepaTopoB anekTpocTaHumi 1978 / c. 35-45 : unn https://www.ester.ee/record=b1305010*est
https://digikogu.taltech.ee/et/ltem/09125683-d46c-4be7-be07-843610e851b7

TennoBas 3pheKTMBHOCTb U U3HOC LULMPMOBbIX NaporneperpeBaTesisi B YCNOBUsSX NepUoau4eckon OYUCTKU
Ots, Arvo; Suurkuusk, Tonu Bonpochl CuraHusi KaHCKO-a4MHCKUX YrTien B MOLLHbIX NMaporeHepaTtopax : KpaTtkue Tesnchl 4oKnaaoB
ko Il Bcecoto3HoMy Hay4HO-TeXHUYeCKoro coBellaHuio 1973 / ¢. 144-145

Tepmoxummyeckoe moguduumpoBaHme apeBecuHbl. CoobleHue |, NMpobnembl M3HOCa 1 3aTyneHUA MHCTPYMeHTa npu
pe3aHun apeBecHbIX KOMMNO3ULIMOHHbIX MaTepuarnoB
Riistop, Mart; Kaps, Tiit CuHTe3 1 npumeHeHWe NosmMKoHOEHCaLMOHHbIX kreeB. 4 1981/ c. 81-85

https://www.ester.ee/record=b2191035%est https://digikogu.taltech.ee/et/ltem/b5691e32-e425-4279-b0c6-86c2af1f88a1

Tonorpadwmsa n3Hoca LIEHTPOOGEXHOro pacnbIMTens
Valdma, Leo; Nanits, Mats-Maidu V3Hoc, ycTanocTb 1 koppo3sus MeTasrioB : cbopHuk ctateit. 6 1973 / ¢c. 65-73 : un

https://www.ester.ee/record=b2190621*est https://digikogu.taltech.ee/et/ltem/b72113fb-37ed-41e2-b029-bf4661300cc1

TpeHwe n N3HoC B MalLMHax

Tadolder, Jiiri; Kangur, Hillar; Kleis, llmar; Pirso, Jiiri; Kallas, Paul; Kulu, Priit; Halling, Jaanus; Nanits, Mats-Maidu; Velling,
Ants; Kotkas, Jiiri; Pappel, Toivo; Vereznikov, V.N.; Judin, V.J.; Lees, Rein; Ajaots, Maido; Laaneots, Rein; Saar, Bernhard,
Roosimdlder, Lembit; Beckmann, G.; Gotzmann, J. 1985 https://www.ester.ee/record=b2191144*est

TpeHue n U3HOC B MaLLMHaxX

Tadolder, Jiiri; Pallase, Ado; Pappel, Toivo; Jarvpold, Lembit; VVainu, J.; Kulu, Priit; Halling, Jaanus; Tammeraid, Ivar;
Letunovits, Sergei; Arensburger, Daniil; Pirso, Jiiri; Kallas, Paul; Juriditski, B.J.; Mihhailov, B.G.; Annuka, Harri; Kiibarsepp,
Jakob; Valdma, Leo; Kallasvee, Andres; Saar, Bernhard; Mdldre, Heino; Tamre, Mart; Ajaots, Maido; Lees, Rein 1987
https://www.ester.ee/record=b2191170*est

TpeHue n N3HOC B MalMHax

Tadolder, Jiiri; Kleis, llmar; Remi, Toomas; Kangur, Hillar; Ellermaa, Riho-Rene; Pallase, Ado; Kulu, Priit; Halling, Jaanus;
Pirso, Jiiri; Kallas, Paul; Klaut$, D.N.; KustSeva, M.N.; R6uk, Marina; Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo; Ajaots,
Maido; Podra, Priit; Tamre, Mart 1989 https://www.ester.ee/record=b2191662*est

TpeHue n N3HOC B MaLLMHAX : COOPHUK cTaTen
1981 https://www.ester.ee/record=b2191149*est https://digikogu.taltech.ee/et/ltem/983b9430-cae0-4a0d-a83d-ddb84 3ffcace

TpeHwne n N3Hoc B MalMHax
Tadolder, Jiiri 1991 https://www.ester.ee/record=b1062833*est

Tpel-wle U N3HOC B MalLULMHaX
1978 https://www.ester.ee/record=b2190999*est https.//www.etera.ee/zoom/121378/view?page=1&

TpeHue n N3HOC B MalMHax
1980 https://www.ester.ee/record=b2191013*est https://digikogu.taltech.ee/et/ltem/ce30370b-afd1-4c7d-a563-4e4f7a1b178e

TpeHwne n N3HOC B MalLMHax
1983 https://www.ester.ee/record=b2191148*est https://digikogu.taltech.ee/et/ltem/876d7109-271d-48ba-b6b2-7bd68c0f4458

YcTaHOBKa ANA UCNbITaHUA MaTepuanoB Ha U3HOC
Ajaots, Maido; Laaneots, Rein; Tamre, Mart MexayHapoaHbiii ctyaeHqeckuin LeHTp Xl BcemmpHon dhecTrBanm MOoaéxm n
ctypeHtoB 1985 /c. 11-12

YcTaHOBKa No uccrnegoBaHUIO U3HOCA MeTanmnoB B ra30abpa3suBHOM CTpye NPU NOBbILWEHHbIX TeMnepaTypax :
(coobeHune)

Suur, Uno; Sarandi, Jiiri Pecny6rvkaHckas HaydHast KoHbepeHUms : abpasvBHasi apoaus : Teauckl gokragos 1970/c. 9
https://www.ester.ee/record=b1372146*est

YcTaHOBKa no uccnegoBaHUIO U3HOCa MeTansoB B CTpye abpa3vBa npu NOBbILWEHHbIX TeMepaTypax
Suur, Uno CGopHuK cTaTel No U3HaLLMBaHWO 1 3aedaHuio MaTepuanoB 1962 / ¢. 51-67 : unn https://www.ester.ee/record=b1394579*est
https://digikogu.taltech.ee/et/ltem/b6d1e3c1-alec-4c89-b14e-63bd4f9a23b3
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YcTaHOBKa no oneaeneHUo U3HOCOCTOMKOCTU MaTepuaroB B abpa3nBHOM Cbiny4yell Macce U MeToamka uccrneaoBaHum
Saar, Bernhard CGopHuk cTaTei no nsHawmeBaHnio 1 3aegaHuio Matepmanos 1962 / ¢. 35-50 : wnn
https://www.ester.ee/record=b1394579%est https://digikogu.taltech.ee/et/ltem/b6d1e3c1-alec-4c89-b14e-63bd4f9a23b3

YCTPOMCTBO ANA UCNbITaHWA 06PO3L0B MaTePUarnos Ha U3HalLMBaHWe
Ajaots, Maido 1987 https://www.ester.ee/record=b2029687*est

Y4yeT TOYHOCTU CTaTUCTUYECKUX XapaKTEPUCTUK Npu onpeaereHnn BeposiTHOCTU CeNIeKTUBHOro cpabatbiBaHUA
penenHon 3almThbl

Méller, Kalju 3HepreTudeckume cuctembl : cOOpHUK cTaTel. 2 1965 / ¢. 77-87 https://www.ester.ee/record=b2181997*est
https://digikogu.taltech.ee/et/ltem/eecc6a33-a1eb-4988-b989-2f0fd4d9a796

PU3nKo-XMMM4ecKue acnekTbl MexaHM3Ma U3HallMBaHUA METAINIOB B MOTOKe BIIaAXKHOro abpasuea
Uksti, Lembit TpeHue v usHoc B MawmHax 1983 / ¢. 19-27 : wn https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/ltem/876d7109-27 1d-48ba-b6b2-7bd68c0f4458

XapakTep U3HalMBaHUA paboumx opraHoB Typ6ousmMenbuntenen
Kleis, limar; Valdma, Leo; Sokolov, A. F.; Pirso, Jiiri; Pappel, Toivo Xvmunyeckoe 1 HedpTerasosoe MalLMHOCTPOEHME ; Hay4HO-
TEXHUYECKUN N NPOU3BOACTBEHHBIN XypHan 1977 / ¢. 33-34 : unn https://www.ester.ee/record=b2158380*est

XapakTep nsHawmsaHus potopoB LIKM n nporHosampoBaHue ero MHTEHCUBHOCTU
Kleis, llmar; Tadolder, Jiiri; Magi, Rein SHepromalmHocTpoeHue : exxeMecsivHbI Hay4YHO-TEXHUYECKMIA Y MPOU3BOACTBEHHBIN
xypHan 1984 / c. 8-11 https://www.ester.ee/record=b2253960*est

XapakTep nsHawmMBaHus cneveHHbIX TBEpAbIX CMIABOB B CTPyAX abpa3uBa n ruppoabpasmBa
Kallas, Paul; Valdma, Leo HanpaBneHusi passutust MHCTpYMeHTarbHOro npovssoacTea B X NATUneTKe : COOPHWK TE3NCOB
JOKIafoB Hay4yHO-TEXHUYECKOro ceMuHapa 1978 / c. 157 https://www.ester.ee/record=b1308562*est

XapakTep U3HalIMBaHMWA crieYeHHbIX TBepAbIX CNIIaBOB B CTPysX rmapoabpasvsa u abpasmsa

Kallas, Paul; Valdma, Leo TpeHue n nsHoc B mawmHax 1980 / ¢. 11-17 : unn https://www.ester.ee/record=b2191013*est
https://digikogu.taltech.ee/et/ltem/ce30370b-afd1-4c7d-a563-4e4f7a1b178e

XapakTep nsHoca LeHTPOoOeXHbIX Ma3yTHbIX (hOPCYHOK
Valdma, Leo; Mosberg, Rudolf; Pirso, Jiiri; Kudrjavtsev, Vladimir, Kozjakov, Vladimir Hay4Ho-koopayHaLmMoHHOe coBeLlaHue
no abpasnBHOMY M3HALLMBAHUIO. Te3unchbl AOKNafoB U cooOLeHun. 17-19 aHeapsa 1972 1971 /c. 79-82

XapakTrep 3p0o3um LLIeHTPOOEXKHbIX pacnbinuTernen MasyTHbIX (POPCYHOK
Valdma, Leo; Pakkas, Loit; Arumeel, Edgar; Pirso, Jiiri; Kozjakov, Vladimir 3HepromamHocTpoeHme : exxeMeCcsyHbI Hay4HO-
TEXHUYECKUI U MPOU3BOACTBEHHBIN XypHan 1974 / ¢. 41-43 https://www.ester.ee/record=b2253960*est

XapaKTep1cTvKa reomeTpum abpasmBHOro 3epHa
Kleis, llmar; Mégi, Rein TpeHve 1 usHoc B MmawmHax 1983 / c. 7-17 : un https://www.ester.ee/record=b2191148*est
https://digikogu.taltech.ee/et/ltem/876d7109-271d-48ba-b6b2-7bd68c0f4458

LieHTpoGexHOe YCTPOMCTBO AN UCNbITAHUSA KOHCTPYKLUMOHHbIX MaTepyarioB Ha U3HallMBaHue
Ajaots, Maido; laaneots, Rein; Lees, Rein; Saar, Bernhard TpeHve 1 nsHoc B mauwmHax. 13 1985/ c. 89-94

3KkcnepumeHTanbHoOe UccrieaoBaHne reoMeTpumn yaapHbIX NYHOK
Kangur, Hillar; Kleis, llmar Tpervie 1 usHoc B maumHax. 13 1985/ c. 3-12

SkcneprmeHTanbHoe uccreaoBaHe reoMeTpun yaapHbIX NYHOK PasfUyHbIX UHOEHTOPOB
Kleis, limar; Remi, Toomas Tallinna Tehnikatlikooli Toimetised 1991 / k. 3-7:ill

3KC"epV|MeHTa.|1bHoe uccrnepgoBaHue peXxxmMoB 3aefaHusA B BbICLUUX KWHEMaTU4YeCKUX napax ¢ NIMHEWHbIM KOHTAKTOM
Meng, Valentin 1957 http://www.ester.ee/record=b2154659*est

AKkcnepumeHTanbLHoOe UccnefoBaHMe PEXUMOB 3ae4aHunsl B BbICLUMX KMHEMaTU4eCKUX napax ¢ JIMHENHbIM KOHTaKTOM :
aBTopedpepar...kaHAMAATa TEXHNYECKUX HayK
Meng, Valentin 1957 http://www.ester.ee/record=b1385190*est

9KcnepV|MeHTaJ1bHoe uccrnepgoBaHue peXxxmMoB 3aegaHus B BbICLUUX KWHEMAaTU4YeCKUX napax ¢ JINHEeNHbIM KOHTAKTOM
Meng, Valentin 1957 https://www.ester.ee/record=b1384779%est https://digikogu.taltech.ee/et/ltem/2fd786e9-dcd6-4f2b-9530-0e854d159535

AnekTpoxnmmyeckue uccriegoBaHusi rMapPoadbpasuBHOIro U3HOCa cTanemn
Sokolov, A.F. TpeHue 1 n3Hoc B malmHax : cOopHuk ctaten. 11 1981 / c. 43-48 : unn https://www.ester.ee/record=b2191149*est
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https://digikogu.taltech.ee/et/ltem/983b9430-cae0-4a0d-a83d-ddb84 3ffcaee

OHepreTnyecKkun KpUTEepPUn Ans oLeHKU U3HOCOCTOMKOCTU NPU abpasnBHOM U3HALLMBaAHUN
Pappel, Toivo; Kleis, llmar 13Hoc, yctanocTb 1 koppo3us MeTanmoB : cbopHuk ctatenn. 7 1975/ c. 11-21 : wnn
https://www.ester.ee/record=b2190702*est https://digikogu.taltech.ee/et/ltem/7b7b4d74-55e0-43cf-b22c-bd484ceb163f

3pO3VIOHHaFI CTOMKOCTb NOpPUCTOro NpoHMUaemMoro xeresa

Kulu, Priit; Bussel, Oleg; Pugin, V. Mopouwkosas MeTanyprus = Powder metallurgy : eXxeMecsiuHblIii Hay4HO-TEXHUYECKII JKypHan
1974 / c. 58-62 : vn https://www.ester.ee/record=b1645489*est

3p03VIOHHaFI CTOMKOCTb MOPOLUKOBbIX nOKprTMﬁ U NyTU NOBbILWEeHUA nx M3HOCOCTOMKOCTU

Kulu, Priit Teavcbl foknanos naToi pecnybrikaHcko KoHdepeHLmn "Qpo3MOHHOCTONKME NMOPOLLKOBbLIE MaTepuarbl U NoKpbITus"
1988 / ¢.51-52 https://www.ester.ee/record=b1256812*est
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