
Assessing the potential of furan polymer-based resin development in bonded veneer processing factors on adhesive
bond strength
Matsi, Mikk; Piirlaid, Marko; Meier, Pille; Rohumaa, Anti; Hughes, Mark Baltic Polymer Symposium 2010 : Palanga, September 8-
11, 2010 : programme and abstracts 2010 / p. 54

Development of a strategy for preparation of protein surface imprinted electrosynthesized conducting polymer thin films
Kaev, Jevgeni; Tretjakov, Aleksei; Reut, Jekaterina; Sõritski, Vitali; Gyurcsanyi, Robert E.; Öpik, Andres Baltic Polymer
Symposium 2010 : Palanga, September 8-11, 2010 : programme and abstracts 2010 / p. 138

Differential scanning calorimetry of blends of highly branched linear low density polyethylene with high density and
moderate branched linear low density polyethylene
Poltimäe, Triinu; Tarasova, Elvira; Krumme, Andres; Viikna, Anti; Roots, Jaan; Lehtinen, Arja Baltic Polymer Symposium 2010 :
Palanga, September 8-11, 2010 : programme and abstracts 2010 / p. 105

Effect of birch veneer processing factors on adhesive bond strenght development
Piirlaid, Marko; Meier, Pille; Rohumaa, Anti; Hughes, Mark; Matsi, Mikk Baltic Polymer Symposium 2010 : Palanga, September 8-
11, 2010 : programme and abstracts 2010 / p. 54

Electrosynthesized moleculary imprinted PEDOT microrods for IGG molecular recognition
Kovtun, Aleksandr; Sõritski, Vitali; Reut, Jekaterina; Öpik, Andres Baltic Polymer Symposium 2010 : Palanga, September 8-11,
2010 : programme and abstracts 2010 / p. 149

High vacuum evaporation of n-CuIn3Se5 photoabsorber films for hybrid PV structures with conductive polymers
Adhikari, Nirmal; Bereznev, Sergei; Laes, Kristjan; Kois, Julia; Volobujeva, Olga; Raadik, Taavi; Öpik, Andres; Traksmaa,
Rainer; Tverjanovich, Andrey Baltic Polymer Symposium 2010 : Palanga, September 8-11, 2010 : programme and abstracts 2010 /
p. 124

Influence of cellulose content on rheological and mechanical properties of “green” poly(lactic) acid/cellulose composites
Šumigin, Dmitri; Poltimäe, Triinu; Tarasova, Elvira; Krumme, Andres; Meier, Pille Baltic Polymer Symposium 2010 : Palanga,
September 8-11, 2010 : programme and abstracts 2010 / p. 122

Influence of molarmass, branching and catalyst type on the behavior of very low temperature crystallization in liner low-
density polyethylenes
Poltimäe, Triinu; Tarasova, Elvira; Krumme, Andres; Viikna, Anti; Lehtinen, Arja Baltic Polymer Symposium 2010 : Palanga,
September 8-11, 2010 : programme and abstracts 2010 / p. 34

New chromatographic method for analysis of ethylene/1-butene and ethylene/1-hexene copolymers according to the
chemical composition and the molar mass
Kivistik, Kairi; Poltimäe, Triinu; Macko, T.; Brüll, Robert Baltic Polymer Symposium 2010 : Palanga, September 8-11, 2010 :
programme and abstracts 2010 / p. 113

A new route for evaluating molecular structure of polyethylenes by measuring crystallizability by HPer DSC of SEC
fractions separated via LC transform
Krumme, Andres; Basiura, Monika; Pijpers, Thijs; Vanden Poel, Geert; Heinz, Lars-Christian; Brüll, Robert; Mathot, V.B.F. Baltic
Polymer Symposium 2010 : Palanga, September 8-11, 2010 : programme and abstracts 2010 / p. 123

Particulate filled composite plastic materials from recycled GFRP
Kers, Jaan; Goljandin, Dmitri; Saarna, Mart; Aruniit, Aare; Tall, Kaspar; Majak, Jüri Baltic Polymer Symposium 2010 : Palanga,
September 8-11, 2010 : programme and abstracts 2010 / p. 15

The fixation of new alternative wood preservative systems in a combined impregnation process
Liibert, Laura; Meier, Pille; Treu, Andreas Baltic Polymer Symposium 2010 : Palanga, September 8-11, 2010 : programme and
abstracts 2010 / p.53

The influence of raw material on the leachability of wood preservatives
Kängsepp, Kärt; Meier, Pille; Larnoy, Erik Baltic Polymer Symposium 2010 : Palanga, September 8-11, 2010 : programme and
abstracts 2010 / p. 53


