Enhancement of hydrogen storage in metals by using a new technique in Severe Plastic Deformations

Omranpour Shahreza, Babak; Kommel, Lembit; Sanchez, E. Garcia Modern Materials and Manufacturing 2019 : 12th
International DAAAM Baltic Conference and 27th International Baltic Conference BALTMATTRIB 2019. Selected, peer reviewed
papers from the conference Modern Materials and Manufacturing 2019 (MMM 2019), April 24-26, 2019, Tallinn, Estonia 2019 / p.
173-178 : ill hitps://doi.org/10.4028/www.scientific.net/KEM.799.173 https://www.scientific.net/KEM.799.173
https://www.ester.ee/record=b5235278*est Conference proceeding at Scopus Article at Scopus

The impact of microstructural refinement on the tribological behavior of niobium processed by Indirect Extrusion Angular
Pressing

Omranpour Shahreza, Babak; Hernandez-Rodriguez, Marco A. L.; Hernandez-Rodriguez, Edgar; Kommel, Lembit; Sergejev,
Fjodor Tribology international 2022 / art. 107412 https://doi.org/10.1016/j.triboint.2021.107412 Journal metrics at Scopus Article at
Scopus Journal metrics at WOS Article at WOS

Influence of SPD on structure and properties of copper
Kommel, Lembit, Kenk, Kalju; Veinthal, Renno Proceedings of the 3rd International Conference Industrial Engineering - New
Challenges to SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 161-164 : ill

Limit load on screws strengthened by plastic deformations
Penkov, Igor; Strizak, Viktor; Arjassov, Gennadi Machines, technologies, materials 2007 / 6/7, p. 22-24

Mechanical properties and fracture developed in nanocopper by severe plastic deformations
Besterci, Michal; Kvackaj, Tibor; Kovac, Ladislav; Sulleiova, Katarina; Kulu, Priit 15th International Baltic Conference "Engineering
Materials & Tribology. Baltmattrib - 2006" : October 5-6, 2006, Tallinn, Estonia : abstracts 2006 / p. 22

Mechanical properties and fracture of nanocopper by severe plastic deformations
Besterci, Michal; Kvackaj, Tibor; Kovac, Ladislav; Stlleiova, Katarina; Kulu, Priit Proceedings of the Estonian Academy of Sciences.
Engineering 2006 / 4, p. 340-348 : ill

Microstructural and mechanical behaviour of friction welded SS316L components fabricated by selective laser melting
Dinesh, Lanka; Damodaram, R.; Sivaprasad, Katakam; Prashanth, Konda Gokuldoss Materials today communications 2023 / art.
107430 https://doi.org/10.1016/j.mtcomm.2023.107430

Microstructure and properties development of copper during severe plastic deformation [Electronic resource]
Hussainova, Irina; Kommel, Lembit Nanotechnology in Northern Europe : Congress : Finland, 2005 2005 / p. 54 [CD-ROM]

Nanosructured copper manufacturing features and mechanical/physical properties forming
Kommel, Lembit Nanopowders, Nanostuctured Materials and Coatings : Network for Nanostructured Materials of ACC : March 17,
2005, Tallinn, Estonia : book of abstracts 2005 / p. 22-24 : ill

New advanced technologies for nanocrystalline metals manufacturing
Kommel, Lembit Proceedings of the 4th International Conference Industrial Engineering - New Challenges to SME : 29-30 April
2004, Tallinn, Estonia 2004 / p. 195-198 : il

On the describing of cyclic deformation process in plasticity
Kenk, Kalju BEM & FEM : 19th International Conference Mathematical Modelling in Solid Mechanics. Boundary and Finite Elements
Methods, 30 May - 2 June 2001, Saint Petersburg, Russia : proceedings. Vol. 2 2001 / p. 199-203 :ill

On the describing of cyclic deformation process in plasticity
Kenk, Kalju BEM & FEM : 19th International Conference Mathematical Modelling in Solid Mechanics. Boundary and Finite Elements
Methods, 30 May - 2 June 2001, Saint Petersburg, Russia : proceedings. Vol. 1 2001 /p. 76

Severe plastic deformation of metals by using high pressure torsion extrusion = Metallide siivaplastne deformeerimine
korgsurve-vaiandeekstrusiooni meetodil
Omranpour Shahreza, Babak 2019 https://digikogu.taltech.ee/et/ltem/e74f8a8e-4021-4cd2-b1f0-cb91d05b9a56

BrnusHne cocTosiHMsA NOBEPXHOCTU MeTarfia Ha HavanbHyH CTaauio NpoLecca oKUcreHus!

Hunt, A.; Prikk, Arvi XXX cTyneHyeckast HaydHO-TexHudeckas KoHdbepeHuus By3oB Mpubarmuiickux pecnybrmk, beropycckot CCP n
Monnaeckon CCP, 8-10 anpens 1986 roga : Tesuckl goknagos. Tom ll, ABTomaTtuka. QHepreTvka. MexaHuka. Xumus 1986 / c. 65 :
U https://www.ester.ee/record=b1305565*est

UccnegoBaHMe MeToaOM HAHOUHAETUPOBAHUA MUKPOMEXaHUYeCKUX CBOUCTB NOJIOC CABUra B HAHOKPUCTafIM4yeckom
YMCTOM HMOGMU, NOJSTyHYEHHOM NPU UHTEHCUBHOM NNacTuyeckon aedopmaum

Kommel, Lembit HAHO 2013 : v Bcepoccuiickasi koHhepeHUMs Mo HaHoMaTepuarnam : cbopHUK MaTepuaroB : 23-27 ceHTabps
2013 r.,r. 3Benuropog 2013 / c. 414-416


https://doi.org/10.4028/www.scientific.net/KEM.799.173
https://www.scientific.net/KEM.799.173
https://www.ester.ee/record=b5235278*est
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85068555005&origin=inward&txGid=62f1ceb14d04696994913dbe78bf7b2e
https://doi.org/10.1016/j.triboint.2021.107412
https://www.scopus.com/sourceid/22116
https://www.scopus.com/record/display.uri?eid=2-s2.0-85121915688&origin=inward&txGid=45f736a39081cde25018b1da86b6fd7b
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=TRIBOL INT&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000761206500002
https://doi.org/10.1016/j.mtcomm.2023.107430
https://digikogu.taltech.ee/et/Item/e74f8a8e-4021-4cd2-b1f0-cb91d05b9a56
https://www.ester.ee/record=b1305565*est

CrtoxacTuyeckasi mogesb NpoLEeccoB NOBEPXHOCTHOrO niactu4yeckoro gecopmmpoBanus (MMN0Q)
Papstel, Jiiri C6opHvk cTtaTeri no MawmHocTpoeHuo. 14 1976 / c. 3-9 : unn hitps://www.ester.ee/record=b2190772*est
https://digikogu.taltech.ee/et/ltem/19a7abb0-e96a-49e5-bc18-3d1b1f0b3218


https://www.ester.ee/record=b2190772*est
https://digikogu.taltech.ee/et/Item/19a7abb0-e96a-49e5-bc18-3d1b1f0b3218

