Corrosion behavior of high velocity oxy-fuel sprayed composite Ni-/Fe-based self-fluxing alloy - cermet coatings
Sarjas, Heikki; Surzenkov, Andrei; Baronins, Janis; Viljus, Mart; Traksmaa, Rainer; Kulu, Priit Journal of mineral, metal and
material engineering 2018 / p. 1-9 : ill http://www.scientificarray.org/journal-of-mineral-metal-and-material-engineering-volume-4/

Paljud koroonahaiged ei taastugi. Kuus eestlast radgivad oma loo kuudepikkusest véitlusest
Orav, Anna Teele; Anilane, Eleen LP : Eesti P4evaleht 2020 / Lk. 8-12 : fot https:/dea.digar.ee/article/lp/2020/12/04/11.1

Koppo3us xenesa, apMMPOBaHHOIo B CUNMKanbLuTe
Rivlin, Irina 1955 https://www.ester.ee/record=b1387244*est https://digikogu.taltech.ee/et/ltem/3b29b761-ae3d-4621-81bd-d1502d4daf5a

(0] HEKOTOPbIX pe3ynbTaTax CpaBHEHNA KOPPOo3nu apMaTtypbl B CUNTUKaTHbIX U ULeMEeHTHbLIX n3aenusax aBToOKnaBHOro
TBEepaeHus
Rivlin, Irina 1957 https://www.ester.ee/record=b1384776*est https://digikogu.taltech.ee/et/ltem/a77b5f4b-bed8-4b8b-8066-97cd8bc02876

Koppoaus apMaTypbl B neHocUnukare
Rivlin, Irina 1957 https://www.ester.ee/record=b1384772*est https://digikogu.taltech.ee/et/ltem/3a9a29be-d74b-4e38-8b06-1fde082045¢ch

UccnepoBaHue KOPPO3NOHHbIX ﬂOBpe)KAeHVIﬁ NPeun3nOoHHbIX aetanen TONJIMBHOMN annapaTtypbl CyAoBbIX avsenen

Soskind, Gennadi 1960 https://www.ester.ee/record=b1370021*est https:/digikogu.taltech.ee/et/ltem/9a6679d8-61a4-441d-b3e9-
73e9e73dadab



http://www.scientificarray.org/journal-of-mineral-metal-and-material-engineering-volume-4/
https://dea.digar.ee/article/lp/2020/12/04/11.1
https://www.ester.ee/record=b1387244*est
https://digikogu.taltech.ee/et/Item/3b29b761-ae3d-4621-81bd-d1502d4daf5a
https://www.ester.ee/record=b1384776*est
https://digikogu.taltech.ee/et/Item/a77b5f4b-bed8-4b8b-8066-97cd8bc02876
https://www.ester.ee/record=b1384772*est
https://digikogu.taltech.ee/et/Item/3a9a29be-d74b-4e38-8b06-1fde082045cb
https://www.ester.ee/record=b1370021*est
https://digikogu.taltech.ee/et/Item/9a6679d8-61a4-441d-b3e9-73e9e73da4a5

