Deposition of iron oxide nanoparticles on mesoporous alumina network by wet-combustion technology

Kamboj, Nikhil Kumar; Saffarshamshirgar, Ali; Shirshneva-Vaschenko, Elena; Hussainova, Irina Materials chemistry and
physics 2019 / p. 340-346 : ill https://doi.org/10.1016/j.matchemphys.2018.12.095 Journal metrics at Scopus Article at Scopus Journal
metrics at WOS Article at WOS

Ecotoxicity of nanosized magnetite to crustaceanDaphnia magna and duckweed Lemna minor

Blinova, Irina; Kanarbik, Liina; Irha, Natalja; Kahru, Anne Hydrobiologia 2017 / p. 141-149 : ill https:/doi.org/10.1007/s10750-015-2540-
6


https://doi.org/10.1016/j.matchemphys.2018.12.095
https://www.scopus.com/sourceid/17800
https://www.scopus.com/record/display.uri?eid=2-s2.0-85059509511&origin=inward&txGid=4cfb0a3c84f43ce54063e887162cbb45
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=MATER CHEM PHYS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000463847900046
https://doi.org/10.1007/s10750-015-2540-6

