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Kallast, Vambola MNpoLecckl 1 annapaTbl XMMUYECKON TEXHOMOTUN 1 TEXHOTOMMS HeopraHMieckux BellecTts. 2 1971 /c. 81-86 : unn
https://www.ester.ee/record=b1531303*est https://digikogu.taltech.ee/et/ltem/ae6e2dd0-3320-48ce-b2bc-5254c0336474/

UccnepoBaHue KOppo3um cTanu B (peHONbLHOM BoAe € pasnnyHbIM coaepkaHneM heHONOB U XIIopuaoB

Rohumagi, Ene; Tiirkson, Heino Moptoure cnaHubl : nHpopmaumonHas cepus | 1981 / c. 22-28
https://www.ester.ee/record=b1889669~est

UccnepoBaHMe KOPPO3UOHHOrO M3HOCA KOTENbHbLIX CTanen noa Bo3gencTBUEM NoTalla B NpoAyKTax CropHas rasa

Ots, Arvo; Tallermo, Harri; Prikk, Arvi BocbMmasi MexayHapoaHas koHgepeHuus no MIFd-npeobpasoBaHuto aHeprm : Mocksa, 12-
18 ceHTabps 1983 r. : [goknagel]. T. 4 = Eighth International Conference on MND Electrical Power Generation : Moscow, September
12-18, 1983. Vol. 4 1983 / c. 31-34 : un https://www.ester.ee/record=b5646323*est

UccnepoBaHne KOPPO3IMOHHOM CTOMKOCTU KOMOMHUPOBaHHbIX MOKPLITUNA CTanu
Koncsik, I.; Lohonyai, N.; Schichter, K.; Talimets, Ellen; Kallast, Vambola KomnrekcHas nepepaboTka hocdaTHOro chipbs,
aHanm3 NpuUpoaHbIX U TexHn4eckmnx obbekToB 1986 / c. 83-88

UccnegoBaHMe KOPPO3MOHHOM CTOMKOCTU XPOMOMapraHLUeBbIX ayCTEHUTHbIX CTanei B NPOMbILLNEHHbIX YCIOBUAX
Ma3yTHbIX KOTOB

Ots, Arvo; Laid, Jaan; Randmann, Rein; Suik, Heinrich MpoGrembl paboTbl KOTeNbHbIX YCTAHOBOK TEMSIOBbIX 3MEKTPOCTaHLMiA
1983 /c.37-43

UccnepoBaHMe MexaHM3ma NMPONM3a HEeKOTOPbIX MHAMBUAYaNbHbIX yrneBogoponoB. CoobueHue 2 : O xapakrepe
paspyLueHnss XPOMOHUKENeBOW CTanu Npy NnMponuse yrrneBoAopoaAHbIX cmecen

Aarna, Agu; Masing, Juhan; Teder, Jiiri TexHornorus opranmyeckux Bewects. 8 1976 / c. 27-34 : wn
https://www.ester.ee/record=b1475761*est https://digikogu.taltech.ee/et/ltem/38b2a836-99da-4b82-8058-1c2084a10575

UccnepoBaHne MeXaHMYECKUX CBOUCTB M KOPPO3MOHHOM CTOMKOCTM NOPOLLUKOBLIX TBepAbIx cnnaBoB TIC-ctanb
Kallast, Vambola; Kiibarsepp, Jakob; Talimets, Ellen; Schachter, K.; Lohonyai, N. KomnrnekcHasi nepepa6oTka pocdatHoro
Cblpb$, aHanm3 NPUPOAHbIX U TexHMYecKnx obbekToB 1986 / c. 89-94

WccnegoBaHMe MHOrOKpaTHO MeXaHMKO-TepMuyecku obpabortaHHom ctanu CT. 3 Ha abpa3vBHYHO 3po3uto
Tadolder, Jiiri; Ingerma, August V3Hoc, ycTanoctb 1 kopposus meTarroB : COopHuK ctaTeit. 5 1972 / c. 45-48

https://www.ester.ee/record=b2190525%est https://digikogu.taltech.ee/et/ltem/bf437fe1-81f3-4dff-97b2-b8d240135d43

UccnegoBaHMe HEKOTOPbIX YCIIOBUIM NPUMEHSIEMOCTU TBepAbIX cnnaBoB TiC-cTanb npu abpasuBHOM 1
rmgpoabpasnBHOM U3HALUMBAHUN

Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo TpeHve n nsHoc = Friction and Wear : mexayHapoaHblii Hay4HbI 1 KypHan 1985 /
c. 851-858 : unn https://www.ester.ee/record=b1312784*est

UccnepoBaHue naccMBaumm cTanu B pacTBopax MOHO3TaHOSIAMUHA NOTEHLMOCTAaTUYECKUM METOAOM
Ferber, Martsel | pecnybrvkaHckas KOHepeHLMst MonoabIX YHeHbIX-xMMUKoB, 20-22 Mast 1975 roga : Teavckl goknagos 1975/ c.
185-186 https://www.ester.ee/record=b1309964*est
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UccnepoBaHMe NpoayKTOB KOPPO3UKM CTanm npu 4obbiye roproumx craHueB
Kukrus, O.; Ulite, A.; Metsik, Rein; Pedokand, Téivu Oil Shale = Noptoune CraHupl 1982 / c. 21-27
https://www.ester.ee/record=b1072685*est

WUccneposaHune npouecca ycTanocTHOro paspyLUeHUsi yrinepoamncToi KOHCTPYKLMOHHOM CTanm MeToaoM
HenpepbIBHOro AeheKTOCKONUPOBaHUA : aBTopedepar ... KaHanaaTa TEXHMYECKUX HayK
Masing, Juhan 1955 htip://www.ester.ee/record=b1394905*est

UccnepoBaHue cnekTpanbHOM HOPManbHOM CTENEHN YePHOTbI OKCUAMPOBAHHbLIX CTarnen

Viilmann, lllar; Unt, U. XXV cTygeH4Yeckas Hay4HO-TexHMHeckas KoHdhepeHuus By3oB Mpubarmuiickux pecnybnuk, bernopycckoi
CCP v Mongaeckon CCP, 21-23 anpernsa 1981 roaga : Teancbl gokrnagos. Tom 2, ABToMaTvka. AHepreTuka. Mexanuka. Xumusa 1981 /
c. 95 https://www.ester.ee/record=b1322629*est

UccnegoBaHue cnoco60B HaHeCeHUs KapouJoXPOMOBbLIX MOKPLITUIA Ha CMeYeHHbIe CTanu

Pastak, Lauri; Halling, Jaanus XXV cTyneHyeckas Hay4Ho-TexH14eckas koHdepeHums By3oB Mongasckon CCP, Beropycckoi
CCP wm NMpwbarmuiickunx pecnybrmk, 21-23 anpena 1982 roga : Tesuckl Joknagos. YacTe 2, Xvmus 1 TEXHOMNOMMS, MexaHvka,
ctpoutenscTteo 1982 / ¢. 140-141 https://www.ester.ee/record=b5165223*est

UccnepoBaHMe cnoco60B HaHeCeHUs KapOMAOXPOMOBBIX MOKPbLITUM HA CNeYeHHble CTanu
Kulu, Priit MopoLlxoBasa meTanmyprust n obnacTte ee NnpuMeHeHus : Teanchbl JOoKIaaoB k obractHomy cemuHapy (11-12 mas 1982 r.)
1982 /c.70-71

UccnepoBaHue ynpoyHsiemocTtu ctanu 12X18H9T
Ingerma, August; Strizak, Viktor MaTtepuarnb! Hay4HO-TEXHUYECKO KOHpepeHLmn "MporpeccuBHasi TEXHOMOMMS MaLLMHOCTPOEHMS"
(2-3 mona 1976 r.) 1977 / c. 32-33

WccnepoBaHue 3neKTpoXMMUYeCKoOro noBeAeHUs CTanu B BOAHLIX pacTBOpax MOHO3TaHOMaMUHa ¢ Lernbio
YMeHbLLEHUs1 KOPPO3MM 060pPyAOBaHMSA YCTaHOBOK MOHO3TaHONaMUHOBOW OYMCTKM ra3oB OT ABYOKUCH yrnepoaa :
aBTopecbepar ... KaHaMaaTa TexHu4eckux Hayk (05.17.14)

Ferber, Martsel 1975 https://www.ester.ee/record=b1322459%est

UccnepoBaHue aneKTpoXMMnyecKkoro noBeAeHus yrnepoanucTomn ctanm B pacTBopax MOHO3TaHONaMMHa C Liefbio
npeAoTBpaLLEHUA KOPPO31K annapatypbl Ha 3AY

Rohumdgi, Ene; Ferber, Martsel Teaucbl gokrnagos IV HayuHoi KoHdbepeHUmn HeTuTyTa, Koxtra-Apee, 29 Hosibps 1973 roga
1973 / c. 46 https://www.ester.ee/record=b1337167*est

UccnepoBaHuA B o6nacTu ropsiier KOBKU MOPOLLKOBbLIX CTarneun
Kulu, Priit HanpaereHnus pa3sutusa MHCTPyMEHTanbHOro NpousBoAcTBa B X NATUNETKE : COOPHMK TE3WNCOB AOKIAA0B HAaYy4HO-
TexHn4deckoro cemuHapa 1978 / c. 165-166 : Tab https://www.ester.ee/record=b1308562*est

UcccnepoBaHme cnekaHusi KapouaocTanen pasnnyHbIX COCTaBOB
JleBuHckun KO.B.; MeTpos A.l.; MokuHa B.A. MI3HOCOCTOVKME NOPOLLKOBLIE MaTepurarsl U NOKPbITUS : TE3UCh! JOKTaJ0B BTOPOWN
KoHgpepeHummn Banmuickux pecnybrmk 1991 / c. 13-14

WcTouHMK nuTaHuA Ons AyroBow ctanennaBuiibHOM ne4vun
Janson, Kuno; Jarvik, Jaan Npo6riembl 3neKkTpomMarHATHON COBMECTUMOCTM CUIMOBbIX MOMYNPOBOAHUKOBbLIX NpeobpasoBaTenei
Teavckl goknanos lll BcecotosHoro HayqHo-TexHNMYEeCKoro coBellgHmd. Yactb 2 1986 https://www.ester.ee/record=b1216668*est

UctouHuk nutanmna ESTA ansa ACI nocTosiHHOro Toka
Janson, Kuno; Jarvik, Jaan Tesvcbl foknagoB | Bcecolo3Horo coBeLLaHus arekTpocHabXeHs 1 anekTpoobopyaoBaHus 4yroBbix
aneKkTpudeckux neven. Tounmeu, 16-18 Hos6. 1988 1988 / c. 61-63

Kap6uaooxpomoBble NOKPbLITUSI Ha CMEeYEeHHbIX CTasAX
Kulu, Priit; Pirso, Jiiri; Arensburger, Daniil BcecotosHasi HayuHo-TexHU4eckasi koHdepeHums "Mpobrembl MOpPOLLKOBOWA
MeTanyprim npu NpoM3BOACTBE AeTarnen B MawmHOCTpoeHun" (r. TawkeHT, Hosabpb 1979 r.) : Tesncsl goknagos 1979 /c. 107-108

KuHeTuka koppo3um xxaponpouyHbix ctaner 12X18H12T n OU-59 B BOo3ayxe
Prikk, Arvi; Bojarinova, Tatjana Tallinna TehnikaUlikooli Toimetised 1990 / Ik. 14-20: ill

Komnnekc n3HOCOCTOMKOCTDb - NPOYHOCTb MOPOLLKOBLIX KapoupocTanen
Valdma, Leo; Annuka, Harri; Kiibarsepp, Jakob TpeHrue 1 nsHoc = Friction and Wear : mexxgyHapoaHbIi HayqHbI xypHan 1987 /
c. 368-373 : nnn https://www.ester.ee/record=b1312784*est

Koppo3noHHasi CTOMKOCTb KOTerbHbIX CTarnen B NpoayKrax cCropaHus nemnumurckoro yporo yrns
Herter, R.; Ots, Arvo /ccriegosaHvie paboTekl NaporeHepaTopoB arekTpocTaHumii 1978 / c. 67-79
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Koppo31noHHas CTOMKOCTb Hep)kaBeoLUnX NOPOLLKOBLIX TBepAbIX crnnaBoB TiC-ctanb
Kallast, Vambola; Kiibarsepp, Jakob; Schachter, Klara; Lohonyai, Nandor Periodica polytechnica. Chemical engineering = Xvumus
1987 / c. 213-219 : un., Tabn https://www.ester.ee/record=b1198772*est

Koppo3unoHHas cTomkocTb NopoLukoBbIx cnnaeoB TiC-cTtanb
Kibarsepp, Jakob; Valdma, Leo; Kallast, Vambola NopoLkosas meTtannyprus = Powder metallurgy : exxeMecsiHbIi Hay4Ho-
TexHndecku xypHan 1980 / c. 99-101 : Tabn https://www.ester.ee/record=b1645489*est

Koppo3noHHasi CTOMKOCTb CTanen B NpoAyKTax CropaHusi 3HepreTMyeckux Tonnmse
Tjulpin, K.; Maksimov, A.; Trunin, I.; Ots, Arvo; Tallermo, Harri; Tomann, Elvi >KaponpoyHocTb 1 apoCcToiKoCTb MeTarmm4eckmx
maTtepwarnos : [CoopHuk cTaTel] 1976 / c. 183-187 htips://www.ester.ee/record=b4609130*est

Koppo3unoHHas ctorkocTb heppuTHbIX ctanen 13CrMo44 n 10CrMo910 B naponeperpeBaTensx nbifiecnaHueBbIX
KOTIIOB
Tallermo, Harri; Tomann, Elvi; Klevtsov, Ivan; Bojarinova, Tatjana; Nuutre, Maaris Tennoanepretvika 1998 / 4, c. 67-70: un

JNabopaTopHoe uccnegoBaHne KUHETUKN OKUCIIEHUA KOTeSbHbIX CTanen B cpede NpPoAyKTOB CropaHus CriaHueB
Opik, limar; Tomann, Elvi; Ots, Arvo TenroaHepreTuka : copHuk ctaTten. 12 1971 /c. 3-19 : unn
https://www.ester.ee/record=b2190313*est https://digikogu.taltech.ee/et/ltem/b5d52827-852f-4b06-9011-e964baabd316/

MaTtepuanoBegeHue : y4ebHOe nocobue Ans caMocTosATeNIbHOM paboTbl. YacTb 5, JlermpoBaHHbIe cTanu
Mosberg, Rudolf 1971 https://www.ester.ee/record=b1421377*est

MeTop onpegeneHnsi xapakTepPUCTUK KOPPO3UOHHLIN CTOMKOCTU CTarnel Ha OCHOBE AaHHbIX NONYNPOMbILLIIEHHbIX
OonbITOB

Rooneem, E.; Suik, Heinrich Te3aucbl goknagos XXXI cTyaeH4eCkom Hay4HO-TeXHMYeCKoM koHdepeHUmun 1980 / c. 78-79
https://www.ester.ee/record=b1319482*est

MexaH13M 1 3aKOHOMEPHOCTU U3HALLMBaHUA NOPOLLKOBON CTanu B yCNOBUsIX abpa3vBHOM 3p03um
Kulu, Priit; Halling, Jaanus TpeHve v nsHoc B maumHax. 14 1987 / c. 25-31

MexaHn3M KOppPO31M YrnepoaucTon cTanm B pacTBopax MOHO3TaHONaMMHa
Ferber, Martsel; Rohumagi, Ene; Metsik, Rein HedTsiHas npombiwwneHHocTs. Cepust : Kopposust 1 3aumTta B HedbTerasoBo
NPOMbILLNEHHOCTY : pedhepaTMBHbIN HayYHO-TEXHUYECKUA cOopHUK 1975/ c. 3

MexaHun4eckue cBoMCTBa 1 abpa3vMBHasi U3HOCOCTOMKOCTb Kapbuaoctanen
Kiibarsepp, Jakob; Resetnjak, Heinrich; Annuka, Harri MNopoLwkoBas meTannypruvs : Teanchkl goknagos XVIBcecoto3Has HayqHo-
TexHndeckasa koHdepeHumsi, Ceepanosck, 1989. 4. 2 1989 / c. 64-65

Mukpockonuyeckoe U peHTreHorpacmyeckoe uccneaoBaHue Npouecca ycTanocT ManoyrnepoavucTon cTanu
Mosberg, Rudolf 1957 http://www.ester.ee/record=b2135314*est

MMKpOCKOI’IM‘-leCKoe n peHTreHorpaqueCKoe uccnegoBaHue npouecca ycranoctu Manoyrnepop.MCToﬁ cTanum
aBTope(bepaT...KaHnMnaTa TeXHU4eCKuX HaykK
Mosberg, Rudolf 1957 http://www.ester.ee/record=b1385171*est

HekoTopble 3akOHOMEPHOCTU U3HALLMBaHUS KapbuagocTanen B yCroBUsIX abpa3vBHOW 3p03umn
Resetnjak, Heinrich; Kiibarsepp, Jakob; Sepp, A.; Annuka, Harri TpeHue 1 usHoc = Friction and Wear : MmexxayHapoAHbI Hay4HbI
XypHan 1989 / c. 525-529 : unn https://www.ester.ee/record=b1312784*est

HekoTopble npobnemMbl npuMeHeHUs TepMuyeckon o6paboTtku cnnasoB TiC-ctanb
Kiibarsepp, Jakob; Annuka, Harri; Valdma, Leo Be3sornbdhpamoBble NopoLKoBLIe TBEPAbIE CrinaBbl U kapbugoctamm. YacTb 1 :

Tesuchbl Aokrnagos IV pecnybrmkaHCKoN Hay4dHO-TexHUYecKom KoHdepeHummn 1985 / ¢. 15-17 : Tab
https://www.ester.ee/record=b1253975est

HekoTopble npobnemMbl TEXHONMOrMK u3rotoeneHus cnnaeos TiC-ctanb
Kiibarsepp, Jakob; Valdma, Leo; Annuka, Harry CsolicTBa 1 TeXHOMOIr1s U3roToBIiEHNS KOMMO3ULMOHHBIX MaTepmanos 1986 / c.
58-65

HekoTopble nyTy NOBbILLEHUA MU3HOCOCTOMKOCTU TBepAbIX cnnaBoB TiC-cTanb B abpa3uBHOM CTpye
Kubarsepp, Jakob; Valdma, Leo; Annuka, Harri Tpenve n nsHoc = Friction and Wear : MexgyHapoaHbl i1 HayuHbI A xypHan 1985 /

€. 698-703 : nnn https://www.ester.ee/record=b1312784*est

HekoTopble pe3ynbTarbl FOPAYEro ynioTHeHUs CneYeHHbIX CTarnen, ynpoYyHeHHbIX Kapouaamm
Paarsoo, R.; Kulu, Priit HanpasreHusi pasButus IHCTPYMEHTanbHOro NpousBoAcTea B X NATUNIETKE : COOPHMK TE3MCOB AOKIaA0B
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Hay4HO-TexHu4eckoro cemuHapa 1978 / ¢. 167 https://www.ester.ee/record=b1308562*est

HekoTopble pe3ynbTarbl U3y4eHUst KOPPO3MOHHOCTOMKOCTU KOTENbHbLIX CTanen B BO3ayLUHOM aTmocdepe
Ots, Arvo; Tomann, Elvi; Touart, Raivo TennoaHepreTuka : c6opHuk ctateir. 16 1977 / c. 125-130 : unn
https://www.ester.ee/record=b2190983*est https://digikogu.taltech.ee/et/ltem/df799b79-b7cd-4145-982e-4e8700f14192

HekoTopble pe3ynbTathl UCCreAoBaHUS BLICOKOTEMNEPaTYPHOM KOPPO3UN XKapOCTOUKUX CTasien B NpoayKrax
cropaHus crnaHueBoro macna

Anson, Pavel; Laid, Jaan TenrnoaHepreTuka : cbopHuk ctaten. 11 1971/ c. 67-73 : unn https://www.ester.ee/record=b2190149*est
https://digikogu.taltech.ee/et/ltem/fa8b7dc0-954b-4¢11-b829-40df45c4 7f4a/

HekoTopble pe3ynbTaTbl 3KCNEPUMEHTaNIbHOIO UCCNeAOBaHUSA BbICOKOTEMMNEpPaTypHOWU KOppo3um
naponeperpeBaTenbHbIX CTanen B cpeae NPpoAyKTOB CropaHusi CEPHUCTOro MasyTa

Anson, Pavel; Laid, Jaan; Hristits, L.; Karki, A.; Jelisejev, V. TennoaHepretuka : c6opHuk ctateir. 10 1970/ c. 3-9 : v
https://www.ester.ee/record=b2189967*est https://digikogu.taltech.ee/et/ltem/164dacb4-c3ba-47ae-9acb-f2dacd7003da/

O BnusiHun gudchpy3nmoHHoro drakTopa Ha KMHETUKY NaccuBaLMm CTanuv B BOAHbLIX pacTBOpax MOHO3TaHOMlaMUHa
Ferber, Martsel; Metsik, Rein; Rohumégi, Ene Eesti NSV Teaduste Akadeemia toimetised. Keemia = Proceedings of Academy

of Sciences of the Estonian SSR. Chemistry = V3Bectus Akagemum Hayk SctoHckon CCP. Xumua 1978 / ¢. 114-116
https://www.ester.ee/record=b1264984*est

O BNUsIHUM NErnpyroLLNX KOMMNOHEHTOB Ha MEXaHU3M U KMHETUKY BbICOKOTEMNepaTypHOWU KOPpo3un cTanen B
NPUCYTCTBUM 3011kl CNaHLeB
Talimets, Ellen MNpouecchl 1 annapaTbl XMMUYECKOW TEXHOSIOTMN U TEXHOIOM MM HeopraHmdeckux BewecTts. 1 1969/ c. 97-104 : wnn

https://www.ester.ee/record=b1304968*est https://digikogu.taltech.ee/et/ltem/776d7a60-8e51-4e74-b6db-8995a4e621b0/

O BnusiHMM TepmmyecKkon obpaboTku ctanu Y8 Ha ee U3HOCOCTOMKOCTbL B abpa3uBHOM CTpye
Tamm, F.; Tulp, A.; Kleis, llmar X ctyneH4yeckas Hay4HO-TeXHUYeCKast KOHdePeHLMS BbICLLUX y4eOHbIX 3aBeaeHWi Mprbarnruku,

Bernopycckon CCP n KarmHnHrpaackon obrnactv : aHHOTaumm HaydHbix paboT 1964 / c. 40 https://www.ester.ee/record=b1749611*est
http://www.digar.ee/id/nlib-digar:376945

O BO3MOXHOCTSIX NPUMEeHeHUs1 XpomMomMapraHueBomn ctanu [IN-59 B masyTax 1 cnaHueBbIX KOTnax
Ots, Arvo; Suik, Heinrich; Randmann, Rein; Laid, Jaan; Anson, Genrih Mpo6riembl paboTbl KOTESbHbIX YCTaHOBOK TEMSIOBbIX
anekTpocTaHumin 1989/ c. 13-20

O BTOpOM MakCMMyMe NJIOTHOCTU TOKa Ha aHOAHOM NOJIAPU3ALIMOHHON KPUBOM, CHATOM B KAPOOHN3NPOBaHHOM
pacTBope MOHO3TaHOMaAMUHA
Ferber, Martsel Il pecny6rivkaHckasi KOHpepeHUMst MOoabIX Y4eHbIX-XMMUKOB, 17-19 mast 1977 r. : Teauckl gokragos. Yacte 1 1977

[ c. 76-77 https://www.ester.ee/record=b1308827*est

O BbICOKOTEMNEepaTypPHOM KOPPO31M KOTENbHbIX CTarnen Ha NnepBoOHa4YanbLHOM cTagMm npouecca

Tomann, Elvi BrusiHne MuHepansHoM YacTy SHepreTUYeCKMX TOMNMMB Ha YCroBuMs paboTbl NaporeHepaTopoB : Teanckl Aoknaaos il
BcecotosHoi koHpepeHumn. Cekums 2, BeicokoTemnepaTypHas KOppo3us 1 u3Hoc Tpyb noBepxHocTer HarpeBa 1980 / ¢. 57-62 : unn
https://www.ester.ee/record=b1267027*est

O BbICOKOTEMNEpPaTYyPHOMN KOPPO31K CTanu B NpUCYTCTBUU CyNbdaToOB U OKCUAOB Cepbl
Arumeel, Edgar; Vilbok, Heinrich; Siirde, Aino; Unt, Lilia Mpouecckl n annapatbl XAMU4ECKON TEXHONIOMN 1 TEXHOSOM N

HeopraHudeckux BewwectB. 1 1969 / c. 105-109 https://www.ester.ee/record=b1304968*est https://digikogu.taltech.ee/et/ltem/776d7a60-8e51-
4e74-b6db-8995a4e621b0/

O BbicOKOTEMMNEpaTypHOWN KOPPO3UUN CTanu Nog Bo3gencTBMEM Cyrib(aToB U 3011kl CraHLEB B BOCCTAHOBUTENbLHON
aTmoccpepe

Unt, Lilia Mpoueccobl 1 annapatbl XMMUYECKON TEXHOMOTMN 1 TEXHONIOTVA HeopraHudeckux BewecTts. 2 1971 /c. 97-104
https://www.ester.ee/record=b1531303*est https://digikogu.taltech.ee/et/ltem/ae6e2dd0-3320-48ce-b2bc-5254c0336474/

O BbICOKOTEMMNEpaTypHON Cynb(rAHON KOPPO3UU CTanm
Unt, Lilia; Vilbok, Heinrich; Talimets, Ellen Mpouecckl 1 annapaTtbl XMU4eCKON TEXHOSIOM MM U TEXHOMOTUST HEOPTaHUYECKUX

BewecTB. 5 1974 / c. 45-54 https://www.ester.ee/record=b1531723*est https://digikogu.taltech.ee/et/ltem/438b60cb-3265-444e-adba-
b3c2c222f12a

O pencTBui Fe3+-moHa Ha CKOPOCTb PacTBOPEHUs CTanu B UHTMOUPOBaHHbIX pacTBopax
Kallast, Vambola; Ladoga, J.; Talimets, Ellen HayuHo-TexHu4eckasi koHdepeHUms No npobriemMam Kopposun 1 3aLLyTbl MeTasvioB B
OcToHckon CCP, (TarrmnH, 14-15 wioHa 1978 roga) : Teancel goknagos 1978 / ¢. 11-12 https://www.ester.ee/record=b1273524*est

O KapOCTOMKOCTM HEKOTOPbIX MapraHLUOBUCTbIX CTanen nog BMAHMEM 30J1bl CIlaHLEB
Tomann, Elvi; Ots, Arvo BrisiHne MyHeparnbHoW YacTi 3HEPreTUYECKMX TOMIIMB Ha YCroBUst paboThbl MaporeHepaTopos :
mMatepuanbl BcecotosHom koHdepeHuun. Tom 36, BeicokoTeMnepaTypHasa koppo3us nosepxHocTen Harpesa 1974 / c. 130-140 : wnn


https://www.ester.ee/record=b1308562*est
https://www.ester.ee/record=b2190983*est
https://digikogu.taltech.ee/et/Item/df799b79-b7cd-4145-982e-4e8700f14192
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https://www.ester.ee/record=b1294620*est

O koppo3um cTanen BbLICOKOTEMNEpPaTypHbIX peKynepaTMBHbIX BO3Ayxonoaorpesarenen

Laid, Jaan; Poobus, Arvi BniisiHue MuHeparnbHOM YacT SHepreTUHeCKMX TONMMB Ha YCroBust paboTbl NaporeHepaTopoB : Te3UChbI
poknagos lll BcecotosHon koHbepeHuumn. Cekuus 2, BbicokoTemnepaTypHas Koppo3usi U u3Hoc Tpyd noBepxHocTel Harpesa 1980 /
c. 101-107 : nnn., Tab https://www.ester.ee/record=b1267027*est

O KOpPPO3MOHHOM NOBEAEHUM YrNepoaAnCToN CTanu B BOOHbLIX pacTBOpax MOHO3TaHONaMMHa
Ferber, Martsel | pecnybnvkaHckasn koHpepeHUMst MONOAbIX Y4EHbIX-XMMMKOB, 20-22 masn 1975 rofa : Teanchl goknagos 1975/ c.
184-185 https://www.ester.ee/record=b1309964*est

O meToAMKe NabopaToOpPHOro NccrieAoBaHUs XKapOCTOMKOCTU KOTESbHbIX CTanel NPUMEHUTENbHO K YCINOBUAM
CXWUraHusi npubanTUNCKUX criaHueB

Arro, Hendrik; Tallermo, Harri; Tomann, Elvi; Opik, llmar Matepuari! koHpepeHLM Mo MPoLieccamM B MUHEParisHOM YacT
3HepreTuyeckoro Tonmmea, 4-6 doespana 1969 roga 1969 / c. 47-53 https://www.ester.ee/record=b1351998*est

O xapakTepe U3MeHeHUs1 BHYTPEHHEro TpeHust Npy UcnbiTaHUM 06pasLoB U3 YriepoauCcTon cTan OAHOBPEMEeHHbIM
NOCTOSAHHbLIM Kpy4YeHMeM U NyJbCUPYHOLUUM PacTshKeHUeMm
Viik, Udo N3Hoc, ycTanocTts 1 koppo3ust MeTannos : cbopHuk ctaTtei. 4 1970/ c. 103-110 : wn

https://www.ester.ee/record=b2189975*est https://digikogu.taltech.ee/et/ltem/08de6dd6-c065-4fa4-8684-9b41e91f1bd2/

O xapakTepe pa3BuTUs NacTM4eckon aecopmanum ctanm npyM COBMECTHOM AeMCTBMUN NOCTOSAHHOIO KPYUYeHUS U
LIMKITMYECKOro pacTsXKeHusi

Viik, Udo; Stseglov, Nikolai V13Hoc, ycTanocTs 1 koppo3ust MeTarmos : cGopHUK cTaTer. 3 1969 / ¢. 63-70 : umn
https://www.ester.ee/record=b2183085*est https://digikogu.taltech.ee/et/ltem/28ca169d-6b4f-44b6-92fd-45d8fc81e458/

OGPaGOBaHMe OTNOXEHUN U BbICOKOTeMnepaTtypHasa KOppo3usa KoTesNbHbIX cTanemn nop BO30eMCTBUEM OTIIOXKEHUN B
KoTnax-yTunmsatopax u pekyneparopax meaennaBuiibHbIX nevem : aBTopeq)epaT... KaHguaata TeXHU4eCKux Hayk
(05.14.04)

Ingermann, Karl 1974 http://www.ester.ee/record=b1306878*est

OGpasoBaHMe OTNIOXEHWI1 U BbICOKOTeMNepaTypHasi KOPPO3us KOTeSbHbIX CTanen nod Bo3gencTemeM OTIIOXEeHU! B
KoTnax-yTunmsatopax n pekynepartopax megensiaBuUibHbIX neyven : AuccepTauus..KaHaugaTa TeXHN4YeCKUX HayK
Ingermann, Karl 1974 http://www.ester.ee/record=b2307158*est

O6BLeMHOe U NOBEepPXHOCTHOE flerMpoBaHue NOPOLLKOBbLIX KOBaHbIX cTanemn
Pairsoo, Riho; Kulu, Priit, Kallas, Paul; Valdma, Leo NMopoLkoBble KOHCTPYKLMOHHbIE MaTepuarns! 1980 / c. 91-93

OkucneHue KoMnoHeHToB cuctembl TiC-Fe-Cr npu npeaBapuTenbHOM cnekaHUM NOPOLLKOBOM KapbuaocTanu
Kiibarsepp, Jakob lNMopoukoBas meTtamnnyprus = Powder metallurgy : eXxeMecsiuHbI i Hay4YHO-TEXHUYECKWI XxypHan 1988 / c. 43-47 :
pwvc., Tab https://www.ester.ee/record=b1645489*est

OnpepeneHue Npocunsa KOPPO3UOHHbLIX MOBPEXAECHUN KOTESbHbIX CTanen
Anson, Genrih; Prikk, Arvi ViccrieqoBaHue paboTbl NaporeHepaTopoB anekTpocTaHumii 1983 / c. 109-120

OnpepeneHve xapakTepUCTUK BbICOKOTEMINEPaTyPHOWU KOPPO3UM CTaren Ha OCHOBE MOJTyNPOMbILLSIEHHbIX UCNbITAHUNA
Ots, Arvo; Laid, Jaan; Suik, Heinrich ViccrenoBaHvie pa6oTsl naporeHepaTopoB anekTpocTaHumii 1979 / ¢. 95-106

Oco6eHHOCTM abpa3nBHON N3HOCOCTOMKOCTM 3aLUTHBLIX NOKPbLITUA Ha CMeYeHHbIX CTansx

Kulu, Priit ccrnenosanve 1 paspaboTka TeopeTnieckmx Npobriem B 0651aCTv NOPOLLKOBOI METATyPrin U 3aLLUTHBIX NOKPLITWN |
MaTtepuans Bcecoto3Hom KoHdepeHumr, MuHck, 24-26 mas 1983 r. Y. 3 : MpuHUMNbI onTUMM3aumum CTPYKTYpbI U CBOMCTB
MOPOLLKOBbIX MaTepUarioB 1 3alLMTHbIX NOKPbITWiA 1984 / c. 145-149

Ocob6eHHOCTU KOppo3umn TBepAabix cnnaeoB TiC-cTtanb
Kallast, Vambola; Kiibarsepp, Jakob PecnyGrkaHckasi KoHepeHUust No Kopposun 1 3aupyte MeTanroB : 25 neT ¢ Hayana
crcTeMaTUYECKMX nccreaoBaHui no kopposum B ACCP : Tesuckl goknagoB 1983 / c. 26-27 hitps://www.ester.ee/record=b1288836*est

OLieHKa HEeKOTOPbIX CBOUCTB CMeYeHHbIX CTarled, yNpoUYHEeHHbIX Kapougamm
Arensburger, Daniil; Valdma, Leo; Sokolov, A. Teaucbl gokrnagos | pecnybnvkaHckol kKoHepeHLUmn No NopoLLKOBOI MeTammyprim :
3PO3MOHHOCTOMKME CrieYeHHble MaTepuarbl 1 ux npuMmeHeHne 1975 / ¢. 32-33 https://www.ester.ee/record=b1314322*est

MokasaTenu paboTocnocobHOCTU KapbugocTanen
Kibarsepp, Jakob; Reshetnjak, Heinrich MopoukoBasi metarryprus = Powder metallurgy : exxeMecayHbli Hay4YHO-TEXHUHECKMIA
xypHan 1990/ 2, c. 48-53
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MonyyeHne n cBONCTBa KOPPO3MOHHOCTOMKMX cnaBoB TiC-cTanb
Kubarsepp, Jakob CBoicTBa 1 TexHONOr1s U3roToBrEHUS M3HOCOCTOMKMX MaTepumarioB 1980 / c. 33-40

Mony4yeHune crneYeHHbIX NIerMpoBaHHbIe HOBbLIX CTanen
Kulu, Priit; Paarsoo, Riho Nopsiuee npeccoBaHve B NOPOLLKOBOI MeTarnyprim : MaTepuarnbl IV BCECO3HOM Hay4HO-TEXHUYECKOM
KoHbepeHuumn [25-28 moHst 1979 1.] 1981 / ¢. 121-122 https://www.ester.ee/record=b4484713*est

ﬂpen.en BbIHOCITMBOCTU U NnacTtu4yeckue .qecbopMauMM cTanen B HEeKOTOpPbIX Clly4YasAX COBMeCTHOro nencTBusa nsrmba m
KpyueHus : aBTopedepar ... KaHanaaTa TEXHUYECKUX HayK
StSeglov, Nikolai 1959 http://www.ester.ee/record=b1377609*est

I'Ipep.en BbIHOCJTMUBOCTU U NiacTtu4yeckue ,qe(bopmauvwl cTanen B HEKOTOPbIX Clty4YasAX COBMeCTHOro AeﬁCTBVIﬂ n3rudam
Kpy4eHusA

étéeglov, Nikolai 1957 https://www.ester.ee/record=b1421848*est https://digikogu.taltech.ee/et/ltem/47d89251-e915-4070-b3a5-
7878b555d2e7/

MpumMeHeHue N3HOCOCTOMKMX CMNITAaBOB Kap6ua TUTaHa-cTasnb NpU ra3o- u ruapoabpasnBHOM U3HALLMBaHWUN
Kiparissov, Sergei; Narva, Valentina; Valdma, Leo; Sanajeva, D.; Kallas, Paul MNpo6rembl TpeHus 1 sHauwwmBaHus :
pecnybrmMKaHCKUIN MeXBEAOMCTBEHHbIN Hay4HO-TeXHMYeckuin c6opHuk. Bein. 18 1981 / ¢. 50-53

MpuMeHeHne NOTEHLMOCTaTU4YECKOro MeToAa AfA UCCrefOBaHUA KOPPO3MY CTanu B KAPOOHM3MpPOBaHHbIX pacTBoOpax
MOHO3TaHoOJlaMUHa

Ferber, Martsel; Rohumégi, Ene; Metsik, Rein Tesvcbl AoknagoB Hay4HO-TEXHAYECKOM KOHepeHL MM Mo Bonpocam Koppo3um u
3awymbl meTanrioB 1975 / ¢. 27 https://www.ester.ee/record=b1314267*est

Mpo6nembl N3roToBMeHUs1 KOPPO3UOHHOCTOMKUX TBepAbIX cnaBoB TIC-ctanb
Kiibarsepp, Jakob CBoiicTBa 1 TEXHONIOMS U3rOTOBEHUST KOMMO3MLMOHHLIX MaTepuasioB 1985 / c. 67-73

MpoMmbILeHHbIE UCNLITAHUSA XPOMOMAapPraHLUEBLIX ayCTEHUTHbLIX KOTENbHbIX CTaneun

Ots, Arvo; Laid, Jaan; Randmann, Rein; Suik, Heinrich; Pella, Villu BriusiHve MyuHepanbHoii YacTi sHepreTU4eckyx TOMmvB Ha
ycroBusi paboTbl MAPOBLIX KOTIOB : Te3nckl Aokrnanos IV BececorosHon koHpepeHuumn. Towm lll, cekuus 2, BeicokoTemnepaTypHas
KOppO3ust M3HOC M 0YMCTKA NOBEPXHOCTEN HarpeBa : Teauckl Aoknaaos IV Bcecoto3Hol koHdepeHumn 1986 / ¢.76-82 : unn
https://www.ester.ee/record=b1217230*est

MpoYHOCTL 1 NNAacCTUYHOCTbL KapbupocTanewn ¢ Xene3oHUKeneBbIMA CBA3KaM1
Kiibarsepp, Jakob; Reshetnjak, Heinrich; Annuka, Harri i3HococTolikvne nopoLkoBble MaTepuarb! 1 NOKPbITUS : TE3UCbl OKIaA0B
BTOpOW KoHdbepeHuwmm Bammuinckux pecnybrmk 1991 / c. 15-17

MpoyHocTL NpU U3rnbe u yaapHas BA3KOCTb KapbuaocTanen
Kiibarsepp, Jakob; Annuka, Harri MopouwkoBas metannyprusi = Powder metallurgy : exxeMecsiuHbIi Hay4HO-TEXHUHECKII XKypHan
1989/ c. 75-79 : vnn https://www.ester.ee/record=b1645489*est

MyT¥ noBbILWEeHUA 3PO3UOHHON CTOMKOCTU MOPOLLKOBOW CTanu
Kulu, Priit MeTannoeeaeHue n Tepmmyeckas obpaboTtka MeTanros : [ExeMecayHbI Hay4YHO-TEXHUYECKUIA U MPOM3BOACTBEHHbIN
xypHan] 1987 / c. 23-25 : un

Pe3ynbTarbl uccnegoBaHUA BO3AEUNCTBUA BbICOKMX TeMnepaTyp Ha U3MeHeHue NiacTuyeckux CBoOMCcTB ctanu X25T
Anson, Pavel; Poobus, Arvi; Laid, Jaan XX Hay4Hasi koHcpepeHuusi, nocBsiLLeHHasn 25-netuio ctoHcko CCP 18-22 mast 1965 . :
Teancbl 1 pestome 1965 / ¢. 128-129 https://www.ester.ee/record=b1359832*est

PeHTreHorpa(pwlecxoe uccnepgoBaHue npotlecca ycranoctu Manoyrnepop,MCToﬁ cTanu B ycnoBusax
CINOXXHOHaNpPsAXXeHHOro CoOCToAHuA

Mosberg, Rudolf C6opHvk Tpyaos no dmsuke. 1 1959 / ¢. 41-56 : win https://www.ester.ee/record=b2181306*est
https://digikogu.taltech.ee/et/ltem/db723e21-6629-468d-adb0-cd5b56bb53a2

CBouicTBa 6e3BonbghpamoBbIX TBepAbIX cnsaBoB TiC-cTanb
Kiibarsepp, Jakob; Valdma, Leo MyTtu skoHOMWM BONbghpamMocoaepraLllmx MHCTPYMeHTarbHbIX MaTepurarios : COOpHMK TE3NCOB
JOKIafoB Hay4yHO-TeEXHUYeCKoro ceMuHapa 1979/ c. 30-32 : Tabn https://www.ester.ee/record=b1275894*est

CBoucTBa u obnacTv NnpUMeHeHUs cnevyeHHbIX TBepabIx cnaBoB TiC-ctanb
Kiibarsepp, Jakob; Valdma, Leo Pa3Butire KOHCTPYKLMN 1 TEXHOSIOM N M3rOTOBSIEHMS] TBEPAOCIIABHbBIX LLTAaMMOB : COOPHUK
TE3MCOB JOKINaA0B Hay4HO-TEXHUYECKOro cemuHapa 1978 / c. 45-49 : Tabn. hitps://www.ester.ee/record=b1304998*est

CeneKkTMBHOE U3MeNbYeHUe CTPYKKU BbICTPOPEXYLLEN U MHCTPYMEHTarNbLHOW CTanu
Alop, August; Timanok, Aleksei [leavHterpatopHas TexHonorus : Teavcbl Aoknagos VIBceco3sHoro cemyHapa : 5-7 ceHTabps
1989 roga 1989 / c. 86-88 : nnn https://www.ester.ee/record=b1230606*est
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CpaBHeHMe KOMNeHCaToOpPOB PeakTUBHOM MOLLHOCTU U NyTel yIy4lleHUsl KauecTBa HarnpsPkeHUs! B CETSX C AyroBbIMA
cTanensiaBunbHbLIMU NeYamMm
Janson, Kuno; Jarvik, Jaan MNpo6rnemMbl arekTpomMarHMTHon COBMECTYMOCTY CUIOBLIX NOMYNPOBOAHUKOBLIX NpeobpasoBaTenei :

Te3nCbl AOKIAA0B BTOPOro MEXBEAOMCTBEHHOIO Hay4HO-TEXHMYECKoro coBelaHua 1982 / c. 125-126
https://www.ester.ee/record=b1309144*est

CpaBHeHue npocumnen cnegoB M3HOCA Ha 3agHEN NOBEPXHOCTU pe3Lia C KMHeMaTuiYeCKMMu npm obpaboTtke ctanen 45 n
40 x

Jaanson, Arvo CGopHuK cTaTel No MallMHOCTPpoeHuo. 5 1969 / ¢. 17-28 : unn https://www.ester.ee/record=b2183087*est
https://digikogu.taltech.ee/et/ltem/3ae6f337-2dbc-4629-8ffd-bc5926723d23/

CTpyKTypa u CBOMCTBA U3HOCOCTOMKMX MOPOLLKOBbLIX MOKPbLITUMA HAa CNeYeHHbIX CTansAX

Halling, Jaanus; Saarmann, M. XXV Il cTyaeH4eckasi Hay4HO-TeXHUYeCKasi KoHpepeHuMst By30B IMpubarTuinckmx pecnyorivk,
Bernopycckorn CCP n Mongasckoin CCP, 19-21 anpensa 1983 r : Te3uchl gokrnagos. Yacte 2 1983 /c. 125
https://www.ester.ee/record=b1571566*est

TBepable cnnaBbl CO CTanbHON CBA3KOMN
Kiibarsepp, Jakob; Reshetnjak, Heinrich 1991 http://www.ester.ee/record=b1235762*est

Tennoe BbiAaBNMBaHMe XPOMOHMKeNEeBbIX cTanemn

Ingerma, August; Strizak, Viktor MobiweHre kayecTBa 1 3PEKTUBHOCTU U3rOTOBIIEHNSI TEXHOSIOrMYECKON OCHACTKM METOAaMM
nracTnieckoro eopmMmpoBaHns : COOPHYK TE3NCOB BCECOH3HOM HAaY4HO-TEXHUYECKON koHpepeHumm 1977 / c. 189-193 : Tabn., puc
https://www.ester.ee/record=b1287522*est

TpeLmnHOCTOMKOCTb U NPOYHOCTb KapougocTtanen
Kiibarsepp, Jakob; Annuka, Harri; Reshetnjak, Heinrich; MaiictpeHko A.J1.; Yenoseukuii I".U. MNopolLkoBas meTannyprus =
Powder metallurgy : exxemecayHbIn Hay4HO-TexHUYecKkui xypHan 1990 / 1, c. 90-94: puc

Tpy6b1 3 ctanu 12XIM® ¢ aHTUKOPPO3MOHHBLIM XPOMUPOBAHUEM HAPY>KHOM NOBEPXHOCTU AN 3KPaHOB
naporeHepaTtopoB

Tjulpin, K.; Uporova, V.; Harin, V.; Russinova, |.; Junts, B.; Beketov, P.; Juganova, S.; Batdrev, V.; Maksimova, |.; PldSevski, A.;
Dolinskaja, L.; Tihhonova, V.; Ots, Arvo; Laid, Jaan; Bulanov, J.; Malégina, A; ékljarov, M.; Hristit§, L.; Salndi, J.; Surovtseva, J.;
Golev, V. BrivsHue MyHeparnbHOM YacTu S3HEPreTM4ECKMX TOMIMB Ha yYCroBuMst paboTbl maporeHepaTopos : Te3uckl foknaaos il
BcecotosHoi koHpepeHumm. Cekums 2, BeicokoTemnepaTypHas Koppo3us 1 M3Hoc Tpyb noBepxHocTer Harpesa 1980/ c. 77-82
https://www.ester.ee/record=b1267027*est

YrnyulieHune 3neKTpoMarHUTHOM COBMECTUMOCTU AyroBOW CTanennaBuUTenbLHON nNeyn nyTem npuMeHeHus
CKOMMEHCUPOBAHHOI0 TOKOOrPaHUYMBAKOLLEro BbINPAMATENSA

Jarvik, Jaan; Janson, Kuno NMpo6rembl npeobpasoBaTenbHOM TEXHWKK : Teanchl Aoknaaoe |l BcecotosHol HayqHO-TeXHUYECKO
KoHcpepeHuumn, Kne, oktabpe 1983 1. Y. 1 1983 / c. 29-32 https://www.ester.ee/record=b2369116*est

XapaKTepuCTUKU )KapOCTONKOCTU KOTENbHbIX MapOK CTanu, Nofly4YeHHble NPU UCTIbITAHUAX HAa ANUTENTbHbIX BPeMeHHbIX
6a3ax

Tjulpin, K.; Maksimov, A.; Ots, Arvo BrisiHue MyHeparbHOM 4acTy 3HepPreTHecKux TOMMMB Ha YCroBUst paboTbl NaporeHepaTopos !
maTtepwans! BcecotosHown koHpepeHumn. Tom 36, BeicokoTemnepaTypHas Koppo3us noBepxHocTen Harpesa 1974 / c. 3-10 : wnn,,
Tab https://www.ester.ee/record=b1294620*est

SkcneprmeHTanbHoOe uccrneaoBaHue rMapaBIMyYeCcKoro ConpoTUBIIEHUS 3aNOPHON apMaTypbl U CTanbHbIX
BOAOra3onpoBoAHbIX TPy6

Kostina, T.; litSenko, N.; Molder, Heino XX cTyneHyeckas HayqHO-TEXH/YECKas KOHbepeHUmMs By30B [Npubanmuiickux pecnyonmk,
Bernopycckon CCP n Mongasckon CCP : Teanckl goknagos. Yacts 2 1974 / ¢. 296 https://www.ester.ee/record=b1306141*est

OnekTpoxnmmyeckoe NnoBeaeHe yrnepoancTon ctanm B pacTBopax MOHO3TaHONMaMUHa
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