
Cavitation-dispersion method for copper cementation from wastewater by iron powder
Shishkin, Andrei; Mironovs, Viktors; Vu, Hong; Novak, Pavel; Baroninš, Janis; Polyakov, Alexandr; Ozolins, Jurijs Metals 2018 / art.
920, 11 p. : ill https://doi.org/10.3390/met8110920 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Effect of milling activation of dry components on properties of foamed cement mortar in a two-stage manufacturing
process
Baroninš, Janis; Shishkin, Andrei; Lusis, Vitalijs; Giosue, Chiara; Goljandin, Dmitri; Novakova, Iveta; Kekez, Sofija; Korjakins,
Aleksandrs; Gorelikovs, Dmitrijs; Gavrilovs, Pavels Case studies in construction materials 2025 / art. e04465
https://doi.org/10.1016/j.cscm.2025.e04465

https://doi.org/10.3390/met8110920
https://www.scopus.com/sourceid/21100399731
https://www.scopus.com/record/display.uri?eid=2-s2.0-85056351313&origin=inward&txGid=c170b33c15966afae2937fc6d143b0a6
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=METALS-BASEL&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000451735100059
https://doi.org/10.1016/j.cscm.2025.e04465

