Aadu Ritso : 13.09.1915-18.01.2010 : [in memoriam]
Laansoo, Andres Tallinna Tehnikaulikooli aastaraamat 2010 2011 / k. 330-332

Application of magnetic methods for structure investigation of steel-bonded hardmetals
Laansoo, Andres; Kiibarsepp, Jakob International DAAAM : [DAAAM National Estonia] : proceedings of the 1st International
Conference, 25-27th September 1997, Tallinn, Estonia 1997 / p. 145-148

Application of statistical methods in assessing the quality of welding
Stepanov, Aleksandr; Laansoo, Andres Proceedings of the 4th International Conference Industrial Engineering - New Challenges
to SME : 29-30 April 2004, Tallinn, Estonia 2004 / p. 287-289

Brazing and diffusion welding of tungsten free hardmetals
Surzenkov, Gennadi; Laansoo, Andres; Kiibarsepp, Jakob Abstracts of International Conference on Welding - Quality -
Competitiveness 2002 / p. 61-63

Brazing and diffusion welding of tungsten free hardmetals [Electronic resource]
Surzenkov, Gennadi; Laansoo, Andres; Kiibarsepp, Jakob; Klaasen, Heinrich Proceedings of International Conference on
Welding - Quality - Competitiveness 2002 / [CD-ROM]

Brazing of cermets with steel using amorphous filler metals
Laansoo, Andres; Kiibarsepp, Jakob; Surzenkov, Gennadi Abstracts of International Conference Materials Engineering and
Tribology 2002 / p. 9

Brazing of cermets with steel using amorphous filler metals
Laansoo, Andres; Kiibarsepp, Jakob; Surzenkov, Gennadi MedZiagotyra = Materials science 2002 / 4, p. 451-454

Brazing of TiC cermet to steel
Laansoo, Andres; Kiibarsepp, Jakob; Vainola, Vello Proceedings of the 7th International Conference of DAAAM Baltic Industrial
Engineering : 22-24th April 2010, Tallinn, Estonia. [Il] 2010 / p. 480-485 :ill

Characteristics of rails and rail welds
Saarna, Mart; Laansoo, Andres Engineerings Materials & Tribology 2004 : materials of the XlIl-th International Baltic Conference :
September 23-24, Riga, Latvia 2004 / p. 41-45

Cold metal transfer (CMT) welding of thin sheet metal products
Talalaev, Robert; Veinthal, Renno; Laansoo, Andres; Sarkans, Martin§ Estonian journal of engineering 2012 / p. 243-250 : ill

Complementary education welding engineers in Estonia
Laansoo, Andres Proceedings of the Second International Conference on Education in Welding 2000 / p. 48-51

Compound carbide composites produced by diffusion bonding
Kiibarsepp, Jakob; Klaasen, Heinrich; Laansoo, Andres EURO PM2001 : [European Congress and Exhibition on Powder
Metallurgy] : October 22-24, 2001, Nice, France. Vol. 1 : proceedings 2001 / p. 158-163 : ill

Development of Estonian welding standards and complementary education of welding engineers
Laansoo, Andres; Stepanov, Aleksandr Welding : Technologies, Equipment, Materials : MET-97 : International Conference :
reports and theses 1997 / p. 144-145

Diffusion bonding hardmetals with steels
Laansoo, Andres; Klaasen, Heinrich; Kiibarsepp, Jakob; Surzenkov, Gennadi Materials Engineering & Balttrib 2001 : materials
of the X-th International Baltic Conference : September 27-28, Jurmala, Latvia 2001 / p. 58-61

Diffusion bonding of steels with ceramic and metal composites
Kiibarsepp, Jakob; Laansoo, Andres; Klaasen, Heinrich Proceedings of the 2nd International Conference, 27-29th April 2000,
Tallinn, Estonia / DAAAM International Vienna, DAAAM National Estonia 2000/ p. 171-174

Diffusion welding and brazing of tungsten free hardmetals
Laansoo, Andres; Kiibarsepp, Jakob; Klaasen, Heinrich Proceedings of 7th International Conference "Brazing, High
Temperature Brazing and Diffusion Welding" : June 15-17, 2004, Aachen, Germany 2004 / p. 27-30

Diffusion welding as an alternative for joining cermets (hardmetals) and steels
Kibarsepp, Jakob; Reshetnjak, Heinrich; Laansoo, Andres Proceedings of the 3rd International Conference MET-99 on Welding :
Technologies, Equipment, Materials, Related Technologies : June 3-4, 1999, Riga, Latvia 1999 / p. 126-129

Difusion bonding of hardmetals



Laansoo, Andres; Klaasen, Heinrich; Kiibarsepp, Jakob; Surzenkov, Gennadi Engineerings Materials & Tribology 2004 :
materials of the Xll-th International Baltic Conference : September 23-24, Riga, Latvia 2004 / p. 16-20 : ill

Dual compounds "cemented carbide+steel” produced by diffusion bonding

Klaasen, Heinrich; Kiibarsepp, Jakob; Laansoo, Andres; Viljus, Mart European Powder Metallurgy Conference on Meeting the
Challenges of a Changing Market Place : EURO PM2003 : Valencia, Spain, October 20-22, 2003 : conference proceedings. Volume
12003 /p. 155-159 :ill

Eesti Keevitusiihing
Laansoo, Andres 10 aastat Eesti Inseneride Liitu: 1988-1998 1998 / k. 24

Eesti Keevitusiihing
Laansoo, Andres Kaarleek : Kemppi Oy ja Femker Oy tarbijaleht 1996 / 1, k. 7; 2, Ik. 7 https://www.ester.ee/record=b5668719*est

Eesti Mehaanikainseneride Liit
Kulu, Priit; Laansoo, Andres; Roosimdlder, Lembit Inseneeria 2008 / 6, Ik. 26-27 : ill https:/artiklid.elnet.ee/record=b2041635*est

Eesti Mehaanikainseneride Liit. Eesti Keevitusiihing. Eesti Materjalitehnika Uhing. Eesti Masinaehitusinseneride Selts.
Mehaanikainseneri kutseid omistav organ
Kulu, Priit; Laansoo, Andres; Roosimdlder, Lembit Mehaanikateaduskond 2008 2008 / Ik. 54-58

Effect of new technology implementation on welding quality and productivity
Stepanov, Aleksandr; Laansoo, Andres Proceedings of the 5th International Conference of DAAAM Balltic : Industrial Engineering
- Adding Innovation Capacity of Labour Force and Entrepreneur : 20-22 April 2006, Tallinn, Estonia 2006 / p. 231-236 : ill

EKU pakub keevitustoode kvaliteeti : [Eesti Keevitusiihingust, koost6os TTUga tehtavast keevituskoordineerijate
tédiendoppest, standarditest ja juhendmaterjalidest]
Laansoo, Andres TKK Teataja : OU Tehnokontrollikeskus infoleht 2000 / 3, juuli, Ik. 5 : fot

Euroweld alustas : [keevitusinseneride tédiendkoolituse 6ppejoudude ja koolituseks vajalike Gppematerjalide
ettevalmistamise projektist, millega jaanuaris 2006 iihines ka TTU]
Laansoo, Andres Mente et Manu 2006 / 8. marts, Ik. 3 https://www.ester.ee/record=b1242496*est

Implementation of welding quality assurance systems in Estonian metalworking industry
Stepanov, Aleksandr; Laansoo, Andres Proceedings of the 3rd International Conference Industrial Engineering - New Challenges to
SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 256-259 :ill

Improvement of productivity in Al welding
Stepanov, Aleksandr; Laansoo, Andres Proceedings of the 6th International Conference of DAAAM Balltic "Industrial Engineering"
: 24-26th April 2008, Tallinn, Estonia. [2] 2008 / p. 363-368 : ill

Induction brazing of cermets to steel
Laansoo, Andres; Kiibarsepp, Jakob; Vainola, Vello; Viljus, Mart Estonian journal of engineering 2012 / p. 232-242 : ill

Induction brazing of cermets to steel and eddy current testing of joint quality

Laansoo, Andres; Kiibarsepp, Jakob; Surzenkov, Andrei; Land, Raul; Martens, Olev; Viljus, Mart Welding in the World 2020 /
p. 563-571 https://doi.org/10.1007/s40194-020-00854-x Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at
WOS

Induction brazing of tungsten free hardmetals to steel
Laansoo, Andres; Kiibarsepp, Jakob; Surzenkov, Gennadi Engineering Materials & Tribology : BALTMATTRIB - 2003 : 12th
International Baltic Conference : October 2-3, 2003, Tallinn, Estonia : abstracts 2003 / p. 49

Internal stresses in diffusion bonded joints
Laansoo, Andres; Kiibarsepp, Jakob; Saarna, Mart; Klaasen, Heinrich Materials science = MedZiagotyra 2006 / 2, p. 110-113 :

ill https://matsc.ktu.lt/index.php/MatSc/article/view/26413

Joining hardmetals to steel using brazing processes

Laansoo, Andres; Kiibarsepp, Jakob; Klaasen, Heinrich; Surzenkov, Gennadi Proceedings of the 3rd International Conference
Industrial Engineering - New Challenges to SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 177-180 :ill

Keevisliited ja jootliited : tdhistamine joonistel
2000 https://www.ester.ee/record=b1400446*est

Keevisombluste tdhistamisest
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Laansoo, Andres Tehnika ja Tootmine 1993/ 3, Ik. 22-23:ll

Keevitajate atesteerimine : sulakeevitus. Osa 1, Terased = Qualification test of welders : fusion welding. Part 1, Steels
2013 https://www.ester.ee/record=b2908427*est

Keevitajate atesteerimine. Sulakeevitus
Laansoo, Andres 2010 https://www.ester.ee/record=b2594976*est

Keevitajate atesteerimine. Sulakeevitus
Laansoo, Andres 2010 https://www.ester.ee/record=b2595016*est

Keevitajate kvalifitseerimise katse [Vorguteavik] : sulakeevitus. Osa 1, Terased = Qualification testing of welders : fusion
welding. Part 1, Steels (ISO 9606-1:2012 including Cor 1:2012 and Cor 2:2013) / Eesti Standardikeskus
2017 http://www.ester.ee/record=b4741221*est

Keevitamine : MIG/IMAG-keevitus
Laansoo, Andres 2010 https://www.ester.ee/record=b2623612*est

Keevitamine : MIG/MAG-keevitus
Laansoo, Andres 2014 https://www.ester.ee/record=b3071456*est

Keevitamine : soovitused metallmaterjalide keevitamiseks. Osa 2, Ferriitteraste kaarkeevitus = Welding :
recommendations for welding of metallic materials. Part 2, Arc welding of ferritic steels

2012 https://www.ester.ee/record=b2889109*est

Keevitamine : soovitused metallmaterjalide keevitamiseks. Osa 3, Roostevabade teraste kaarkeevitus = Welding :
recommendations for welding of metallic materials. Part 3, Arc welding of stainless steels

2012 https://www.ester.ee/record=b2873974*est

Keevitamine ja kiilgnevad protsessid [Vorguteavik] : keevitusasendid = Welding and allied processes : welding positions
(ISO 6947:2019)
2019 https://www.ester.ee/record=b5287657*est

Keevitamine ja seonduvad protsessid [Vorguteavik] : sénastik. Osa 1, Uldterminid = Welding and allied processes :
vocabulary. Part 1, General terms (ISO/TR 25901-1:2016
2021 https://www.ester.ee/record=b5368695*est

Keevitamine poolautomaadiga
Laansoo, Andres Ehitaja 2003 / 10, k. 60-61 : ill https:/artiklid.elnet.ee/record=b1013730*est

Keevitamine [Vorguteavik] : metallmaterjalide tihvtkaarkeevitus = Welding : arc stud welding of metallic materials (ISO
14555:2017)
2021 https://www.ester.ee/record=b5455705*est

Keevitus ja kiilgnevad protsessid : soovitused liidete ettevalmistuseks. Osa 1, Teraste kdsikaarkeevitus, kaarkeevitus
kaitsegaasis, gaaskeevitus, TIG-keevitus ja kiirguskeevitus = Welding and allied processes : recommendations for joint
preparation. Part 1, Manual metal-arc welding, gas-shielded metal-arc welding, gas welding, TIG welding and beam
welding of steels (ISO 9692-1:2003)

2012 https://www.ester.ee/record=b2867061*est

Keevitus ja kiilgnevad protsessid [Vorguteavik] : keevisliidete tahistamine tingmérkidega joonistel = Welding and allied
processes : symbolic representation on drawings. Welded joints (ISO 2553:2013)
2015 http://www.ester.ee/record=b4478056*est

Keevitus ja kiilgnevad protsessid [Vorguteavik] : protsesside nomenklatuur ja viitenumbrid = Welding and allied
processes : nomenclature of processes and reference numbers (ISO 4063:2009, Corrected version 2010-03-01)
2016 http://www.ester.ee/record=b4604543*est

Keevitus ja kiilgnevad protsessid [Vorguteavik] : tingmarkidega tdhistamine joonistel. Keevisliited = Welding and allied
processes : symbolic representation on drawings. Welded joints (ISO 2553:2019)

2019 https://www.ester.ee/record=b5234002*est

Keevitus ja kiilgnevad protsessid. Metallide keevisliidete geomeetriliste defektide liigitus
Laansoo, Andres 2010 https://www.ester.ee/record=b2594992*est
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Keevitus ja kiilgnevad protsessid. Metallide keevisliidete geomeetriliste defektide liigitus
Uksti, Lembit, Laansoo, Andres; Laurfeld, Toomas 2004 https://www.ester.ee/record=b1860516*est

Keevitus [Vorguteavik] : juhised eelkuumutustemperatuuri, labimitevahelise temperatuuri ja eelkuumutuse
hoidmistemperatuuri mé6tmiseks = Welding : guidance on the measurement of preheating temperature, interpass
temperature and preheat maintenance temperature (ISO 13916:2017)

2017 http://www.ester.ee/record=b4768949*est

Keevitus [Vorguteavik] : terase, nikli, titaani ja nende sulamite sulakeevitusliited (vélja arvatud kiirguskeevituse meetodid)
; Kvaliteeditasemed keevitusdefektide jargi = Welding : fusion-welding joints in steel, nickel, titanium and their alloys
(beam welding excluded) ; Quality levels for imperfections (ISO 5817:2003)

2015 http://www.ester.ee/record=b4502650*est

Keevitus. Terase, nikli, titaani ja nende sulamite sulakeevitusliited (valja arvatud kiirguskeevituse meetodid).
Kvaliteeditasemed keevitusdefektide jargi = Welding. Fusion-welded joints in steel, nickel, titanium and their alloys (beam
welding excluded). Quality levels for imperfections (ISO 5817:2003)

2011 https://www.ester.ee/record=b2652603*est

Keevituse kvaliteedinduded metallide sulakeevitusel. Osa 1, Sobiva kvaliteedinduete taseme valiku kriteeriumid = Quality
requirements for fusion welding of metallic materials. Part 1, Criteria for the selection of the appropriate level of quality
requirements (ISO 3834-1:2005)

2011 https://www.ester.ee/record=b2708243*est

Keevituse kvaliteedinduded metallide sulakeevitusel. Osa 5, Dokumendid, mis on vajalikud kvaliteedinduete
vastavushindamiseks standardi ISO 3834-2, ISO 3834-3 vo6i ISO 3834-4 jargi = Quality requirements for fusion welding of
metallic materials. Part 5, Dokuments with which it is necessary to conform to claim conformity to the quality
requirements of ISO 3834-2, ISO 3834-3 or ISO 3834-4 (ISO 3834-5:2005)

2011 https://www.ester.ee/record=b2743102*est

Keevituse kvaliteedinuded. Metallide sulakeevitus. Osa 2, Laialdased kvaliteedinuded = Quality requirements for fusion
welding of metallic materials. Part 2, Comprehensive quality requirements (ISO 3834-2:2005)
2011 https://www.ester.ee/record=b2670351*est

Keevituse poolautomaadi hdalestamine
Laansoo, Andres Ehitaja 2003 / 9, |k. 54-56 : ill https:/artiklid.elnet.ee/record=b1013482*est

Keevituse vooluallikate valik ja koormatavus
Laansoo, Andres Kaarleek : Kemppi Oy ja Femker Oy tarbijaleht 1997 / Ik. 4-5 https://www.ester.ee/record=b5668719*est

Keevitusinverterid
Laansoo, Andres Kaarleek : Kemppi Oy ja Femker Oy tarbijaleht 1996 / Ik. 10-11 : ill https://www.ester.ee/record=b56687 19*est

Keevitusmaterjalid : standardid, markeering, koostis, omadused : [kdsiraamat]
1995 https://www.ester.ee/record=b1068939*est

Keevitustehnika
Laansoo, Andres 1996 https://www.ester.ee/record=b1058609*est

Keevitustehnoloogia
Laansoo, Andres 2011 http://www.ester.ee/record=b2738782*est

Keevitustehnoloogia
Laansoo, Andres 2021 https://www.ester.ee/record=b5461458*est

Keevitustraadid ja téidistraadid
Laansoo, Andres Tehnika ja Tootmine 1995/ 3, Ik. 28-29

Keevitust66d : oppematerjal kutsekoolidele
Laansoo, Andres; Pihl, Toomas 2014 https://www.ester.ee/record=b4443922*est

Keevitustééde koordineerimine : lilesanded ja kohustused = Welding coordination : tasks and responsibilities (ISO
14731:2006)

2011 https://www.ester.ee/record=b2670362*est

Keevitustéode kvaliteet ja ehitus
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Laansoo, Andres Ehitaja 2001 / 6, k. 53-54 https://artiklid.elnet.ee/record=b1006982*est

Kempomig seeria keevitusseadmed; Multisiisteemsed PSS-seeria keevituse vooluallikad
Laansoo, Andres Kaarleek : Kemppi Oy ja Femker Oy tarbijaleht 1996 / Ik. 4-6: ill https://www.ester.ee/record=b5668719*est

Magnetdielektrikute elektromagnetiliste omaduste uurimine
Tokke, V.; Peenoja, K.; Ritso, Aadu; Laansoo, Andres XXIX vabariiklik Ulidpilaste teaduslik- tehniline konverents 30. martsist - 1.
aprillini 1977 : ettekannete teesid 1977 / Ik. 79 https://www.ester.ee/record=b2449987*est

Magnetischweiche Kompositionsmaterialien (MWKM) fiir elektrische Motoren
Laansoo, Andres; Liimann, Vaino; Ritso, Aadu; Siimar, Rein Tallinna Tehnikadilikooli Toimetised 1990 / Ik. 69-81: ill

Malmi keevitamine
Laansoo, Andres Kaarleek : Kemppi Oy ja Femker Oy tarbijaleht 1997 / Ik. 8 https://www.ester.ee/record=b5668719*est

Materjalitehnika : 6pik korgkoolidele. 1
Kulu, Priit; Kiibarsepp, Jakob; Laansoo, Andres; Veinthal, Renno 2015 https://www.ester.ee/record=b4459279*est

Materjalitehnika : 6pik kérgkoolidele. 2
Kulu, Priit; Kiibarsepp, Jakob; Laansoo, Andres; Veinthal, Renno 2015 https://www.ester.ee/record=b4459287*est

Materjalitehnika instituut
Laansoo, Andres 70 aastat mehaanikateaduskonda / Tallinna Tehnikaulikool 2006 / k. 45-52 : portr

Materjalitehnika seletav sbnaraamat : eesti, inglise, vene
Kiibarsepp, Jakob; Kulu, Priit; Laansoo, Andres; Karjust, Kristo; Saarna, Mart 2013 http://www.ester.ee/record=b2931759*est

Materjalitehnika seletav sGnaraamat : eesti-inglise-vene
Kibarsepp, Jakob; Kulu, Priit; Laansoo, Andres; Karjust, Kristo; Saarna, Mart 2014 http://www.ester.ee/record=b4763202*est

Materjalitehnika seletav sbnaraamat : eesti-inglise-vene
Kiibarsepp, Jakob; Kulu, Priit; Laansoo, Andres 2014 http://www.ester.ee/record=b4763379*est

Materjalitehnika. Tehnoloogiaprotsessid : laboratoorsete ja kodutédde juhendid
2008 http://www.ester.ee/record=b2358983*est

Materjaliopetus : juhendmaterjalid ja lilesanded materjalitehnika bakalaureusedppe materjaliopetuse kodu-, aine- ja
I6puté6deks

2003 http://www.ester.ee/record=b1824518*est

Mehaanikainseneri kdsiraamat
2012 https://www.ester.ee/record=b2860301*est

Mehaanikainseneri kasiraamat
2015

Mehaanikainseneri kdsiraamat
2013 https://www.ester.ee/record=b3007631*est

Mehhanotehnika ja metallide kdsiraamat
2012 http://www.ester.ee/record=b2860365*est

Metallide keevitusprotseduuride spetsifitseerimine ja atesteerimine : keevitusprotseduuri katse. Osa 1, Teraste gaas- ja
kaarkeevitus ning nikli ja niklisulamite kaarkeevitus = Specification and qualification of welding procedures for metallic
materials : welding procedure test. Part 1, Arc and gas welding of steels and arc welding of nickel and nickel alloys (ISO
15614-1:2004+A1:2008)

2011 https://www.ester.ee/record=b2730238*est

Metallide keevitusprotseduuride spetsifitseerimine ja atesteerimine : keevitusprotseduuri katse. Osa 2, Alumiiniumi ja
selle sulamite kaarkeevitus = Specification and qualification of welding procedures for metallic materials : welding
procedure test. Part 2, Arc welding of aluminium and its alloys (ISO 15614-2:2005)

2011 https://www.ester.ee/record=b2730254*est

Metallide keevitusprotseduuride spetsifitseerimine ja atesteerimine. Keevitusprotseduuri katse. Osa 1, Teraste gaas- ja
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kaarkeevitus ning nikli ja niklisulamite kaarkeevitus = Specification and qualification of welding procedures for metallic
materials. Welding procedure test. Part 1, Arc and gas welding of steels and arc welding of nickel and nickel alloys (ISO
15614-1:2004+A1:2008+A2:2012)

2013 https://www.ester.ee/record=b2908512*est

Metallide keevitusprotseduuride spetsifitseerimine ja atesteerimine [V6rguteavik] : keevitusprotseduuri katse. Osa 1,
Teraste kaar- ja gaaskeevitus ning nikli ja niklisulamite kaarkeevitus = Specification and qualification of welding
procedures for metallic materials : welding procedure test. Part 1, Arc and gas welding of steels and arc welding of nickel
and nickel alloys (ISO 15614-1:2017, Corrected version 2017-10-01)

2018 https://www.ester.ee/record=b5145002*est

Metallide keevitusprotseduuride spetsifitseerimine ja kvalifitseerimine [Vorguteavik] : keevitusprotseduuri katse. Osa 1,
Teraste kaar- ja gaaskeevitus ning nikli ja niklisulamite kaarkeevitus = Specification and qualification of welding
procedures for metallic materials : welding procedure test. Part 1, Arc and gas welding of steels and arc welding of nickel
and nickel alloys (ISO 15614-1:2017, Corrected version 2017-10-01+ISO 15614-1:2017/Amd 1:2019)

2019 https://www.ester.ee/record=b5272359*est

Metallide keevitusprotseduuride spetsifitseerimine ja kvalifitseerimine [Vorguteavik] : lildreeglid = Specification and
qualification of welding procedures for metallic materials : general rules (ISO 15607:2019)
2019 https://www.ester.ee/record=b5295429*est

Metallide I6ikamine, Idikeriistad ja pingid : skeemid ja joonised = Pe3aHne meTannoB, metannopexyllye CTaHKU U
MHCTPYMEHTbI : CXEMbl U PUCYHKU
1982 https://www.ester.ee/record=b1257411*est

Metallide sulakeevituse kvaliteedinbuded. Osa 1, Sobiva kvaliteedinduete taseme valiku kriteeriumid [Vorguteavik] =
Quality requirements for fusion welding of metallic materials. Part 1, Criteria for the selection of the appropriate level of
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2021 https://www.ester.ee/record=b5436443*est
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Metallildikepinkide laboratoorsed t66d. I, Metallildikepinkide haddlestamine ja seadistamine : erialale 0501
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Kulu, Priit; Kilibarsepp, Jakob; Laansoo, Andres; Pirso, Jiiri; Valdma, Leo 2001 https://www.ester.ee/record=b1526273*est
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SCIENCE '98 1998 / p. 97-98
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Reliability of dual compounds “carbide composite+steel” produced by diffusion welding
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Tallinna Mehaanikakool - Eesti tippkeevitajate koolituskeskus
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Ritso, Aadu; Liimann, Vdino; Siimar, Rein; Laansoo, Andres CBoiicTBa 1 TEXHONOMS! M3rOTOBEHWSI UIBHOCOCTOMKUX MaTepuaros
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MarHuTomsrkme KoMno3snumoHHble matepuansi (MMKM) ans acMHXpOHHbIX ABUraTernen ninockoro UCNosfIHEHUs
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KOHbepeHuum "HoBble TexHOMorn4eckme npoLecchl 1 obopynoBaHue And NpoM3BOACTBA AMEKTPUHECKMX MALLMH Mariov MOLLHOCTU" :
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Siimar, Rein; Laansoo, Andres; Randmer, Uudus; Liimann, Vdino CsolicTBa 1 TeXHOMOMs M3roTOBMEHNA KOMMO3ULIMOHHBIX
maTepuanoB 1985 / c. 49-56

MexaHun4ecKkue XxapakTepUCTUKA MarHUTOAUINEKTPUYECKUX MaTepuanoB AN MarHUTOMArKMX MarHUTONPOBOAOB
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maTepuanoB 1986 / c. 66-77
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