Using small punch testing method for the analysis of creep behaviour of Al-Al4C3 composites
Besterci, Michal, Dobes, Ferdinand; Kulu, Priit; Siilleiova, Katarina Estonian journal of engineering 2010 / 3, p. 243-254 : il
https:/artiklid.elnet.ee/record=b2156237*est


https://artiklid.elnet.ee/record=b2156237*est

