A method of using miniature samples for determining mechanical properties of metal of power-generating equipment at
thermal power stations in Estonia
Klevtsov, lvan; NeSumajev, Dmitri; Dedov, Andrei Thermal engineering 2009 / 5, p. 426-431

Analysis of strained condition of deaerator tank operating under inside pressure 0.5 MPa
Klevtsov, Ivan; Tallermo, Harri Energetic 2001/ 3, p. 15-19

Assessment of remaining life of superheater austenitic steel tubes in oil shale PF boilers
Klevtsov, lvan; Tallermo, Harri; Bojarinova, Tatjana; Dedov, Andrei Qil shale 2006 / 3, p. 267-274 : ill

Calculation method of once through steam generator's tube fatigue life estimation
Klevtsov, Ivan; Kaar, Harri Tallinna Tehnikalikooli Toimetised 1991 / k. 51-61:ill

Calculation of once through steam generator tube fatigue life in transition boiling zone
Kaar, Harri; Klevtsov, Ivan Recent advances in heat transfer : proceedings of the First Baltic Heat Transfer Conference, Géteborg,
Sweden, Aug. 26-28, 1991 1992 / p. 1241-1251:ill

Calculation technique for evaluating metal random oscillating thermal stress parameters
Klevtsov, Ivan Tallinna Tehnikatlikooli Toimetised 1994 / Ik. 16-26: ill

Comparison of direct and indirect methods of tensile properties determination for post-exposed power plant steels
Dedov, Andrei; Klevtsov, lvan Annals of DAAAM for 2012 & Proceedings of the 23rd International DAAAM Symposium : Intelligent
Manufacturing & Automation 2012 / p. 0095-0098 [CD-ROM]
https://www.daaam.info/Downloads/Pdfs/proceedings/proceedings_2012/022.pdf

Condition assessment of power plant components operating under creep by testing of miniature specimens
Klevtsov, lvan; Dedov, Andrei Creep and Fracture in High Temperature Components : April 21-23, 2009, Zurich, Swizerland 2009 /
p. 1126-1137

Corrosion and life assessment of IntrexTM superheater tubes in a CFB oil shale boiler
Dedov, Andrei; Klevtsov, lvan; Lausmaa, Toomas; Hlebnikov, Aleksandr; Bojarinova, Tatjana Applied thermal engineering
2016/ p. 468-478 : ill https://doi.org/10.1016/j.applthermaleng.2015.12.061

Corrosion of air preheater tubes of oil shale CFB boiler. Part Il, Laboratory investigation of temperature impact
Tallermo, Harri; Klevtsov, lvan; Dedov, Andrei Oil shale 2009/ 1, p. 13-18 :ill

Corrosion resistance of ferritic alloys 13 CrMo 44 and 10 CrMo 910 in conditions of super heaters of PF oil shale boiler
Tallermo, Harri; Tomann, Elvi; Klevtsov, lvan; Bojarinova, Tatjana; Nuutre, Maaris Oil shale 1997 / 3, p. 317-327:ill

Creep damage evaluation of power plant components
Tallermo, Harri; Klevtsov, lvan "Creep Resistant Metallic Materials" held in Prague, Czech Republic, 8-11 April 2001 : part of the
10th joint International Conference on Creep & Fracture of Engineering Materials and Structures : proceedings 2001 / p. 306-311 :ill

Cyclic fatigue evaluation in metals under random oscillating stresses
Klevtsov, Ivan; Crane, Roger Proceedings of the Estonian Academy of Sciences. Engineering 1998 / 4, p. 286-306

Departure from nucleate boiling in helically coiled tube: revision of critical quality equations
Klevtsov, lvan Advances in engineering heat transfer : proceedings of the Second Baltic Heat Transfer Conference, Jurmala, Riga,
Latvia, August 21-23, 1995 1995 / p. 673-681: ill

Determination of tensile properties of power plant steels by testing of miniature specimens
Klevtsov, lvan; Dedov, Andrei ASME 2013 Pressure Vessels & Piping Conference : PVP2013 : July 14-18, 2013, Paris, France
2013

Direct measurement of mechanical properties of metal to be used in manufacture of power plant equipment
Klevtsov, lvan; Dedov, Andrei; Bogoljubova, Elena; Bojarinova, Tatjana Thermal engineering 2008 / 5, p. 431-434 : ill

Erosion wear testing of boiler steels at elevated temperatures

Priss, Jelena; Klevtsov, Ivan; Dedov, Andrei; Antonov, Maksim 14th International Symposium "Topical problems in the field of
electrical and power engineering. Doctoral school of energy and geotechnology. II' : Pérnu, Estonia, January 13-18, 2014 2014 / p.
248-250 :ill

Evaluation of accumulated fatigue in metals due to random oscillating thermal stress
Klevtsov, Ivan; Crane, Roger Journal of pressure vessel technology 1996
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Evaluation of accumulated fatigue in metals due to random oscillating thermal stresses
Klevtsov, Ivan; Crane, Roger Journal of pressure vessel technology 1998 / 1, p. 43-50: ill

Experience in integrity assessment of steam turbine casings operated beyond the design lifetime
Dedov, Andrei; Klevtsov, Ivan; Lausmaa, Toomas Baltica IX : International Conference on Life Management and Maintenance for
Power Plants : Helsinki—-Stockholm—Helsinki, 11-13 June, 2013 2013 / p. 619-629 :ill

Experience in tensile properties determination by small punch test
Klevtsov, lvan; Dedov, Andrei Metallurgical journal 2010 / Special issue, p. 128-132

Fatigue life estimation for material under random stress oscillations
Klevtsov, Ivan; Crane, Roger Tallinna Tehnikatlikooli Toimetised 1994 / Ik. 4-15: ill

High temperature corrosion and remaining lifetime assessment of ferritic steel 13CrMo4-4 tubes in a convective
superheater of a CFB oil shale boiler

Dedov, Andrei; Klevtsov, lvan; Lausmaa, Toomas; Bojarinova, Tatjana Corrosion science 2020 / art. 108311
https://doi.org/10.1016/j.corsci.2019.108311 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

High temperature corrosion of boiler steels in hydrochloric atmosphere under oil shale ashes
Priss, Jelena; Rojacz, Harald; Klevtsov, lvan; Dedov, Andrei; Winkelmann, Horst; Badisch, Ewald Corrosion science 2014 / p. 36-
44 :ill

High temperature corrosion of martensite alloy under oil shale fly ash
Tallermo, Harri; Klevtsov, Ivan; Uus, M.; Crane, Roger Journal of pressure vessel technology 2001 / 3, p. 387-390

High temperature corrosion of martensite steel under influence of chlorine
Klevtsov, Ivan; Tallermo, Harri VGB PowerTech 2001 /1, p. 79-82

High temperature corrosion resistance of boiler steels in the presence of chlorine-containing on-tube deposits
Klevtsov, Ivan; Tallermo, Harri; Bojarinova, Tatjana; Lausmaa, Toomas Abstracts : Symposium on Qil Shale 2002, 18-21
November 2002, Tallinn, Estonia 2002 / p. 25

A high temperature corrosion resistance of boiler steels in the presence of chlorine-containing surface deposits
Klevtsov, lvan; Tallermo, Harri; Bojarinova, Tatjana; Crane, Roger ASME journal of pressure vessel technology 2005/ 2, p. 106-
111

High temperature corrosion resistance of the austenitic steels in the presence of chlorine-containing on-tube deposits
Klevtsov, Ivan; Tallermo, Harri; Bojarinova, Tatjana; Lausmaa, Toomas Proceedings of the 3rd International Conference
Industrial Engineering - New Challenges to SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 157-160 : ill

High temperature cyclic impact/abrasion testing of boiler steels
Priss, Jelena; Klevtsov, Ivan; Dedov, Andrei; Antonov, Maksim; Rojacz, Harald; Badisch, Ewald Engineering materials &
tribology XX112014 / p. 289-292

High-temperature chlorine corrosion in presence of sulfurcontaining and potassium external deposits
Priss, Jelena; Klevtsov, lvan; Winkelmann, Horst Annals of DAAAM for 2012 & Proceedings of the 23rd International DAAAM

Symposium : Intelligent Manufacturing & Automation 2012 / p. 0911-0916 : ill [CD-ROM]
https://www.daaam.info/Downloads/Pdfs/proceedings/proceedings_2012/211.pdf

High-temperature corrosion of superheater tubes in oil shale boilers
Dedov, Andrei; Tallermo, Harri; Klevtsov, lvan; Bojarinova, Tatjana International Oil Shale Symposium : Tallinn, Estonia, June 8-
11, 2009 : future energy solutions : come and share your vision! 2009 / p. 35 : ill http://www.ester.ee/record=b4775098*est

High-temperature corrosion resistance of the austenitic steels in the presence of chlorine-containing on-tube deposits

Klevtsov, Ivan; Tallermo, Harri; Bojarinova, Tatjana; Lausmaa, Toomas Oil shale 2003 / 4, p. 501-509 : ill
https://artiklid.elnet.ee/record=b1014395%est

Hochtemperaturkorrosion der Stihle 12 Ch 1 MF, 13 CrMo 44 und 10 CrMo 910 im SF-Kessel bei der Temperatur des
Metalls bis zu 540 C
Tallermo, Harri; Klevtsov, lvan VGB Kraftwerkstechnik 1998 /8, S. 105-111: 1l

Impact of small specimens sampling on durability of in-service power plant components
Klevtsov, lvan; Dedov, Andrei; Bogoljubova, Elena Conference Proceedings : 2nd International Conference SSTT : Determination
of mechanical properties of materials by small punch and other miniature testing techniques 2012 / p. 373-378
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Influence of nickel and chromium contents on the boiler steels high temperature corrosion resistance
Klevtsov, Ivan; Tallermo, Harri; Bojarinova, Tatjana Baltica V : Condition and Life Management for Power Plants : Porvoo,
Finland, June 6-8, 2001. Vol. 1 2001 / p. 235-246 : il

Investigation of boiler materials with relation to corrosion and wear : review
Priss, Jelena; Klevtsov, lvan; Dedov, Andrei; Antonov, Maksim Proceedings of the 9th International Conference of DAAAM
Baltic Industrial Engineering, 24-26th April 2014, Tallinn, Estonia 2014 / p. 389-394 : ill

Investigation of steam turbine blades damage and reliability in a power plant

Molodtsov, Artjom; Dedov, Andrei; Klevtsov, lvan; Kommel, Lembit; Lausmaa, Toomas; Mikli, Valdek Modern Materials and
Manufacturing 2019 : 12th International DAAAM Baltic Conference and 27th International Baltic Conference BALTMATTRIB 2019.
Selected, peer reviewed papers from the conference Modern Materials and Manufacturing 2019 (MMM 2019), April 24-26, 2019,
Tallinn, Estonia 2019 / p. 89-94 : ill https://www.scientific.net/KEM.799.89 https://www.ester.ee/record=b5235278*est
https://doi.org/10.4028/www.scientific.net/KEM.799.89 Conference proceeding at Scopus Article at Scopus

Korrosiooni ja roomavuse tingimustes té6tava energiaseadme metalli valik, diagnostika ja jadkressursi maaramise
siisteem

Tallermo, Harri; Klevtsov, Ivan; Uus, M. Maintenance & Energy : Baltic'99 messikonverents : 6.-7. mai 1999, Tallinn 1999/ [9] Ik.
mapis

Laboratory tests of high-temperature corrosion of steels B-407, X8CrNiNb1613 and X8CrNiMoNb1616 under impact of
ash formed at pulverized firing of oil shale
Tallermo, Harri; Klevtsov, lvan; Bojarinova, Tatjana; Dedov, Andrei Oil shale 2005/ 4S, p. 467-474 :ill

Life assessment of power plant components
Tallermo, Harri; Klevtsov, lvan Proceedings of the Estonian Academy of Sciences. Engineering 1999/ 1, p. 64-70: ill

Life management of power plant based on structural damage testing
Tallermo, Harri; Klevtsov, Ivan; Arras, V. Baltica IV : Plant Maintenance for Managing Life & Performance : Helsinki-Stockholm-
Helsinki, 7-9 September, 1998. Vol. 1 1998 / p. 251-259

Measurement of the tensile and yield strength of boiler steels by small punch and tensile test methods
Klevtsov, lvan; Dedov, Andrei; Molodtsov, Arjiom Estonian journal of engineering 2009 / 2, p. 99-107 : il

Method of small samples for assessment of properties of power plant components : sampling devices and stress
concentration in dimples

Dedov, Andrei; Klevtsov, lvan; Lausmaa, Toomas; NeSumajev, Dmitri Baltica VIl : life management and maintenance for power
plants. Vol. 2 2007 / p. 180-192 : ill

Necessity of mechanical properties testing for service exposed power plant steels

Klevtsov, lvan; Bogoljubova, Elena; Bojarinova, Tatjana; Dedov, Andrei 3rd International Symposium "Topical Problems of
Education in the Field of Electrical and Power Engineering" : Doctoral School of Energy and Geotechnology : Kuressaare, Estonia,
January 16-21, 2006 2006 / p. 161-163 :ill

Overview of wear problems in circulating fluidized bed boilers
Priss, Jelena; Klevtsov, Ivan 12th International Symposium "Topical Problems in the Field of Electrical and Power Engineering."
Doctoral School of Energy and Geotechnology Il : Kuressaare, Estonia, June 11-16,2012 2012 / p. 157-159 :ill

Peculiar high temperature corrosion of martensite alloy under impact of Estonian oil shale fly ash
Tallermo, Harri; Klevtsov, Ilvan; Uus, M. Baltica IV : Plant Maintenance for Managing Life & Performance : Helsinki-Stockholm-
Helsinki, 7-9 September, 1998. Vol. 1 1998 / p. 295-303

Random thermal stress oscillations and fatigue life estimation for steam generator tubes
Klevtsov, lvan; Crane, Roger Journal of pressure vessel technology 1994 / 2, p. 110-114

Residential thermal energy storage development
Crane, Roger; Porteiro, Jose L.F.; Klevtsov, lvan Proceedings of the Estonian Academy of Sciences. Engineering 1997 / 2, p. 75-
84:ll

Sampling devices for extraction of miniature specimens from power plant components

Klevtsov, Ivan; Tallermo, Harri; Uus, Mati; Lausmaa, Toomas; NeSumajev, Dmitri; Dedov, Andrei Proceedings of the 5th
International Conference of DAAAM Baltic : Industrial Engineering - Adding Innovation Capacity of Labour Force and Entrepreneur :
20-22 April 2006, Tallinn, Estonia 2006 / p. 53-58 :ill

Slurry erosion testing of steel with oil shale ash as abrasive
Priss, Jelena; Klevtsov, lvan; Juhani, Kristjan; Antonov, Maksim 11th International Symposium "Topical Problems in the Field of
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Electrical and Power Engineering." Doctoral School of Energy and Geotechnology Il : Parnu, Estonia, January 16-21, 2012 2012 / p.
300-302 :ill

Sondi tareerimisest soojusvoo kiirgus- ja konvektiivkomponentideks jagamiseks
Marin, V.; Klevtsov, lvan XXIX vabariiklik Ulidpilaste teaduslik- tehniline konverents 30. martsist - 1. aprillini 1977 : ettekannete
teesid 1977 / k. 70-71 https://www.ester.ee/record=b2449987*est

Strained condition diagnosis and fatigue life prediction for metals under cyclic temperature oscillations
Klevtsov, lvan 1994 http://www.ester.ee/record=b1066290*est

Strength calculations of slurry disposal pipeline
Priss, Jelena; Klevtsov, lvan The 22nd DAAAM World Symposium : 23-26th November 2011, Vienna, Austria 2011 /p. 1175-1176

Stress distribution in boiler drums
Lausmaa, Toomas; Klevtsov, Ivan; Tallermo, Harri 3rd International Conference Strength, Durability and Stability of Materials and
Structures : SDSMS'03 : 17-19 September, 2003, Klaipeda, Lithuania : programme abstracts 2003 / p. 23

Stress distribution in mis-shapen boiler drums
Lausmaa, Toomas; Tallermo, Harri; Klevtsov, Ivan Proceedings of the 3rd International Conference Industrial Engineering - New
Challenges to SME : 25-27 April 2002, Tallinn, Estonia 2002 / p. 38-41 :ill

Terase 12X1M® korgetemperatuurilise korrosiooni kiirenemine tuhasadestiste kloori mojul
Tallermo, Harri; Lausmaa, Toomas; Klevtsov, Ilvan; Nuutre, Maaris Energia Teataja = OHeproBectHuk 1997 / k. 12-16, 42-46: ill
https://www.ester.ee/record=b1072156*est

Teraste 13 CrMo 44 ja 10 CrMo 910 korrosioonikindlus tolmpdlevkivikatlas metalli temperatuuril kuni 540 kraadi C
Tallermo, Harri; Tomann, Elvi; Klevtsov, lvan; Bojarinova, Tatjana; Nuutre, Maaris Energia Teataja 1997 / k. 12-17, 36-40 :ill
https://www.ester.ee/record=b1072156*est

The impact of sampling to stress distribution in power plant components
Lausmaa, Toomas; Klevtsov, lvan Proceedings of the 5th International Conference of DAAAM Baltic : Industrial Engineering -
Adding Innovation Capacity of Labour Force and Entrepreneur : 20-22 April 2006, Tallinn, Estonia 2006 / p. 59-64 : ill

The influence of chlorine in ash deposits on 12Cr1MoV alloy high temperature corrosion
Tallermo, Harri; Lausmaa, Toomas; Klevtsov, lvan; Nuutre, Maaris Oil shale 1997 / 3, p. 307-316: ill

The methodical aspects of steam pipe creep damage estimation
Klevtsov, Ivan; Tallermo, Harri; Crane, Roger Baltica lll : International Conference on Plant Condition & Life Management, Helsinki-
Stockholm, June 6-8, 1995. Vol. 1 1995 / p. 155-164:ll

The programs for strength calculation in pipelines
Priss, Jelena; Klevtsov, Ivan 10th International Symposium "Topical Problems in the Field of Electrical and Power Engineering”.
Doctoral School of Energy and Geotechnology Il : P&rnu, Estonia, January 10-15, 2011 2011 / p. 209-212 : ill

The remaining lifetime assessment of turbines K-200-130

Klevtsov, lvan; Lausmaa, Toomas; Tallermo, Harri "Creep Resistant Metallic Materials" held in Prague, Czech Republic, 8-11
April 2001 : part of the 10th joint International Conference on Creep & Fracture of Engineering Materials and Structures : proceedings
2001 /p. 320-326 :ill

Thermal shocks and fatigue life of helically coiled once-through steam generator tubes in transition boiling zone
Klevtsov, lvan Proceedings of the Estonian Academy of Sciences. Engineering 1997 / 2, p. 85-97:ill

Trends in life management of "Eesti Energia"
Tallermo, Harri; Klevtsov, Ivan; Arras, V.; Gorohhov, J. Baltica lll : International Conference on Plant Condition & Life Management,
Helsinki-Stockholm, June 6-8, 1995. Vol. 2 1995 / p. 621-627

Using of small punch test for determination of tensile properties for power plant steels
Klevtsov, lvan; Dedov, Andrei; Molodtsov, Artjom Proceedings of the 6th International Conference of DAAAM Baltic "Industrial
Engineering" : 24-26th April 2008, Tallinn, Estonia. [2] 2008 / p. 473-477 :ill

AHanu3 HanpsXKeHHOro COCTosIHMA AealpaTopHoro 6aka Ha aaBneHue 0.5 MlMa
Klevtsov, lvan; Tallermo, Harri 3nepreTtvk 2001/ 3, c. 15-18

AnnpokcummMpyroLme ypaBHeHUs A1 FPAHUYHBIX NAapocoAepXKaHU B 3MeeBUKax
Klevtsov, lvan Tenrnoaxepretvka 1995/ 3, c. 50-54: un
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BnusiHne ruppoanHaMmyeckom HeCTabuNbHOCTU Ha AONITOBEYHOCTb NaporeHepupyoLwmx Tpy6 B 30He Kpusuca
KUMeHUs BTOPOro poaa
Klevtsov, lvan Vccreqoeanue pa6oTbl naporeHepaTopoB arekTpocTaHumin 1987 / c. 72-76

BrnusiHne KOHLIEHTpaLMK Xropa B HAaTPYOHbLIX 30J/I0BLIX OTIOXKEHMSIX HA CKOPOCTb BbICOKOTEMMNEPaTyPHOM KOPPO3uun
ctanu 12X1M®
Tallermo, Harri; Lausmaa, Toomas; Klevtsov, lvan; Nuutre, Maaris TenrnosHepretuka 1997 / 12, c. 66-69: un

BnusiHne TepMnyeckoro conpoTMBeHUs1 OTNOXEHUN Ha paboTy peKynepaTMBHOro TennoobMeHHMKa
Kaar, Harri; Klevtsov, lvan Vccregosanue pa6oThl naporeHepaTopoB arnekTpocTaHumii 1989 / c. 82-89

BrnmsiHne conykryaumn cpakerna v oTNoXKeHU Ha TePpMUYECKMNE HanpsPKeHUs B 3KPaHHbIX Tpybax

Klevtsov, lvan; Kdar, Harri; Lausmaa, Toomas; Mikk, llmar BrissiHne MuHeparnbHoi YacTu a3HepreTU4eCKmX TOMMMB Ha YCroBus
paboTbl MApOBLIX KOTIOB : Te3uckl Aoknaaos IV BeecotosHon koHdepeHumm. Tom IV, cekuusa 3, TennoobmeH B ycrioBusix
3arpsi3HeHVs1 NOBEPXHOCTEN HarpeBa u Tennogusndeckne CBocTea oTroxeHuii 1986 / c. 140-143
https://www.ester.ee/record=b1217237*est

BbicokoTeMnepaTypHasi KOPPO3USA MaPTEHCUTHBLIX U ayCTEHUTHLIX CTanen nog HaTPyOHbLIMU OTIIOXKEHUSAMU ClNaHLeBOMN
301bI
Tallermo, Harri; Klevtsov, Ivan Oil shale 2002/ 1, p. 19-33 :iill

M'MnoTe3bl HAKONJIEHUA YCTaNOCTHbLIX NOBPEXAEHUN U OLIeHKN AONTOBEYHOCTU MaTepuanoB
Klevtsov, lvan MNpo6riembl paboThbl KOTENbHbLIX YCTAaHOBOK TEMMOBbIX 3NieKTpocTaHuuin 1989 / c. 47-56

AvHamuka nameHeHUs Tennogm3nyeckmx CBOMCTB NOBEPXHOCTEN cTanei B BoAe UX Harpesa npu TepmoobpaboTke
Klevtsov, Ivan; Strungard, D.; Tilkma, Toomas; SevtSuk, N. Teauchk! goknagos XXXI cTyaeH4eckol Hay4HO-TEXHUYECKO
koHdbepeHuumn 1980 / ¢ . 77-78 https://www.ester.ee/record=b1319482*est

JonroBe4yHOCTb NPAMOTOYHOM NaporeHepupyloLLen TPyobl B yCNOBUSIX KpU3nca TENJI0OTAAYM KUMeHeM BTOPOro poaa
Antikain, P.A.; Grigorjev, A.S.; Klevtsov, lvan; Lausmaa, Toomas; MoskvitSov, V.F.; TrubatSov, V.M.; Eskin, N.B.
Tennodusnyeckure uccreoBaHys naporeHepaTopa ¢ refmeBbiM TenroHocutenem 1986 / c. 82-92

30HAOBOE U3MepeHne COCTaBNSAIOLNX CITIOXKHOIO TennoobmeHa B YCNOBUSX 3arpsi3HeHUs

Mikk, limar; Klevtsov, lvan BnvsiHue MuHeparnbHOM YacTy SHepreTUHeCKMX TONMMB Ha YCrioBuMst paboThbl NaporeHepaTopoB : Te3unchl
pokrnagos lll BcecotrosHon koHdepeHuun. Cekuusa 3., TennoobmMeH B yCnoBUsiX 3arpsi3HeHUs NOBEPXHOCTEN HarpeBa 30510BbIMU
OTIOXEHNAMU 1 Tenrocusndeckue ceonctea oTroxxeHun 1980 / c. 51-54 https://www.ester.ee/record=b1267039*est

30HA0BLIN MeTOA UCCIieA0BaHUs BHELLHEro TeNSIoo6MeHa B NilaMeHHbIX TEPMUYECKUX nevax : aBTopedepar ...
KaHauMAaaTa TexHu4Yeckux Hayk (05.14.04)
Klevtsov, lvan 1982 http://www.ester.ee/record=b1289152*est

30HA0BbIN MeToA UccnefoBaHUsA BHELWHEro Tennoo6MeHa B NiaMeHHbIX TePpMUYECKUX NeYax : AUccepTaums ...
KaHAMAaTa TeXHMYeckux Hayk : 05.14.04 - npombILLieHHasA Tenso3HepreTnka
Klevtsov, Ivan 1982 http://www.ester.ee/record=b2411116*est

UccnegoBaHue BHeLIHEro Tensioo6MeHa B TEPMUYECKUX NeYvax 30HAOBbIM METOAOM
Mikk, llmar; Klevtsov, lvan MNpo6nembl paboTbl KOTESbHBLIX YCTAHOBOK TEMMOBbIX 3rieKTpocTaHumuin 1981 / c. 61-68

UccnepoBaHMe HEKOTOPbIX MapaMeTPOB JTy4MCTOro TennoobmeHa u (hM3MKo-XMMUYECKNX CBOMCTB OTNOXEHUN
MOHU3MpPYHOLLIeCA Npucaaku B naporeHepartope MId-ycraHoBku Y-25

Mikk, llmar; Tiikma, Toomas; Viilmann, lllar; Prikk, Arvi; Klevtsov, lvan Bocbmasi MexayHapogHas koHdepeHuus no MIM-
npeobpaszoBaHuto aHeprum : Mockea, 12-18 ceHtabps 1983 r. : [moknagel]. T. 2 = Eighth International Conference on MND Electrical
Power Generation : Moscow, September 12-18, 1983. Vol. 2 1983 / ¢. 102-105 : un https://www.ester.ee/record=b5646255*est

UccnepoBaHue paboTbl NPAMOTOYHOM NaporeHepupyloLwwen Tpyobl B yCrNoOBUAX KpM3nUca TennooTaayum npu KUNeHum
BTOpPOro poga

Glebov, V.P.; Klevtsov, lvan; Kaar, Harri; Lausmaa, Toomas; MoskvitSev, V. F.; Eskin, N.B. TennoaHepretuka 1987 / c. 30-34
https://www.ester.ee/record=b1443335*est

K ouieHKe fONMroBe4YHOCTU NPAMOTOYHbLIX NAPOreHepUpyLLMX TPYO B 30He Kpuamnca KuneHusi BTOporo poaa
Antikain, P.A.; Klevtsov, lvan; Kaar, Harri; Lausmaa, Toomas; TrubatSov, V. M. TenrnoaHepreTuka 1988 / c. 42-45
https://www.ester.ee/record=b1443335*est

K pacueTHOMy uccnepoBaHuio paboThl TPYO NaporeHepaTopa B yCNOBUSX LIUKNMYECKUX Nyfibcauyi TemnepaTtyp
Klevtsov, lvan; Kaar, Harri; Lausmaa, Toomas Npo6rieMbl paboTbl KOTeNbHbIX YCTAHOBOK TEMMOBLIX 3rieKTpocTaHumii 1985 / c.
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81-94

KoHaykTuBHasA rpagyMpoBKa aTYUMKOB TEMNJIOBOro NOTOKa C NonepeyHon COCTaBnsioLen
Klevtsov, lvan Npobriembl paboTbl KOTEMNBHLIX YCTAHOBOK TEMIOBbIX 3NeKkTpocTaHuuin 1981 / c. 69-79

KoHTponb cocTosiHMA MeTarna Ha TeNSIOBbIX NIEKTPOCTaHLMAX SCTOHUMU
Klevtsov, lvan; Tallermo, Harri; Uus, M. TennoaHepretuka 1999 /5, ¢c. 75-77: un
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Kpuauc kmneHus BToporo poga : MateMaTtMyeckoe MogenvpoBaHue TeMnepaTtyp U HanpsbkeHUn B CTEHKe
naporeHepupyloLLero KaHana B TpexXxmepHOM NpubvkeHun
Klevtsov, lvan; Kéaar, Harri; Lausmaa, Toomas VccrenosaHve paboTel naporeHepaTopoB anekTpocTaHuuin 1988 / c. 82-87

NabopatopHas ycTtaHOBKa Ansi UCCrieAoBaHUA CreKTpanbHOW U3yvaTeribHOM CNOCOGHOCTU pa3nMyHbIX MaTepuanos
Tiikma, Toomas; Klevtsov, lvan NMpo6rembl paboTbl KOTEMbHbIX YCTAHOBOK TEMMOBbIX 3reKTpocTaHumii 1983 / c. 57-64

MeToauyeckue acnekTbl pacyeTHOro onpeaerieHnsi pacxoAoBaHuWs pecypca MeTarnia napornpoBoaoB
Klevtsov, Ivan; Tallermo, Harri TenrnosHepreTtvka 1996 / 12, c. 21-24: un

MeToabl U Npubopbl pasaeneHus yYNCcTo-KOHBEKTUBHOIO TENSIOOGMEHa B NPOMbILLIEHHbIX neYax
Klevtsov, lvan; Mikk, llmar ViccnegoBaHure paGoTbl naporeHepaTopoB anekTpocTaHumin 1979/ c. 149-156

Hakonutenu Tenna B cucteme OoTOMSIEHUA MHOMBUAYanbLHOro oma
Klevtsov, Ivan; Krein, RA.; Porteiro, H.L.F. TennoaxepreTuka 1997 / 8, c. 68-71: un

O nepeBo3Ke Ma3yTa aBTOMOOUIIbHbLIM TPAHCMOPTOM
Veski, Ants; Klevtsov, lvan Mpo6riembl paboTbl KOTENbHbIX YCTAHOBOK TEMSIOBbLIX 3neKkTpocTaHumii 1985 / ¢. 103-110

OnpepeneHne ocTaTo4yHOro pecypca naponpoogoB T3C 3cToHun
Klevtsov, lvan; Tallermo, Harri TennoaHepreTtuka 2002 /4, c. 70-74 : un

OnTUMM3aLMs KOHBEKTUBHbLIX NOBEPXHOCTEN TENNIO0OMeHa NapoBbIX KOTMOB NPU 06pa3zoBaHMM CbiNy4MX OTNOXEHUN
Klevtsov, lvan; Kaar, Harri; Touart, Raivo TennoobmeH B naporeHepaTtopax : MaTepuarsl BCeco3HoM koHdepeHLmW, noHb 1988
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OueHKa BNMUAHUSA PEXUMHbIX NapamMeTpoB NPAMOTOYHOIO NaporeHepaTopa Ha TensioooMeH U JONTOBEYHOCTb MeTarna
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Klevtsov, lvan Tennoaxepretvka 1996 / 3, c. 68-70: un

OueHKM JONroBeYHOCTU MaTepurarnoB Mo CTaTUCTUYECKUM XapaKTepUCcTUKaM opavHaT npouecca HarpyXeHum u
MeToAaMu noacyeTa LMKIIOB
Klevtsov, Ivan; Tugov, A. MNpobriembl paboTbl KOTESBHBLIX YCTAHOBOK TEMMOBLIX 3NieKkTpocTaHuuin 1989 / c. 57-67
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Klevtsov, lvan; Dedov, Andrei; Bogoljubova, Elena; Bojarinova, Tatjana TenrnosHepreTuka 2008 / 5, c. 65-68 : win

Pa3paboTka KOHMYECKOW MoAenu YepHoro Tena
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Klevtsov, lvan; Kéar, Harri Teaucbl goknagos 8. BcecotosHoi koHepeHumm [ByxdasHbl 1 NOTOK B SHEPreTUHMECKMX MaLWHAX U
annapatax. T. 31990/ c. 15-17
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Klevtsov, lvan; Kaar, Harri; Lausmaa, Toomas /ccrieaosaHve paboTel naporeHepaTopoB anekTpocTaHuuin 1987 / c. 65-71

Tepmmyeckue HanpspkeHUsi B CTeHKe TPyObl MaporeHeparopa ¢ reneBbIM TEMNIOHOCUTENEM U UX BNUSIHUE Ha
[ONITOBEYHOCTb : pac4eTHble UccriefoBaHus
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YcoBepLueHCTBOBaHUE NPUMOOPORB AnNsi UCCrieAoBaHNsi BHELWHEro TeNnyI006MeHa B TePMUYECKUX Nnevax
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Klevtsov, Ivan; Kaar, Harri Tallinna Tehnikalikooli Toimetised 1992 / k. 97-106: ill
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