
YSZ-rGO composite ceramics by spark plasma sintering : the relation between thermal evolution of conductivity,
microstructure and phase stability
Glukharev, Artem; Glumov, Oleg; Temnikova, Maria; Saffarshamshirgar, Ali; Hussainova, Irina; Konakov, Vladimir Electrochimica
acta 2021 / art. 137533 https://doi.org/10.1016/j.electacta.2020.137533 Journal metrics at Scopus Article at Scopus Journal metrics at
WOS Article at WOS

https://doi.org/10.1016/j.electacta.2020.137533
https://www.scopus.com/sourceid/25181
https://www.scopus.com/record/display.uri?eid=2-s2.0-85097353214&origin=inward&txGid=44c2dd06be9ae193fad9fc5d35a691c3
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=ELECTROCHIM ACTA&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000607619900014

