
Application of modulation spectroscopy methods in photovoltaic materials research = Modulatsioonspektroskoopia
meetodite rakendamine päikeseenergeetika materjalide uurimiseks
Raadik, Taavi 2015 https://digi.lib.ttu.ee/i/?2521 https://www.ester.ee/record=b4482452*est

Growth and optical properties of two-dimensional transition metal dichalcogenides = Kahedimensionaalsete
siirdemetallide dikalkogeniidide kasvatus ning optiliste omaduste uurimine
Kaupmees, Reelika 2021 https://digikogu.taltech.ee/et/Item/72b400aa-c5da-4db6-8cb0-acce54153e2a
https://www.ester.ee/record=b5429502*est https://doi.org/10.23658/taltech.25/2021

Magnetic properties of functional oxides = Funktsionaalsete oksiidide magnetilised omadused
Khanduri, Himani 2013 https://www.ester.ee/record=b2954989*est

Optical properties of multinary semiconductor compounds for photovoltaic applications = Päikesepatareides
kasutatavate mitmikpooljuhtühendite optilised omadused
Grossberg, Maarja 2010 https://digi.lib.ttu.ee/i/?512 https://www.ester.ee/record=b2637396*est

Photoluminescence of chalcopyrite tellurides = Kalkopüriitsete telluriidide fotoluminestsents
Jagomägi, Andri 2006 https://www.ester.ee/record=b2209329*est

Study of kesterite solar cell absorbers by capacitance spectroscopy methods = Kesteriitsete päikesepatareide
absorbermaterjalide uurimine mahtuvusspektroskoopiliste meetoditega
Kask, Erkki 2016 https://www.ester.ee/record=b4573390*est

Temperature dependent electrical properties of kesterite monograin layer solar cells = Kesteriitsete monoterakihiliste
päikesepatareide elektriliste omaduste temperatuursõltuvused
Danilson, Mati 2016 https://digi.lib.ttu.ee/i/?5113 https://www.ester.ee/record=b4565639*est

Terahertz spectroscopy of low-dimensional spin systems = Madalamõõduliste spinnsüsteemide terahertsspektroskoopia
Hüvonen, Dan 2008 https://www.ester.ee/record=b2375139*est
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