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Tin sulfide films by chemical spray pyrolysis : formation and properties = Tinasulfiid kiled keemilise pihustuspürolüüsi
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TiO2 thin films by ultrasonic spray pyrolysis for photocatalytic air-cleaning applications = TiO2 õhukesed kiled ultraheli
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