
Heating rate efect on the thermal behaviour of some clays and their mixtures with oil shale ash additives
Kaljuvee, Tiit; Štubna, Igor; Hulan, Tomaš; Kuusik, Rein, keemik 3rd Central and Estern European Conference on Thermal Analysis
and Calorimetry, 25-28 August 2015, Ljubljana, Slovenia : book of abstracts 2015

TA-MS and FTIR study of Mg2+ and glycine modified Ca-hydroxyapatite
Bogdanoviciene, Irma; Tõnsuaadu, Kaia; Kaljuvee, Tiit; Traksmaa, Rainer; Kareiva, Aivaras 3rd Central and Estern European
Conference on Thermal Analysis and Calorimetry, 25-28 August 2015, Ljubljana, Slovenia : book of abstracts 2015 / p. 371

The study of firing the ceramic body made from illite and fluidized combustion fly ash
Hulan, Tomaš; Trnik, Anton; Kaljuvee, Tiit; Štubna, Igor; Kallavus, Urve; Traksmaa, Rainer 3rd Central and Estern European
Conference on Thermal Analysis and Calorimetry, 25-28 August 2015, Ljubljana, Slovenia : book of abstracts 2015 / p. 89

Thermal analysis of oxy-combustion of Estonian oil shale : kinetics of process stages
Trikkel, Andres; Meriste, Tõnis; Yörük, Can Rüstü; Kuusik, Rein, keemik 3rd Central and Estern European Conference on
Thermal Analysis and Calorimetry, 25-28 August 2015, Ljubljana, Slovenia : book of abstracts 2015 / p. 59


