
Raman spectroscopy for reliability assessment of multilayered AlCrN coating in tribo-corrosive conditions [Online
resource]
Baroninš, Janis; Antonov, Maksim; Bereznev, Sergei; Raadik, Taavi; Hussainova, Irina Coatings 2018 / art. 229, 12 p. : ill
https://doi.org/10.3390/coatings8070229 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

Raman spectroscopy of multilayered AlCrN coating under high temperature sliding/oxidation
Baroninš, Janis; Antonov, Maksim; Bereznev, Sergei; Raadik, Taavi; Hussainova, Irina Modern Materials and Manufacturing
2019 : 12th International DAAAM Baltic Conference and 27th International Baltic Conference BALTMATTRIB 2019. Selected, peer
reviewed papers from the conference Modern Materials and Manufacturing 2019 (MMM 2019), April 24-26, 2019, Tallinn, Estonia
2019 / p. 9-14 https://www.scientific.net/KEM.799.9 https://www.ester.ee/record=b5235278*est
https://doi.org/10.4028/www.scientific.net/KEM.799.9 Conference proceeding at Scopus Article at Scopus

https://doi.org/10.3390/coatings8070229
https://www.scopus.com/sourceid/21100872725
https://www.scopus.com/record/display.uri?eid=2-s2.0-85051604242&origin=inward&txGid=e14d81a6ed8d23ee8794bbba6a899fbe
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=COATINGS&year=2022
https://www.webofscience.com/wos/woscc/full-record/WOS:000440015700003
https://www.scientific.net/KEM.799.9
https://www.ester.ee/record=b5235278*est
https://doi.org/10.4028/www.scientific.net/KEM.799.9
https://www.scopus.com/sourceid/12378
https://www.scopus.com/record/display.uri?eid=2-s2.0-85071052477&origin=inward&txGid=819d6cb0a39ded27e94081b9d1b69c78

