
Methods for evaluating the appearance of hot dip galvanized coatings
Sepper, Sirli; Peetsalu, Priidu; Saarna, Mart Agronomy research 2011 / P. 229-236 : ill https://agronomy.emu.ee/wp-
content/uploads/2011/12/p09s128.pdf

The effect of substrate microstructure on morphology of zinc coatings
Sepper, Sirli; Peetsalu, Priidu; Mikli, Valdek; Saarna, Mart Proceedings of the 8th International Conference of DAAAM Baltic
Industrial Engineering, 19-21st April 2012, Tallinn, Estonia. 2 2012 / p. 717-722 : ill

Transferring of galvanic wastes to pigments
Piiroja, Eduard Kemia-kemi = [Finnish chemistry] 1991 / p. 970 https://www.ester.ee/record=b1201067*est

https://agronomy.emu.ee/wp-content/uploads/2011/12/p09s128.pdf
https://www.ester.ee/record=b1201067*est

