
Parametric optimization of selective laser melted 13Ni400 maraging steel by Taguchi method
Patil, Viraj Vishwas; Mohanty, Chinmaya P.; Prashanth, Konda Gokuldoss Journal of manufacturing and materials processing
2024 / art. 52 https://doi.org/10.3390/jmmp8020052

Selective laser melting of a novel 13Ni400 maraging steel : material characterization and process optimization
Patil, Viraj Vishwas; Mohanty, Chinmaya P.; Prashanth, Konda Gokuldoss Journal of materials research and technology 2023 / p.
3979-3995 https://doi.org/10.1016/j.jmrt.2023.10.193 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at
WOS

Spark plasma sintering of 13Ni-400 maraging steel: Enhancement of mechanical properties through surface modification
Patil, Viraj Vishwas; Prashanth, Konda Gokuldoss; Mohanty, Chinmaya P. Journal of alloys and compounds 2023 / art. 170734 : ill
https://doi.org/10.1016/j.jallcom.2023.170734 Journal metrics at Scopus Article at Scopus Journal metrics at WOS Article at WOS

https://doi.org/10.3390/jmmp8020052
https://doi.org/10.1016/j.jmrt.2023.10.193
https://www.scopus.com/sourceid/21100383742
https://www.scopus.com/record/display.uri?eid=2-s2.0-85176264364&origin=inward&txGid=b008685b2cb05fda20ccb59966f97991
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J MATER RES TECHNOL&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:001113894000001
https://doi.org/10.1016/j.jallcom.2023.170734
https://www.scopus.com/sourceid/12325
https://www.scopus.com/record/display.uri?eid=2-s2.0-85161280782&origin=inward&txGid=d47fab02279c135e08e0f95a1e315f7d
https://jcr.clarivate.com/jcr-jp/journal-profile?journal=J ALLOY COMPD&year=2023
https://www.webofscience.com/wos/woscc/full-record/WOS:001018300300001

