
Effect of CdCl2 annealing treatment on structural and optoelectronic properties of close spaced sublimation CdTe/CdS
thin film solar cells vs deposition conditions
Spalatu, Nicolae; Hiie, Jaan; Mikli, Valdek; Krunks, Malle; Valdna, Vello; Maticiuc, Natalia; Raadik, Taavi; Caraman, Mihail
Thin solid films 2015 / p. 128-133 : ill http://dx.doi.org/10.1016/j.tsf.2014.11.066

Electrical characterization of annealed chemical-bath-deposited CdS films and their application in superstrate
configuration CdTe/CdS solar cells
Graf, Aleksandr; Maticiuc, Natalia; Spalatu, Nicolae; Mikli, Valdek; Mere, Arvo; Gavrilov, Aleksei; Hiie, Jaan Thin solid films
2015 / p. 351-355 : ill http://dx.doi.org/10.1016/j.tsf.2014.11.003

Influence of the secondary thermal annealing on the properties of CdTe/CdS:CdCl2:O2 structure
Yang, Wangjun; Spalatu, Nicolae; Maticiuc, Natalia; Krunks, Malle; Hiie, Jaan Proceedings of 13th International Conference of
Young Scientists on Energy Issues : CYSENI 2016 : May 26-27 2016, Kaunas, Lithuania 2016 / p. VII-220 - VII-225 : ill

Structural and optoelectronic properties of CdCl2 activated CdTe thin films modified by multiple thermal annealing
Spalatu, Nicolae; Krunks, Malle; Hiie, Jaan Thin solid films 2017 / p. 106-111 : ill http://dx.doi.org/10.1016/j.tsf.2016.09.042

Structural reproducibility of CdTe thin films deposited on different substrates by close space sublimation method
Potlog, Tamara; Spalatu, Nicolae; Maticiuc, Natalia; Hiie, Jaan; Valdna, Vello; Mikli, Valdek; Mere, Arvo Physica status solidi (a) :
applications and materials science 2012 / p. 272-276 : ill https://ibn.idsi.md/ro/vizualizare_articol/188177

Temperature dependent electroreflectance study of CdTe solar cells
Raadik, Taavi; Krustok, Jüri; Josepson, Raavo; Hiie, Jaan; Potlog, Tamara; Spalatu, Nicolae Thin solid films 2013 / p. 279-282
: ill

http://dx.doi.org/10.1016/j.tsf.2014.11.066
http://dx.doi.org/10.1016/j.tsf.2014.11.003
http://dx.doi.org/10.1016/j.tsf.2016.09.042
https://ibn.idsi.md/ro/vizualizare_articol/188177

